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INTRODUCTION 

This report updates work on measurements of the dissolution rates of single-phase and 

multi-phase ceramic waste forms in flow-through reactors at Lawrence Livermore 

National Laboratory. Previous results were reported in Bourcier (1999)*. 

Two types of tests are in progress: (1) tests of baseline pyrochlore-based multiphase 

ceramics; and (2) tests of single-phase pyrochlore, zirconolite, and brannerite (the three 

phases that will contain most of the actinides). Tests of the multi-phase material are all 

being run at 25°C. The single-phase tests are being run at 25", 50°, and 75°C. All tests are 

being performed at ambient pressure. The as-made bulk compositions of the ceramics are 

given in Table 1. 
! 

The single pass flow-through test procedure [Knauss, 1986 #140] allows the powdered 

ceramic to react with pH buffer solutions traveling upward vertically through the powder. 

Gentle rocking during the course of the experiment keeps the powder suspended and 

avoids clumping, and allows the system to behave as a continuously stirred reactor. For 

each test, a cell is loaded with approximately one gram of the appropriate size fraction of 

powdered ceramic and reacted with a buffer solution of the desired pH. The buffer 

solution compositions are given in Table 2. 

All the ceramics tested were cold pressed and sintered at 1350°C in air, except brannerite, 

which was sintered at 1350°C in a CO/CO2 gas mixture. They were then crushed, sieved, 

rinsed repeatedly in alcohol and distilled water, and the desired particle size fraction 

collected for the single pass flow-through tests (SPFT). The surface area of the ceramics 

measured by BET ranged from 0.1 - 0.35 m2/g. The measured surface area values, 

average particle size, and sample weights for each ceramic test are given in the 

Appendices. 

* Bourcier, W. L. (1999). Interim report on development of a model to predict dissolution 
behavior of the titanate waste form in a repository and compilation of data from SPFT ceramic 
dissolution tests (FY99 milestones 4. l e  and 4. lf), Lawrence Livermore National Laboratory, 
UCRL-ID-135363, PIP-00-003. 55 p. 
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Table 1. Compositions of ceramics used in SPFT dissolution tests. 

! 

Ixide Element 

0 
:a0 Ca 
TO2 U 
’u02 Pu 
:e02 Ce 
;d203 Gd 
‘io2 Ti 
if02 Hf 
;a203 ‘ Ga 
:no Zn 
4gO Mg 

)xide Element 

0 
:a0 Ca 
J02 U 
u02 Pu 
:e02 Ce 
id203 Gd 
‘io2 Ti 
if02 Hf 
;a203 Ga 
,nO Zn 
{go Mg 

bxide Element 

0 
r02 U 
io2 Ti 

P104 
Oxide Element 

wt% mole wt% mole 
% % 

12.6 25.0 9.0 9.1 
30.2 12.5 26.7 4.5 

9.6 6.3 7.8 2.3 

35.8 50.0 21.4 18.2 
11.8 6.3 10.0 2.3 

-- -- 25.1 63.6 

-- -- -- -- 

-- -- -- -- 

-- -- -- -- 
P139 (zirconolite ceramic) 

Oxide Element 
wt% mole wt% mole 

% % 
24.9 64.0 

9.7 20.2 6.9 7.1 
16.1 7.0 14.2 2.5 

6.4 4.3 5.2 1.5 
6.9 2.2 6.0 1.6 

35.5 52.1 21.3 18.3 
25.4 14.1 21.5 5.0 

-- -- -- -- 

Brannerite 
Oxide Element 

wt% mole wt% mole 
% % 
-- 22.8 66.7 -- 

61.1 31.7 53.9 10.6 
38.9 68.3 23.3 22.8 

Impure Feed (Batch 4) 
Element 

% % 

9.9 21.2 7.1 7.5 
23.6 10.5 20.8 3.7 
11.9 5.2 10.5 1.8 

Oxide 
wt% mole wt% mole 

-- -- 24.1 63.8 

7.9 2.6 6.9 1.8 
35.9 54.1 21.5 19.0 
10.6 6.1 9.0 2.1 
0.14 0.09 0.10 0.06 
0.11 0.14 0.07 0.05 
0.02 0.06 0.01 0.02 
P 137 (pyrochlore ceramic) 

Oxide Element 
wt% mole wt% mole 

% % 
-- 24.9 63.8 

10.5 21.7 7.5 7.7 
24.3 10.4 21.4 3.7 

-- 

8.4 5.7 6.9 2.0 
8.1 2.6 7.1 1.8 

36.2 52.7 21.7 18.6 
12.5 6.9 10.6 2.4 

The flow-through tests were run at various flow rates ranging from I O  to 100 ml/day. The 

flow rates for each test are given in the Appendices. Peristaltic pumps were used to 

control flow rate. A debubbler cell was placed in line for each buffer solution. The 
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PH 

PH 2 

debubbler allows the gas exsolved during heating of the fluid to escape, avoiding the 

capture of bubbles inside the reaction chamber. 

Buffer Components Concentration 

HC1 0.01 molal 

PH 4 

PH6 

Potassium acid phthalate-HC1 0.001 molal 

Potassium acid phthalate-NaOH 0.001 molal 

PH8 

pH 8.5 

pHlO 

pH12 1 NaOH I 0.01 molal 

Boric acid-NaOH 0.005 molal 

NaHC03 0.005 molal 

Boric acid-NaOH 0.005 molal 

pH12 NazCO3-NaOH 

pH12 I KZHP04-NaOH I 0.01 molal 

0.01 molal 

The reacted solutions were periodically sampled, weighed to determine flow rates, and 

analyzed by ICPMS for cerium, gadolinium, hafnium, titanium, and uranium. The 

concentration data were used to compute the normalized release rate, which is defined as: 

C. * Q  NR = 
' S*rn*A 

where Ci is the blank-corrected concentration of element i in the buffered leach solution 

(per unit volume), Q is the solution flow rate, S is the BET-measured specific surface area 

of the ceramic, m is the mass of ceramic, and &. is the weight fraction of element i in the 

ceramic. Normalized release rates in units of g/m2/day for each element are given in the 

Appendices. 
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SUMMARY OF DATA 

Tests of the U-Pu multi-phase pyrochlore-based cerumic waste form 

The SPFT tests of the plutonium-bearing pyrochlore-based ceramic were carried out in 

pH buffers of 2 , 4  and 6 at room temperature. The tests have been ongoing for 34 

months. Figure 1 shows the dissolution rates of Pu and U as a function of time at the 

three pH values tested. Release rates are highest at low pH. At a given time and pH, the 

normalized release rates for U and Pu are approximately the same. The release rates 

decrease with time, and the effect of pH tends to decrease with time. 

Figure 2 compares the dissolution rates of all the elements (except Ca) in the U-Pu 

ceramic at each pH tested. The elemental release becomes more non-stoichiometric as 

the solution pH increases from 2 to 6. However, even at pH 6, elemental releases become 

more congruent with time. The concentrations of some elements such as Hf and Ti in pH 

6 leachate are near or below the detection limits of ICP-MS. The amounts of Ca released 

from the ceramic were below background because of the high background levels of Ca 

under standard laboratory conditions. 

! 

Tests of the U-Ce multi-phase pyrochlore-based ceramic waste form 

Two sets of room temperature SPFT tests of the U-Ce ceramic are in progress; tests at pH 

2,4, 6, and 8; and tests at pH 9, 10 and 12. Ce serves as an analog for Pu in these 

ceramics. Because the ceramic contains no Pu the tests do not need to be performed in a 

glovebox. The pH 2-8 tests have been ongoing for 35 months. The pH 9-12 tests have 

been ongoing for 28 months. Figure 3 shows the normalized release rates for elements in 

the U-Ce pyrochlore ceramic waste form as a function of time. The data trends are 

consistent with those obtained from the tests of U-Pu ceramic samples. The normalized 

release rates of uranium at pH 2 to 9 clearly continued to decrease for the duration of the 

tests; however, the release rates at higher pHs seem to have leveled off between 1.5 and 2 

years. Note that although Ce and U are released congruently at low pH values (Figure 3), 
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at pH 8 and higher, U is released faster than Ce. This probably is due to a lower relative 

solubility of Ce vs. U at neutral to alkaline pH values. 

At pH 12, three different buffers were used to study the effects of various anions 

(hydroxide, carbonate, and phosphate) on dissolution behavior. After a year of reaction, 

uranium release rates started showing a dependence on-solution composition (see Figure 

4a). The release rate of uranium in these buffers decreases in the order: Na2C03 > NaOH 

> K2HP04. The anion species apparently participate in the reactions controlling the 

release of U. However, Ti and Hf do not appear to be affected by the anion present, at the 

resolution of our tests (Figures 4b and 4c). 

' Two more SPFT tests (at pH 2 & 4) for the multiphase ceramic BSL8 (received from 

PNNL,) at room temperature were started in February 2000. An earlier sample of this 

formulation tested at PNNL showed anomalous release rate data; normalized release rates 

for some elements increased with time. No analytical data are currently available from 

our tests on this material. Data on this test will be reported in the next data update. 

! 

Tests of U-Ce single-phase ceramics 

SPFT tests on nominally single-phase pyrochlore' ((Ca,Gd)(Hf,Ce,U,Gd)Ti206), 

zirconolite ((Ca,Gd)(Hf,Ce,U,Gd)Ti206), and brannerite (UTi206) ceramics are being 

carried out at 25", 50" and 75 "C over a pH range of 2-12. The tests of the pyrochlore and 

zirconolite have been in progress for 24 months. The tests of the brannerite have been in 

progress for 15 months. They are all currently being maintained at 75°C with infrequent 

sampling. It should be noted that these ceramics all contain small amounts of rutile and 

mixed Ti-Hf oxides (<lo volume %). The pyrochlore ceramic also contains a small 

amount of brannerite (<2 volume %). The presence of small amounts of other phases may 

affect the interpretation of the data. 

Although pyrochlore and zirconolite have the same chemical formula, the pyrochlore contains 2 

greater amounts of U and Ce and a lesser amount of Hf than zirconolite (see Table 1) and 
because of this crystallizes with a different structure. 
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Figures 5 to 7 show normalized uranium release rates observed in each phase at 25", 50" 

and 75"C, respectively. Only uranium data are plotted. Uranium was generally above 

detection limits at all pH values and therefore shows the best trends. Other elements were 

detectable only under a subset of test conditions. The concentrations of all analyzed 

elements are given in Appendix C, D and E. In general, the highest release rates are 

obtained for brannerite with rates of 10" - lo4 g/m2/day obtained at the longest 

durations. Rates for pyrochlore and zirconolite are typically an order of magnitude lower 

at similar pH and temperature. 

The data show a progressive increase in non-stoichiometry of release as the pH increases 

from 2 to 10. At pH 2, Ca, U, Ce, and Ti are all released at nearly the same rate. At 

higher pH values, elements other than U leach at slower rates. Most of the data show a 

continuous decrease in release rate with time, similar to the Pu-U ceramic release rate 

data. 

! 

Summary of dissolution rates as function ofpH 

Figure 8 compares normalized release rates of uranium for both single phase and multi- 

phase ceramics as a function of pH at room temperature. The data are averages of 

measured values over the 90 to 120 day sampling period for all the ceramics except 

brannerite, for which the 19-26 day data were used. The error bars represent one standard 

deviation on the average of the analytical data. The curves show a general trend of 

decreasing dissolution rate with pH up to near neutral pH, with perhaps a minimum at 

neutral pH, and little or no effect of pH at higher pH values. The single phase zirconolite 

and pyrochlore ceramics are slightly more durable than the multiphase ceramics. The 

single phase brannerite is about two orders of magnitude less durable than the other single 

phase ceramics and the multi-phase ceramics. The multi-phase ceramics probably show 

higher release rates because they contain some of the less durable brannerite phase. 

Figure 9 compares beginning and ending normalized release rates for uranium from 

multi-phase ceramics as a function of pH. With time, the release rates slow down, as 
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noted previously. However, the Ce-U ceramic release rate slows down more than the Pu- 

U ceramic release rate. This is better seen in Figure 10 where the ratio of the normalized 

release rate of U from the Pu-U ceramic over the normalized release rate of U from the 

Ce-U ceramic is shown as a function of time. A positive slope of the data indicate the 

durability of the Ce-U ceramic increases with time relative to the Pu-U ceramic. The 

implication is that the data may be showing radiation damage due to alpha decay of Pu in 

the Pu-U ceramic that is not be present in the Ce-U ceramic. A preliminary calculation 

indicates that something near ten to the twentieth atoms per cm3 would have been 

displaced from their lattice sites by reason of the alpha decay by during the three year test 

duration (Rich Van konynenburg, pers. com.). There are a few times ten to the twenty- 

first atoms per cm3 for this high material, so a couple % the atoms may have been 

displaced. Whether this trend is real and whether radiation damage is the cause cannot be 

determined with a high degree of certainty given the uncertainty of these data. ! 

CONCLUSIONS 

Some generalizations can be made based on these test results. The normalized release 

rates for most elements continue to decrease with time, although for some materials and 

pH conditions, they appear to be at or near steady state (after 3 years). There appear to be 

no cases where the release rates accelerate dramatically as has been observed in multi- 

year tests of silicate glasses. At low pH values, Hf is released more slowly and Gd at 

about the same rate as Pu. At neutral to alkaline pH values, all of these elements are 

released at rates so slow that analytical limitations make it difficult to determine relative 

release rates with much certainty. 

The single phase tests consistently show that brannerite is the least durable phase, by 1-2 

log units. Zirconolite and pyrochlore appear to be comparable in durability, especially 

when a correction is made for the small amount of brannerite present in the pyrochlore 

material. 

With time, the effect of pH on dissolution rate becomes less pronounced, except perhaps 

for the single phase brannerite. 
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And finally, in tests at pH 12 with three different anions present (hydroxide, carbonate, 

and phosphate), carbonate appears to enhance the dissolution rate relative to simple 

hydroxide, and phosphate decreases the rate relative to simple hydroxide. But the overall 

effect of the anions is a factor of 10 or less. 

? 
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0 200 400 600 800 1000 120' 

Run Time (day) 

Figure 1. Normalized release rates of elements from the U-Pu 
multi-phase pyrochlore -based ceramic waste form (Impure Feed, 
batch 4). (a) normalized release rate of Pu, (b) normalized release 
rate of U, and (c) flow rates. 
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Figure 2. Normalized release rates of plutonium, uranium, titanium, 
hafnium and gadolinium in U-Pu multi-phase pyrochlore ceramic 
waste form (Impure Feed, batch 4) at pH (a) 2, (b) 4, and (c) 6 
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Figure 3. Normalized release rates of major elements in U-Ce 
multi-phase pyrochlore ceramic waste form (P 104) and flow rates 
at pH (a) 2, (b) 4. 

12 



0 100 200 300 400 500 600 700 800 900 io00 

Run Time (day) 

I I I IE-21 

t - H C  +Flow h e  

I E-4 

9 a 
I€-5 - 

bJ3 

2 IE-6 

Y 

z 
I E-7 

l r .  8 

I E-9 
0 100 200 300 400 5 0 0  600 700 800 900 I 

Run Time (ddy) 

Figure 3 (cont). Normalized release rates of major elements in 
U-Ce multi-phase pyrochlore ceramic waste form (P 104) and 
flow rates at pH (c) 6 ,  (d) 8. 
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Figure 3 (cont). Normalized release rates of major elements in U-Ce 
multi-phase pyrochlore ceramic waste form (P 104) and flow rates at pH 
(e) 9, (0 10. 
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Figure 3 (cont). Normalized release rates of major elements 
in U-Ce multi-phase pyrochlore ceramic waste form (P 104) 
and flow rates in three different buffers (g) NaZC03, (h) 
NaOH, and (i) K2HP04) at pH 12. 
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Figure 4. Effects of pH buffer chemistry on the dissolution 
rates of (a) U, (b) Hf and (c) Ti in U-Ce multi-phase 
pyrochlore-based ceramic waste form at pH 12. 
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Figure 5.  Normalized release rates of uranium from single-phase 
ceramics at 25" C for (a) brannerite, (b) pyrochlore, and (c) 
zirconolite. As-batched bulk compositions given in Table 1. 
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Figure 6. Normalized release rates of uranium from single- 
phase ceramics at 50' C for (a) brannerite, (b) pyrochlore, and 
(c) zirconolite. 
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Figure 7. Normalized release rates of uranium from single- 
phase ceramics at 75" C for (a) brannerite, (b) pyrochlore, and 
(c) zirconolite. 
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Figure 8. Comparison of dissolution rates of uranium from multi-phase and 
single phase tests as a function of pH at 25' C. 
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Figure 9. Comparison of dissolution rates of uranium from U-Ce 
vs. U-Pu ceramics as a function of pH at room temperature. 
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Figure 10. Comparison of uranium release rates from Pu-U and Ce-U 
ceramics. The ratio of NR of U from the Pu-U ceramic over the NR of U from 
the Ce-U ceramic is plotted vs. time. At greater times, the relative durability of 
the Ce-U ceramic increases relative to the Pu-U ceramic, perhaps indicating 
some deterioration in durability due to radiation damage by Pu in the Pu-U 
ceramic. 
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Appendices 

The appendices contain all data obtained from the single-pass flow through tests 
of the ceramic waste forms. 

Appendix A. Pu-U Multi-phase Pyrochlore-based Ceramic Waste Form 
Appendix B. Ce-U Multi-phase Pyrochlore-based Ceramic Waste Form 
Appendix C. Ce-U Single Phase Zirconolite 
Appendix D. Ce-U Single Phase Pyrochlore 
Appendix, E. Ce-U Single Phase Brannerite 

I Notes: 

1. 

2. 
3. 

4. 

5.  

6.  

Surface areas measured using nitrogen BET. Surface area of Pu-U ceramic 
material was estimated based on particle size and comparison with BET 
measurements of Ce-U material. 
“Mass” refers to mass of ceramic powder used in test. 
“Surf Area” is calculated surface area based on starting mass, BET 
measurement, and a correction term that takes into account surface area loss 
over duration of experiment as particles decrease in size. The calculation 
assumes smooth spherical particles and is based on uranium normalized 
release rates. 
“NR’ refers to normalized release rates for the element as defined on page 4 
of text. 
“% loss” is calculated mass loss assuming stoichiometric dissolution and is 
based on uranium release. Uranium is generally the fastest released element. 
The % loss is therefore a conservative upper limit on total mass released. 
“Calc thickness” is the calculated thickness of material dissolved from the 
particle surface. As with ‘% loss’, it is calculated from the normalized release 
rate of uranium and assumes stoichiometric dissolution. As such it provides an 
estimate of the total amount of particle dissolution. “Calc thickness” can also 
be used as an estimate of the surface leached layer thickness assuming 
uranium is preferentially released from the surface layer and the titanate 
framework remains. The more relevant interpretation depends on the pH of the 
test. At low pH values where release is nearly congruent, ‘Calc thickness’ 
corresponds to the thickness of material that has been dissolved from the 
surface. At neutral pH values where release is incongruent (uranium is 
released more quickly than Ti, Hf and other elements), it is a better estimate 
for leached layer thickness. 
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Appendix A 

Pu-U Multi-phase Pyrochlore-based Ceramic Waste Form 

! 
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Pu225 
Pu226 
Pu227 
P"228 
P"229 
P"230 
P"231 
Pu232 
P"233 
P"234 
P"235 
Pu236 
Pu237 
P"238 
Pu239 
Pu240 
Pu241 
Pu242 
Pu243 
Pu244 
Pu245 
Pu246 
Pu247 
Pu246 
Pu249 
Pu250 
PuZ51 
Pu252 
Pu253 
Pu254 
Pu255 
Pu256 
Pu257 
Pu258 
Pu259 
P"260 
Pu261 
Pu262 
P"263 

Ti 
Element WFracElemenl Surface Area Caiculatkon 

assume spherical  articles 
0 U 02152 0 2130 /"."'"."'-""ai 

0 2080 num nlcler! = 2 39E.8 1 
P" 0 1050 
Hf 
Ca 
Gd 
Ga 
Zn 
Mu 

Uasi  Ceramics 
(U I  

100000 
0 99998 
0 99987 
0 99968 
0 99959 
0 99906 
0 99860 
0 99810 
0 99726 
0 996111 
0 99514 
099419 
0 99296 
0 99203 
0 98962 
0 98543 
0 98439 
0 98310 
0 98227 
098126 
0 98034 
0 97930 
0 97856 
0 97762 
0 97612 
0 97548 
0 97463 
0 97405 
0 97333 
0 97222 
0 97093 
0 96878 
0 96687 
0 9676 
0 96477 
0 96382 
0 96304 
0 96077 
0 95986 
0 95901 
0 95818 
0 95743 
0 95667 
0 95593 
0 95522 
0 95461 
0 95351 
0 95282 
0 95273 
0 95262 
0 95252 
0 95221 
095179 
0 95138 
0 950E5 
0 9501 1 
0 94954 
0 94898 
0 94806 
0 94782 
0 94673 
0 91620 
0 94548 
094511 

."In 

m U d a Y I 

14  851 
14  882 
14 840 
15 037 
16 840 
14 841 
14.909 
15 002 
15 036 
14 995 
14 970 
15014 
15  027 
1 5  185 
30 234 
30 209 
30.206 
30 304 
30 439 
30 256 
30.262 
30 295 
32.308 
32.009 
30.975 
31.282 
30 880 
8 639 
8 654 
8.679 

47.309 
46.939 
47.038 
46.819 
46.868 
46 784 
61 944 
61.169 
61.348 
61.228 
61 878 
60 734 
61.387 
61 459 
61 438 
61 308 
74 752 
74 957 
77 976 
78.727 
78.706 
78.406 
78.592 
79.130 
78.768 
79.672 
79.575 
80.634 
80.936 
81.590 
82.760 
83.857 
83.684 

(days1 
0 0  
0 4  
1 2  
2 4  
3 0  
5 8  
7 9  
9 9  
12 9 
15 9 
19 9 
22 9 
26 9 
29 9 
37 9 
48 9 
51 8 
55 9 
58 8 
62 4 
65 8 
69 9 
72 9 
76 9 
83 9 
86 9 
90 9 
93 9 
98 3 
105 0 
1130 
1199 
125 4 
132 9 
139 9 
1469 
152 9 
168 0 
1749 
1819 
188 9 
195 9 
202 9 
209 9 
2169 
223 9 
237 8 
244 8 
245 8 
246 9 
247 9 
250 8 
254 9 
258 8 
266 9 
271 9 
279 8 
286 9 
298 9 
i%9 
315 8 
323 9 
335 9 
341 9 

0 0899 
0 0708 
0 0665 
0 0010 
0 0007 
0 0001 
0.97 

Flow Rsle Rim time Dianuter Surf. Area 
lmicronsl lsq. m l  

11 538 010000 
11 538 
11.538 
11 537 
11 537 
11.535 
11.533 
11 531 
11 528 
11 525 
11 520 
11 516 
11 511 
11.508 
11 498 
11 482 
11 478 
11 473 
11 470 
11 466 
11.462 
11.456 
j1.455 
11.452 
11.446 
11.443 
11.440 
11.438 
11.435 
11.431 
11.026 
11.417 
11.410 
11.405 
11 401 
11.398 
11.395 
11.386 
1 1 ,382 
11.379 
11.375 
11.372 
11.369 
11.366 
11.3M 
11 361 
11.357 
11.354 
11.354 
11 .I53 
I 1  353 
11.352 
11.350 
11.348 
11.245 
11.343 
1 1.341 
11.339 
11.335 
11.334 
11.330 
11.326 
1I.325 
11.323 

0.10000 
0,09999 
0,09998 
0.09997 
0.09994 
0.09991 
0.09987 
0.09982 
0.09976 
0.09968 
0.09961 
0.09953 
0 09947 
0 09931 
0 09903 
0 09896 
0 09887 
0.09881 
0 09875 
0 09868 
0 09862 
0.09857 
0.09850 
0 09840 
0.W836 
0.09830 
0.09826 
0.09821 
0.09814 
0.09805 
0.09778 
0.09778 
0.09770 
0.09764 
0.09757 
0.09752 
0.09737 
0.09731 
0.03725 
0.09719 
0.09714 
0.09709 
0 03704 
0 09699 
0.09695 
0.09688 
0.09683 
0.09682 
0.09682 
0.09681 
0.09679 
0.03676 
0.09873 
0.09668 
0.09665 
0.09661 
0.09657 
0.w651 
0.09M9 
0.09642 
0.09638 
0.09633 
0.09631 

DH 

2 59 
2.59 
2 51 
2 A4 
2.39 
2.48 
2 56 
2 51 
2.52 
2.57 
2 60 
2.58 
2.56 
2.52 
2.54 
2.44 
2.50 
2.48 
2 A3 
2.47 
2.45 
2.43 
2 50 
2 42 
2 47 
2.50 
2 50 
2 50 
2 A5 
2 45 
2 2 9  
2 15 
2 33 
2 30 
2 47 
2 42 
2 58 
2 55 
2.51 
2.42 
2.37 
2.33 
2.30 
2.22 
2.09 
2.10 
2.11 
2.11 
2.14 
2.14 
2 15 
2.13 
2.14 
2.16 
2.04 
2.02 
2.03 
2.12 
2.12 
2.15 
2.15 
2 28 
2.21 

P" 
DDb 

20.650 
41.040 
47.180 
46.031 
58.740 
70.980 
78.010 
86.290 
88.230 
98.170 
98 770 
95 030 
95 030 
92 210 
58.620 
54 550 
48 670 
43.500 
43.200 
41 220 
39.460 
37.790 
33.580 
31.300 
31 ,900 
30.880 
29.670 
87.830 
88.870 
85.920 
18.320 
17.200 
14.560 
14.090 
13.460 
12.910 
11.240 
10.135 
9.155 
8.957 
8.008 
8.350 
8 077 
7.592 
6.612 
5.996 
6.073 
5.954 
6.061 
6.400 
6.072 
6.135 
6.201 
5.351 
6.250 
4.220 
4.604 
5.324 
4.890 
3.882 
3.638 
3.330 
3.418 

U 
DPb 

1467 
953 

236 

189 

118 

83 

69 

66 

63 

203 
195 
61 
36 
41 
33 
31 
35 
32 
24 
24 
25 
25 
24 
23 
22 
24 
22 
26 
23 
20 
21 
21 
21 
20 
19 
20 
16 
17 
16 
18 
15 
14 
14 
14 

+it 
DDb 

1 4  
2 4  

N O 4  5 

NDeO 5 

N D 4  5 

NDIO 5 

0 60 

0 90 

1 2 0  

3 30 
A 40 
5 80 
2 40 
3 40 
3 10 
3.70 
A 50 
18.00 
4.80 
4.40 
4.90 
4.60 
4.70 
4.80 
5.10 
5.10 
1.40 
4.90 
6.50 
5.50 
4.40 
A 20 
3.40 
2 90 
N D 4  
7.20 
3.20 
3.80 
4.30 
5.30 
3.20 
3.10 
3 10 
3 10 

Gd 
DDb 

4862.0 
1148.0 

76 00 

59 00 

A0 00 

28 00 

23 00 

22.00 

21.00 

€400 
63.00 
15.00 
10.60 
11.80 
8.90 
8.50 
9.60 
8.70 
6.10 
5.80 
6.10 
6.00 
5 90 
5 50 
5 40 
5.80 
5 20 
6 70 
5 60 
4 90 
5.10 
5 30 
5.30 
4.80 
4.50 
4.90 
3.40 
310 
3.30 
4.10 
2.80 
2.70 
2.70 
2.50 

Ga 
Deb 

120 

NDq1 
NDII 
N D 4  
NDr1 
NDcI 
N D 4  
NDsI 
NDCl 
N D d  
N D 4  
ND<1 
N D 4  
ND<1 
ND<1 
N D 4  
ND<1 
ND<1 
ND<1 
NDc1 
N D d  
NDr1 
N D d  
N D 4  
N D 4  
ND<1 
N D 4  
NDc1 
NDC1 
ND<1 
N k 1  
NDrl 
N k 1  

CS 
DDb 

91.90 
51.10 
13.60 
25.00 
22.00 
24.50 
21.40 
41.50 
13.60 
17.40 
16.60 
21.10 
22.50 
12.70 
16.10 
20.30 

66 30 
12.80 
19.20 
21.60 
43 30 

15.00 
15.40 
9.50 

Ti 
m b  

161.0 
571.0 

273.00 

179.00 

126 00 

87 00 

72 00 

67 00 

62 00 

165 00 
165 30 
75 50 
31.20 
34.70 
25.60 
24.80 
26 90 
42.70 
18.30 
16.80 
17 60 
16.70 
16.70 
16.00 
14.50 
15 80 
10.80 
16 60 
14.80 
12.60 
16.80 
14.10 
16.30 
13.20 
14.40 
12.m 
9.10 
9.30 
9.70 
12.70 
8.00 
7.20 
7.50 
6.30 

zn 
D D ~  

45 9 
31.8 
2 4  
24 2 
27.8 
33.7 
23 7 
74.5 
51.3 

25.3 
23.7 
30.2 
22.5 
21.0 
31.6 
M.5 
67.9 
57.0 
53.0 
19.9 
24.3 
20.1 
26.8 
26.8 
24.0 
17.7 
20.3 
32.5 
36.1 
21.7 
27.1 
28.8 
24.0 

MI NRPu 
D D ~  e!rn*2lday 

2.92E-5 
5.82E.5 
6.67E-5 
6.60E.5 
8.31E-5 
1.01Ed 
1.11E4 
1.24Ed 
1.27Ed 
1.41Ed 
1.42Ed 
1.37Ed 
1.38Ed 
1.35Ed 
1.72Ed 
1.61Ed 
1.44Ed 
1.29Ed 
1.29Ed 
1.23Ed 
1 18Ed 
1 13Ed 
107Ed 
9.92E-5 
9 8OE-5 
9 W E 4  
9.1 I E-5 
7 56Ed 
7 878-5 
7.45E-5 
8 89E-5 
8.13E-5 
6.91E-5 
6.67E-5 
6.38E.5 
6.12E-5 
7.08E-5 
6.32E5 
5.738.5 
5.61E-5 
5.07E-5 
5.2065 
5.09E-5 
4.7BE-5 
4.18E-5 
3.79E-5 
4.681-5 
4.61E-5 
4.88E-5 
5.2OE-5 
4.94E-5 
4.97E-5 
5.04E.5 
4.39E-5 
5.1OE-5 
3.49E-5 
3.81E-5 
4.47E-5 
3.9564 
3.30E-5 
3.14E-5 
2.92E-5 
2.99E-5 

1 O5EJ 
6.80Ed 

3.51Ed 

2.82Ed 

1.78Ed 

1.25Ed 

1.11Ed 

1.02Ed 

9.77E-5 

8.85E-5 
8.54E-5 
1.16El 
9.07E-5 
9.82E-5 
7.88E5 
7.42E-5 
8 38E-5 
1.02Ed 
7.55E-5 
7.59E-5 
7.90E-5 
7.99E-5 
7.54E-5 
7.31E-5 
7.01E-5 
7.66E-5 
7.01E-5 
1.01E-4 
8.98E-5 
8.13E-5 
8.62E-5 
8.621-5 
8.59E-5 
8.21E-5 
7.86E-5 
8.25E-5 
6.68E-5 
7.WE-5 
8.77E-5 
7.88E-5 
6.44E-5 
6.11E-5 
8.lSE-5 
8.19E-5 

2.32E-6 
3.96E-6 

2.24E.6 

3.23E.6 

4.30E.6 

3.33E.6 
4.46E.6 
3.21E-5 
1.33E-5 
1.88E-5 
1.71E-5 
2.05E-5 
2.49E-5 
1.32Ed 
3.49E-5 
3.22E-5 
3.58E-5 
3.4OE-5 
3.42E-5 
3.53E-5 
3.76E-5 
3.78E-5 
1.03E-5 
4.41E-5 
5.87E-5 
5.I7E-5 
4.18E-5 
3.99E-5 
3.22E-5 
2.75E-5 

6.87E-5 
3.08E-5 
3.67E-5 
4.21E-5 
5.22E-5 
3.I8E-5 
3.13E-5 
3,17E5 
3.17E-5 

1.06E-2 
2.49EJ 

3.43Ed 

2.67Ed 

1.83Ed 

1.28Ed 

1.13Ed 

1.04Ed 

9.89E-5 

8.47E-5 
8.38E-5 
1.09Ed 
7.68E-5 
8.58E-5 
6.45E-5 
6.18E-5 
6.98E-5 
8.4OE-5 
5.83E-5 
5.57EJ 
5.851-5 
5.82E-5 
5.631-5 
5.31E-5 
5.23ES 
5.8215 
5.03E-5 
742E-5 
6.ME-5 
6.05E-5 
6.36E-5 
8.81E-5 
6.59E-5 
5.98E-5 
5.6.5E-5 
8.13E-5 
4.31E-5 
4.31E-5 
4.24E-5 
S.3OE-5 
3.65E-5 
3.58E-5 
3.63E-5 
3.35E-5 

1.09Ed 1.18Ed 
3.59Ed 
9.54E-5 
1.76Ed 
15484 
1.72Ed 
1.50Ed 
3 8884 
1.26Ed 
1.62Ed 
1.54Ed 
1.98Ed 
2.08Ed 
1.19Ed 
1.51Ed 
1.90Ed 

8.03Ed 
1.57Ed 
2.35Ed 
2.69Ed 
5.41Ed 

1.92Ed 
2.00Ed 
1.23Ed 

1.11Ed 
3.94Ed 

3.9214 

2 58Ed 

1.84Ed 

1.27E.4 

1.12Ed 

1.00Ed 

9.29E-5 

6.95E-5 
7.00E-5 
1.75Ed 
7.20E-5 
8.03E-5 
5.91E-5 
5.74E-5 
6.22E-5 
3.31Ed 
5.57E-5 
5.13E-5 
5.37E-5 
5.16E-5 
5.07E.S 
4.92E-5 
4 47E-5 
4 87E-5 
3.33E-5 
6.25E-5 
5.59E-5 
4.95E-5 
6.66E-5 
5 59E-5 
6.45E-5 
5.24E-5 
5.76E-5 
5.02E-5 
3.67E-5 
3.75E-5 
3.97E-5 
5.22E-5 
3.32E-5 
3.04E-5 
3.21E-5 
2.69E-5 

239086294 
219086294 
239086294 
219086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 

239086294 
230086294 
239086294 
239086294 

239088294 
239086291 
239086294 
239086294 
219086294 
239086294 
239086294 
239006191 
239086294 
239086294 
239086294 
239086294 
239086294 

97EJ 239086294 
26E.2 239086294 
70EJ 239086294 
72E-2 239086294 
97E.2 239086294 
a0e-2 239086294 
69E-2 239086294 
04E-2 239086294 
80E-2 239086294 

239086294 
2.37E-2 23908- 
2.256.2 239086294 
2.82E-2 239086294 
2.13E.2 239986294 
1.99E.2 239086294 
3.00E-2 239086294 
6.1 1 E.2 239086294 
1.OZE-1 239086294 
6.62E.2 239086294 
6.40E-2 239086294 
2.13E.2 239086294 
2.96E-2 239086294 
2.44E-2 239086294 
3.27E-2 239086294 
3.29E.2 239086294 
2.94E.2 139086294 
2.20E.2 239086284 
2.52E-2 239086294 
4.09E-2 239086294 
4.56E-2 239086W 
2.77E.2 239088294 
3.51E-2 239086294 
3.52E.2 239086284 
3.15E-2 239086294 

zmoa6294 

239086294 
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PuZM 
Pu265 
Pu266 
Pu267 
P"268 
Pu269 
Pu270 
Pu271 
Pu272 
PU273 
Pu274 
Pu275 
Pu276 
Pu277 
Pu278 
Pu279 
P"280 
P"281 
P"282 
P"283 
Pu284 
Pu285 
Pu286 
Pu287 
P"288 
Pu289 
P"29O 
PUS1 
Pu292 
PUS3 
Pu294 
PUB5 
Pu296 
Pu297 
PUS8 
Pu299 
P"2100 
P"2lOl 
averam ". IDIS 

0 94460 
0 94432 
0 94384 
0 94299 
0 94250 
0 94223 
094174 
094141 
0 94076 
0 94010 
0 93946 
0 93893 
0 93819 
0 93784 
0 93728 
0 93688 
0 93603 
093513 
0 93437 
0 93352 
0 93285 
0 93185 
0 93123 
0 93024 
0 92923 
0 92845 
0 92794 
0 92744 
0 92651 
0 92604 
0 92527 
0 92473 
0 92389 
0 971i7 
0 92277 
0 92149 
0 92065 
0 91943 
0 93123 
6 877 

79 602 
86 605 
93 193 
60 610 
61 107 
59 669 
59 622 
59 143 
58 950 
58 572 
58 790 
59 319 
58 984 
58 580 
53 966 
89 687 
40 743 
41 729 
39 114 
36 328 
39 056 
47 974 
48 192 
31 893 
40 312 
44 424 
42 900 
50 883 
50 773 
45 253 
49 889 
50 565 
62 484 
61 72h 
78 394 
29 481 
39 128 
81 394 

3509 11,321 
3559 11,320 
3639 11.118 
3778 11.315 
3859 11.313 
3909 11.312 
3999 11.310 
4059 11.309 
4199 11.306 
433.9 11.303 
447.9 11 301 
460.9 11299 
4779 11.296 
485.9 11.294 
503.4 11 292 
511.4 11 290 
531 5 11.287 
553.4 11283 
5754 11 280 
6024 11.277 
624.4 11.274 
657.3 11.270 
6794 11 268 
7154 11 2M 
7563 11 260 
790.4 11.256 
814.4 11 2% 
833.4 11.252 
8743 11.249 
8954 11.247 
931 4 11244 
958.4 11.241 
996.4 11.138 
1023.3 11.235 
10494 11.233 
1114.9 11 228 
1163.3 11.225 
1206.4 11.220 

0.09627 
0.09625 
0.09622 
0.09616 
0.09613 
0.09611 
0.09608 
0 09605 
0.09601 
0 09597 
0 09592 
0 09589 
0 09584 
0 09581 
0.09577 
0.09575 
0 09569 
0 09563 
0 09558 
0 09552 
0.09547 
0.09540 
0.09538 
0.09529 
0.09522 
0.09517 
0.09514 
0 09510 
0.09504 
0.09501 
0 09495 
0 09492 
0.09486 
0.09481 
0.09478 
0.09469 
0 09464 
0 09455 

2.35 
2.09 
2.18 
2.33 
2.31 
2 24 
2.29 
2 20 
2.20 
2.27 
2.18 
2.40 
2.15 
1.96 
2.17 
2.00 
2.10 
2.21 
2.34 
i 95 
2.35 
2.14 
2 32 
2.34 
1 87 
2.33 
2 03 
2.50 
2 19 
2 26 
2.22 
2.00 
2.04 
2.05 
2 04 
2.02 
2.00 
2.08 

3.371 
2.996 
2.981 
4.690 
1.563 
4.187 
4.282 
4.310 
3.674 
3.684 
3.636 
3.185 
3.467 
3 385 
2 771 
2.625 
4 792 
4 581 
4.127 
4.023 
3.614 
2.922 
2.735 
3 986 
2.848 
2 394 
2.329 
2.403 
2.077 
2.259 
2.013 
1.830 
1.648 
2.017 
0 910 
3.070 
2.060 
1.620 

14 
13 
12 
17 
16 
15 
15 
15 
14 
14 
13 
13 
13 
6.9 
6.1 
5 

9 7  
8.9 
8.2 
76 
7.3 
5 5  
5.3 
8.1 
5.7 

4.447 
4 809 
4 902 
3.858 
4.185 
3.943 
176 
3 i o  
2 59 
1.77 
6.30 
4.45 
3.64 

3 I O  
2 70 
2 70 
4 20 
4.00 
3 80 
3.60 
3.60 
3 10 
3.10 
2.90 
2.90 
2.90 
3.00 
2 30 
1.70 
3 90 
4.40 
4 40 
3 80 
4.10 
3.50 
3.20 
5 00 
3.90 
2.88 
2.27 
2 61 
1.87 
2 10 
2.26 
0.70 
1 60 
1.25 
0 54 
1.18 
2.04 
1.70 

2 50 
2.20 
2.00 
370 
3.40 
2.90 
3.00 
3.00 
2.60 
2.70 
2.30 
2.50 
2.40 
2 20 
1.90 
1.70 
3.10 
2 80 
2.70 
2.50 
2.40 
1.70 
1.70 
2.50 
1.80 
1.51 
1.32 
1.47 
1.18 
1.30 
138 
0.58 
0.99 
0.83 
0.56 
191 
1.31 
1.19 

NDr l  
N O 4  
NO<( 
NO4 
Nor1 
NO4 
NO<( 
190 
NO4 
NO4 
N o d  
N O 4  
NO<( 

6 PO 
7 20 
9 70 

23.90 
15 50 
25.80 
64.20 
12.40 
25.60 
U.30 
19.00 
32.30 
19.40 

7.60 
6.00 
5.60 
10.60 
9.30 
8.60 
8.20 
7.70 
7.30 
6.90 
6 30 
7.30 
6.20 
7.60 
8.30 
4 60 
9 00 
9.00 
8.50 
7.40 
8.10 
6.40 
6.40 
8 80 
8.00 
6 21 
5.27 
5.87 
5.17 
5.68 
5.53 
2.20 
4.04 
3.56 
2 48 
8.76 
6.08 
5.26 

19.9 
18.6 
21.9 
23.5 
31.5 
23.4 
55 3 
25 2 
28.0 
41 6 
56.1 
34.5 
18 4 

-c 

2.81E-5 
2.72E.5 
2.91E.5 
2.981-5 
2.93E-5 
2.63E-5 
2.6915 
2.6865 
2.2814 
2.28E.5 
2.26E.5 
2.OOE-5 
2.16E.5 
2.10E.5 
1.59E.5 
2.50E-5 
2.07E.5 
2.03E.5 
1.72E-5 
1.56E-5 
1.51E-5 
1.50E-5 
141E-5 
1.36E-5 
1.23E.5 
1.15E-5 
1.08E-5 
1.3285 
1.14E-5 
1 .l lE-5 
1.09E-5 
1.00E-5 
1.12E-5 
1.35E-5 
7.7766 
9.87E.6 
8.81E-8 
1.448-5 

5.89E-5 
5.95E-S 
5.92E-5 
5.46E-5 
5.19E-5 
4.75E-5 
4.75E-5 
4.72E-5 
4.39E-5 
4.37E-5 
4 O8E-5 
4.12E-5 
4.1OE-5 
2.16E-5 
1.76E-5 
2.40E-5 
2.12E-5 
2.0OE-5 
1.73E-5 
1.49E-5 
1.54E-5 
1.43E-5 
1.38E.5 
1.40E-5 
1.25E-5 
1.07E-5 
1.1 26-5 
1.36E-5 
1.07E-5 
1.03E4 
1.08E-5 
4.87E-6 
1.06E-5 
8.78E-8 
7.63E.6 
l.OZE-5 
9.60E.6 
1.WE-5 

3 02E-S 
2.8665 
3.08E-5 
3.12E-5 
3 OOE-5 
2.78E-5 
2.6dE-5 
2.62E-5 
2.25E-5 
2.24E-5 
2.1OE-5 
2.52E-5 
2.12EJ 
2.17E-5 
1.54E-5 
1.89E-5 
1.97E-5 
2.28E-5 
2.1dE-5 
1.72E-5 
2.00E-5 
2.10E-5 
1.93E-5 
2.00E-5 
1.97E-S 
1.61E-5 
1.23E-5 
1.67E-S 
1 .20E5 
1.20E-5 
1.43E-S 
4.488-6 
1.27E-5 
9.80E-6 
5.38E4 
4.43E-6 
$ .02E-5 
1.77E-5 

3.19E5 
3.06E-5 
3.00E-5 
3.61E-5 
3.35E-5 
2.79E-5 
2.88E-5 
2.86E-5 
2.48E-5 
2.56E-5 
2.19E-5 
2.4OE-5 
2.30E-5 
2.09E-5 
1.67E-5 
2.48E-5 
2.06E-5 
1.91E-5 
1.73E-5 
1.49E-5 
1.54E-5 
1.3dE-5 
1.35E-5 
1.31E-5 
1.20E-5 
1.1 t E-5 
9.33E-6 
1.2385 
9.93E4 
9.7914 
1.15E-5 
4.88E-8 
1.03E-5 
8.5364 
7.36E4 
9.41E4 
E.81E-8 
1.63E-5 

8.53E-5 
9.69E-5 
1.4164 
2.2564 
1.4814 
2.4OEd 
5,9714 

1.2413 1.15E4 
2.36E.4 
3.14Ed 
1.75E4 
J.OOE.4 
1.80E.4 

3.09E.5 
2.66E-5 
2.67E-S 
3.29E-5 
2.91E-5 
2.hlE-5 
2.5165 
2.34E-S 
221E-5 
2 O8E-5 
1.91E-5 
2.23E-5 
189E-5 
2 J O E 5  
2.32E-5 
2.14E-5 
I90E-5 
195E-5 
173E-5 
14OE-5 
1.65E-5 
1.60E-5 
1.6lE-5 
1.47E-5 
1.69E-5 
145E-5 
1.19E-5 
1.57E-5 
1.38E-5 
1.36E5 
146E-5 
5.876.6 
1.34E-5 
1.17E.S 
1.03E-5 
1.37E-5 
I .27E-5 
2.29E-5 

2 19E-2 
2 53E.2 
3 21E-2 
2.24E-2 
3.03E.2 
2 20E-2 
5 20E-2 
2.358.2 
2.6lE-2 
3.86E-2 
5.23E-2 
3.2%-2 
1.72E-2 

239086294 
239066194 
239086294 
239086194 

239086294 

239086294 
2 3 9 0 8 6 - 4 
239086294 
239086294 
239086294 
239086294 
239086294 
239086291 
2 3 9 0 8 6 29 4 
239086294 
239086-4 
239086294 
239086-4 
239016294 
239088294 
239086294 
239086294 

2 3 9 o 8 6 a 9 4 

239086a94 

2390a6-4 
239066294 
2390862'34 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
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25 C data 
Dn 4 
stsn 
Pu401 
Pu402 
Pu403 
Pu404 
Pu405 
Pu406 
Pu407 
Pu408 
Pu409 
Pu410 
Pu411 
Pu412 
P"413 
Pu414 
P"415 
Pu416 
Pup17 
PUP18 
P"419 
Pu420 
Pu421 
Pu422 
Pu423 
Pu424 
Pu425 
Pu426 
Pu427 
PU428 
P"429 
Pu430 
P"431 
Pu432 
P"433 
P"434 
P"435 
Pu436 
P"437 
P"438 
P"439 
Pup40 
Pu441 
Pu442 
PU443 
P"444 
P"445 
Pu446 
P"447 
P"448 
Pu449 
Pu450 
P"451 
Pu452 
P"453 
P"454 
PUS5 
Pu456 
Pu457 
P"458 
P"459 
P"460 
Pu461 
Pit462 
Pu463 
Pu4M 
P"465 
Pu466 
Pu467 
PY46a 
Pu469 
Pu470 
Pu471 
Pug72 
P"473 
P"474 
P"475 
Pu476 
Pu477 
P"478 
P"479 
Pu480 
Pu481 
Pu482 
PUP83 

1 00000 
0 99993 
0 99986 
0 99978 
0 99975 
0 99964 
0 99956 
0 99949 
0 99938 
0 99927 
099913 
0 99902 
0 99887 
0 99875 
0 99846 
0 99776 
0 99758 
0 99732 
0 99713 
0 99690 
0 99667 
0 99641 
0 99622 
0 99597 
0 99554 
0 99536 
0 99512 
0 99495 
0 99472 
0 99439 
0 99403 
0 99369 
0 99343 
0 99311 
0 99282 
0 99252 
0 99226 
0 99147 
099117 
0 99088 
0 99058 
0 99029 
0 99001 
0 98972 
0 98945 
0 98919 
0 98861 
0 98832 
0 98829 
0 98824 
0 98821 
0 98808 
0 98791 
0 98772 
0 98729 
0 98708 
0 98675 
0 98646 
0 98591 
0 98574 
0 98493 
0 98454 
0 98398 
0 98371 
0 98333 
0 98313 
0 98269 
098205 
098159 
0 98065 
0 97834 
0 97822 
0 97792 
0 97760 
0 97728 
0 97700 
0 97663 
0 97645 
0 97608 
0 97568 
0 97548 
0 97505 
0 97465 
0 97416 

(davd 
0 0  
0 4  
1 2  
2 4  
3 0  
5 8  
79  
9 9  
12 9 
159 
19 9 
22 9 
26 9 
29 9 
37 9 
48 9 

55 9 
58 8 
62 4 
65 8 
89 9 
72 9 
76 9 
83 9 
86 9 
90 9 
93 9 
98 3 
105 0 
1130 
3199 
125 4 
132 9 
139 9 
146 9 
152 9 
168 0 
1749 
181 9 
1889 
195 9 
202 9 

2169 
223 9 
237 8 
244 8 
245 8 
246 9 
247 9 
250 8 
254 9 
258 8 
266 9 
271 9 
279 8 
2869 
296 9 
299 9 
315 8 
323 9 
335 9 
341 9 
350 9 
355 9 
363 9 
377 8 
385 9 
390 9 
399 9 
405 9 
419 9 
433 9 
447 9 
460 9 
477 9 
485 9 
503 4 
511 4 
531 5 
553 1 
575 6 
602 4 

51 a 

209 9 

(microns) 
11.538 
11 538 
11.538 
11.538 
11 538 
11 537 
11.537 
11.536 
11.536 
11.536 
11.535 
11.535 
1i.534 
11.534 
11.533 
1 i ,530 
11.529 
11.528 
11.527 
11.527 
11.526 
1 1.525 
11.524 
11.523 
11.521 
1 1.521 
1 1.520 
11.519 
11.518 
11.517 
11.515 
11 514 
11.513 
11 512 
11 511 
11 510 
11 509 
11 SO6 
11.504 
11.503 
11.502 
1 1.501 
11.500 
11.499 
1 1 ,498 
11.497 
11.494 
11 493 
11 493 
11.493 
11 493 
11 492 
13.492 
11.491 
11 489 
11.489 
11.487 
11 486 
11.484 
11 483 
11 480 
11.479 
11.477 
11,475 
11.474 
11.473 
11.471 
1 1 ,469 
11.467 
11.464 
11.455 
1 1 ,454 
11.453 
11 .A52 
11.450 
1 1.149 
11.448 
11.447 
11.446 
1 1,445 
11.443 
11.442 
11.440 
11.438 

(sa. ml 
0.10000 
0 10000 
0.09999 
0.09999 
0.09998 
0.09998 
0.09997 
0.09997 
0.09996 
0.09995 
0.09994 
0.09993 
0.09992 
0.09992 
0.09990 
0.09985 
0 09984 
0.09982 
0.09981 
0.09979 
0 09978 
0.09976 
0.09975 
0.09973 
0.09970 
0.09969 
0.09867 
0.09966 
0.09965 
0.09963 
0.09960 
0.09958 
0.09956 
0.09954 
0 09952 
0.09950 
0.08948 
0.09943 
0.09941 
0.09939 
0 09937 
0.08935 
0.09933 
0.W931 
0.09930 
0.09928 
0.09924 
0.09922 
0.09922 
0.09921 
0.09921 
0.09920 
0.09919 
0.W918 
0.09915 
0.09914 
0.09911 
0.W910 
0.09906 
0.09905 
0.09899 
0.09897 
0.09893 
0.09891 

0.09887 
0.09884 
0,09880 
0.09877 
0.09871 
0.09855 
0 09854 
0 09852 
0 09850 
0,09848 
0 03846 
0.08844 
0.09842 
0.09840 
0,09839 
0 09836 
0 09833 
0.09830 
0.09827 

o.o9aw 

15 400 
15370 
15 249 
15 433 
15.231 
15.26d 
15 444 
15.540 
15.597 
15.555 
15.532 
15.MO 
15.604 
15.866 
31.402 
31.363 
31.319 
31.420 
31.616 
31.464 
31.407 
31 372 
35 951 
34 940 
34.737 
31.658 
31.414 
8.796 
8.825 
8 859 
48 446 
48 193 
48.343 
48 286 
48 395 
48 809 
64 595 
64 176 
64 919 
65 271 
66.031 
64.801 
65.655 
65 946 
65.701 
66.460 
80.743 
80.627 
84.298 
85 036 
84 438 
84217 
86 062 
87 174 
86 531 
87.851 
87 775 
89 748 
90.399 
92.168 
93.382 
95.736 
95.760 
81.841 
84.378 
80.220 
58.193 
57.077 
55 474 
55 532 
63.125 
60.926 
59 350 
59 608 
59 ea 
57.995 
58.939 
34 505 
38 679 
36 943 
36 542 
35.493 
36.790 

Dn 

4.10 
4.28 
4.28 
4.34 
4.19 
4 10 
4 07 
4 07 
4.08 
4.03 
3 96 
4 00 
4.00 
4 00 
3 98 
3.98 
3.8E 
3 94 
3.93 
4.07 
3 93 
3 98 
3 94 
3 97 
3 96 
3 94 
3.94 
3 94 
3 97 
3 92 
3 92 
3.99 
4 00 
3.98 
4.01 
4.02 
3.99 
3.95 
3.96 
3.94 
3.92 
3.87 
3.96 
3 88 
3 93 
3 99 
4 02 
4.04 
4 07 
4 06 
4 05 
4 06 
4 07 
4.13 
4.12 
4.07 
4.01 
3.95 
3.92 
3.92 
3 90 
3 78 
3.85 
3 83 
3 75 
3 76 
3.80 
3 37 
3.10 
3.85 
4.10 
3.89 
3.52 
3.70 
3.36 
3.94 
4.69 
3.93 
4.04 
4.02 
4.01 
4.10 
4 06 
4.05 

P" 
DDb 

58.940 
26 680 
18.510 
16.270 
12 350 
11 440 
10.930 
10.610 
10.690 
10.950 
10.920 
11.170 
11.630 
10460 
9.420 
9.090 
9.510 
9.530 
9.560 
10.050 
9.350 
9.380 
8.150 
8.230 
7.990 
8.660 
8.310 
27.680 
25.800 
23 710 
4 770 
4.510 
4 060 
4.060 
4110 
4 100 
3.790 
3.127 
2.994 
3.042 
2.890 
2.690 
2.897 
2.709 
2.671 
2.887 
2.361 
2 263 
2 158 
2.083 
2.295 
2 335 
2 686 
2.841 
2.190 
2.200 
2.214 
2.854 
2 881 
2.565 
2.389 
2.245 
2.251 
2.398 
2.151 
3.228 
3.638 
4.679 
15.685 
21.561 
1.395 
1.631 
1.798 
1.820 
1.661 
1.722 
1.754 
2.885 
2.942 
2.549 
2.462 
2.388 
2.320 

U 
DDb 

758 
259 

95 

36 

38 
31 

26 

20 

22 

20 

61 
50 
22 
10 
15 
8.9 
8.4 
9.2 
12 
7.4 
6 6  
7 2  
6 4  
6 6  
5.8 
5.6 
5.9 
6 

4.7 
4.9 
4 2  
4.6 
4.3 
4.4 
5.4 
4 3  
4 8  
3.6 
3.7 
4.1 
5.4 
3.7 
3.6 
3.4 
3.3 
3.8 
3.2 
3.5 
5.7 
5.1 
9 2  
6.1 
4 9  
3.7 
4 5  
3.7 
3 7  
3 7  
4.4 
6.1 
5.9 
5 5  
5 6  
5.3 
5.2 

m 
DDb 

3.5 
2.2 

1 5  

0.6 

0 7  
0.7 

0 7  

0 7  

1 0  

11 

5 9  
6.1 
2 6  
1 .2 
1.7 
1.2 
1.3 
1.7 
1 .8 
1.3 
1.1 
1.3 
1 2  
1 3  
1.1 
1 5  
1.1 
1 6  
1 3  
1.4 
1 .2 
1.2 
1.3 
1.1 
1 6  
1.1 
1.5 
1.3 
1.3 
1.2 
2.2 
1.2 
1.1 
1.1 
1 0  
1.2 
1.1 
1 1  
1 4  
1 3  

ND<1 
N O 4  
rim1 

1.9 
N O 4  
VD<1 
N D a  
N D 4  
0 7  
0 8  
0 8  
0 8  
0.8 
0 9  
0.9 

Gd 
Deb 

881.0 
613.0 

795.0 

317.0 

68.0 
40.0 

23.0 

13.0 

12.0 

11.0 

28.0 
23.0 
20.0 
4 3  
6 2  
3.4 
3 1  
3.3 
11.0 
2.5 
2.0 
2.3 
1.9 
2.0 
1.7 
1.6 
1 6  
1 5  
1 3  
1.4 
11 
1 2  
1.1 
1 1  
1 3  
1 0  
1.3 

N D e  
NDsi 

1 .o 
2 0  

NDC1 
N D 4  
N O 4  
Nos1 
N D 4  
ND<1 
N O 4  

1.5 
1.3 

N D 4  
ND+ 
N D 4  
N D d  
N D 4  
N O 4  
N D 4  
N O 4  

1.9 
2.6 
2.0 
1.5 
1.5 
1.5 
1.4 

Ga 
DDb 

8 10 
5.60 
1.30 
170 

N O 4  
N O 4  
2.30 
N O 4  
No4 
N D 4  
N O 4  
N D 4  
N O 4  
NDrl  
NDr1 
N D 4  
NDc1 
NDrl  
N O 4  
NO4 
NDr1 
N O 4  
N O 4  
N D e  
ND<1 
N D d  
N O 4  
N D d  
N O 4  
4.40 

NO<1 
NO<1 
NDCI 
N k 1  
ND<1 
ND<1 
ND<1 
N D d  
ND<1 
N O 4  
N D d  
N D a  
NDr1  
NO<( 
N D 4  
ND<1 
N O 4  

Ca 
Dob 

76 40 
31.40 
11.30 
23.90 
36.00 
20.10 
13.20 
38.90 
14.90 
13.10 
15.70 
9.50 
18 80 
8 00 
11 50 
19 30 

24.9 
11.1 
8.8 
5.7 

13.6 
9.3 
8.3 

8 
9.6 
8.1 
9.3 

10.9 
12.9 
12.9 
14.6 
21.7 
13.4 
38.3 
21.7 
18.4 
18.7 
22.5 

Ti 
D D ~  

14.0 
15.0 

52.0 

32.0 

37.0 
31.0 

26.0 

22.0 

23.0 

23.0 

50.0 
45.5 
24 0 
11 8 
18 7 
10 7 
10.6 
9 9  
13.0 
8 8  
7.6 
8.1 
6.8 
7.2 
6 5  
6.3 
6.7 
4.1 
4 8  
4.6 
4.1 
8.0 
3 5  
7 5  
3.5 
4.3 
5.0 
4.3 
4 2  
4.3 
4 8  
39 
4 0  
3.5 
3.4 
3.8 
3.1 
3.7 
5.0 
4.4 
2.8 
3.8 
2.0 
3.7 
3.0 
2.9 
2.1 
1.6 
4.7 
4.4 
4.0 
3.7 
3.8 
3.9 
3.4 
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2" 
DDb 

26.8 
32.6 
0.8 

34.6 
33.7 
35.5 
21.4 
99.6 
36.5 
25.0 
27.5 
21 2 
26.3 
20.8 
23.4 
38.3 
57.4 
63.3 
48.1 
41.5 
23.1 
19.1 
32.3 
29.4 
26.8 
35.9 
22 2 
24.8 
18.0 
31.9 
26.0 
27.3 
31.9 
34.8 
22.1 
22.4 
35.9 
28.1 
36.1 
28.5 
55.0 
23.9 
30 1 
35.0 
45.7 
34.7 
46.4 

MO 
DDb 

5.8 
5.1 
1.0 
2.1 
2.1 
1.5 
1 .8 
5.1 
1.9 
1.8 
1 .3 
1.6 
1.9 
1 .2 
1.4 
3 7  

2.9 
1.6 
1.4 
0.8 
1 .4 
1.1 
1 1  
1.4 
1.5 
1.3 
0.9 
1.9 
1.7 
2.2 
1.5 
4.1 
2.0 
4 9  
4 2  
2.5 
2.4 
3.6 

I.65E-S 
3.91E-5 
2.69E-5 
2.39E.5 
1.788-5 
1.66E-5 
1 61E-5 
1.57E.5 
1.5915 
1.628-5 
1.62E-5 
1.67E-5 
1.73E-5 
1.588-5 
2.838-5 
2.73E-5 
2.855-5 
2.87E-5 
2.8985 
3.03E-5 
2 81E-5 
2 828-5 
2 81E.5 
2.768-5 
2.668-5 
2.638-5 
2.51E.5 
2.34E-5 
2.19E-5 
2.OZE-5 
2.22E-5 
2 09E-5 
1 89E-5 

1.92E-5 
1.92E-5 
2.968-5 
1.9485 
1.88E-5 
1.92E.5 
1.85E.5 
1 ,81 E-5 
1.84E-5 
1.73E-5 
1.70E5 
1.86E-5 
1.85E-5 
177E-5 
?.7lE.5 
1.721-5 
1.88E-5 
1.91E-5 
2.25E-5 
2.41E-5 
184E-5 
1.88E-5 
1.896-5 
2.SOE-5 
2.54E-5 
2.31E-5 
2.188-5 
2.10E.5 
2.11E.5 
1.9ZE-5 
1.78E.5 
2.54E.5 
2.08E-5 
2.62E.5 
8.568-5 
1.18Ed 

9.82E.B 
1.06ES 
1.07E-5 
9.81E-8 
9.8984 
1.02E-S 
9.8784 
1.13E-5 
9 . U E - 8  
8.93E4 
8.42E-B 
8.49Ed 

t.aa8.s 

8.7oE.a 

5.M)Ed 
1.90Ed 

7.14E-5 

5.45E-5 

5.77E-5 
4.74E-5 

3.95E-5 

3.48E-5 

3.70E-5 

3.05E-5 

2.61E-5 
2.15E-5 
5.18E-5 
2.34E-5 
3.53E-5 
2.09E-5 
1 98E-5 
2.18E-5 
3.78E-5 
2.32E-5 
2.09E-5 
2.3OE-5 
2.06E-5 
2.15E-5 
1.86E-5 
1.81E-5 
1.90E-5 
1.95E-5 
1.86E-5 
1.94E-5 
1.74E-5 
1.92E-5 
1.78E-5 
1.82E-5 
2.28E-5 
1.84E-5 
2.04E-5 
1.55E-5 
1.60E-5 
1.81E-5 
210E-5 
1.68E-5 
1.66E-5 
1.61E-5 
1.56E.5 
1.54E-5 
1.34E-5 
1.39E-5 
1.ME-5 
1.44E-5 
2.53E-5 
1.69E-5 
1.54E-5 
1.12E-5 
1.33E-5 
1.1OE-5 
1.10E-5 
1.07E-5 
1.30E-5 
1.05E-5 
1.14E-5 
1.02E-5 
1.03E-5 
9.UE-6 
9.80E.6 

5.98E.6 
3.73E-6 

2 61E-6 

2.1OE-6 

2.461-6 
2.47E-6 

2.46E-6 

2.82E-6 

3.89E-6 

3.888-6 

5.84E-6 
6.07E.6 
1.42E-5 
6.50E-6 
9.25E-6 
0.52E-6 
7.08E-6 
9.31E-6 
1.31E-5 
9.42E.6 
8.06E.6 
9.5914 
8.9614 
9.53E-6 
8.17E.6 
112E-5 
8.1IE-6 
1.21E-5 
1.19E-5 
1.28E-5 
1.15E-5 
1.16E-5 
1.25E-5 
1.05E-5 
1.56E-5 
1.09E-5 
1.48E-5 
1.3OE-5 
1.30E-5 
1.23E-5 
2.27E-5 
1.28E-5 
1.17E-5 
1.2OE-5 
1.09E-5 
1.12E-5 
1.0lE-5 
1.OiE-5 
934E-6 
85114 

1.34E-5 

4.7714 
3.20E-6 
3.5814 
3.43E-6 
3.39E-5 
3.7+E-6 
3.85E-6 

1.98EJ 
1.37EJ 

1.81EJ 

5.381.4 

3.13Ed 
1.86Ed 

1.06Ed 

6.87ES 

6.1315 

5.09E-5 

3.64E-5 
3.OOE-5 
1.13Ed 
3.06E-5 
4.43E-5 
2.435.5 
2.22E-5 
2.37E-5 
1.OSEd 
2.38E-5 
1.92E-5 
2.23E-5 
1.86E-5 
1.92E-5 
1.66E-5 
1.57E-5 
1.56E-5 
1.48E-5 
1.56E-5 
1.66E-5 
1.38E-5 
1.52E-5 
1.38E-5 
1.38E-5 
167E-5 
1.30E-5 
1.68E-5 

1.34E-5 
2.70E-5 

1.31E-5 
1.12E-5 

1.7OE-5 
1.36E-5 
1.18E-5 
8.43E-6 
8.34E-5 
8.11E-6 
7.85E-B 

7.25Ed 9 65E-5 
2.74E-J 217Ed 
6.33Ed 7.78E-5 
8.31Ed 1.65Ed 

2.48Ed 
1.39Ed 

1.13EJ 9.18E-5 
3.60Ed 
1.37Ed 
1.22Ed 
1.47Ed 
9.00E-5 
1.75Ed 
7.55E-5 
1.09Ed 
1.82Ed 

311Ed 
1.41Ed 
1.12Ed 
7.40E-5 

4.07E-J 1.78Ed 
1.24Ed 
1.12Ed 
1 11Ed 
1.33Ed 
9.63E-5 
7.72E-5 
1 2 7 1 4  
3.09Ed 
1.07Ed 
1.18Ed 
1.76Ed 
1.24Ed 
3.42Ed 
1.896.4 
1.61Ed 
1.MEd 
1.92Ed 

1.00E-5 
1.06E-5 

3.78E-5 

4.68E-5 

5.43E-5 
4.5EE-5 

3.8215 

3.70E-5 

3.74E-5 

3.09E-5 

2.07E-5 
1.8915 
5.46E-5 
2.67E-5 
4.25E5 
2 43E5 
2 41E-5 
2.26E-5 
3 96E-5 
2.66E-5 
2 33E-5 
2.50E-5 
2.32E-5 
2.20E-5 
2.02E-5 
1.96E.5 
2.08E-5 
1.29E-5 
1.84E-5 
1.76E-5 
1.64E.5 
3.22E-5 
1.4OE-5 
2.99E.5 
1.43E-5 
1.78E-5 
2.05E-5 
1.79E-5 
1.75E-5 
1.84E-5 
2.06E-5 
1.71E-5 
1.78E-5 
1.60E-5 
1.55E-5 
1.49E.5 
1.25E-5 
1.42E-5 
1.39E-5 
1.20E-5 
7.45E-6 
9.62E-6 
8.09E-6 
1.09E-5 
8.59E4 
8.34E-6 
6.05E-6 
4.48E-6 
1.34E-5 
7.34E-6 
7.49E-6 
8.62E-6 
6.73E4 
6.71E-6 
6.0714 

42EJ 
28E-2 
57Ed 
42E-2 
35E.2 
48E-2 
51E-2 
32E-2 
4OE.2 
35E.2 
60E.2 
03E-2 
48E-2 
98E-2 
24E-2 
66E5 
55E-2 
446-2 
65E-2 
10E-2 
86E-2 
356-2 
97E-2 
69E-2 
41E-2 
53E-2 
85E-2 
?BE-2 
36E-2 
22E.2 
51E-2 
74E-2 
18E-2 
89E-2 
66E-2 
78E-2 
23E-2 
41E-2 
0452 
33E.2 
52E-2 
24E-2 
72E1 
O8E-2 
WE-2 
O7E-2 
OOE-2 

5 19EJ 
2 50E 2 
4 87EJ 
1 O3E 2 
1 O3E.2 
7 35EJ 
8 86EJ 
3 34E 2 
124E-2 
119E-2 
8 6 2 E J  
1 O7E-2 
125E-2 
8 OlEJ 
9 40E J 
2 47E-2 

2 56E-2 
114E-2 
1268-2 
7 35EJ 
130E-2 
1 O4E.2 
1 O5E-2 
138E.2 
148E.2 
109E-2 
7 81EJ 
157E.2 
1 O2E.2 
129E.2 
8 59EJ 
2 36E.2 
131E.2 
3 10E-2 
2 59E.2 
155E-2 
149E.2 
2 17E-2 

239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
2 3 9 0 8 6 29 4 
239086294 
239086294 
239086294 
2 3 9 0 8 6 29 4 
239086294 
239086294 
239086294 
239086294 
239066294 
239086294 
239086294 
239086294 
239086294 
239086294 
239066294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086291 
239086294 
239086294 
239086294 
239086294 
239086291 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
23908629& 
239086294 
239086234 
239086294 
239086294 
239086294 
239006294 
239086294 
239086294 
239086294 



P"484 0.97375 
P"485 0.97312 
Pu486 0.97272 
P"487 0 97215 
P"488 0 97147 
P"489 0 97094 
Pu490 0 97056 
Pu491 0.97022 
Pu492 0.96962 
P"493 0.96932 
P"494 0.96865 
P"495 0 96829 
Pu466 0.96774 
PU497 0 96742 
P"498 0.96704 
P"499 0.96612 
Pu4100 0.96550 
Pu4101 0.96487 
A"Ws.24 0.97465 
% IOJ, 2 535 

38 030 
44.896 
42 392 
29 566 
35 620 
38.244 
34.342 
39.472 
36.950 
33 772 
36 594 
37.271 
42 288 
40 448 
24.953 
28 029 
38 083 
32 977 

624.4 
657.3 
679.4 
7154 
756.3 
790.4 
814 4 
833.4 
874.3 
895 4 
931.4 
958.4 
996.4 
1023 3 
1049.4 
11149 
1 163.3 
1206.4 

11 437 
11.434 
11 435 
11 430 
11.428 
11.426 
11.424 
11.423 
11 420 
11.419 
11.417 
11 415 
11.4130 
11.411 8 
11 4103 
11,4067 
11 4042 
11 4018 

0.09824 
0.09820 
0.09817 
0.09813 
0.09809 
0.09805 
0.09803 
0.09800 
0.09796 
0.09794 
0 09790 
0 09787 
0.0978 
0.0978 
0.0978 
0.0977 
0.0977 
0.0976 

4.11 2.230 
4.01 2.001 
4.08 1.965 
4.11 2 510 
4.02 2.155 
4.11 1.897 
3.88 2.133 
3.94 2.096 
4.06 1.845 
4.03 1.940 
3.92 2.373 
4.01 1.660 
4.00 1597 
4.03 1.350 
406 2712 
4.07 2330 
4.01 1.568 
4.01 2 050 

5.1 
4.4 
4.4 
6.0 
5.3 

4.614 
7.42 

4.586 
3,847 
4.427 
3.948 
3.99 
4.16 
3.27 
5.41 
7.39 
3 42 
3.63 

0 9  
0.9 
0 9  
1 .2 
1.1 

0.777 

0.605 
0.486 
0.543 
0.921 
0.27 
0.45 
0 37 
1.21 
1.19 
0.82 
1.14 

1.037 

1 .S 
1.3 
1.2 
1 2  
1 6  
1 24 
1.53 

1.386 
1 

1131 
0.896 
1235 
1041 
1.076 
1007 
1.9 

0 819 
i a8 

3.3 
3.2 

3 4  
3.4 

3.407 
3.054 
2.072 
2.282 
2.338 
2 236 
2 05 
1795 
1626 
2 512 
2 358 
127 
1.643 

3.0 

-- . 
8.44E-6 
8.9584 
8.30E-6 
7.4OE-6 
7.67E.6 
7.25E-B 
7.33E-b 
8.2884 
6.8314 
6.57E-6 
8.72E-6 
6.2284 
6 79E-6 
5.49E-6 
6.81E-6 
6 58E.6 
6.03E-6 
6.83E-6 

9.74E-6 
9,9384 
$.3$E-B 
8.9454 
9.5214 
8.91E4 
1.i3E-5 
9.15E-B 
7.19E.6 
7.57E-6 
7.3284 
7.54E-6 
8.93E-5 
6.72E-6 
6.86E4 
1.05E-5 
6.6414 
611E4 

3.OBEb 
4.70E4 
4 44E4 
4.14E-6 
4.5714 
3.47E-B 
4.16E-8 
Z.79E-6 
2.10E.6 
2.15E-6 
3.9568 

2.23E-6 
1.76E4 
3.55E-6 
3.93E.6 
3.68E-6 
4.44E-6 

1.18E.4 

8.7OE-6 
8.91E-6 
7.77E-6 
5.4314 
a.73~.6 
7 . 2 7 ~ 6  
8.06E-S 
8.4OE-6 
5.68E4 
5.8716 
5.0514 
7.09E-6 
6.78E4 
6.7114 
3 88E-6 
8.23E-6 
6 36E4 
4.18E-6 

6.09E-6 
6.98E-6 
6.19E-B 
4.89E4 
5.90E4 
6.36E4 
5 1ZE4 
4.OOE-B 
4.12E-6 
3.86E4 
1 OlE-6 - . 
3 75E4 
3 72E4 
3 23E4 
3 08E4 
3 2584 
2 38E4 
2 67E4 

239086194 
23908b294 
239086294 
239086294 
239086294 
239016294 
231086291 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239686294 
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25 C data 

Illrt 
OH 6 

Vu601 
Pu602 
Pu603 
Pu604 
Pu605 
Pus06 
Pub07 
Pu608 
Pu609 
Pu610 
Pub11 
Pu612 
Pus13 
Pus14 
Pu615 
Pu616 
Pu617 
Pu618 
Pu619 
Pu620 
Pu621 
Pu622 
Pu623 
Pu624 
Pu625 
Pu626 
Pu627 
Pu628 
Pu629 
Pu630 
Pu631 
Pu632 
PY633 
Pu634 
Pu635 
Po636 
Pu637 
Pus38 
Pu639 
PvMO 
PuM1 
PYG2 
PuM3 
PuM4 
PuM5 
PuM6 
PuM7 
PuM8 
PuM9 
Pu650 
Pu651 
Pu652 
Pu653 
Pu654 
Pu655 
Pu656 
Pu657 
PU658 
Pu659 
Pu6W 
Pu661 
Pu662 
Pus63 
Pu6M 
Pu665 
Pu666 
Pu667 
Pu668 
Pu669 
Pu670 
Pus71 
Pu672 
P"673 
Pu674 
PUS75 
PUS76 
P"677 
Pu678 
Pu679 
PUS80 
Pu681 
PUS2 
Pu683 

Mars Cenm 

10000 
0 99997 
0 99991 
0 99984 
0 99981 
0 99968 
0 99959 
0 99952 
0 99943 
0 99934 
0 99923 
0 99916 
0 99906 
0 99899 
0 99882 
0 99858 
0 99852 
0 99839 
0 99828 
0 99821 
0 99815 
0 99809 
0 99805 
0 99799 
0 99789 
0 99785 
0 99778 
0 99775 
0 99770 
0 99763 
0 99756 
0 99750 
0 99743 
0 99735 
0 99727 
0 99719 
0 99713 
0 99699 
0 99692 
0 99685 
0 99678 
0 99671 
0 99666 
0 99658 
0 99650 
0 99644 
0 99632 
0 99626 
0 99625 
0 99624 
0 99623 
0 99621 
099617 
0 99614 
0 99607 
0 99603 
0 99596 
0 99589 
0 99581 
0 99578 
0 99566 
0 99561 
0 99553 
0 99549 
0 99539 
0 99535 
0 99529 

0 9951 1 
0 99507 
0 99501 
0 99497 
0 99483 
0 99477 
0 99472 
0 99465 
0 99458 
0 99455 
0 99442 
0 99437 
0 99422 
0 99409 
0 99397 
0 99370 

a 99518 

IC) Flow Rate 
(mUdav1 
mUdav 
14  427 
14418 
14 319 
14 606 
14.355 
1 4  295 
1 4  290 
13 774 
1 4  333 
14 161 
14  121 
13 949 
13 948 
13.307 
23.078 
24 332 
22 269 
23 502 
23.707 
23 140 
21.560 
17.996 
22 845 
20.913 
24 680 
31.986 
31.694 
9.000 

8.925 
47 188 
45.135 
41.753 
40 246 
41 205 
39 301 
58511 
53.580 
52 880 
50 922 
50 874 
53 077 
48.748 
51.968 
52.414 
50.678 
59.267 
59.858 
61.442 
M 059 
61.521 
62.119 
64.662 
64 722 
M 402 
63.814 
63.460 
M.694 
64.796 
67.239 
67.306 
M.654 
65.070 
66.762 
65,766 
48.240 
49 814 
47.594 
46 784 
45 880 
44.538 
48 257 
49 377 
48 805 
48 266 
49.962 
49 187 
35 614  
40.639 
40.415 
41 919 
39.703 
139.370 

a m  

Run lim 
( d w d  (microns1 

0.0 11.538 
0.4 11.5383 
1 2  11.5381 

11.5379 
11.5377 
11.5372 
11.5369 
11 5366 
11.5363 
1 1 5359 
11.5355 
11 5352 
11 5348 
11 5346 
11.5339 
11.5330 
11.5328 
11.5323 
11.5318 
11.5316 
11 5314 
11.5311 
11.5309 
11.5307 
11.5303 
11.5302 
11.5299 
11.5298 
11.5296 
11.5293 
11 5291 
11 5288 
11 5286 
11 5283 
11.5280 
11.5277 
11 5274 
11 5269 
11 S266 
11.5263 
11.5281 
11.5258 
11.5256 
11.5253 
11.5250 
11.5247 
11.5243 
11.5240 
11.5240 
11.5240 
11.5239 
11.5239 
11.5237 
11.5236 
11 5233 
11.5232 
11.5229 
11 5226 
11.5223 
11.5222 
11.521 8 
11.5215 
11.5213 
11.5211 
11.5207 
11.5205 
11.5203 
11.5199 
11.5196 
11.5195 
11.5192 
11.5191 
11.5185 
11.5183 
11.5181 
11.5179 
11.51 76 
11.5175 
11.5170 
11.5168 
11.5162 
11.5157 
1 1.5152 
11,5142 

Di.met*r SurI. Area 
Ira. mb 
0.1000 
0 1000 
0.1000 
0.1000 
0.1000 
0.1000 
0.1000 
0.1000 
0.1000 
0.1000 
0.0999 
0.0999 
0.0999 
0.0999 
0.0999 
0.0999 
0.0999 
0 0999 
0.0999 
0.0999 
0.0999 
0.0999 
0.0999 
0.0999 
0 0999 
0.0999 
0.0999 
0 0998 
0.0998 
0.0998 
0.0998 
0.0998 
0.0998 
0.0998 
0.0998 
0.0998 
0.0998 
0.0998 
0.0998 
0.0998 
0.0998 
0 0998 
0.0998 
0 0998 
0.0998 
0.0998 
0.0998 
0.0998 
0.0997 
0.0997 
0.0997 
0.0997 
0.0997 
0.0997 
0.0997 

0.0997 
0.0997 
0.0997 
0.0997 
0.0997 
0 0997 
0 0997 
0 0997 
0.0997 
0.0997 
0 0997 
0 0997 
0 0997 
0 0997 
0 0997 
0.0997 
0.0997 
0.0997 
0 0996 
0.0996 
0.0996 
0 0996 
0 0996 
0.0996 
0.0996 
0.0996 
0.0996 
0 0996 

0.0997 

OH P" 
PDb 

29.920 
20 830 
19 260 
17.760 
15 010 
13.060 
11.610 
10.800 
9.500 
8.780 
8 380 
7 900 
7.810 
7.210 
4.570 
3.710 
3,720 
3.480 
3.540 
3 460 
3.440 
3.650 
2.840 
3.170 
2.360 
2.540 
1.680 
5.290 
5.570 
4.540 
0 920 
1.190 
1 2 8 0  
1.280 
1240 
1.210 
0 770 
0.840 
0 891 
0 852 
0 884 
0.727 
1.086 
0.927 
0.863 
0.790 
0.656 
0.677 
0.633 
0.619 
O H 1  
0.608 
0 621 
0.618 
0 633 
0 636 
0.655 
0.607 
0.675 
0.511 
0.464 
0.455 
0.490 
0.811 
0.554 
0.692 
0.768 
0.782 
0.706 
0.750 
0.585 
1.042 
0.389 
0.376 
0.457 
0.403 
0.372 
0.948 
0.754 
0.875 
0.655 
0.626 
0.331 

U 
DDb 

Hf 
PPC 

Gd 
DDb 

G I  
DDb 

C. 
DDb 

TI 
DDb 

Z" 
DDb 

MR 
DPb 

-_  
NRPu 

glm'21dav 

4.1 1 E-5 
2 86E-5 
2.638.5 
2.47E-5 
2.05E5 
1.78E-5 
1.586-5 
1.428-5 
1.3OE-5 
1 .WE5 
1 13E-5 
1 O5E5 
1.04E.5 
9.15E-6 
1.01E-5 
8.62%-6 
7.918-6 
7.81E-6 
8.02E-6 
7.656-6 
7.098-6 
6.2884 
6.2084 
6.341-6 
5.57E-6 
7.77E-6 
5.098-6 
4.5514 
4.78E-6 
3.87E-6 
4.15E-6 
5.148-6 
5.11E-6 
4 93E-6 
4 89E-6 
4 55E-6 
4.31E-6 
4.31E-6 
4 51E-6 
4 15E-6 
4.31E-8 
3.70E.6 
5.08E.6 
4.61E.6 
4.33E.6 
3.UE-5 
3.73E-6 
3.88E.6 
3.73E-6 
3.80E-6 
3.7684 
3.62E-6 

3 83E-6 
3.91E.6 
3.89E-6 
3.99E4 
3.77E.6 
4.1984 
3.3OE.6 
3.00E-6 
2.828-6 
3.06E.6 
5.208-6 
3.50E-8 
3 2OE5 
3.68E-6 
3.57E-8 
3.17E-6 
3.30E-6 
2.50E-6 
4.63E-6 
1.85E-6 
1.76E-6 
2.12E-6 
1.93E-6 
1.76E-6 
3.27E-6 
2.95E-6 
3 40E4 
2.61E-6 
2.391-6 
1.43E-6 

3.a5~.6 

NR-H1 NROd 
g(m"2lday d m * l & v  

O.OOE*O O.OOE+O 
3.33Ed 
3.60Ed 

NR-TI 
dmm*21day 

aPmCi*. 

239086194 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 

239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086291 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
139086294 
239086294 
239086294 
230086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239066294 
23908629A 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 

239086294 
239086294 
23908CS4 
239086294 
239086294 
139086294 
23908fr294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 
239088294 
23908ea4 
23908tu94 
239086294 
239088294 
239086294 

2390a6294 

2390a6294 

5.88 
5.77 
5.77 
5 91 
5.72 
5 65 
5 62 
5 M  
5 70 
5 68 
5 56 
5 61 
5 62 
5 65 
5 64 
S 68 
5 56 
5.70 
5 67 
5 82 
5 66 
5 68 
5 75 
5 75 
5 72 
5.68 
5 74 
5 74 
5.69 
5 62 
5 62 
5.76 
5.91 
5.86 
5.74 
5.72 
5.80 
5.78 
5.84 
5.88 
5.84 
5.84 
5.96 
5.80 
5.83 
5 89 
6 04 
6.05 
6.06 
6 04 
6.01 
6.04 
8 04 
6.05 
6.05 
6 04 
5.96 
5.98 
5 95 
5 95 
5.98 
5 80 
5 91 
5 6 3  
5 61 
565 
5 75 
5 36 
5.11 
5.81 
5.81 
5 . a  
5.31 
5.82 
5.83 
5.15 
5.94 
5.94 
5.94 
6 02 
5.95 
6 05 
5.83 
5.82 

1263 
673 

NOc0.5 
NWO.5 

158.0 
1720 

1 4  
2.0 

8.76Ed 
4.63Ed 

9.38E.7 
1.33E-6 

. .. 
2.4 
3.0 
5.8 
7.9 
9.9 
12 9 
15 9 
19.9 
22.9 
26.9 
29.9 
37.9 
48 9 
51.8 
55 9 
58 8 
62 4 
65 8 
69 9 
72 9 
76 9 
83 9 
86 9 
90 9 
93 9 
98.3 
105.0 
113.0 
119.9 
125.4 
132.9 
139.9 
146.9 
152.9 
168.0 
1749 
181.9 
188.9 
195.9 
202 9 
209.9 
216 9 
223 9 
237.8 
244.8 
245 8 
246.9 
247.9 
250 8 
254 9 
258 8 
266.9 
271.9 
279 8 
286.9 
298.9 
2999 
315 8 
323 9 
335 9 
341 g 
350.9 
355 9 
363 8 
377.8 
385.9 
390 9 
399.9 
405 9 
419 9 
433.9 
447.9 
460.9 
477.9 
485.9 
503.4 
511 4 
131.5 
553 4 
575.4 
6 0 2 4  

56 

21 

16 

11 

14 

10 

8 

5 8  

13 
12 
7.9 
3.3 
7.4 
5.5 
4.2 
3 7  
4.9 
2.7 
2.8 
3.1 
3 1  
2 7  
2 8  
2 5  
2.6 
2 

2.2 
2.5 
1.8 
1.7 
2.2 
2.1 
2.5 
2.2 
2.8 
1 .9 
2.1 
1 .9 
2.1 
1.7 
1.6 
1.6 
1.7 
1.8 
1.5 
1.9 
1.9 
2.1 

N o d  
1 .4 
1.4 
1 9  

ND<I 
1.1 

ND'1 
ND<I 

1 
1 

1.7 
2.1 
1.5 
1.5 
1.7 

53.0 

24.0 

28.0 

21.0 

21.0 

21.0 

20.0 

17.0 

3.4 

2.2 

1 .3 

1.0 

1.1 

0 9  

0.7 

NW0.5 

1 .8 
4.2 
11.0 
1 8  
5.2 
4.7 
7 5  
3.3 
8 4  
7 3  
2.1 
1.9 
1 8  
2.4 
2.5 
2.1 
2.5 
4.5 
8.5 
3.4 
1.5 
6.1 
2.3 
6.5 
4.8 
5 7  
4 2  
2 0  
2.2 
1.3 
2.1 
3.8 
2.7 
3.3 
2.8 
1.6 
1.9 
3.0 
3.6 
3.0 
3.9 
2.9 
i .8 
3 .O 
4.0 
3.9 
4.0 
1.8 

NW0.5 
Nm0.5 
Nm0.5 
ND<Od 
NW0.5 
NDC0.5 
Nm0.5 

3.76E-5 

2.34E-5 

1.72E-5 

1.26E-5 

1.46E-5 

1.1OE-5 

9.53E-6 

8.87E-6 

5 . 6 3 E 4  
5.17E-6 
1.80E-5 
7.19E-6 
1.49E-5 
1.07E-5 
8.3814 
7.0214 
1.39E-5 
6.99E-6 
7.1614 
7.6384 
7.621-6 
6.93E-6 
6.6OE-6 
6 2 8 E 4  
8.59E-6 
4.90E-6 
6.31E-6 
7.24E-6 
5.35E-6 
5.27E-6 
6.55E-6 
6.31E.6 
7.82E-6 
6.69E-6 
8.731-6 
5.87E-6 
6.45E4 
5.95E4 
6.59E-6 
5.54E-6 
5.22E-6 
5.01E-6 
5.36E-6 
5.82Ed 
4.78E-6 
4.44E-6 
4.59E-6 
4.84E-6 

3.11E-6 
3.02E4 
4.26E-6 

2.60E-6 

<.OBEd 

8.1OE-5 

9.13E-5 

7.29E-5 

6.6315 

7.03E-5 

7.23E-5 

7.89E-5 

2.2415 
2.09E-5 
1.31Ed 
1.06Ed 
1.90Ed 
1.77Ed 
1.39Ed 
1.21Ed 
7.73E-5 
9.43E-5 
1.01Ed 
9.72E-5 
9.71E-5 
117Ed 
1.43Ed 
1.45Ed 
1.39Ed 
8.19E-5 
1.13Ed 
1.32Ed 
9.93E-5 
9.41E-5 
1.17Ed 
1.00E-4 
1.14Ed 
1.05Ed 
1.42Ed 
9.38E-5 
8.39E-5 
6.66E-5 
7.62E-5 
5.93E.5 
5.94E-5 
4.75E-5 
5.74E-5 
1.08Ed 
8.71E-5 
7.10E-5 
4.40E-5 
4.20E-5 

7.431-6 
7.211-6 
2.72E-5 

2.21E.6 

2.36E4 

1.35E-6 

I . lOE4 

1.11E-5 

9.59E.7 

8.06E.7 

17.0 
16.0 
19 0 
16.0 
31.0 
30 0 
23 0 
21 0 
9 0  
12.0 
13.0 
13.0 
13 0 
15 0 
20.0 
19.0 
18.0 
11.0 
13.0 
15.0 
11.0 
10.0 
13.0 
11.0 
13.0 
11.0 
15 0 
10.0 
9 0  
7.0 
8 0  
6.0 
60 
5.0 
6.0 
11.0 
9.0 
10.0 
6.0 
6.0 

NO41 
1.1 
1.1 

NDc1 
NO4 
NO4 
ND<1 
1.2 
1.0 
1.8 
3.3 
2.6 
2.7 
2.1 

4.a 

7.53E-7 
1.7514 
2.42E-5 
3.79E-6 
1.01E-5 
8.8314 
1.44E-5 
6.0664 
2.30E-5 
1.83E-5 
5.19E4 
4.5214 
4.2814 
5.95E-6 
5 7OE-6 
5 1 0 E 4  
6.12E-6 

2 W E 5  
9.52E4 
4.31E-6 
183E-5 
6.62E4 
1.89E5 
1.45E-5 
1.73E-5 
1.27E-5 
5.97E-6 
6.53E-S 
3.94E-6 
6.37E-6 
1.2OE-5 
8.51E4 
9.99E-6 
8.53E-S 
5.00E.6 
5.85E-6 
6.78E.6 
8.41E-6 
6.89E-S 
8.55E-6 
6.23E-6 
3.76E-6 
6.5OE-S 
9.26E-6 
8.92E-5 
9.05E.6 
4.22E-B 

1 . 0 7 ~ 5  

149 90 
141.30 
106.40 
227.70 
191.80 
169.30 
157.20 
80.30 
90.30 
87.70 
93.80 
83 60 
109.70 
129.80 
122 50 
137 70 

37.3 
59.2 
2.2 
52.5 
54.3 
89.5 
59.7 
52.2 
34.3 
37.9 
27.2 
30 2 
27 8 
33 0 
29.1 
45.5 
78.5 
132.2 
86.6 
33.7 
41.7 
30.7 
47.7 
36.6 
28.5 
74.6 
29.7 
33.2 
28.1 
46.4 
41.7 
34.6 
45.0 
41.5 
29.1 
44.6 
56.4 
47.7 
52.2 
48.1 
56.4 
29.0 
31.5 
39.7 
35.5 
40.5 
95.5 

6 6  
11.6 
3.2 
10.3 
8.8 
6.8 
5.2 
6.4 
4.3 
3.9 
4.1 
4.7 
4.5 
6.4 
4.8 
7 7  

3.41Ed 1 9OEd 
2.27E-3 946Ed 

6.81Ed 
1.8OE-3 1.35E-3 
1.50E-3 I.lOE-3 

9.9OEd 
8.77Ed 

2.23E-3 6.67Ed 
6.87Ed 
6.58Ed 
6.78Ed 
8.04Ed 
8.27Ed 
8.99Ed 
9.04Ed 
1.03E-3 

4.78E-3 
4.01E.2 
112E-3 
3 15E-2 
3.14E-2 
5.29E-2 
3.37E-2 
4.38E-2 
2.ME-2 
2.88E-2 
1.99E-2 
2.21E-2 
2.12E-2 
2.3jE.2 
2.17E.Z 
3. l3E-2  
5.721-2 
1.13E.1 
7.45E-2 
2.98E-2 
3.8414 
2 72E-2 
4.26E-2 
3.4OE.2 
265E.2 
691E-2 
2.73E.2 
3 03E.2 
2 62E-2 
4.33E-2 
4.03E-2 
3 35E-2 
4 19E-2 
3 89E-2 
2 8OE-2 
4.22E-2 
3.97.E-2 
3 43E-2 
3.58E-2 
3.24E-2 
3 73E-2 
1.86E-2 
2 50E-2 
2.82E-2 
2.50E-2 
2.82E-2 
6.88E-2 

5 9 1 E 3  
5 5OE-2 
145E-2 
4 32E-2 
3 56E5 
2 81E-2 
2 05E-2 
3 76E-2 
2 32E-2 
2 O7E-2 
2 10E-7 
2 4OE-2 
2 40E-2 
1 l4E-2 
2 5iE-2 
4 06E 2 

1.23EJ 
6.81Ed 
6.86Ed 
5.36Ed 
6.21Ed 
6.78Ed 
4.84Ed 
4.97Ed 
6.88Ed 
8 9314 
7.04Ed 
5.2lEd 
3 82Ed 
4.03Ed 
2.2584 
2.S4Ed 
1.51Ed 
4.61Ed 
2.84E-4 
1.38Ed 
2.56Ed 
4.37Ed 

134.10 
75 00 
76.00 
58.30 
67.40 
70.90 
50 50 
54 00 
74 30 
94 00 
75.20 
75.90 
53 80 
59.50 
33 80 
38.80 
23.80 
69 90 
40.30 
19.90 
37.20 
61 40 

7.8 
4.1 
5 0  
3.2 
4 1  
3 5  
2 2  
3 5  
3.6 
3 3  
2.8 
4.1 
5.7 
4 0  
4 0  
5.5 
2.3 
8.7 
5 8  
2 4  
3.5 
8 6  

5 06E.2 
2 63E.2 
3 19E.2 
2 O8E.2 
2 68E.2 
2 37E-2 
149E.2 
2 28E.2 
2 36E.2 
2 22E.2 
186E.2 
1 991-2 
2 87E-2 
1 92E-2 
189E.2 
2 54E-2 
1 03E-2 
4 06E-2 
2 89E-2 
1 18E-2 
170E-2 
3 331-2 

8.7014 
5.28E-6 
1 !XES 
1.97E-5 
1.61E-5 
1.58EJ 
4.32E-5 

2.39E-6 
1.74E-6 
3.3664 
4.12E-8 
3.05E-6 
2.89E-8 
1.15E-5 
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Pu684 
Pus85 
Pu686 
Pu687 
Pu688 
Pu689 
Pu690 
Pus91 
Pu692 
Pus93 
Pu694 
Pu695 
Pu696 
Pu697 
Pub98 
Pu699 
Pub100 
Pu6101 
8"eWle 
u. 1051 

0 99359 
0 99338 
0 99324 
0 99302 
0 99272 
0 99249 
0 99235 
0 9921 8 
0 99191 
0 99182 
0 99159 
0 99143 
0 99128 
099112 
0 99097 
0 99068 
0 99050 
0 99039 
0 99324 
0 6756 

42 230 
45 985 
44 658 
30 669 
37 607 
41 670 
38 150 
43 132 
39 034 
35 396 
39 716 
37 695 
42 159 
38 273 
47 286 
29 586 
40 362 
35 178 

624.4 
657.3 
679.4 
715 4 
756 3 
790.4 
814.4 
833.4 
874.3 
895.4 
931.4 
958 4 
996 4 
10233 
1049 4 
1114 9 
11633 
12084 

11.51 38 
11.5130 
11 5124 
11 3 1  16 
11 5104 
11 5095 
11.5090 
11.5083 
11 5073 
11.5069 
11 5060 
11 SO54 
11,5048 
11.5042 
11.5036 
11.5025 
11.501 8 
11.5014 

0.0996 
0.0996 
0.0995 
0.0995 
0.0995 
0.0995 
0.0995 
0.0995 
0.0995 
0,0995 
0.0994 
0.0994 
0.0994 
0.0994 
0.0994 
0.0994 
0 0994 
0.0994 

5 91 
5 88 
5 86 
5 90 
6 58 
5 68 
5 62 
5 66 
5 94 
5 93 
6 04 
5 99 
6 05 
5 99 
6 12 
5 95 
6 00 
5 82 

0.01 
0.647 
0.650 
0.939 
0.914 
0.733 
0.730 
0.992 

0.579 
0.766 
0.728 
0.436 
0 679 
0.512 
0.710 
0 409 
0.340 

0.761 

1.7 
1 7  
1.8 
2 4  
3 4  
2.83 
1.59 

2 234 
2 963 
2.349 
1.554 
2.46 
4.62 
1.92 
1.68 
3.74 
2.54 
2.08 

ND10.5 
ND4.5 
Nm0.5 
ND4.5 
ND<0.5 
0.318 
0.224 
0.325 
0.365 
0.358 
0.307 
0.29 
0.57 
0.37 
0.18 
0.38 
0.34 
0.31 

3.1 

2.7 
2.6 
2.5 

1.881 
0.944 
1.303 
1.226 
1.162 
0.557 
0.729 
0.871 
0.587 
0.449 
l . l E 3  
0.967 
0 915 

2.8 
NDrO.5 
ND'O 5 
NDcO.5 
ND<O 5 
NDCO 5 
0.225 
0 151 
0 181 
0 11 
0.16 

0 007 
0.228 
0.083 
0.062 
0.042 
0.104 
0.073 
0.062 

?- 

2.20E-6 
2.86E-6 
2 8OE4 
2 78E-6 
3.31E-6 
2.95E4 
2.691-6 
4.13E-6 
2.87E-6 
1.981-6 
2.94E-6 
2.651.6 
1.78E-6 
2.518-6 
2.6$E4 
2.03E-6 
1.6OE-6 
1.16E-6 

3.49E-6 1.93E.5 
3.8OE4 1.90E.S 
3.91E-6 1.78E.S 
3.58E-6 1.18E.S 
8.22E-6 1.3SE-5 
5.74E-6 1.49E-6 l.lSE.S 
2.95E-6 8 6JE-7 5.32E-0 
4.69E4 1.58E-6 8.31E-6 
5.ME-6 1.61E4 7.08E4 
4.05E-6 1.43E-6 8.09E-6 
3.01E-6 1.3814 3.27E4 
4.5284 1.23E-6 4.07E-6 
9.50E-8 2.7114 5.44E4 
3.59E-6 1.60E-6 3.33E-6 
3.88E-8 9.6lE-7 3 15E4 
5.40E-6 1.27E-6 5.1OE4 
501E4 1 5 5 1 4  5.79E-6 
3.57E4 1.23E-6 4.77E-6 

4.4lE.7 
2.7lE-7 
3.68E-7 
2 OZE-7 
2.671-7 
l.6JE-7 
4.05E-7 
1.6%-7 
1.12E-7 
9.37E-8 
1.45E-7 
l.39E-7 
i 03E-7 

239086294 
239086294 
239086294 
239086294 
239086291 
239086294 
239086294 
239086294 
239086194 
239086294 
239086294 
239086294 
239086294 
239086294 
239086294 

2390862'34 
239086294 

239086294 
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Appendix B 
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Pu Dissolution Project (UCe-Ca.TiHf samples) pH 2-8 :sample ID: PI04 

25 C data 

PH 2 
start 
U2OI 
u202 
U203 
U204 
u205 
U206 
U207 
U208 
u209 
u210 
uz11 
u212 
u213 
U214 
U215 
U216 
U217 
U218 
U219 
u220 
u221 
u222 
U223 
U224 
U225 
U226 
U227 
U228 
U229 
U230 
U231 
U232 
U233 

U234 
U235 
U236 
Ut37 
U238 
U239 
U240 
U241 
U242 
U243 

Experiment* SunOd an ' 
7PJPJ7 11 00 AM 

Sample U-Cs-Ti.Ca Cmamic 
StdRlnp SA- 

csmmic amity 

Element 

U 

CB 

C I  

Ti 
Hf 

Mass Ceramics 

le) 
1.5355 
15355 
1.5355 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5354 
1.5353 
1.5353 
1.5353 

0.1028 rn"2lQ 

5.3 gicm*3 

W F n ~ E l m e n t  

0.2562 
0,0754 
0.0863 
0.2061 
0 0961 

Flow Rate 

ImVdw) 

19.4402 
19.9048 
20.2216 
20.1365 
20.6258 
20.3262 
21.4172 
21.3506 
21.7019 
21.8524 
22.0952 
22.3778 
22.6988 
22.6155 
22.8489 
23.0444 
23.2304 
24.1342 
34.0764 
34.2141 
35.0368 
35.8957 
36.5991 
36.6732 
38.8730 
38.9504 
29,3769 
31.4685 
31.9484 
32,7712 
17.9205 
15.2762 
15.3315 

42.5778 
4 2.2 0 4 4 
42.3227 
42.5661 
43.5513 
44.5502 
55.0971 
56.4611 
56.8792 
56.82W 

Run time 

(days) 
0.00 

0.52 
2.13 
5.42 
7.47 
9.13 
12.39 
14.38 
16.15 
19.07 
21.07 
23.08 
26.01 
29.08 
33.10 
36.06 

40.07 
43.09 
51.11 
62.09 
69.09 
72.04 
75.59 
79.08 
83.08 
86.07 
90.10 

97.58 
100.10 
104.54 
107.12 
111.50 
117.78 
125.74 
134.56 
138.59 
146.12 
153.10 
160.05 
166.09 
181.22 
188.08 
195.08 
202.13 

Diameter 
(microns) 

11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 

5.3OOE-I2 

Surface Area Calculation 
assume spherical pariicles 

diamter(microns) = 
2.70E.08 

Surf. Area 

(sa m) 
0.15785 
0.15785 
0.15785 
0.15185 
0.15785 
0.15785 
0.15785 
0.1 5784 
0.15784 
0.15784 
0.15784 
0.15784 
0.15784 
0.15784 
0.15784 
0,15784 
0.15784 
0.15784 
0.15784 
0.15784 
0.15784 
0.15784 
0.15784 
0.15784 
0.15784 
0.1 5784 

0.15784 
0.15784 
0.15784 
0.15784 
0.15784 
0,15784 
0,15784 
0.15784 
0.15784 

0,15784 
0.15784 
0.15184 
0.15784 
0.15784 
0.15784 
0.15784 
0.15784 
0.15784 

PH 
2.19 
2.20 
2.09 
2.14 
2.12 
2.10 
2.14 
2.12 
2.10 
1.98 
2.09 
2.11 
2.12 
2.11 
2.05 
2.07 
2.18 

2.16 
2.16 
2.24 
2.15 
2.12 
2.14 
2.17 
2.17 
2.14 
2.14 
2.13 
2.21 
2.20 
2.20 
2.18 
2.20 
2.15 
2.07 
2.04 
2.09 
2.14 
2.14 
2.16 
2.08 
2.10 
2.11 
2.08 

U 

ppb 
2600.00 
790.00 
280.00 
210.00 
180.00 
150.00 

150.00 
119.00 
101.00 
96.00 
99.00 
83.00 
74.00 
64.00 
64.00 
55.00 
49.00 
52.00 
23.00 
36.00 
28.00 
26.00 
26.00 
24.00 
24.00 
20.00 
25.00 
24.00 
25.00 
23.00 
40.00 
43.00 
40.00 
16.40 

14.90 
13.60 
12.60 
12.00 
11.60 
8.00 
8.30 
8.10 
7.40 

Ce 

Ppb 
9400.00 
390.00 
170.00 
120.00 
100.00 
80.00 
80.00 
85.00 
53.00 
51.00 
50.00 
41.00 
37.00 
32.00 
32.00 
26.00 
23.00 
25.00 
1 I .oo 
17.00 
13.00 
12.00 
13.00 
12.00 
12.00 
9.00 
12.00 
11.00 
12.00 
1 I .oo 
19.00 
21.00 
19.00 
6.30 
5.90 
5.60 
5.20 
5.20 
4.80 
3.70 
3.70 
3.30 
3.00 

Ca 

Ppb 
18800.00 

540.00 
190.00 
140.00 
120.00 
90.00 

?n no 
74.00 
57.00 
63.00 
50.00 
43.00 
44.00 
50.00 

42.00 
43.00 
34.00 
37.00 
18.00 
28.00 
19.00 
24.00 
25.00 
27.00 
25.00 
29.00 
22.00 
21.00 
19.00 
18.00 
39.00 
28.00 
32.00 
33.00 
11.00 
36.00 
9.00 
11.00 
11.00 
8.00 
7.00 

Ti 

ppb 
110.00 
310.00 

180.00 
150.00 
130.00 
100.00 
i n n  on 
118.00 
97.00 

95.00 
86.00 
73.00 
64.00 

58.00 
58.00 
41.00 
36.00 

39.00 
20.00 
36.00 
27.00 
24.00 
29.00 
27.00 
26.00 
21.00 
21.00 
24.00 
25.00 
24.00 
34.00 
35.00 
34.00 

14.00 
10.00 
9.00 
8.40 
8.40 
7.70 
8.40 
5.80 
7.40 
7.20 

Hf 

Ppb 

0.030 
0.020 
<0.001 
co.oni 
<0.001 
(I 030 

0.040 
0.010 
0.060 
0.150 
0.030 
0.210 
0.180 
0.180 
0.200 
0.220 
0.230 
0.240 
0.290 
0.180 
0.220 
0.300 

0.210 
0.300 
0.240 
0.310 
1.200 
0.870 
0.730 
0.720 
0.710 
0.670 
0.854 
0.730 
0.520 
0.550 

NR-U 
Blmh21day 

8.14E-4 
2.53E-4 
9.12E-5 
6.83E-5 
5.98E-5 
4.91E-5 
5.17E-5 
4.09E-5 
3.53E-5 
3.38E-5 
3.52E-5 
2.99E-5 
2.711-5 
2.33E-5 
2.36E-5 
2.04E-5 
1.83E-5 

2.02E-5 
1.26E-5 
1.98E-5 
1.581-5 
1.ME-5 
l.53E-5 
1.42E-5 
1.43E.5 

1.258-5 
1.18E-5 
1.22E-5 
1.29E-5 
1.21 E 4  
1.15E.5 
1.06E.5 
3.88E-6 
1.12E.5 
1.01E-5 
9.27E-6 
8.ME-6 
8.42E-6 
8.32E-6 
7.10E-6 
7.55E-6 
7.42E-6 
6.77E-6 

NRCe 
g1m"Zday 

1.00E-2 
4.25E-4 
1.88E-4 
1.33E-4 
1.13E-4 
8.89E-5 
9.37E-5 
7.591-5 
6.29E-5 
6.1OE-5 
6.04E-5 
5.021-5 
4.59E-5 
3.96E-5 
4.00E.5 
3.28E-5 
2.92E-3 
3.30E-5 
2.05E-5 
3.18E-5 
2.498-5 
2.36E-5 
2.M)E-5 
2.41E-5 
2.42E-5 
1.92E.5 
1.93E-5 
1.89E-5 
2.10E-5 
1.97E-5 
1.86E-5 
1.75E-5 
1.59E-5 
1.47E-5 
l.lEE-5 
1.3OE-5 
1.21E-5 
1.246.5 
1.17E-5 
1.12E-5 
1.14E-5 
1.03E.5 
9.33E-6 

NRCa 
glmAUday 

1.75E-2 
5.141-4 
1.84E-i 
1.35E-4 
1.18E-4 
8.75E-5 
9.22E-5 
7.551-5 
5.9lE-5 
6.58E-5 
5 . 2 a ~ - ~  
4.60E-5 
4.78E-5 
5.41E-5 
4.59E-5 
4.74E-5 
3.78E-5 
4.271-5 
2.93E-5 
4.588-5 
3.18E-5 
4.12E-5 
4.37E-5 
4.738-5 
4.41E-5 
5.40E-5 
3.09E-5 
3.16E-5 
2.9OE-5 
2.82E-5 
3.34E-5 
2.05E-5 
2.35E-5 

6.72E-5 
2.22E.5 
7.2914 
1.83E.5 
2.29E-5 
2.34E.5 
2.11E-5 
1.898-5 

NR-TI 
glmWday 

4.28E-5 
1.24E-i 
7.291-5 
6.06E-5 
5.37E-5 
4.07E-5 
4.29E-5 
5.04E-5 
4.21E-5 
4.16E-5 
3.80E-5 
3.27E-5 
2.91E.5 
2.63E.5 
2.65E-5 
1.89E.5 
1.83E.5 
1.88E.5 
1.36E-5 
2.47E-5 
1.89E.5 
1.72E-5 
2.12E-5 
1.98E-5 
1.92E.5 
1.641-5 
1.24E-5 
1 S I € - 5  
1.BOE-5 
1.57E.5 
1.22E-5 
1.07E-5 
1.04E-5 
1.19E-5 
8.45E-6 
7.63E.4 
7.16E-6 
7.32E-6 
6.8718 
9.27E-6 
6.56E-6 
8.43E-6 
8.1914 

NR-Hf 
glm"Zday 

2.7514 
1.86E-8 

2.92E-8 
3.88E-8 
9.818-9 
5.941-8 
1.50E-7 
3.11E-8 
3.b7E-7 
2.B4E-7 
2.711-7 
3.08E.7 
3.461-7 
3.82E-7 
3.80E-7 
4.85E-7 
2.27E-7 
2.071-7 
4.12E-7 
2.95E-7 
2.31E-7 
1.57E-7 
2.04E.7 
2.19E-6 
1.5814 
1.33E-6 
1.32E-6 
1.33E-6 
1.28E-6 
2.01E-6 
1.77E-6 
1.27E-6 
1.34E-6 

#Particles 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
41431 3321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
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U244 
U245 
U246 
U247 
U248 
U249 
U250 
U251 
U252 
U253 
u254 
U255 
U256 
U257 
U258 
U259 
U260 
U261 
U262 
U263 
U2M 
U265 
U266 
U267 
U268 
U269 
U270 
U271 
U272 
u273 
U274 
U275 
U276 
U277 
U278 
U279 
U280 
U281 
U282 
U283 
U284 
U285 
U286 
U287 
U288 
U289 
U290 
U291 
u292 
u243 
u294 
u295 
U296 
Ut97 
U298 
u299 
U2100 
u2101 

average 

1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5151 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
15353 
1.5353 
1.5151 

1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
15353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5153 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 
1.5353 

60.4980 
135.4886 
90.9934 
91.0660 
82.7460 
81.5143 
84.7465 
85.5832 
83.5924 
85.7766 
86.3797 
8 6.9 6 3 9 
87.5639 
88.7304 
88.0791 
88.5015 
82.1206 
76.1297 
85.1260 
86.7937 
85.7758 
84.6300 
84.0665 
86.9514 
66.3467 
48.2027 
47.6917 
4 6.2 7 7 0 
46.0795 
46.2570 
46.5480 
45.6937 
45.0787 
43.1519 
43.6246 
43.1228 
42.4494 
42.1 120 
44.4481 
43.1887 
42.9304 
445630 
43.6650 
45.1960 
47.7036 
51.6343 
50.0321 
51.4092 
49.2797 
48.5871 
60.3662 
50.5136 
55.9385 
42.0899 
55.9068 
49.3703 
41.9573 
38.9008 

209.12 
215.05 

217.07 
223.05 
229.59 
237.oa 
250.60 
257.61 
264.61 
271.57 
280.06 
285.09 
293.07 
300.11 
306.08 
313.09 
328.34 
334.28 
348.42 
355.40 
362.40 
371.38 
377.89 
384.91 
392.88 
404.88 
418.86 
432.92 
447.90 
460.94 
474.91 
490.84 
498.89 
510.91 
516.89 
524.89 
W . 9 8  
568.89 
588.88 
615.90 
637.91 
670.84 
692.92 
728.88 
769.77 
803.92 
827.93 
846.89 
887.76 
908.01 
944.87 
971.90 
1009.86 
1036.82 
1082.87 
1128.43 
1116.79 
1219.83 

11.012 
11.012 
11 012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11,012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 

0.15784 

0.15784 
0.15784 
0.15784 
0.15784 
0.15784 
0.15784 

0.15784 
0,15784 
0.15784 
0.157a4 
0.15784 
0.15784 
0.15784 
0,15784 
0.15784 
0.15784 
0,15784 
0.15784 
0.15784 
0.15784 
0.15784 
0,15784 
0,15784 
0.15782 
0.1 5782 
0.15782 
0.15782 
0.15782 
0,15782 
0.15782 
0,15782 
0,15782 
0.15782 
0.15781 
0.15781 
0.15781 
0.15781 
0.15781 
0.15761 
0.1 5781 
0.15781 
0.15781 
0.15781 
0.15781 
0.15781 
0.15781 
0.15781 
0,15781 
0.15781 
0.15781 
0.15781 
0,15781 
0.15781 
0,15781 
0.15781 
0.15781 
0.1 5782 

2.01 
2.05 
2.10 
2.10 
2.04 
2.10 
2.09 
2.09 

2.09 
2.10 
2.10 
1.95 
1.91 
1.93 
1.94 
1.93 
1.95 
1.94 
1.32 
1.94 
1.99 
1.98 
1.96 
2.28 
2.47 
2.67 
2.65 
1.96 
1.96 
1.92 
1.96 
1.94 
1 .95 
1.92 
1.93 
2.01 
1.98 
1.95 
1.95 
1.97 
1.97 
1.95 
1.97 
1.96 
1.87 
1.98 
2.04 
2.08 
2.20 
2.07 
2.10 
2.03 
2.03 
2.05 
2.04 
2.04 
2.02 
2.05 
2.08 

7.80 
7.10 
5.40 
4.70 
3.89 
5.10 
4.60 
5.85 

6.27 
5.55 
4.71 
4.65 
3.97 
3.38 
3.25 
3.00 
3.06 
3.31 
2.41 
2.37 
2.29 
2.55 
2.05 
1.95 
4.389 

3.142 

3.109 

2.887 

2.631 

2.31 

2.50 
2.44 
2.21 
2.23 
2.05 
1.93 
1.91 
1.75 
1.52 
1.27 
1.34 
1.42 
1.20 
1.21 
1.14 
1.14 
1.14 
0.09 
1.72 
1.18 
1.20 
1.27 

4.16 

3.76 
2.76 
2.46 
2.00 
2.56 
2.36 
2.74 
2.86 
2.49 
2.26 
2.25 
1.90 
1.76 
1.70 
1.87 
1.77 
1.95 
1.58 
1.54 
1.52 
1.67 
1.45 
1.39 
1.943 

1.895 

2.018 

1.799 

1.62 

1.65 

1.77 
1.81 
1.57 
1.57 
1.52 
1.41 
1.43 
1.30 
1.16 
0.98 
0.94 
0.98 
0.88 
0.91 
0.88 
0.79 
0.91 
5.50 
1.11 
0.89 
0.96 
0.86 

7.00 
8.00 
3.0Q 

2.00 
3.00 

8.00 
6.00 

3.00 
2.00 
14.00 
7.00 
32.00 
10.00 
26.00 
10.00 
19.00 
1 .oo 
6.00 

8.60 
6.00 
5.50 
5.00 
3.40 
7.90 
6.30 

5.70 
6.20 
5.60 

5.40 
4.20 
3.60 
3.40 
3.30 
2.90 
3.10 
3.20 
2.28 
2.19 
2.10 
2.30 
2.03 
I .90 
1.542 

1.721 

2.763 

2.573 

2.552 

2.00 

2.19 
2.14 
1.86 
1.82 
1.84 
1.72 
1.96 
1.51 
1.38 
1.16 
1.24 
1.31 
1.12 
1.08 
1.06 
0.95 
0.93 
8.35 
1.02 
0.96 
0.92 
0.81 

0.490 
0.340 
0.430 
0.270 
0.310 
0.210 
0.070 
3.650 
3.160 
2.030 
1.240 
1.340 
0.690 
0.380 
0.450 
0.290 
0.370 
0.320 
0.326 
0.245 
0.255 
0.240 
0.251 
0.245 
0.087 

0.064 

0.208 

0.232 

0.226 

0.230 

0.280 
0.270 
0.250 
0.300 
0.270 
0.260 
0.300 
0.360 
0.360 
1.300 
0.741 
0.570 
0.240 
0.148 
0.514 
0.29 
0.27 
0.21 
0.24 
0.11 
0.20 
0.06 

7.60E-6 
1.55E.5 
7.91E-6 
6.89E-6 
5.18E-6 
6.70E-6 

6.2884 
8.06E-6 
8.44E-6 
7.67E-6 
6.55E-5 
6.51E-6 
5.60E-6 
4.838-6 
4.61E-6 
4 . 2 8 ~ 4  
4.05E-6 
4.06E-6 
3.33E-6 
3.31E-6 
3.16E-6 
3.48E-6 
2.78E-6 
2.73E-6 
4.69E-6 

2.41E-6 

2.31E-6 

2.16E-6 

1.91E-6 

1.62E-6 

1.71E-6 
1.66E-6 
1.56E-6 
1.55E-6 
1.42E-6 
1.39E-6 
1.34E-6 
1.27E-6 
1.17E-6 
1.06E-6 
1.08E-6 
1.17E-6 
9.51E-7 
9.45E-7 
1.11E-6 
9.28E-7 
1.03E-6 
6.1OE-8 
1.55E-6 
9.39E.7 
8.11E-7 
7.98E-7 
O.OOE+O 

1.38E.5 
2.79E-5 
1.37E-5 
1.23E-5 
9.05E-6 
1.14E-5 
1.09E-5 
1.28E-5 
1.31E.5 
1.17E-5 
1.07E.5 
1.07E-5 
9.1OE-6 
8.SdE-6 
8.19E-6 
8.04E-6 
7.95E-6 
8.12E-6 
7.36E-6 
7.31E-6 
7.13E-6 
7.73E-6 
6.57E-6 
6.61E-6 
7.05E-6 

4.94E-6 

5.09E-6 

4.58E-6 

4.00E-6 

3.94E.6 

4.11E-6 
4.17E-6 
3.82E.B 
3.71E-6 
3.57E-6 
3.44E-6 
3.42E-6 
3 . l lE -6  
3.03E-6 
2.7784 
2.5BE-6 
2.77E.6 
2.38E-6 
2.4284 
2.89E-6 
2.18E-6 
2.78E-6 
1.27E-5 
3.39E-6 
2.39E-6 
2.21E.6 
*.82E-6 
G.OOE+O 

2.02E-5 
3.89E.5 
1.31E.5 
8.71E-6 
1.19E-5 

3.33E-5 
2.511-5 
1.27E.5 
8.42E-8 
5.9ZE-5 
2.75E-5 
1.15E4 
4.07E-5 
1.08E4 
4.10E.5 
7.69E-5 
4.02E-6 
2.4 9 E. 5 

1.04E-5 
1.83E-5 
1.00E-5 
9.12E-6 
5.63E-6 
1.291-5 
1.07E-5 
9.77E-6 
1.04E-5 
9.62E-6 
9.34E-6 
7.31E-6 
6.31E-6 
6.04E-6 
5.8214 
5.14E-6 
5.10E-6 
4.88E-6 
3.89E-6 
3.81E-6 
3.61E-6 
3.90E-6 
3.42E-6 
3.31E-6 
2.05E-6 

1 .ME4 

2.5584 

2.40E-6 

2.3OE-6 

1.7514 

1.86E-6 
1.80E-8 
1.66E-6 
1.57E-6 
1.58E-6 
1.53E-6 
1.71E-6 
1.37E-6 
1.32E-6 
1.20E-6 
1.24E-6 
1.35E-6 
l . l l E - 6  
1.05E-6 
1.2814 
9.58E-7 
1.04E-6 
7.03E-6 
1.14E.B 
9.51E-7 
7.701.7 
6.28E.7 
O.OOE*O 

1.27E-6 
1.988-6 
I.BBE-6 
1.06E-6 
l.10E-6 
7.351.7 
2.551-7 
1.34E-5 
1.13E.5 
7.48.5-6 
4.60E-6 
5.00E.6 
2.59E-6 
1.45E-6 
1.70E.6 
1.10E-6 
1.30E-6 
1.05E-6 
1.19E-6 
9.13E-7 
9.39E.7 
8.72E-7 
9.06E-7 
9.15E-7 
2.4 8 E. 7 

1.31E-7 

4.08E-7 

4.641.7 

4.36E-7 

4.31E-7 

5.10E-7 
4.88E-7 
4.77E-7 
5.56E-7 
4.08E-7 
4.981-7 
5.83E.7 
6.99E-7 
7.38E.7 
2.8884 
1.61E-6 
1.26E.6 
5.08E.7 
).ME-7 
1.33E-6 
6.29E-7 
6.49E-7 
3.8OE-7 
5.76E-7 
2.33E-7 
3.601-7 
1.00E.7 
O.OOE*O 

414313321 
414313321 
41431 3321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414313321 
414259552 
414259552 
414259552 414259552 

414259552 414259552 

414259552 
414259552 
414259552 
414259552 
414259552 
414259552 
414259552 414159552 

414259552 
414259552 
4?4259552 
414259552 
414259552 
414259552 
414259552 
414259552 414259552 

414259552 
414259552 414259552 

414259552 
414259552 
414259552 414259552 

41 4259552 
414259552 
414253552 
414259552 
414259552 

Yo loss 0.0143 
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25 C data 

PH 4 
stan 
U401 
U402 
U403 
U404 
U405 
U406 
U407 
U408 
U409 
U410 
U411 
U412 
U413 
U414 
U415 
U416 
U417 
U418 
U419 
U420 
U421 
U422 
U423 
U424 
U425 
U426 
U427 
U428 
U429 
U430 
U431 
U432 
u433 
u434 
u435 
U436 
u437 
U438 
u439 
U440 
u441 
u442 
u443 
U444 
u445 
U446 
u447 
U448 

u449 
U450 
U451 
U452 
u453 
u454 
u455 
U456 
u457 
U458 

Mass Ceramics 

(91 
1.8457 
1.8457 
1.8457 
1.8457 
18457 
1.8457 
1.8457 
1.8457 
1.8457 
1.8457 
1.8457 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
18456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.84% 
1.8456 
1.8456 

1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1,3456 
1.8456 
1.8456 
1.8456 
1.84% 
1.8456 
1.8456 
1.8456 

Flow Rata 

muday 
(mUdayl 

19,3578 
19.4396 
19.4835 
19,3446 
19.6170 

19.32% 
19,8100 
20.0000 
20.2200 
20.$500 
20.4300 
20.1200 
20.8065 
20.6924 
20.8363 
20.9800 
20.9800 
20.8925 
23.2320 
29 9183 
30.8145 
31.6039 
31.3795 
31.5940 
31.5808 
29.0449 
27.4590 
19.5E46 
28.4596 
28.9247 
15.7118 
13.3217 
12.8753 
36.6927 
35.9246 
35.2449 
34.1230 
36.4262 
35.6321 
44.4187 
44.2989 
42.8090 
38.6203 
35.1425 
92.8658 
86.2583 
83.2990 
8 0.0 2 3 6 
81.5938 
81.7441 
82.2835 
81.2978 
83.2665 
84.1619 
85.2615 
05.4930 
85.8273 
85.3639 

Run tlme 

[days1 
0.00 
0.52 
2.13 
5.42 
7.47 
9.13 
12.39 
14.38 
18.15 
19.07 
21.07 
23.08 
26.07 
29.08 
33.10 
36.06 

40.07 
43.09 
51.11 
62.09 
69.09 
72.04 
75.59 
79.08 
83.08 

86.07 
90.10 
97.58 
100.10 
104.54 
107.12 
111.50 
117.78 
125.74 
134.58 
138.59 
146.12 
153.10 
160.05 
166.09 
181.22 
188.06 
195.08 
202.13 
209.12 
215.05 
217.07 
223.05 
229.59 
237.08 
250.60 
257.61 
264.61 
271.57 
280.06 
285.09 
293.07 
300.11 
306.08 

Diameter 
[microns) 

11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11,012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11,012 
11.012 
11,012 
11.012 
11.012 
11.012 
11,012 

11.012 
11,012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11,012 
11,012 
11.012 

Surf. Area 

(w. m) 
0.18974 
0.10974 
0.18974 
0.18974 
0.18974 
0,18974 
0.18974 
0 18974 
0.18974 
0.18975 
0.18973 
0.18975 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0,18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0 18973 
0.18973 
0.18971 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 

0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18975 
0.18973 
0.18973 
0.18971 
0,18973 

PH 
4.05 
4.39 
4.07 
4.14 
4.07 
4.08 
4.10 
4.11 
4.02 
3.92 
4.00 
4.03 
4.04 
4.01 
3.99 
4.00 
4.00 
4.01 
4.06 
4.07 
4.01 
4.00 
4.07 
4.03 
4.00 
4.00 
4.01 
4.03 
3.98 
4.00 
4.00 
4.03 
3.98 
4.05 
4.02 
4.01 
4.00 
4.01 
4.02 
3.99 
4.01 
4.05 
4.01 
4.01 
3.99 
4.04 
4.04 
4.05 
4.01 
4.03 
4.01 
4.01 
4.01 
4.05 
4.05 
3.97 
3.91 
3.92 
3.91 

U 

ppb 
960.00 
140.00 
96.00 
93.00 
82.00 
75.00 
82.00 
87.00 
79.00 
76.00 
82.00 
79.00 
65.00 
57.00 
48.00 
42.00 
36.00 
37.00 
29.00 
18.00 
17.00 
16.00 
15.00 
14.00 
14.00 
15.00 
16.00 
17.00 
13.00 
13.00 
21.00 
23.00 
20.00 
8.40 
7.20 
6.50 
6.00 
6.10 
5.50 
5.50 
3.80 
3.50 
3.40 
4.60 
1.60 

1.60 
1.70 
1.69 
1.70 
1.70 
1.75 
1.65 
1.54 
1.43 
1.47 
1.32 
1.36 
1.31 

Ce 
ppb 

1060.00 
1024.00 
920.00 
750.00 
570.00 
380.00 
333.00 
310.00 
226.00 
179.00 
154.00 
116.00 
78.00 
66.00 
19.00 
29.00 
26.00 
25.00 
19.00 
11.00 
10.00 
9.00 
9.00 
8.00 
8.00 
8.00 
8.00 

9.00 
7.00 
7.00 
10.00 
12.00 
12.00 
5.90 
3.10 
3.00 
2.80 
3.10 
2.80 
4.10 
2.10 
2.10 
2.10 
3.30 
2.60 
1.10 
1.20 
1.08 
1.30 
1.10 
1.13 
1.06 
0.99 
0.95 
1.01 
0.93 
0.97 
0.94 

Ca 

ppb 
1280.00 
920.00 
780.00 
750.00 
480.00 
300.00 
677.00 
626.00 
443.00 
352.00 
285.00 
211.00 
138.00 
14.60 
70.00 
52.00 
52.00 
44.00 
38.00 

18.00 
15.00 
11.00 
16.00 
13.00 
17.00 
14.00 
14.00 
17.00 
11.00 
12.00 
18.00 
18.00 
26.00 
23.00 
15.00 
20.00 
10.00 
16.00 
21.00 
12.00 
10.00 

11.00 
46.00 
5.00 

4.00 
4.00 

5.00 
1.00 

35.00 
26.00 

Ti 

PPb 
3.00 
1.00 
1 .oo 
2.00 
3.00 

4.00 
6.10 
7.60 
7.80 
7.60 
8.50 
9.20 
8.30 

10.10 
9.60 
6.60 
7.40 
7.60 
6.60 
5.40 
4.60 

4.30 
5.10 
5.20 
5.10 
5.10 
5.20 
5.40 
4.40 
4.20 
4.60 
5.20 
5.10 
4.40 
3.30 
3.20 
3.20 
3.20 
2.80 
4.00 
2.60 
2.60 
2.40 

1.70 
1.60 
1.50 
1.40 
1.20 
1.20 
1.10 
1.10 

Hf 

ppb 

0.090 
0.040 
0.010 
<0.01 
CO.01 
co.01 
0.030 
0.030 
0.010 
0.040 
0.060 
0.020 
0.020 
0.010 
eo.01 
0.020 
0.020 
0.020 
0.030 
0.020 
0.020 
0.030 

0.030 
0.030 
0.020 
0.030 
0.030 
0.060 
C0.05 
< O S  
C0.5 
a 5  
C0.5 

cos 
< O S  

0.060 
0.070 
0.110 
0.080 
0.070 
0.040 
20.05 
0.130 
0.100 
0.310 
0.260 
0.210 
0.210 
0.230 
(1.210 
0.300 
0.280 

N R Y  
glm*Zday 

2.07E-4 
3.03E.5 
2.081-5 
2.01E-5 
1.79E-5 
1.62E.5 
1.81 E-5 
1.94 E-5 
1.78E-5 
1.72E-5 
1.87E-5 
1.77E-5 
1.51E.5 
1.31E-5 
1.11E-5 
9.82E-6 
8.42E-6 
8.62E-6 
7.511-6 
6.00E-6 
5.84-5-6 
5.S4E-6 
5.25E-6 
4.93E-6 
4.93E-6 
4.86E-6 
4.901-8 
3.71E-6 
4.12E-6 
4.1984 
3.68E-6 
3.42E-6 
2.8714 
3.448-6 
2.88E-6 
2.558-6 
2.28E-6 
2.488-6 
2.18E-6 
2.72E-6 
1.88E-6 
1.67E-6 
1 . 4 ~ ~ 4  
1.80E-6 
1.66E-6 
1.54E-6 
1.58E-6 
1.51E.8 
1.55E-6 
1.55E-6 
1.61E-6 
1.ME-6 

1.l4E-6 
1.40E-6 
1.26E-0 
1.30E-6 
1.25E-6 

I.&EB 

?- 

I ,  

. .  

NRCe 
g lmWday  

7.77E-4 
7.54E-4 
6.79E-4 
5.4914 
4.238-4 
2.78.5-4 
2.50E-4 
2.35E-4 
1.73E.4 
1.38E-4 
1.19E-4 
8.84E-5 
6.14E-5 

5.17E-5 
1.50E-3 
2.301-5 
2.07E-5 
1.98E.5 
1.67E-5 
1.25E-5 
1.17E-5 
1.08E-5 
1.OTE-5 
9.57E-8 
9.56E-6 
8.80E-5 
8.32E-5 
6.67E-6 
7.541-6 
7.6714 
5.95E-6 
6.05E-6 
5.85E-6 
8.20E-6 
4.22E-6 
4.00E-6 
3.62E-6 
4.28E-6 
3.7884 
6.89E-5 
3.52E-6 
3.40E-6 
3.07E-6 
4.398-6 
9.14E-6 

3.59E-6 
3.78E-6 
3.27E-6 
4.02E-6 
3.40E-6 
3.52E-6 
3.26E-6 
3.12E-s 
3.03E-6 
3.261-6 
3.01E-6 
3.15E-6 
3.04E-6 

NRCa 
glm"2lday 

8.07E-4 
5 4 2 M  
5.03E-4 
4.80E-4 
3.12E-4 
1.92E-4 

'4.44E-l 
4.14E-4 
2.96E-4 
2.37E-4 
1.93E-4 
1.40E4 
9.50E-5 
1.00E4 
4.83E-5 
3.61E.5 
3.61E.5 
3.04E-5 
2.92E-5 
1.78E-5 
1.53E.5 
l.15E-5 
1.66E-5 
1.38E.5 
l.78E-5 
1.35E-5 
1.27E-5 
1.lOE-5 
1.04E-5 
1.15E-5 
9.36E-6 
7.93E-6 
1.11E-5 
2.79E-5 
1.781-5 
2.33E-5 
1.13E-5 
1.93E-5 
2.486.5 
1.76E-5 
1.47E-5 
O.OOE+O 
O.OOEi0 
1.28E-5 
1.41E-4 
1.43E-5 
1.10E.5 
1.06E-5 
O.OOE+O 
O.OOE+O 
O.OOE*O 
O.OOE+O 
O.OOE+O 
O.OOE+O 
1.41E-5 
2.831-6 
9.94E-5 
7.14E-5 

NR-Ti 

glrn*2/day 
8.05E-7 
2.69E-1 
2.708.7 
5.36E-7 
8.15E-7 
1.07E-6 
1.67E-6 
2.11E-6 
2.19E-6 
2.14E-6 
2.41E-6 
2.58E-6 
2.39E-6 
2.90E-6 
2.77E-6 
1.92E-6 
2.15E-6 
2.20E-6 
2.1914 
2.2418 
1.96E-6 
1.88E-6 
2.22E-6 
2.28E-6 
2.23E-B 
2.0584 
1.9884 
1.47E-6 
1.74E-6 
1.68E-6 
1.00E-6 
9.6OE-? 
1.02E-6 
2.24E-6 
1.64E-6 
1.56E-6 
1.51E-6 
1.62E-6 
1.38E-6 
2.46E-6 
1.6OE-6 
1.5484 
1.28E-6 
O.OOE+O 
0.0 0 E + 0 
O.OOEt0 
0.0 0 E + 0 

O.OOE+O 
O.OOE+O 
O.OOE+O 
1.94E-6 
1.00E-6 
i.73E-6 
1.63E-6 
1.42E-6 
1.4284 
1.31E-6 
1.30E-6 

NRS11 
glm'2lday 

5.30E-6 
2.38E-6 
6.01E.9 

1.85E-6 
1.84E-6 
8.19E-9 
2.49E-6 
3.74E-8 
1.24E-8 
1.3884 
8.89E-9 

1.881-8 
1.861-8 
1.88E-8 
2.82E-8 
1.73E-8 
1.63E-8 
1.75E-U 
2.5414 
2.581-8 
9.34E-9 
1.19E-8 
1.15E-8 
6 k i E - 8  

7.63E-8 
8.03E-8 
1.15E-7 
2.21E-7 
1.79E-7 
9.90E-l) 

3.15E.7 
2.43E-7 
7.ME.7 
8.28E-7 
5.20E.7 
5.25E-7 
5.83E-7 
5.34E-7 
7.65E-7 
7.10E.7 

#Particles 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
490012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
490012437 
498012437 
49aoi2437 
498012437 
490012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
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u459 
U460 
U461 

U462 
U463 
U4M 
U465 
U466 
U467 
U468 
U469 
U470 
U471 
U472 
u473 
u474 
u475 
U476 
u477 
U478 
u479 
U480 
U481 
U482 
U483 
U484 
U485 
U486 
U487 
U488 
U489 
U490 
U491 
U492 
u493 
u494 
u495 
U496 
u497 
UP98 
u499 

U4100 
U4101 

average 
Yo IDS6 

1.8456 
1.8456 
1.8456 
1.8456 

1.8456 
1.8456 
1.8458 
1 .A456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
18456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
18456 
1.8456 
18456 
18456 
1.8456 
18456 
1.8456 
1.84% 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
1.8456 
18456 
1.8456 
0.0062 

a5.4130 
84.7285 
85.0193 
86.9824 
88.4728 
86.3788 
87.1187 
85.4878 
85.9678 
67.5095 
48.4526 
47.6884 
46,4427 
46 3562 
46.5983 
46.9574 
46.5268 
46.3779 
46.0522 
45.1130 
46.2902 
45.4459 
45.0570 
45.8537 
45.5069 
43.8154 
44.4916 
45.7119 
44.7471 
41.9959 
47 4674 
43.0322 
47.1245 
44.7689 
42.9054 
39.7737 
34.3758 
34.0195 
32.0788 
27.9601 

42.1705 
38.5468 

313.09 
328.34 
334.28 
348.42 
355.40 
382.40 
371.38 
377.89 
384.91 
392.88 
404.86 
418.86 
432.92 
447.90 
460.94 
474.91 
490.84 
498.89 
510.91 

516.89 
524.89 
544.98 
566 US 
588 88 
615.90 
637.91 
670.84 
692.92 
728.88 
769.77 
803.92 
827.93 
846.89 
887.76 
908.91 
944.87 
971.90 
1009.86 
1038.82 
1062.87 
1128.43 
1178.79 
1219.83 

11.012 
11.012 
11.012 
11.012 

11.012 
11.012 
11.012 
11.012 

11.012 
11.012 
11.012 
1i .012 

11.012 
11.01z 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11.012 
11,012 
11.012 
11.012 

0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.16973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0.18975 
0.18973 
0.18973 
0.18973 
0.18973 
0.18973 
0,18973 
0.18973 
0.18973 

3.90 
3.93 
3.94 
3.94 
3.96 
4.00 
3.94 
3.94 
4.01 
4.15 
4.22 
4.17 
4.20 
4.23 
4.02 
4.01 
4.04 
3.96 
3.94 
3.93 
4.00 
3.99 
3.97 
3.97 
3,99 
4.08 
4.00 
4.01 
3.96 
3.88 
3.96 
4.04 
4.04 
4.06 
4.00 
4.24 
4.02 
4.05 
4.07 
4.10 

4.04 
4.05 
4.02 

1 .28 
2.51 

1.27 
1.25 
1.20 
1.17 
1.30 
1.08 
1.05 
3.03 

1.77 

1.37 

1.15 

0 98 

0.87 

0.98 
0 88 

0.86 

0.85 

0.87 
0.87 
0.82 
0.83 
0.84 
0.71 
0.78 
0.92 
0.72 
0.89 

0.73 
0.83 
0.92 
0.00 
1.06 

1.53 
2.22 

0.91 
0.92 
0.95 

0.93 
0.93 
0.9 
0.89 
0.92 
0.88 

1.207 

0.965 

0.932 

0.876 

0.797 

0.79 

0.82 
0.79 
0.77 
0.76 
0.73 
0.89 
0.73 
0.73 
0.7 
0.59 
0.52 

0.527 
0.479 
0.445 
0.453 
0.573 
0.597 
9.127 
0.714 

1.127 
0.543 

9.00 1.10 
9.00 1.10 

23.00 1.10 
10.00 1.28 
19.00 1.31 
20.00 1.26 

1.25 
1.28 
1.28 
0.54 

0.60 

0.58 

0 78 

0.75 

0.64 

0.02 
0.60 
0.57 
0.59 
0.48 
0.58 
0.55 
0.62 
0.81 
0.54 
0.58 

0.45 
0.44 
0.47 
0.53 
0.48 
0.49 
1 .40 
0.57 

0.66 
0.53 

0.260 
0.350 
0.320 
0.281 
0.253 
0.214 
0.242 
0.214 
0.170 
0.043 

0.031 

0.023 

0.014 

0.012 

0.021 

0.019 
0.019 
0.026 
0.018 
0.015 
0.027 
0.014 
0.024 
0.031 
0.025 
0.059 
0.049 
0.026 
0.029 
0.028 
0.030 
0.020 
0.030 
0.030 

0.050 
0.040 

1.22E-6 
2.3715 
1.20E-6 
1.21E-8 
1.18E-6 
1.13E-6 
1.26E-6 
1.03E-6 
1.01E-6 
2.28E-6 

9.38E-7 

7.05E-7 

6.04E-7 

5.05E.7 

4.37E-7 

4.88E-7 
4.42E-7 
4.40E.7 
4.31E-7 
4.25E.7 
4.31E-7 
4.18E-7 
4.14E-7 
3.93E-7 
3.76E-7 
3.73E-7 
4.81E.7 
3.61E-7 
3.288.7 
3.25107 
3.18E.7 
3.491-7 
O.OOE+O 
3.30E-7 

7.1957 
9.54E-7 

2.94E-6 
2.95E-8 
3.06E-6 
3.06E-6 
3.12E-6 
2.84E-s 
2 94E-6 
2.98E-6 
2.86E-6 
3.09E-6 

1.74E-6 

1.ME-B 

1.56E-6 

1.40E-6 

1.35E-6 

1.41E-6 
1.35E-6 
1.34E.B 
1.31E-6 
1.21E-6 
1.50E-B 
1.2e.~a 
1.24E-6 
l . l lE -6  
1.06E-8 
11.471-7 
9.408-7 
8.12E-7 
7.23E-7 
6.82E.7 
7.4 6 E. 7 
7.69107 
l . l l E - 5  
7.561.7 

1.80E-6 
7.92E-7 

2.54E-5 1.30E-6 
2.521-5 q.29E-6 
8.47E-5 1.3OE-B 
2.8 8 E. 5 1.54E-6 
5.56E.5 1.61E-6 
5.72E-S 1.51E-6 

1.51E-6 
1.52E.B 
1.52E-6 
5.04E-7 

3.961-7 

3.75E-7 

5.07E-7 

4.81E-7 

4.00E-7 

3.90E-7 
3.75E-7 
3.62E-7 
3.72E-7 
2.91E-7 
3.UIE-7 
3.48E-7 
3.84E-7 
3.55E-7 
3.55E-7 
3.45E-7 
2.93E-7 
2.75E-7 
2.80E-7 
2.94E-7 
2.28E-7 
2.33E-7 
8.24E-7 
2.19E-7 

3.88E-7 
2.811-7 

6.60E.7 
8.81E-7 
8 08E-7 
7.26E-7 
6.651-7 
5.49E-7 
6.27E-7 
%ME-7 
4.34E-7 
8.63E-8 

4.39E-8 

3.17E-8 

1.95E-8 

1.65E-8 

2.82E-8 

2.578-8 
2.54E-6 
3.54E-8 
2.16E-8 
1.95E-6 
3.57E-B 
1.9OE-8 
3.19E-8 
3.8714 
3.53E-8 
7.5414 
6.86E-6 
3.46E-8 
3.70E-8 
3.07E-8 
3.06E-8 
2.02E-8 
2.86E.8 
2.49E-8 

6.27E-8 
4.58E.8 

498012437 
498012437 
198012437 
498012437 

498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498011437 
498012437 
498012437 
498012437 
498012437 
498012437 
188012437 
498012437 
498012437 
498012437 
498012437 
49a012457 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
498012437 
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25 C data 

stan 
PH 6 

U601 
U602 
U603 
U604 
U605 
U606 
U607 
U608 
U609 
U610 
U611 
U612 
U613 
U614 
UBI5 
UBI6 
U617 
U618 
U619 
U620 
U621 
U622 

U623 
U624 
U625 
U626 
U627 
U628 
U629 
U630 
U631 
U632 
U633 
U634 
U635 

U636 
U637 
U638 
U639 
us40 
U641 
u642 
UM3 
U W  

u645 
U646 
u647 
U848 

UM9 
U650 
U651 

U652 
U653 
U654 
U655 
U658 
U657 
US58 

Mass Ceramics 

(8 )  
1.7973 

1.7973 
1.7973 
1.7973 
1.7973 

1.7973 
1.7973 
1.7973 
t 7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.1913 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7973 
1.7972 
1.7972 
17972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 

Flow Rate 

W J d W  
muday 
19.0545 
19.8362 
20.1933 
20.1304 
20.1336 
19.6933 
19 9500 
19.9800 

19.9298 
20.0832 
20.0096 
19.0302 
19.1176 
18.8207 
19,1900 
18.7120 
18.7218 
18.9696 
18.1643 
31.8792 
31.2567 
33,3622 
30.1530 
29,7017 
31.10350 
32.57280 
24 0522 
23.6227 
30 6691 
31,0570 
17.2464 
14.9164 
15.0861 
41.1 114 
38 9105 
37.9052 
36.9543 
36.3237 
37.1412 
50.9447 
43.2480 

47.3748 
50.9038 
39.3592 
104,1460 

73.0853 
56.9481 
49.2329 
50.3306 
55.5739 
52.9238 
50.5321 
58.5138 
54.2554 
52.7383 
56.1815 
45.2548 
38.6824 

Run tlme 

(days) 
0.00 

0.52 
2.13 
5.42 
7.47 
9.13 
12.39 
14.38 
16.15 
19.07 
21.07 
23.08 
26.07 
29.08 
33.10 
36.06 
40.07 
43.09 
51.11 
62.09 
69.09 
72.04 
75.59 
79.08 
83.08 
86.07 
90.10 
97.58 
100.10 
104.54 
107.12 
111.50 
117.78 
125.74 
134.56 
138.59 
146.12 
153.10 
160.05 
166.08 
181.22 
188.06 
195.08 

202.13 
209.12 
215.05 
211.07 
223.05 
229.59 
237.08 
250.60 
251.61 
284.61 
271.57 
2a0.06 
285.W 
733.07 
300.11 
306.08 

Diameter 
(microns) 

11.012 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 

11.01 24 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0123 
11.0123 
11.0123 
11.0123 
1 I ,0123 
11.0123 
11.0123 
11.0123 
11.0123 
11.0123 
11.0123 
11,0123 
11.0123 
11.0123 
11.0123 
11.0123 
11.0123 
11.0?23 
11.0123 
11.0123 
11.0123 
11,0122 
11.0122 
11.0122 
11.0122 

11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
1 1,0122 
11.0122 
11.0122 
11.0122 
11.0122 

Surf. Area 

(sq. ml 
0.1848 
0.1848 
0.1848 
0.1848 
o . m a  
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
O.fM8 
0.1848 
0.1848 

PH 
5.96 
6.33 
5.88 
5.97 
5.96 
5.92 
5.99 
5.98 
5.84 
5.85 
5.88 
5.92 
5.93 
5.87 
5.86 
5.90 
5.85 
5.86 
5.84 
5.86 
5.84 
5.84 
5.93 
5.87 
5.85 
5.87 
5.87 
5.91 
5.86 
5.83 
5.83 
5.90 
5.82 
5.86 
5.89 
5.90 
5.86 
5.88 
5.84 
5.82 
5.89 
5.92 
5.90 
5.91 
5.79 
5.86 
5.89 
5.89 
5.91 
5.88 
5.90 
5.94 
5.94 
5.96 
5.98 
5.91 
5.97 
5.98 
5.99 

U 

Ppb 
650.00 
240.00 
91.00 
59.00 
46.00 

32.00 
32.00 
29.00 

22.70 
20.30 
12.50 
7.80 
15.10 
10.70 
7.90 
5.50 
10.90 
5.40 
2.50 
4.30 
3.80 
3.40 
3.40 
3.40 
3.50 
3.40 
5.30 
3.90 
3.10 
2.90 
3.80 
4.50 
4.00 
2.80 
2.10 
2.10 
2.60 
2.60 
2.60 
3.40 
1.90 
1.50 
1.50 
4.50 
1.59 
1.89 
1.50 
1.89 
1.90 
I .90 
2.07 
1.96 
1.64 
1.82 
1.76 
1.55 
1.69 
1.67 

ce 
ppb 

76.00 
80.00 
52.00 
47.00 
44.00 
36.00 
36.00 
33.00 
37.00 
38.00 
26.00 
15.00 
33.00 
32.00 
27.00 
21.00 
46.00 
22.00 
37.00 
39.00 
38.00 
38.00 
38.00 
40.00 
23.00 
44.00 
41.00 
44.00 
44.00 
46.00 
50.00 
48.00 
43.00 
52.00 
57.00 
59.00 
60.00 
54.00 
55.00 
32.00 
28.00 
16.00 
13.00 
38.50 
2.46 
8.65 
9.50 
8.65 
7.90 
5.30 
4.27 
4.19 
3.31 
3.32 
2.99 
2.53 
2.75 
2.62 

Ca 

w b  
7110.00 
190.00 
89 00 

77.00 
75.00 
61.00 
61 00 

211.00 
99.00 
101.00 
71.00 
41.00 
86.00 
86.00 
65.00 
48.00 
115.00 
53.00 
85.00 
92.00 
93.00 
85.00 
86.00 

84.00 
94.00 
95.00 
87.00 
105.00 
94.00 
105.00 
112.00 
102.00 
86.00 

248.00 
96.00 
91.00 
85.00 
75.00 
65.00 

38.00 
49.00 
44.00 
32.00 
38.00 
49.00 
19.00 
15.00 

5.00 
4.00 

21.00 
15.00 

Ti 

PPb 
a 1  
GO.1 

e0.j 
60.1 
a 1  
c0.1 
e0.j 
0.20 
0.20 
0.20 
0.10 
c0.1 
0.20 
0.20 
0.10 
C0.l 
0.20 
0.10 
0.20 
0.10 
0.20 
0.10 
0.10 
eo.1 
0.10 
co.1 
0.10 
0.20 
0.20 
0.20 
4.1 
0.10 
0.10 

dJ.1 
<O.l 
a 1  
co.1 
a.1 
so.1 
a 1  
0.10 
0.10 

a.1 

co.1 
dJ.1 
a 1  
co.1 
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Hf 

PPb 
nd 
nd 
nd 
nd 
nd 
nd 
nd 

co.01 
< o m  
co.01 
<0.01 
eo.01 
co.01 
<0.01 
co.01 
a 0 1  
0.010 
a . 0 1  
a 0 1  
<0.01 
qo.01 
0.010 
eo.01 
0.010 
co.01 
co.01 
co.01 
co.01 
<0.01 
co.01 
0.010 
0.010 
0.020 
0.070 
eo.05 
co.05 

co.05 
a . 0 5  
co.05 
<0.05 
a . 0 5  
<0.05 
<0.05 
0.130 
0.060 
0.050 
0.020 
0.020 
0.020 
0.020 
4 . 0 5  
co.05 
<0.05 
'0.05 
'0.05 
d0.05 
dO.05 

a . 0 5  

NR-U 
glm*2/day 

1.46E-4 
5.60E-5 
2.161-5 
1.40E-5 
1.M)E-5 
7.41E-6 
7.50E-6 
6.81E-6 
5.32E-6 
4.79E-6 
2.94E-6 
1.74E-6 
3.39E.6 
2.37E-6 
1.78E-6 
1.21E-6 
2.40E-6 
1.20E-6 
5.34E-7 
1.61E-S 
1.40E-6 
1.33E-6 
1.23E-6 
l . lgE-6  
1.28E-6 
1.30E-6 
1.50E-6 
1.08E-S 
1.12E-8 
1.06E-6 
7.708-7 
7.89E-7 
7.09E.7 
1.3584 
9.6OE-7 
9.36E-7 
1.13E-B 
I . I I E - 8  
1.14E-6 
2.04E-6 
9.66E.7 
8.35E-7 
8.98E-7 
2.08E-6 

1.95E-6 
1.6214 
I.00E-6 
1.09E.8 
1.12E-6 
1.24E-6 
1.29E-6 
1.16E-6 
1.13E-6 
1.16E-6 
1.WE-6 
1.02E-6 
8.991.7 
7.59E-7 

NRCe 
g/mA21day 

5.78E-5 
6.34E.5 
4.19E.5 
3.78E.5 
3.YE.5 
2.8 3 E. 5 
2.87E.5 
2.63E-5 
2.94E-5 
3.05E-S 
2.08E-5 
1.14E-5 
2.52E-5 
2.40E-5 
2.07E-S 
1.571-5 
3.44E-5 
1.67E-S 
2.88E-5 
4.96E.5 
4.74E-5 
5.06E-5 
4.67E-5 
4.74E-5 
2.86E-5 
5.7284 
3.94E-5 
4.15E.5 
5.3914 
5.701-5 
3.44E-5 
2.86E-5 
2.59E-5 
8.54E-5 
8.85E-5 
8.93E-5 
8.85E-5 
7.83E.5 
8.16E-5 
6.51E-5 
4.83E-5 
3.03E-5 
2.C4E.5 
6.05E-5 

1.02E-5 
2.52E-5 
2.16E-5 
1.7OE-S 
1.59E-5 
l.18E-5 
9.02E-6 
11.4516 
7.73E-6 
7.19E-6 
6.3OE-6 
5.WE-6 
4.97E-6 
4.0514 

NRCa 
glm"2lday 

4.73E-3 
1.32E-4 
6.27E.5 
5.41E-5 
5.27E-5 
4.19E-5 
4.21E-5 
1.47E-8 
6.88E-5 
7.08E-5 
4.96E-5 
2.72E.5 
5.74E-S 
5.65E-5 
4.35E.5 
3.13E-5 
7.51E.5 
3.51E.5 
5.39E-5 
1.02E-4 
l.OIE-4 
9.90E-5 
9.23E-5 
8.71E.5 
1.02E.4 
1.08E-4 
7.30E-5 
a . 6 8 ~ 4  
1.01E-4 
1.14E-4 
6.74E-5 
5.31E-5 
4.53E-5 
3.56E-4 
1.30E-8 
1.20E-4 
l.10E-4 
9.51E.5 
8.42E-5 
6.76E-5 
7.40E-5 

7.27E-5 
%WE-5 
5.2214 
1.78E-4 
4.85E.5 
2.98E-5 
0.00EcO 
O.OOE+O 
O.OOE+O 

O.OOE+O 
O.OOE+O 
O.OOE+O 
9.20E-8 
7.ME-8 
3.32E-5 
2.02E-5 

0.0 0 E + 0 

NR-Ti 
~ I m ~ 2 l d a y  

5.84E-8 
5.82E-8 
5.87E.8 
2.92E-8 

5.591-8 
S.ME-8 
2.80E-8 

5.47E-8 
2.77~-8 
5.31E-8 
4.86E-8 
9.13E-8 
4.87E.8 
4.49E-8 

4.54E-8 

3.51E-8 
6.9OE-8 
8.96E-8 
9.08E-6 

2.18E-8 
2.20E.8 
O.OOE+O 

6.92E-8 
7.44E-8 
O.OOE+O 
O.OOE+O 
O.OOE+O 
O.OOE+O 

O.OOE+O 
O.OOE+O 

NRHf  
glmA21day 

5.87E-9 

1.05E-8 

9.31E-8 

5.40E-9 
4.67E-8 
9;46E.9 
9.02E-8 

1.6OE-7 
1.96E.7 
1.15E-7 
3.57E-8 
3.08E-8 
3.15E-8 
3.48E-8 

UPar7kies 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
4 8 4 9 5 3 0 0 1 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
4 84 9 5 3 0 0 1 

484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 



U659 
U660 
U661 
U662 
U663 
U6M 

U665 

U666 
U667 
U668 
U669 
U670 
U671 
U672 
U673 
U674 
U675 
U676 
U677 
U678 
U679 
U680 
U681 
U682 
U683 
U684 
U685 
U686 
U687 
U688 
US89 
U690 
U691 
U692 
U693 
U694 
U695 
U696 
U697 
U698 
U699 
U6100 
U6101 

average 
Yo loss 

1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
t.7972 
17972 
1.7972 
1.7972 
1.7972 
17972 
17972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7872 
1.7972 
1.7972 
1.7972 
1.7972 
17972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
17972 
1.7972 
1.7972 
1.7972 
1.7972 
1.7972 
17972 
1.7972 
1.7972 
1.7972 
1.7912 
1.7972 

0.0055 

46.6001 
53.9153 
50.0339 
45.1168 
77.9535 
56.0555 
37.5537 
73.2279 
55.3389 
44.0315 
45 9625 
45 5361 
41.9589 
37.3551 
39.8969 
39.5246 
34.1918 
32.7833 
30 6323 
30.4434 
31.1790 
29.9710 
30.2846 
29.8734 
32.2262 
31.1223 
33 2232 
42.7294 
44,6730 
46.0952 
50.2475 
51.5173 
50.5307 
46.1601 
42.6300 
43.4776 
44.3484 
44.4032 
45.7604 
42.9641 
44.5016 
44.8508 
42.7977 

313.09 
328.42 
334.28 
348.42 
355.40 
362.40 
371.38 
377.89 
364.91 
392.88 
404.86 
418.86 
432.92 
447.90 
460.94 
474.91 
490.84 
498.89 
510.91 
516.89 

524.89 
544.98 
566.89 
588.88 
615.90 
637.91 
070.84 
692.92 
728.88 
769.77 
803.92 
827.93 
846.89 
887.76 
908.91 
944.87 
911.90 
1009.86 
1036.82 
1062.87 
1128.43 
1176.79 
1219.83 

11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
I 1.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11 .01 22 
11.0122 
11.0122 
11.01 22 
11.0122 
1 I .a122 
11.0122 
11.0122 
11.01 22 
11.0122 
11.0122 
11.01 22 
11 .01 22 
11.0122 
11.0122 
11.0122 
11.01 22 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 
11.0122 

0.1848 
0.1848 
0.18411 
o.ia48 
0.1848 
0.1848 
0.1648 
0.1848 
0.1848 
0.1848 
0.1848 
0.184a 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 

0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0.1848 
0,1848 
0.1848 
0.1848 
0.1848 

5.99 
6.00 

6.00 
5.91 
5.99 
5.90 
5.84 
5.97 
6.35 
6.05 

6.03 

6.03 
5.97 
6.02 
5.99 
6.06 
5.97 
6.00 
5.96 
5.95 
5.96 
5.95 
5.97 
5.94 
5.93 
6.00 
5.93 
5.94 
5.98 
5.86 
5.96 
6.05 
6.02 
6.04 
5.97 
6.11 
5.99 
6.01 
6.10 
6.21 
6.21 
6.00 

6.02 
5.94 

1.53 
1.17 
1.05 
1.51 
0.93 
1.15 
1.53 

1.13 
0.98 
0.70 

0.55 

0.97300 

0.87 

0.95 

0.96 

1.06 
1.08 
I .as 
1.01 
1.00 
I .07 
2.55 
0.63 
0.66 
0.27 
0.60 
0.24 
0.36 
0.26 
0.23 
0.20 
0.17 
0.08 
0.07 
0.11 
0.32 
0.90 

2.64 
2.12 
1.83 
2.32 
1.60 
1.78 
2.21 
2.07 
1.57 
0 23 

0.39 

1.05 

0.83 

0.82 

1 .oo 

0.97 
1 .oo 
0.99 
0.89 
0.85 
0.86 

1.72 
0.53 
0.60 
0.21 
0.46 

0.16 
0.28 
0.23 
0.12 
0.15 
0.14 
0.08 

0.07 
0.09 
0.39 
0.49 

13.00 z0.l 
21.00 a 1  
20.00 co.1 
10.00 0.18 
26.00 0.16 
15.00 0.15 
26.00 0.18 
12.00 0.07 
9.00 0.06 

0.07 

0.03 

0.03 

0.04 

0.07 

<0.021 

0.02 
a 0 1 8  

0.04 
<0.021 

0.02 
c0.021 

0.22 
0.03 
0.07 

S0.024 
0.04 

a 0 1 5  
<0.015 
<0.015 
<0.015 
0.05 
0.04 
0.03 
0.03 
0.04 
0.04 
0.04 

<0.05 
~ 0 . 0 5  
<0.05 
0.041 
0.035 

0.034 
0.033 
0.033 
0.036 
0.114 

0.066 

0.053 

0.036 

0.025 

0.008 

<0.003 
c0.003 
r0.003 
<0.003 
4.003 

-3.003 
0.036 

C0.003 
<0.003 
<0.003 
0.015 
0.016 
0.012 
0.011 
0.008 

0.01 
0.01 
0.01 
0.01 
0.01 
0.01 
0.01 

8.381.7 
7.42E-7 
6.18E-7 
8.01E-7 
8.52E-7 
7.58E-7 
6.75E.7 
9.73E.7 

6.38E-7 
3.61E-7 

2.94E.7 

4.27E-7 

4.05E-7 
O.OOE+O 
3.EaE-7 
O.OOE+O 
3.44E-7 
O.OOE+O 
3.7357 
3.84E-7 
3.79E-7 
3.83E.7 
3.66E-7 
4.18E.7 
1.28E-6 
3.31E-7 
3.58E-7 
1.59E-7 
3.66E-7 
1.40E-7 
1.96E-7 
l .3 lE-7 
I .16E.7 
1.04E-7 
8.87E-8 
4.30E-8 
3.54E-8 
5.758-8 
1.69E-7 
4.53E-7 

4.91E-5 
4.56E-6 
3.66E-6 
4.18E-5 
4.98E-6 
3.98E-6 
3.31E-6 
6.05E-6 
3.47E-6 
4.08E-7 

7.02E-7 

1.57E-6 

1.3OE-6 
O.OOE+O 
1.OBE-6 
0.0 0 E + 0 
1.2214 
O.OOE+O 
1.16E-6 
1.21E-6 
1.1SE-6 
1.15E-6 
1.06E-6 
1.14E-6 
2.93E-6 
9.458-7 
1.1OE-6 
4.21E-7 
9 36E-7 
3.15E.7 
5.07E-7 
3.9357 
2.03E.7 
2.6lE-7 
2.39E.7 
1.46E-7 
1.1257 
1.67E.7 
6.93E-7 
8.32E-7 

2.11E-5 
3.95E.5 
3.49E-5 
1.57E-5 l.lBE.7 
7.07E-5 1.82E.7 
2.93E-5 1.23E-7 
3.41E-5 9.8BE-8 
3.OTE-5 7.49E-8 
1.7484 4.85E-8 

4.3114 

1.73E-8 

1.80E-8 

2.08E-E 

3.31E.8 

8.32E-9 

1.5714 

7.28E-9 

1.37E-7 
2.02E-8 
4.38E-8 

2.63E-8 

3.50E-8 
2.6OE-8 
2.21E-8 
2.071-8 
2.34E-8 
2.4984 
2.568-8 

5.8OE-8 
8.55E-8 
5.97E-8 
3.88E-8 
7.57E-8 
6.24E-8 
1.57E-7 

9.42E-8 

6.20E-E 

4.7lE-8 

2.57E-8 

7.63E-9 

4.82E-8 

2.42E-8 
2.53E-8 
1.7414 
1.47E-8 
1.09E.8 
1.39E-8 
1.39E-8 
1.43E-8 
1.55E-8 
1.39E-8 
1.41E-8 
1.34E-8 

484953001 
484953001 
484953001 
484953001 
484953001 
464953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
4a4m001 
484953001 
484953001 
464953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484953001 
484853001 
484953001 
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25 C data 

PH 8 
stan 
U801 
U802 
U803 

U804 
U80S 
U806 
U807 
U808 
U809 
U810 
U811 

us12 
U813 

U814 
U815 
US16 
U817 
U818 
us19 
U620 
U821 
U822 
U823 
U824 
U825 
U826 
U827 
U828 
U829 
U830 
U831 
U832 
U633 
U834 

U835 
U838 

U837 
U838 

U839 
U840 
U841 
U842 
U843 

U844 
U845 
U848 
U847 
U848 
U849 
US50 
U851 
U852 
we53 
U854 
U855 

U85B 
U857 
U858 

Mars Ceramics 

(81 
1.8497 
1.8497 
1.8497 
1.8497 
1 8447 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 

1.8497 
1.8497 
1.8497 
1.8497 
18497 
1.6497 
1.8497 
1.6497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
18497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 

1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
18497 

1.8497 
1.8497 
1.8497 
18497 

1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8487 
1.8497 
1.8497 

Flow Rale 

mUday 
18.5166 
19.7552 
19.8623 
19.7667 
20.0322 
20.0884 
20.5858 
20.6483 
21.0136 
21.2164 
21.3963 
21 5493 
21.8252 
22.0713 
22.3517 
22.5963 
22 8433 
23.9610 
33.6336 
35 2974 
35.7094 
38.8394 
36.9093 
36.7144 
37.5492 
37.7530 
38.1751 
35.4941 
30.2841 
31.1236 
17.1260 
14.6884 
13.9454 
41.6079 
41.5482 
41.0686 
41.5178 
42.2007 
42.5795 
53.4814 
55.0101 
51 ,I 844 
63.3272 
22.8589 
61.2446 
81,0634 
79.9876 
79.1448 
81.5165 
78.7897 
77.7925 
76.7422 
7 8.2 8 8 2 
7 7.8 6 3 8 
78.6962 
71.9867 
78.5793 
79.105g 

(muday) 

Run time 

(days) 
0.00 
0.52 
2.13 
5.42 
7.47 
9.13 
12.39 
14.38 
16.15 
19.07 
21.07 
23.08 
28.07 
29.08 
33.10 
36.06 
40.07 
43.09 
51.11 
82.09 
69.09 
72.04 
75.59 
79.08 
83.08 
88.07 
90.10 
97.58 
100.10 
104.54 
107.12 
111.50 
117.78 
125.74 
134.56 
138.59 
148.12 
153.10 
180.05 
168.09 
181.22 
188.06 
195.08 
202.13 
209.12 
215.05 
217.07 
223.05 
229.59 
237.08 
250.60 
257.61 
264.61 
271.57 
280.06 
285.09 
293.07 
300.11 
306.08 

Diameter 
(microns) 

11.012 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 

11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
1 1.0124 
11.0124 
11,0124 
11.0124 
11.0124 
11,0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.01 24 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
1 I ,0124 
11.0124 
11,0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 

Surf. Area 

(sq. mt 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0,1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1401 
0,1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1401 
0.1901 
0.1901 
0.1901 
0.1901 
0.1801 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0,1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 

PH 
7.94 
8.30 
7.78 
7.70 
7.81 
7.80 
7.76 
7.78 
7.71 
7.81 
7.81 
7.90 
7.88 
7.71 
7.78 
7.86 
7.76 
7.69 
7.64 
7.68 
7.82 
7.76 
7.79 
7.70 
7.60 
7.68 
7.59 
7.61 
7.53 
7.49 
7.49 
7.62 
7.50 
7.71 
7.82 
7.70 
7.87 
7.55 
7.55 
7.49 
7.56 
7.79 
7.70 
7.66 
7.70 
7.98 
8.04 
7.98 
7.80 
7.70 
7.72 
7.86 
7.82 
7.85 
7.79 
7.72 
7.79 
7.78 
7 6 9  

U 

ppb 
2.00 
1.00 
2.00 
2.00 
2.00 
2.00 
2.43 
2.70 
2 70 
3.52 
4 31 
3.31 
3.62 
4.08 
4.04 
4.49 
4.85 
5.72 
5.89 
8.66 
2.52 
2.58 
3.33 
4.21 
4.48 
4.72 
4.95 
5.11 
4.93 
4.79 
4.93 
4.97 
4.83 
2.17 
2.70 
3.32 
3.38 
3.39 
3.20 
2.21 
1.63 
1.84 
2.23 
1.40 
1.10 
0.40 
0.40 
4.21 
1.80 
1.20 
0.64 
0.98 
0.74 
1.08 
1.14 
0.94 
1.04 
1.12 

Ce 

ppb 
C I  

S I  

<1 
< I  
< I  
4 

0.01 
0.01 

0.01 
0.01 
0.01 
0.01 
0.01 
0.01 
0.01 
0.01 
0.01 
0.01 
0.01 
0.01 
0.00 

0.01 
0.00 

<0.01 
0.01 

a . 0 1  
0.04 

co.01 
co.01 
a 0 1  
<0.01 
0.01 
0.01 
a . 0 1  
a . 0 1  
co.01 
a . 0 1  
<0.01 
0.03 

a . 0 1  
40.01 
a . 0 1  
co.01 
0.12 
0.01 
0.01 
0.05 
0.01 
0.07 
0.04 

4.005 
4.005 
<0.005 
c0.005 

Ca 

ppb 

25.00 
35.00 

68.00 

6.00 
67.00 
7.00 
60.00 

n.d. 
6.00 

n.d. 
4.00 

n.d. 
n.d. 
n.d. 
n.d. 
n.d. 
n.d. 
n.d. 
n.d. 
5.00 

31.00 
n.d. 
n.d. 
n.d. 

23.00 
10.00 

8.60 

4.10 
8.10 
5.00 
7.40 
5.10 
n.d. 
n.d. 
5.00 

1.00 

8.00 
2.00 

n d.cl 

14.00 
14.00 
20.04 
30.00 

Ti 

ppb 

0.06 
0.10 
0.10 
0.08 
0.10 
0.10 
0.30 

0.01 
0.09 
0.00 
0.12 
0.10 
0.15 
0.11 

0.14 
0.04 
0.06 
0.08 
0.10 
0.05 
0.10 
0.17 
0.13 
0.06 
0.08 
0.21 
0.07 
0.00 
0.03 
0.03 
0.07 
0.05 
0.04 
0.05 
0.08 

0.03 
0.03 

a 1  

a 1  

co.10 
co.10 
co.10 
co.10 

Hf 
ppb 

eo.01 
co.01 
co.01 
eo.01 
<0.01 
<0.01 
+0.01 
co.01 
<0.01 
<0.01 
a .01  
co.01 
0.010 
a . 0 1  
co.01 
co.01 
<0.01 
<0.01 
dJ.01 
co.01 
<0.01 
< o m  
<O.Ol 
~ 0 . 0 1  
<0.01 
a .01  
<0.01 
< o m  
a . 0 1  
< o m  
a 0 1  
0.010 
co.01 
0,010 
0.020 
0.020 
0.030 
0.050 
0.ow 
0.080 
0.020 
0.020 
0.020 
0.010 
C0.05 

<0.05 
<0.05 
<0.05 
co.05 
a 0 5  
<0.05 
a.05 

NR-U 
g/m*Zday 

4.11E-7 
2.19E-7 
4.38E-7 
4.39E-7 
4.45E-7 
4.46E-1 
5.55E-7 
6.19E-7 
6.30E-7 
8.29E-7 
1 .O2E-6 
7.92E-7 
8.77E-7 
9.99E-7 
1.00E.6 
1.13E-6 
1.23E-6 
1.52E-6 
2.20E-6 
2.SlE-6 
9.99E.7 
1.05E-6 
1.36E-6 
1.72E-6 
1.86E-6 
1.98E-6 
2.10E-6 
2.OlE-6 
1.66E-6 
1.65E-6 
9,371-7 
8.10E-7 
7.47E.7 
1.00E-6 
1.24E-6 
1.51E-6 
1.56E-8 
1.59E-6 
1.51E-6 
1.31E-8 
9.95E-7 
l . l fE-6  
1.57E-6 
3.55E-7 
7.48E-7 
3.80E-7 
7.99E-1 
1.08E-6 
1.63E-6 
1.05E-6 
1.531-7 
8.35E-7 
6.43E-7 
9.33E-7 
9.96E-7 
8.24E-7 
9.07E.7 
9.83E-7 

N R C e  
glmA2/day 

7.7659 
7.78E-9 
7.92E-9 
8.00E-0 
8.06E-9 
8.12E-9 
8.238-9 
8.32E.9 
8.43E.9 
8.52E-9 
8.61E.9 
9.03E-9 
1.271-8 
1.33E-8 
O.OOE+O 
1.38E-8 
O.OOE+O 

1.421-8 

5.78E-8 

5.54E-9 
5.2659 

4.81E-8 

1.03E-7 
1.39E.8 

3.068-8 
I SI E-7 
2.98E-8 
2.15E-7 
1.19E-7 

NRCa 
glm*2lday 

-1.70E.5 
2.38E.5 
4.7114 

4.28E-6 
4.82E-5 
5.09E-6 
4.428-5 

4.52E-8 

4.43E-6 
O.OOE+O 

4.991-6 
3.18E.5 

3.15E-5 
1.37E-5 
8.93E-6 
5.61E-6 
1.13E-5 
7.01E-8 
1.30E-5 
9.24E-6 

3.77E-6 
2.02E-6 
1.80E-5 
5.27E-6 

3.03E-S 
3.64E.5 
5.18E-5 
7.82E-5 

NR-TI 
glm"2lday 

1.70E-8 
2.85E-8 
2.90E-6 
2.34E-8 
2.95E-8 
2.971-8 
9.03E-8 

3.04E.9 
2.78E-8 
O.OOE+O 
3.78E-8 
3.311-8 
8.98E-8 
5.38E-8 
6.90E-8 
2.02E-8 
3.OSE-8 
4.0514 
5.18E-8 
2.80E-8 
5.27E-8 
8.32E-8 
5.43E-8 
2.58E.8 
1.8314 
4.2814 
1.35E-8 
O.OOE+O 
1.721-8 
1.70E-8 
4.01E-8 
2.91E-8 
2.35E-8 
3.698-8 
8.07E-8 
2.37E-8 
2.82E-6 

N R H f  XParticies 
glm"2lday 499091729 

499091729 
499091729 
499091729 
499091729 
439091729 
499091 729 
499091 729 
499091729 
49909 1 729 
499091 729 
499081729 
499091 729 
499091729 
49909 1729 
499091729 
499091729 
499091 729 
499091729 

9.958-8 499091729 
499091729 
499091729 
499091729 
499091 729 
499091729 
499091729 
498091 729 
499091729 
499091729 
499091729 
499091729 
499091729 
499091 729 

499091729 
499091729 
499091 729 
499091729 
499091729 

1.25E-8 494091729 
499091729 

1.58E-8 499091729 
3.26E-U 499091729 
3.38E-8 499091729 
5.621-8 499091729 
3.38E-8 499091729 
1.09E.7 499091729 

1.448-7 499091729 
4.7314 49909 1 729 
4.68E-8 489091729 
4.82E-8 499091729 
2.33E-8 499091729 

489091729 
499091729 
499091729 
499091 729 
499091729 
498091729 
499091729 
499091729 
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U859 
U860 

U861 
U862 
U863 
U8M 
U865 
U866 
U867 
U868 

U869 

U87O 
U871 
US72 
us73 
U874 
U875 
U876 
U877 
U878 
U879 
U880 
U881 
U882 

U883 
U884 
U885 
U886 
U887 
U888 
U889 
U890 
U891 
U892 
U893 
U894 
U895 
U896 
U897 
U898 
U899 
U8IOO 
U8101 

average 
x 109s 

1.8497 
1.8497 
18497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 

1.8497 
1.8497 
1.8497 
1.8497 

1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8401 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8497 
1.8491 
1.8497 
1.8497 
0.0011 

17.9989 

78.4235 
78.2302 
79.5794 
78.9312 
77.4842 
77.7312 
77.9674 
78.8305 
72.8737 
52.9202 
51 .OM6 
48.7840 
47.3644 
48.4252 
47.9447 
46.3430 
46.1817 
45.5732 
44.9350 
45.4044 
43.5988 
41.5602 
41,7459 
40.8741 
39.4358 
38.8075 
38.5588 
43.4730 
44.6009 
46.6176 
44.6034 
4 2.9 8 8 3 
41.1M3 
38.9363 
36.6041 
36.7827 
37.7541 
37.8787 
35.9055 
36.7130 
39.0012 
33.8705 

313.09 
328.49 

334.28 
348.42 
355.40 
362.40 
371.38 
377.89 
384.91 
392.88 
404.86 
418.86 
432.92 
447.90 
460.94 
474.91 
490.84 
498.89 
510.91 
516.89 
524.89 
544.98 
586 89 
588.88 

815.90 
637.91 
870.84 
692.92 
728.88 
769.77 
803.92 
827.93 
846.89 
887.78 
908.91 
944.8I 
971.90 

1009.86 
1038.82 
1062.87 
1128.43 
1178.79 
1219.83 

11.0124 
11.0124 
11.0124 

11.0124 
11.0124 
11.0124 
11.0124 
11.0124 

11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.01 24 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0124 
11.0123 
11.0123 
11.0121 
11.0123 
11.0123 
11.0123 
11.0123 
11.0123 
11.0123 
11.0123 
11.0123 
11.0123 
11.0123 
11.0123 
11.0123 
11.0123 
11.0123 
11.0123 
11.0123 

0,1901 
0.1901 

0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0,1901 
0.1901 
0.1901 

0.1901 
0.1901 
0.1901 
0,1901 
0.1901 
0,1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0 1901 
0.1901 
0.1901 
0.1901 
0,1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0,1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 
0.1901 

7.86 
7.80 
7.76 

7.65 
7.97 
7.83 
7.75 
7.72 
8.12 
7.01 
6.97 
7.20 
7.17 
7.63 
7.52 
7.80 
7.58 
7.76 
7.51 
7.49 
7.45 
7.56 
7.55 
7.65 
7.55 
7.38 
7.76 
7.58 
7.57 
7.55 
7.58 
7.64 
7.47 
7.50 
7.41 
7.69 
7.94 
7.93 
7.73 
7.81 
7.81 
7.62 
7.51 
7.67 

0.01 
0.79 
0.88 
1.02 
1.27 
0.53 
0.78 
0.87 
0.66 
0.54 

1.28 

2.17 

0.39 

0.48 

0.72 

OM 
0 72 
0.34 
0.60 
0.67 
0.36 
0.68 
0.77 
0.68 

0.47 
0.52 
0.38 
0.41 
0.43 
0.58 
0.26 
0.40 
0.51 
0.19 
0.40 
0.05 

0.30 

<0.005 
<0.005 
c0.005 
0.14 
0.14 
0.14 
0.14 
0.14 

0.14 
0.03 

0.01 

0.01 

0.01 

0.01 

<0.01 

0.02 
0.02 
a . 0 1  
<0.01 
<0.01 
0.01 

co.01 

<0.01 
0.01 

a 0 1  

0.02 
0.01 
0.02 
0.02 
0.07 
0.02 
0.02 
0.02 
0.01 
0.03 
0.01 
0.04 

13.00 
15.00 
26.00 
26.00 
12.00 
22 00 

26 00 

12.00 
19.00 

<0.10 
<0.10 
<0.10 
0.02 
0.04 
0.04 
0.03 
0.04 

0.04 
0.02 

0.04 

0.04 

0.20 

0.02 

0.14 

‘0,033 
~0.024 
c0.021 
~ 0 . 0 2 1  
0.09 
0 03 

0.03 
0.04 
0.05 

0.02 
0.03 

0.04 
<0.01 
0.02 
co.01 
0.04 
0.03 
0.03 

0.03 

0.04 
0.03 
0.05 

<0.05 
C0.05 

4 . 0 5  
0.032 
0.031 
0.030 
0.029 
0.032 
0.032 
0.015 

0.010 

0.008 

0.005 

0.004 

<0.004 

<0.004 
c0.004 
4.004 
s0.004 
co.004 

<0.004 
c0.004 
4 .004 
<0.004 
4 .004 
0.004 
0.002 
0.002 
0.002 
0.003 
0.010 
0.010 
0.010 
0.010 
0.010 

0.010 
0.120 

8.6BE-9 
8.88E.7 
7.64E-7 

9.01 E-? 
1.11E.6 
4.561-7 
8.73E-7 
7.53E-7 
5.76E-7 
4.37E-7 

7.26E-7 

6.13E-7 

2.08E-7 

2.44E-7 

3.59E-7 

3.1OE-7 
3.32E-7 
1.58E-7 
2.728-7 
2.93E.7 
1.54E-7 
2.91E-7 
3.71E.7 
3.28E-7 
2.43E-7 
2.59E.7 
1.821.7 
1.85E-7 
1.851-7 
2.37E-7 
1.06E-7 
1.68E-7 
2.14E-7 
7.57E-8 
1.63E-7 
2.16E-8 
1.13E-7 

4.20E-7 
4.11E-7 
4.09E-7 
4.10E-7 
4.11E-7 
4.15E-7 
6.87E-8 

1.92E.8 

2.14E-8 

2.35E-8 

2.09E-8 

2.47E-8 
2.82E-8 

1.80E-8 

2.36E-8 

2.88E-8 
2.27E-8 
2.33E-8 
3.08E-8 
9.93E-8 
2.91E-8 
2.28E-8 
2.281-8 
1.89E-8 
3.6058 
1.47E-8 
4.98E-8 

3.34E-5 
3.88E-5 
8.70E-5 
6.8214 1.65E-8 
3.1ZE-5 4.03E-8 
5.621-5 4.178-8 
SASE-5 2.798-8 
3.08E-5 3.98E-8 
4.92E-5 4.23E-8 

1.71 E 4  

2.961-8 

2.81E-8 

1.33E-7 

1.21E-8 

8.37E-8 

~.IIE.~ 
1.44E-8 
lS4E-8 
2.22E.8 
3.34E-8 
1.48E-8 
1.91E-8 
2.31E-8 

1.18E-8 

1.93E-8 
1.72E-8 
1.57E-8 
1.83E.8 
2.08E-8 
1.7284 
2.43E-8 

7.53E-8 
7.24E-8 
8.88E-8 
8.87E-8 
7.38E-8 
7.44E-8 
3.23E-8 

1.51E-8 

1.12E-8 

7.09E-9 

5.47E-9 

5.28E-9 
2.54E-9 
2.44E-9 
2.30E-9 
2.821-9 
1.09E-8 
1.12E-8 
1.12E-8 
1.06E-8 
1.09E-8 
l.lSE-8 
1.20E-7 

499091729 
499091729 
499091729 
499091729 
499091729 
499091 729 
499091729 
499091729 
499091729 
499091729 
499091729 

499091 729 
499091729 
499091729 
499091 729 
499091729 
499091729 
499091729 
499091729 
499091729 
499091 729 
499091729 
499091729 
499091729 
499091 729 
499091729 
499091729 
499091 729 
499091729 
499091729 
499091729 
499Q91729 
499091729 
499091729 
499091729 
499091729 
499091 729 
499091729 
499091729 
499091729 
499091729 
499091729 
499091729 
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Pu Dissolution Project (UCe-Ca.li+lf samples) 
Experlmentr Terminated on : 
Experiments Started on : 

Sample: UCe-TiCa Ceramic 

2/3/1998 50000 PM 
11/99/2000 1:SB:OO PM 

Starting SA= 0.1028 m W g  
ceramic density 5.19 glcm'3 

Element WlFrac Element 
U 0.2562 

Ce 0.0754 
Ca 0.0863 
Ti 0.2061 
nr 0.0961 

0.005 m NaHCO3 + 0.00025 m HCI 
25 C data 

PH 9 

u9.01 
U9.02 
U9.03 
U9.04 
u9.05 
U9.06 
U9.07 
U9.08 
u9.w 
u9.10 
u9.11 
U9.12 
U9.13 
U9.14 
U9.15 
U9.16 
U9.17 
U9.18 
u9.19 
U9.20 
U9.21 
U9.22 
U9.23 
U9.24 
U9.25 
U9.26 
U9.27 
U9.28 
U9.29 
U9.30 
W.31 
U9.32 
u9.33 
U9.34 
u9.35 
U9.36 
v9.37 
U9.38 
u9.39 
U9.40 
U9.41 
U9.42 
u9.43 

start 

Mass Cbramicr 

1.07880 
1.07660 
1.07679 
1.07679 
1.07679 
1,07679 
1,07678 
1.07678 
1.07678 
1.07678 
1.07678 
1.07678 
1.01678 
1.07678 
1.07678 
1,07678 
1.07678 
1.07678 
1.07678 
1.07678 
1.07678 
1.07678 
1.07678 
1,07677 
1.07677 
1.07677 
1.07677 

1.07677 
1,07677 
1.07677 
1.07677 
1,07677 
1.07877 
1.07077 
1,07677 
1.07677 
1,07677 
1.07677 
1.07677 
1,07677 
1.07677 
1.07677 
1,07677 
1,07677 

(9) 

Flow Rate 

(muday) 

32.8872 
43.4237 
43.9004 
45.2854 
45.9142 
46.3438 
49.9585 
51.4596 
51,0748 
35.4037 
18.71 16 
43.3249 
47.5223 
48.8769 
78.8535 
46.7605 
45.2352 
44.7540 
44.2706 
44.2290 
43.6529 
77.0294 
73.5263 
69.9422 
65.4935 
61.0552 
54.8769 
50.2255 
78.5217 
82.7175 
81.6613 
79.0613 
48.0440 
49.2169 
49.0074 
48.8162 
48.3530 
48.7086 
4 7.7 2 8 2 
46.7850 
46.9811 
46.1241 
45.4004 

Run lime 

(days) 
0.00 

0.34 
0.86 
1.85 
5.86 
7.83 
9.83 
13.83 
15.86 
20.21 
23.18 
27.19 
30.17 
41.22 
44.18 
48.36 
51.40 
55.43 
62.44 
71.14 
75.84 
83.32 
90.05 
96.84 

103.84 
119.24 
125.04 
139.16 
146.16 
153.15 

162.13 
1E4.84 
175.66 
183.83 
195.62 
208.61 
223.88 
238.66 
251.69 
265.67 
281.59 
289.64 
301.66 
307.64 

Diameter 
(microns) 

11.246 
11.246 
11.246 
11.246 
11.248 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.248 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.248 

11.246 
11.246 
11.246 
11.248 
11.246 
11.246 
11.246 
11.246 

11.246 
11.246 
11248 
11.246 
11.246 
11.246 
11.248 
11.246 

pH 9,lO ceramic sample ID: Pl33 

days Duration: 

5.190E-12 

Surf. Area 

(sq. m) 
0.11070 
0.11069 
0.11068 
0.11069 
0.11069 
0,11069 
0.11069 
0.11069 
0.11069 
0.11069 
0.11069 
0.11069 
0.11069 
0,11069 
0.11089 
0.1 1069 
0.11069 
0.11069 
0.11089 
0.1106% 
0.11069 
0.11069 
0.11069 
0.1 1069 
0.11069 
0.11069 
0.1 1069 
0.11069 
0.1 1069 
0.11069 
0.11069 
0.1 1069 
0.11069 
0.11069 
0.1 1069 
0.11069 

0.11069 
0.11069 
0.11069 
0.11069 
0.11069 
0.11069 
0.11069 
0.11069 

1011 

g l v 3  

PH 
11.71 
8.62 
8.61 
8.60 
8.68 
8.63 
8.75 
8.75 
8.80 
8.80 

8.79 
8.76 
8.80 
8.81 
8.77 
8.78 
8.59 
8.62 
8.75 
0.71 
8.81 
8.81 
8.77 
8.78 
8.78 
8.75 
8.82 
8.79 
8.81 
8.75 
8.75 
8.78 
9.21 
8.3 
(1.1 
8.07 
8.77 
8.75 
8.87 
8.86 

1.8 
8.82 
8.8 
8.79 

num.particleslg - 258739094 

U 

ppb 
847.000 
194.000 
85.000 
28.000 
20.000 
16.000 
11.000 
9.400 
7.130 
5.460 
4.700 
4.700 
4.400 
4.070 
2.590 
3.870 
3.730 
3.670 
2.710 
2.650 
2.160 
1.550 
1.440 
1.300 
1.420 
1.150 
1.260 
1.260 
2.480 
0.870 
0.850 
0.810 

0.551 

1.209 

0.742 

0.618 

0.710 

Ce 

ppb 
0.30 
0.22 
0.29 
0.32 
0.47 
0.46 
0.47 
0.29 
0.15 
0.11 
0.16 
0.15 
0.13 
0.085 
0.059 
0.063 

0.054 
0.047 
0.034 
0.021 
0.013 

<0.005 

<0.005 
0.005 
0.007 
<0.005 

0.01 
0.01 
0.72 

0.02 
0.02 
0.02 

0.012 

0.012 

0.024 

0.024 

0.016 

Ca 

ppb 
1312.00 
520.00 
134.00 
269.00 
35.00 

199.00 
247.00 
5.00 

n.d.<l 
11.00 

13 
n.d.<l 
n .d .4  

16 
n.d.cl 
n .d .4  
n.d.4 

3 
n .d .4  

4 
n .d .4  

Ti 
ppb 

0.600 

0.800 
n.d.cO.2 

0.200 
0.600 

1.100 
0.500 
2.700 
0.370 
0.310 

co.10 
<0.10 
<O.lO 
co.10 
co.10 
eo.10 
<0.10 
0.060 
0.050 
1.310 
0.060 
0.060 
0.030 

e0.04 

e0.04 

0.146 

0.044 

0.038 

Hf 

ppb 
n .d .4  
n.d.cl 
n.d.4 
n.d.<l 
n.d.4 
n.d.<l 
n.d.<l 
0.09 
0.07 
co.05 
0.07 
0.09 
0.08 
0.08 

0.12 
0.07 
0.07 

C0.05 
0.05 

C0.05 

<0.05 

<0.05 
<0.05 

<0.05 
<0.05 
co.05 
0.012 
0.011 
0.036 
0.007 
0.063 
0.058 

0.006 

0.041 

0.02 

0.025 

0.023 

N R U  
glm*2/day 

9.12E-4 
2.78E-4 
1.22E-4 
4.158-5 
3.OlE-5 
2.43E-5 
1.8OE-5 
1.58E-5 
1.19E-5 
6.33E-6 
2.88E4 
6.87E-6 
6.85E-6 
6.51Ed 
8.89E4 
5.93E-6 
5.53E-6 
5.38E-6 
3.93E-6 
3.84E-6 
3.09E-6 
3.91E-6 
3.47E-6 
2.9614 
3.05E-6 
2.30E-6 
2.2614 
2.07E-6 
6.38E-6 
2.36E-6 
2.27E-E 
2.10E-6 

8.88E-7 

1.93Ed 

1.18E-9 

9.47E-7 

1.07E-6 

NRCe 
glmA2/day 

l.lOE-6 
1.08E-B 
1.42E-6 
1.61E-6 
2.40E.0 
2.37E-6 
2.61E-6 
1.66E-6 
8.69E-7 
4.17E.7 
3.331-7 
7.23E-7 
6.87E-7 
4.62E-7 
5.17E-7 
3.28E-7 
2.72107 
2.341.7 
l.87E-7 
1.03E-7 
6.3lEd 

3.89Ed 
5.10E-8 

6.08E6 
5.59E-E 

6.29E-6 
1.84E-7 
1.82E.7 
1.78E-7 

6.57Ed 

6.52E-8 

1.JOE-7 

1.251.7 

1.21Ed 

NRCa 
glmWday 

4.19E-3 
2.20E-3 
5.72E-4 
1.18E-3 
1.668-4 
8.97E-4 
1.20E-3 
2.5OE-5 

4.67E-5 
9.7414 

1.02E-4 

2.291-5 

3.18E-5 

NR-Ti 
glm"2Iday 

8.03E-7 
1.41E-6 

3.69E.7 
1.12E-6 
2.08E-6 
1.02E-6 
5.66E-6 
7.69E-7 
4.471-7 

1.34E-7 
1.02E-7 

4.19E-6 
2.02E-7 
1.991-7 
9.66E-8 

2.89E-7 

8.38E-8 

7.13E-8 

NRHf  
glmWday 

4.04E-7 
3.12E-7 

1.14E-7 
3.40E-7 
3.32E-7 
3.41E-7 
8.26E.7 
2.86E-7 
2.761-7 

.(.%E-7 

5.73Ed 
4.82E-E 
2.47E.7 
5.0816 
4.49E-7 
4.00E.7 

Z.56Ed 

1.75E-7 

8.50E-8 

1.02E-7 

9.26E-8 

#Particles 
278610256 
278610256 
278610256 
278610256 
278610256 
278610256 
278810256 
278610256 
278610256 
278610256 
278610256 
278610256 
278810256 
278610256 
278610250 
278610256 
278610256 
278610256 
278610256 
278610256 
278610256 
278610256 
278810256 
278610256 
278610256 
278610256 
278610256 
278810256 
2786102% 
278610256 

278810256 
278610256 
278810256 
278610254 
278810256 
278610256 
278610256 
278810256 
27a8102se 
278810256 
278610256 
218610256 
271610256 
278610256 
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u9.44 

u9.45 
U9.40 
u9.47 

u9.49 
U9.M 
u9.51 
U9.52 
U0.53 
u9.54 
u9.55 
u9.56 
u9.57 
U9.58 
u9.59 
u9.60 
U9.81 
U9.62 
US83 
u9.64 
U9.65 
U0.66 
average 
x lo.. 

u9.4a 

1.07017 
1.07677 

1,07677 
1.07677 
1.07677 
1.07677 
1.07071 
1.07677 
1.07877 
1.07677 
1.07677 
1.07077 
1.07677 
1.07677 
1,07677 
1.07077 
1,07677 
1.07677 
1.07677 
1.07677 
1.07677 
1.07671 
1.07677 
1.07677 
0.0027 

45.0Y9 
45.W84 

44.5892 
42.1450 
41.9880 
41.5565 
41.5864 
40.2406 
41.9495 
58.1547 
50.7808 
45.5218 
43.5380 
43.1010 
41.6159 
41.5930 
37.1 594 
40.7363 
38.7294 
42.3472 
40.8735 
37.4890 
29.0985 

315.64 
335.73 
357.64 
379.64 
406.65 
428.67 
401.59 
483.67 
519.63 
560.52 
594.07 
6ia.ag 

637.64 
678.52 
699.66 
735.03 
762.66 
600.61 
827.57 
853.62 
919.19 
967.54 
1010.58 

11.246 
11.246 
11.246 
11.240 
11.246 
11.246 
11.246 
11.246 
11.240 
11.246 
11.246 
11.246 
11.240 
11.246 
11.246 
11.240 
11,240 
11.246 
11.246 
11.240 
1 1.240 
11.246 
11.246 

0.11069 
0.11069 
0.11069 

0.1 1069 
0.11069 
0.11069 
0.11069 
0.1 1069 
0.11069 
0.11069 
0.11009 
0.1106S 
0.11069 
0.1 1069 
0.11069 
0.1 1069 
0.11069 
0.1 1069 
0.1 1069 
0.11069 
0.1 1069 
0.11069 
0.11009 

8.78 
8.79 
8.87 
8.73 
8.74 
8.84 
8.72 
8.85 
8.80 
8.68 
8.83 
8.89 
8.85 
8.75 
8.91 
8.92 
8.92 
8.92 
8.88 
9.02 
9.02 
8.75 
8.70 

0.020 
0.570 
0.470 
0.980 
0.490 
0.450 
0.360 
0.360 
0.280 
0.170 
0.170 
0.254 
0.219 
0.176 
0.172 
0.176 
0.180 
0.170 
0.150 
0.160 
0.160 
0.150 
0.160 

0.012 
0.005 
0.003 
0.001 
0.005 
0.003 
0.001 
0.003 
0.003 
0.005 
0.003 
0.021 
0.015 
0.013 
0.013 
0.015 
0.020 
0,019 
0.022 
0.016 
0.015 
0.011 
0.023 

0.035 
0.034 
0.035 
0.020 
0.027 
0.035 
0.026 
0.030 
0.046 
0.070 
0.029 
S0.04 
0.062 
<0.04 
C0.04 
C0.04 
0.009 
0.065 
0.061 
0.067 
0.070 
0.003 
0.061 

0.029 
0.024 
0.032 
0.068 
0.006 
0.01 
0.011 
0.016 
0.015 
0.015 
0.005 
0.034 
0.027 
0.021 
0.017 
0.02 
0.02 
0.02 
0.02 
0.01 
0.02 
0.02 
0.01 

-w 

B.27E-7 
a . 4 2 ~ ~  
0.86E-7 
1.15E-8 
6.74E-7 
6.12E-7 
4.9OE-7 
4.74E.7 
3.85E-7 
3.24E-7 
2.83E-7 
3.02E-7 
3.12E-7 
2.481-7 
2.34E-7 
2.40E-7 
2.19E-7 
2.27107 
1.90E-7 
2.22E-7 
2.14E-7 
1.84E-7 
1.5257 

6.09E-8 
2.51E-8 
1.49E-8 
4.69E-9 
2.34E-8 
1.39E-8 
4.6JE-9 
1.34E-8 
1.40E-8 
3.23E-8 
1.69E-9 
1.02E-7 
7.20E-8 
6.23E-8 
6.02E-8 
6.941-8 
1.07E-7 
8.61Ed 
9.40E-8 

7.54E-8 
6.82E-8 
4.5914 
7.44E-0 

6.50E-8 
6.24E-8 

6.35E-8 
4.46E-9 
4.01E4 
5.92E-8 
4.40E-8 
4.91E-8 
7.86E-8 
1.66E-7 
5.99E-8 

1.10E-7 

1.04E-7 
1.08E-7 
9.02E-8 
1.1 5E-7 
1.161.7 
9.611-8 
7.40E-8 

1.16E-7 
S.45Ed 
1.251-7 
2.94E-8 
2.20E-8 
3.63E-8 
3.99E-8 
5.62E-8 
5.49E-8 
7.62E-8 
2.22E-8 
1.291-7 
1.03E-7 
7.SOE-8 
6.10E-8 
7.26Ed 
0.49E4 
7.11E-8 
0.76E-8 
3.7OE-8 
7.14E-8 
6.55E-8 
2.54E-0 

270610256 
278610256 
278010256 
278610256 
278610258 
278010256 
278610258 
278610256 
278810256 
278010256 
278610256 
278610256 
278610256 
278610256 
278610256 
278010256 
278610256 
270610250 
278610256 
278610256 
278810250 
278610250 
278610256 
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0.005 m Trlethylamlna + 0.0043 rn HCI. Starting sample C12, buffer 0.005 m boric a d d  + 0.00439 m NaOH has tmen used Inslaad. 

25 C data 
pH 10 

u10.01 
u10.02 
u10.03 
u10.04 
u10.05 
U10.06 
U10.07 
U10.08 
u10.09 
u10.10 
u10.11 
u10.12 
U10.13 
U10.14 
u10.15 
U10.18 
U10.17 
U10.18 
u10.19 
u10.20 
u10.21 
u10.22 
U10.23 
U10.24 
U10.25 
U10.28 
U10.27 
U10.28 
u10.29 
U10.30 
U10.31 
U10.32 
U10.33 
U10.34 
U10.35 

U10.36 
U10.37 
U10.38 
U10.39 
U10.40 
U10.41 

U10.42 
U10.43 
u10.44 
U10.45 
U10.46 
U10.47 
U10.48 
U10.49 
u10.50 
U10.51 
U10.52 
U10.53 
u10.54 
U10.55 
u10.56 
U10.57 

start 

Mars Ceramics 

(P) 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1370 
1.1335 
1.1335 
1.1300 
1.1300 
1.1300 
1.1300 
1.1300 
1.1300 

1.1300 
1.1300 
1.1300 
1.1 300 
1.1300 
1.1300 
1.1300 
1.1300 
1.1300 
1.1300 
1.1300 
1.1300 
1.1300 
1.1300 
1.1300 
1.1300 

Flow Rate 

(muday) 

26.1420 
38.6051 
49.3977 
48.1117 
47.7033 
47.4278 
47.1097 
48.6952 
46.3444 
45.6848 
46.0756 
47.0858 
45.3612 
45.4331 
46.7632 
47.5068 
44.2072 
41.7858 
38.9879 
37.3015 
34.2738 
88.9102 
39.8732 
32.8453 
22.7964 
19.0236 
12.6192 
82.853 

82.0652 
81.1118 
79.4365 
76.0334 
48.022 
50.627 
50.7533 
49.9115 
49.1057 
48.5389 
48.992 
45.4083 
43.6323 
41.2041 
39.8648 
39.1805 
37.6165 
36.3276 
3 3.8 3 8 8 
31.5197 
30.5636 
28.7387 
48.2559 
44,7921 
47.3505 
34,6774 
32.8566 
24.93H 
20.5109 

Run Ilm 

(days) 
0.00 
0.34 
0.86 
1.85 
5.86 
7.83 
9.83 
13.83 
15.86 
20.21 
23.16 
27.19 
30.17 
41.22 
44.18 
48.36 
51.40 
55.43 
62.44 
71.14 
75.84 
83.32 
90.85 
96.84 
103.64 
119.24 
125.04 
139.16 
146.16 
153.15 
162.13 
168.64 
175.66 
183.83 
195.62 
209.61 
223.68 
238.66 
251.69 
265.67 
281.69 
289.64 
301.66 
307.64 
315.64 
335.73 
557.64 
379.64 
406.65 
428.67 
461 5 9  
483.67 
519.63 
580.52 
594.67 
618.69 
837.64 
678.52 

Dlameier 
(mkrons) 

11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.248 
11.246 
11.246 
11.246 
11.248 
11.246 
11.246 
11.246 
11.246 
11.248 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.234 
11.234 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 

Surf. Area 

0.11688 
0.11688 
0.1 1688 
0.11688 
0.1 1688 
0.11888 
0.11688 
0.11888 
0.11688 
0.1 1688 
0.11688 
0.11688 
0.11688 
0.11688 
0.11688 
0.11668 
0.11688 
0.11688 
0.11688 
0.11688 
0.1 1688 
0.11688 
0.11688 
0.11688 
0.11888 
0.11688 
0.11688 
0.11688 
0.11688 
0.11688 
0.11688 
0.11688 

(1s. rn) 

o. i isaa 
0.11688 
0.11664 
0,11664 
0,11640 
0,11640 
0.11640 
0.11640 
0.11640 
0.11640 
0.11640 
0.11640 
0,11640 
0.11640 
0.11&(0 
0,11640 
0,11640 
0.11640 
0.11640 
0.11640 
O . I l b ( 0  

0,11640 
0,11640 
0.1 1640 
0,11640 
0.11640 

PH 
9.81 
9.59 

9.75 
9.78 
9.82 
9.80 
9.71 
9.75 
9.75 
9.05 
9.02 
8.09 
9.84 
9.84 
9.78 
9.68 
9.76 
9.78 
9.75 
9.78 
9.75 
9.7 
9.69 
9.5 
9.49 
9.84 
9.58 
9.83 
9.84 
9.56 
9.56 
9.97 
10.35 
9.57 
8.86 
8.22 
9.75 
9.53 
9.56 
9.51 
9.27 
9.68 
9.63 
9.6 
9.64 
9.6 
9.53 
9.48 
9.74 
9.69 
9.64 
9.52 
9.74 
9.65 
9.42 
9.36 
9.60 
9.35 

U 
Ppb 

47.000 
8.000 

8.000 
6.000 
6.000 
6.000 
8.000 

8.460 
9.280 
5.400 
1.300 
8.400 
8.280 
4.840 
4.080 
4.160 
3.630 
4.620 
5.280 
5.330 
5.710 
1.180 
6.600 

1.380 
2.390 
11.120 
3.930 
3.880 
0.240 
0.880 
1.010 

1.499 

0.982 

0.777 

3.153 

0.600 

1.210 
0.720 
1.630 
1.840 
0.420 
0.860 
0.970 
0.930 
0.200 
1.080 
1.300 
2.903 
0.489 
1.345 

Ce 

ppb 
n . d . < 0.1 
n.d.cO.1 
n.d.cO.1 
n.d.CO.1 
n.d.CO.1 
n.d.<O.l 
n.d.cO.1 

0.061 
0.05 
0.05 
0.08 
0.08 
0.044 
0.045 
0.05 
0.05 

0.053 
0.055 
0.048 
0.049 
0.054 
0.044 
0.048 
0.025 
0.159 
0.04 
0.12 
0.12 
0.07 
0.06 
0.09 

0.047 

0.068 

0.082 

0.052 

0.012 

0.021 
0.011 
0.034 
0.014 
0.023 
0.027 
0.028 
0.211 
0.109 
0.236 
0.142 
0.406 
0,415 
0.19 

ca  

ppb 
1885 
247 
809 
212 
60 
36 
28 
16 
16 
19 

9 
n.d.4 

7 
3 

4 
4 
5 
9 
3 

26 
n .d .4  
n.d.4 

4 

TI 

ppb 
n.d.rO.2 

0.800 

0.800 

n.d.cO.2 
n.d.cO.2 
n.d.cO.2 
n.d.cO.2 
n . d . c 0.2 

C0.4 
e0.4 

0.110 
<0.10 
0.450 
0.210 
<0.10 
0.060 
0.070 
0.070 
0.110 
0.110 
0.040 
0.040 
0.050 

co.1 

co.1 

0.608 

0.151 

0.050 

0.040 
0.030 
0.030 
0.010 
0.010 
0.010 
0.010 
0.130 
0.120 
0.120 
0.040 
0.201 
0.181 
<O.l 
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Hf 

ppb 
n.d.4 
n.d.4 
n.d.4 
n.d.4 
n.d.cl 
n.d.4 
n.d.4 

0.04 
0.03 

c0.02 
0.03 
0.03 

so.05 
<0.05 
<0.05 
co.05 
co.05 

co.05 
20.05 
co.05 
go.05 
0.016 
co.05 
0.011 
0.015 
0.003 
0.001 
0.002 
0.002 
0.001 
0.001 

co.005 

co.005 

0.007 

<0.005 

0.008 

C0.004 
C0.004 
C0.004 
ca.004 
C0.004 
<0.004 
e0.004 
0.021 
0.01 
0.01 
0,001 
0.051 
0.055 

c0.005 

-- . 
N R U  

#mAYday 
3.61E-5 
6.8OE-6 
1.1 6E.5 
8.40E4 
8.41E4 
8.38E4 
8.3OE4 

1.15E.5 
1.24E-5 
7.31E4 
1.80E4 
8.53E4 
l.lOE-5 
6.65E4 
5.69E-B 
5.40E.B 
4.4614 
5.29E4 
5.78E-8 
5.37E4 
1.49E.5 
6.07E4 
6.37E4 
9.248.7 
1.3484 
4.12E-6 
9.58E4 
8.87E4 
5.72E-7 
2.OSE4 
2.26E4 

2.2414 

1.45E4 

1.12E4 

4.2514 

7.34E-7 

1.41E-6 
8.04E-7 
1.76E-S 
1.84E4 
3.93E-7 
7.80E-7 
8.271-7 
1.33E-6 
2.66E-7 
1.52E4 
1.34E4 
2.84E4 
3.821-7 
8.19E-7 

NRCe NRCa 
glm"2Iday glm'2Iday 

4.30E-3 
8.31E-4 
3.48E-3 
8.89E-4 
2.50E-4 
1.49E.4 

3.10E-7 
2.28E.7 
2.30E-7 
3.761-7 
3.621.7 
1.99E-7 
2.10E-7 
2.37E-7 
2.21E-7 
2.211-7 
2.1427 
1.79E-7 
l.68E-7 
4.79E-7 
1.75E-7 
1.57E-7 
5.69Ed 
3.02E-7 
5 .MEd 
9.921-7 
8.82E-7 
5.66E-7 
4.75E-7 
6.83E-7 

2.38E-7 

3.411-7 

4.01E-7 

2.18E-7 

4.98Ed 

8.29Ed 
4.17Ed 
1.24E-7 
4.75Ed 
7.31Ed 
8.32E-8 
8.11E-8 
1.03E4 
8.53E-7 
1.13E-B 
4.96E-7 
1.35E4 
1.04E4 
3.93E-7 

1.15E-4 
6.61E-5 
6.47E.5 
7.571-5 

2.93E.5 

5.431-5 
1.04E-5 
1 .I 5E-5 
7.95E-6 
8.29E4 
9.90E4 
2.17E-S 
1.8EE.4 

2.65E.5 

NR-TI 
glrnWday 

1.13E-6 
1.44E-3 

1.50E 

1.46E4 
3.06E-7 

4.99E-8 
4.86Ed 
3.23Ed 
3.33E-7 
3.3OE-7 
1.18E-7 
1.18E-7 
1.39E.7 

1.09E4 

2.53E-7 

7.60Ed 

5.78E-8 
4.18Ed 
4.02Ed 
1.24Ed 
1.16Ed 
1.13Ed 
1.06Ed 
2.31E-7 
1.98E-7 
2.10E-7 
5.12E-d 
2.UE-7 
1.48E-7 

NRHf  

glmWday 

1.45E-7 
1.07E.7 

1.1 1 E-7 
1.07E-7 

5.OOEd 

1.96Ed 
2.23Ed 
2.96E4 
6.49E-9 
1.2SEd 
1.27Ed 
6.2284 
5.9514 

2.69E4 

2.61Ed 

8.02E4 
3.54Ed 
3.75Ed 
2.74E-9 
1.331-7 
1.09E-7 

lPartlcler 
294186350 
294180350 
294116350 
294188350 
294186350 
294186350 
294180350 
294186350 
294186150 
294188350 
294188350 
294186350 
294186350 
294186350 
294186350 
294188350 
294186350 
294186350 
294188350 
294186350 
294186350 
294186350 
294188350 
294186350 
294186350 
294186350 
294186350 
294186350 
294186350 
2 9 4 1 m 5 0  
294186350 
294186350 
294186350 
294186350 
294186350 
294186350 
294188350 
294186350 
294186350 
294186350 
294186350 
294186350 
294186350 
294186350 
294188350 
294186350 
2 ~ 4 i a s ~ s a  
294186350 
294186350 
294188350 
294186350 
294186350 
294186350 
m i a e 3 5 0  
294186350 
294186350 
294188350 
294186550 



u10 E4 
u10 59 
VI0 60 

U10 61 
U10 62 
U10 63 

u10 64 
u10 65 
U10 66 

averap 

x loss 

1.1300 
1.1300 
1.1300 
1.1300 
1.1300 
1 . I  300 

1.1300 
1.1300 
1.1300 
1.13348 
0.0020 

17.5982 
46.6771 
40.2839 
41.9901 
37.8674 
48.7004 
49.7609 
44.1014 
4 5.2 2 3 2 

609.66 
735.63 
762.66 
800.61 
827.57 
853.62 
919.19 
987.54 
101 0.58 

11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 
11.223 

0.11640 
0.11840 
0.11840 
0.11640 
0.11840 
0.11840 
0.11640 
0.11840 
0.116440 

9.38 
9.31 
9.85 

9.97 
9.94 
9.9 
9.9 
9.82 
9.56 

1.869 
1.257 
0.710 
0.030 
0.200 
0.510 
0.230 
0.040 
0.330 

0.177 
0.071 
0.529 
0.491 
0.518 
0.57 

0.491 
0.491 
0.491 

co.1 
0.136 
0.080 
0.071 
0.062 
0.152 
0.095 
0.059 
0.058 

C0.005 
c0.005 

0.01 
0.01 
0.01 
0.01 
0.01 
0.01 
0.01 

-- . 
8.72E-7 
1.7414 
8.491.7 
3.74E-8 
2.25E-7 
7.378.7 
3.40E-7 
5.23E-8 
4.43E-7 

3.14E-7 
3.34E.7 

2.1514 
2.08E.6 
1.98E4 
2.80E-8 
2.46E-3 
2.18E.8 
2.24E4 

2.34E.7 
1.19E-7 
1.10E-7 
8.66E-8 
2.73E.7 
1.74E-7 
9.60E-8 
9.68E-8 

294186350 
294186350 

3.lSE-8 294186150 
5.3284 294186350 
3.00E-8 294186550 
3.85E-8 294186350 
3.94E-8 294186150 
3.49E-8 294186350 
5.588-8 294186350 
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0.01m NaOH 
25 C data 

pH12-1 
start 
U12(1).01 
U12(1).02 
U12(1).03 
U12(1).04 
U12(1).05 
U12(1).06 
U12(1).07 
U12(1).08 
U12(1).09 
U12(1).10 
U12(1).11 
U12(1).12 
U12(1).13 
U12(1).14 
U12(1).15 
U12(1).16 
U12(1).17 
U12(1).18 
U12(1).19 
U12(1).20 
U12(1).21 
U12(1).22 
U12(1).23 
U12(1).24 
U12(1).25 
U12(1).26 
U12(1).27 
U12(1).28 
U12(1).29 
U12(1).30 
U12(1).31 
U12(1).32 
U12(1).33 
U12(1).34 
U12(1).35 
U12(1).36 
U12(1).37 
U12(1).38 
U12(1).39 
U12(1).40 
U12(1).41 

Pu Dissolution ProJect (UC*Ca-Ti+lf sampler) pn 12 
Expr imnts  Started on : 
Experiments Terminated on : 1119R000 1:56:00 PM Duration: 

Sample: ULe-TIC1 Ceramic Ceramlc sample ID: PI33 

2/3/1991) 5:OO:OO PM 

Starling SA= 0.1028 m'Zg 
ceramic density 5.19 glcm'3 5.190E-12 

Element WlFrac Element 

11.246 
Hf 

Mass Ceramics 

(el 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.01 52 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 

Flow Rate Run lim Diameter 

(Wday) 

35.58 
46.48 
46.88 
48.03 
48.42 
48.76 
49.37 
49.24 
48.31 
49.97 
51 .A5 
57.20 
61.67 
62.63 
90.22 
107.53 
46.30 
45.97 
45.81 
46.16 
45.94 
84.66 
85.93 
86.80 
89.66 
88.96 
91.47 
86.31 
82.82 
(3.39 
82.20 
82.65 
50.14 
49.00 
41.97 
48.95 
49.70 
49.80 
50.07 
49.42 
49.76 

(days) 
0.00 
0.34 
0.86 
1.85 
5.86 
7.83 
9.83 
13.83 
15.86 
20.21 
23.16 
27.19 
30.17 
41.22 
44.18 
48.36 
5i.oa 
55.43 
62.44 

71.14 
75.84 
83.32 
90.85 
96.84 
103.84 

119.24 
125.04 
139.16 
146.16 
153.15 
162.13 
168.W 
175.66 
185.63 
195.62 
209.61 
223.68 
238.66 
251.69 
265.67 
21~1.59 
z a 9 . ~  

(rdcronr) 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.248 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.241) 
11.246 
11.246 
11.246 
11.246 
11.246 
ii .24a 

Surf. Area 

( m * W  
0.10436 
0.10436 
0.10436 
0.10436 
0.10431 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10438 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10438 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0,10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 

PH 
12.01 
12.06 
12.10 
12.16 
12.09 
12.17 
12.01 
12.03 
12.12 
11.90 
12.03 
11.00 
12.09 
12.19 
12.11 
11.98 
12.02 
12.03 
11.96 
12.03 
12.09 
12.06 
12.06 
11.90 
12.12 
12.14 
12.17 
12.23 
12.15 
11.91 
11.91 
12.13 
12.13 
11.44 
10.94 
9.65 
12.13 
i2.09 
12.10 
12.03 
11.95 
11.98 

U 

Ppb 
257.0 
144.0 
78.0 
29.0 
22.0 
16.0 
12.0 

8.200 

7.940 
6.720 
4.100 
4.800 
2.700 
3.120 
2.340 
1.940 
2.510 
2.170 
1.760 
1.560 
1.700 
1.330 
1.080 
0.970 
1.020 
1,010 

0.780 
0.930 
0.960 
1.050 
0.940 
0.790 

0.685 

2.437 

1.089 

0.788 

Ce 
ppb 

c0.07 
e0.07 
<0.07 
a . 0 7  
d . 0 7  
<0.07 
<0.07 
0.10 
0.05 
0.06 
0.10 
0.09 
0.07 
0.06 
0.05 
0.05 
0.03 
0.04 
0.04 

<0.009 
<0.009 

0.01 
<0.009 

0.01 
0.01 
0.01 
0.01 
0.02 
0.03 
0.03 

0.02 
0.02 

nd 

0.02 

nd 

nd 

Ca 

ppb 
330.00 
135.00 
68.00 
23.00 
22.00 
18.00 
20.00 
11.00 
14.00 
9.00 

22.00 
17.00 

18 
12.000 
11.000 
30.000 
3.000 
3.000 
5.000 
5.000 
4.000 
8.000 
2.000 

.oo 

Ti Hf 

ppb ppb 
a 2  0.70 
e0.2 0.80 
-3.2 0.70 
<0.2 0.50 
a . 2  0.50 
a 2  a . 5  
c0.2 0.600 

3.400 0.120 
0.160 0.090 
0.190 0.090 

0.080 
0.120 
0.020 
0.120 
0.130 
0.140 
0.100 
0.060 
0.080 

co.1 0.020 
0.130 0.030 
0.180 0.050 
0.180 0.090 
0.150 0.050 
0.180 0.060 

0.170 0.060 
0.170 0.023 
0.170 0.026 
0.170 0.019 
0.230 0.021 
0.170 0.032 
0.180 0.004 

nd nd 

nd 0.049 

nd 0.029 

nd 0.023 

NR-U 
glmA2/day 

3 3 7 E d  
2.47E-4 
1.35E-4 
5.13E-5 
3.92E-5 
2.87E-5 
2.18E-5 
i.49E-5 
1.41E-5 
1.24E-5 
7.80E-6 
1.01E-5 
6.13E-6 
7.22E-3 
7.7884 
7.69E4 
4.28E-6 
3.68E4 
2.97E-6 
2.65E-6 
2.88E.6 
4.15E-6 
3.4214 
3.07E-6 
3.37E4 
3.31E4 
2.63E4 
2.96E4 
2.93E.6 
3.23E4 
2.85E4 
2.41E-6 

1.2414 

4.39E4 

2.00E4 

1.40E.B 

NRCe 
d m W d a y  

6.17E-7 
2.90E-7 
3.44E-7 
6.46E-7 
6.44E-7 
5.40E-7 
4.48E-7 
5.53E-7 
6.OSE-7 
1.85E-7 
2.078-7 
2.06E-7 

1.17E-7 

1.40E-7 
1.461-7 
1.221-7 
1.14E-7 
2.16E-7 
3.11E-7 
3.13E-7 
2.06E.7 
2.07E-7 

9.19E-O 

NRCa NR-TI NRHf  
@rnA2/day glmA2/day glm'Uday 

1.28E-3 
6.86E-4 
3.4984 
1.21E4 
1.16E-4 
9.60E-5 
1.08E4 
5.94E-5 
7.40E-5 
4.92E-5 

l . l l E - 4  
8.54E.5 
1.67E-4 
1.13E4 
1.03E-4 
2.94E-4 
2.92E-5 
3.00E-5 
4.721-5 
4.53E-5 
3.85E.5 
5.38E-5 
1.8IE.5 

7.68E4 
3.548-7 
4.35E-7 

2.74E-7 
8.98E-7 
7.08E-7 
5.89E-7 
7.391.7 
6.93E-7 
7.1267 
a . 7 2 ~ ~  
6.458-7 
8.78E-7 
6.40E-7 
7.19E-7 

2.45E4 
3.65E4 
3.22E.B 
2.36E4 
2.38E4 

2.91E4 
5.82E-7 
4.27E-7 
4.421-7 
4.06E-7 
6.741-7 
1.21E-7 
7.411-7 
1.15E4 
1.48E-6 
4.55E-7 
3.61E-7 
3.60E-7 
9.07E-O 
1.35E-7 
4.16E.7 
7.8OE-7 
4.21 E.7 
7.OSE-7 
5.241-7 
2.07E-7 
2.20E-7 
1.55E-7 
1.72E-7 
2.511E-7 
3.25Ed 

2.36E-7 

1.428.7 

1.12E-7 

1Parlicler 
282671928 
2626719za 
26267192a 
262671928 
262671928 
262671928 
262671928 
262671928 
262671928 
262671928 
262a7i928 
262671928 
262671928 
262671928 
262671928 
262671920 
262671928 
262671928 
262~7192a 
262671928 
282671928 
262671928 
262671928 
262671928 
262671928 
262671928 
262671928 
262671928 
262671928 
262671928 
26267192a 
26267192a 
282871928 
262671928 
262671928 
26267ma 
28267192a 
26267192a 
282671928 
262671928 
262671928 
26267192a 
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U12(1).42 
U12(1).43 
U12(1).44 
U12(1).45 
U12(1).46 
U12(1).47 
U12(1).48 
U12(1).49 

U12(1).50 
U12(1).51 
U12(1).52 
U12(1).53 
U12(1).54 
UlZ(lj.55 
U12(1).56 
Ui2(1).57 
U12(1).58 
U12(1).59 
U12(1).80 
U12(1).61 
U12(1).62 
U12(1).63 
U1211J.64 
UlZ(lj.65 
U12(1).66 
averag. 

x IO.. 

1.0152 

1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
1.0152 
0.0025 

49.43 
48.96 
49.03 
50.16 
49.15 
48.78 
50.04 
M.48 
49.07 
56.42 
49.43 
64.16 
59.75 
54.75 
56.55 
55.64 
54.87 
54.96 
54.63 
56.31 
54.06 
52.94 
55.35 
53.01 
51.23 

301.66 
307.64 
315.64 
335.73 
357.64 
379.64 
406.65 
428.67 
461.59 
483.67 
519.63 
560.52 
594.67 
618.69 
637.64 
678.52 
699.66 
735.63 
762.66 
800.61 
827.57 
853.82 
919.19 
967.54 

1010.58 

11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
H.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 

0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10438 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0.10436 
0,10436 
0.10436 
0.10436 
0.10436 

11.85 0.890 

11.96 
12.00 0.580 
11.93 0.610 
11.92 0.470 
11.96 0.420 
11.89 0.420 
11.98 0.430 
11.95 0.560 
11.82 0.380 

11.90 0.480 
12.03 0.320 
12.03 0.380 
12.14 0.574 
11.95 0.481 
11.70 0.387 
11.85 0.378 
11.90 0.458 
11.88 0.450 
12.12 0.580 
10.09 0.4% 
12.26 0.410 
12.26 0.320 
12.08 0.340 
11.98 0.280 

0.04 

0.01 
0.02 
0.02 
0.02 
0.01 
0.01 
<0.009 
<0.009 

0.01 
co.009 
4 . 0 0 9  

nd 
nd 
nd 
nd 
nd 

0.005 
0.009 
0.005 
0.005 
0.005 
0.004 
0.004 

0.136 

0.092 
0.076 
0.078 
0.118 
0.098 
0.089 
0.098 
0.101 
0.086 
0.124 
0.105 

nd 
nd 
nd 
nd 
nd 

0.031 
0.03s 
0.035 
0.036 

0.040 
0.038 
0.036 

0.034 

0.019 
0.019 
0.009 
0.007 
0.004 
0.009 
0.016 
0.006 
0.011 
0.022 
0.024 
0.033 
0.029 

nd 
nd 

0.006 
0.010 
0.020 
0.020 
0.020 
0.020 
0.020 
0.010 

-- 
1.28E-8 

1.01E-6 
1.13E-6 
8.51E-7 
7.55E-7 
7.74E.7 
8.OOE-7 
1.01E-6 
7.901-7 
8.74E-7 
7.56E-7 
8.36E.7 
1.16E-8 
1.00E-6 
7.93E.7 
7.64E-7 
9.271-7 
9.06E-7 
1.20E-8 
8.96E-7 
8.OOE.7 
6.532-7 
8.64E-7 
5.28E.7 

2.35E-7 

8.59E-8 
9.42E-I) 
1.05E-7 
9.77E-I) 
8.14E-8 
8.9SE-8 

6.8OE-8 

3.42E-I) 
634E-8 
3.18E-8 
3.31E-I) 
3.48E-I) 
2.85E-8 
2.56E-I) 

3.08E-7 

2.07E-7 
1.75E-7 
1.76E-7 
2.64E-7 
2.25E-7 
2.06E-7 
2.20E-7 
2.6iE-7 
1.95E-7 
3.64E.7 
2.87E-7 

7.7614 
9.03E-9 
8.66E-8 
8.73E-I) 
1.01E-7 
9.23E-8 
8.4584 

1.65E-7 

9.15E-8 
9.38E-8 
4.UE-8 
3.35E-8 
4.42E-6 
4.46E-8 
7.71E-8 
3.12E-8 
5.34E-8 
1.39E-7 
1.41E.7 
1.77E-7 
1.6lE-7 

3.24E-8 
5.37E-I) 
1.11E-7 
1.00E.7 
1.04E.7 
1.09E-7 
1.ME-7 
5.03E-8 

262671928 
282671928 
262671928 
262671928 
262671928 
262671928 
262671928 
262671928 
262671928 
252673928 
262671928 
262671928 
262671928 
262671928 
262671928 
262671928 
262671928 
262671928 
262671928 
262871928 
262671928 
262671921 
262671928 
262671920 
262671928 
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0.005m Na,C 
25 C data 

pti 12.2 

Ul2(2).01 
U12(2).02 
U12(2).03 
U12(2).04 
U12(2).05 
U12(2).06 
U12(2).07 
U12(2).08 
U12(2).W 
U12(2).10 
U12(2).11 
U12(2).12 
U12(2).13 
U12(2).14 
U12(2).15 
U12(2).16 
U12(2).17 

SUI3  

U12(2).18 
U12(2).19 
U12(2).20 
U12(2).21 
U12(2).22 
U12(2).23 
U12(2).24 
U12(2).25 
U12(2).26 
U12(2).27 
U12(2).28 
U12(2).29 
U12(2).30 
U12(2).31 
U12(2).32 
U12(2).13 
U12(2).34 
U12(2).35 
U12(2).36 
U12(2).37 
U12(2).38 
U12(2).39 
U12(2).40 
Ul2(2).41 
U12(2).42 
U12(2).43 
U12(2).44 
U12(2).45 
U12(2).46 
U12(2).47 
U12(2).48 
U12(2).49 
U12(2).50 
U12(2).51 
U12(2).52 
U12(2).53 
U12(2).54 
U12(2).55 
U12(2).56 
U12(2).57 

:O,+O.Olm NaOH 
Mass Caramic 

(!4) 
1.0957 
1.0957 
1,0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1,0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 
1.0957 

:I Flow Rata 

(muday) 

13.84 
43.30 
43.61 
42.91 
42.62 
42.21 
42.19 
42.19 
49.24 
47.19 
48.48 
15.79 
36.22 
36.53 
57.80 
43.64 
41.56 
40.85 
40.31 
40.40 
40.24 
45.11 
71.50 
71.12 
70.08 
68.97 
89.11 
67.97 
66.50 
66.61 
64.97 
85.00 
39.82 
44.17 
43.86 
44.06 
43.78 
44.48 
44.09 
43.96 
40.00 
28.64 
24.47 
21.86 
17.82 
38.84 
20.63 
14.41 
13.62 
42.82 
46.16 
44.54 

64.66 
59.16 
54.60 
50.64 
54.09 

Run tlm 

(days) 
0.00 
0.34 
0.88 

1.85 
5.86 

7.83 
9.83 

13.83 
15.66 
20.21 
23.16 
27.19 
30.17 
41.22 
44.18 
48.36 
51.08 
55.43 
62.44 
71.14 
75.14 
83.32 
90.85 
96.84 
101.84 
119.24 
125.04 
139.16 
146.16 
153.15 
162.13 
168.64 
175.66 
183.63 
195.62 
209.61 
223.68 
238.66 
251.69 
265.67 
281.59 
289.64 
301.66 
307.64 
315.64 
335.73 
357.64 
379.64 
406.65 
428.67 
461.59 
463.67 
519.63 
580.52 
594.87 
618.69 
837.64 
678.52 

Diameter 
(microns) 

11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.248 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.248 
11.246 
11.246 
11.246 
11,246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.246 
11.248 
11.246 
11.246 
11246 
11.248 
11.246 

Surt. Area 

(sq. m) 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0,11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0,11264 
0,11264 
0.11264 
0.11264 
0,11264 
0.11264 
0.11264 
0.11264 
0.11264 

PH U 
11.99 ppb 
11.99 134.000 
12.18 89.000 
12.10 36.000 
12.14 13.000 
12.12 9.900 
12.02 7.900 
12.03 5.900 
12.08 9.600 
11.90 9.980 
11.97 9.990 
11.88 4.900 
12.05 5.700 
12.13 4.200 
12.01 5.550 
11.98 9.180 
12.00 5.050 
12.01 4.430 
11.91 3.970 
12.02 3.430 
12.08 3.590 
12.06 3.400 
12.00 2.940 
11.90 2.260 
12.12 2.040 
12.11 1.820 
12.15 1.750 
12.17 1.390 
12.14 1.410 
12.02 1.440 
12.02 1.410 
12.04 1.330 
12.29 1.290 
11.44 
11.10 1.715 
10.66 
12.16 2.357 
12.06 
12.19 1.796 
12.23 
12.W 1.283 
11.95 
11.89 1.380 
11.94 
11.90 1.460 
11.92 1.710 
11.98 1.480 
11.94 1.450 
11.86 
11.98 2.560 
11.98 1.460 
11.89 0.730 
11.93 1.220 
12.01 1.130 
11.90 1.170 
12.00 1.161 
11.92 1.323 
11.79 1.138 

Ce 
ppb 

<0.07 
~ 0 . 0 7  
<0.07 
<0.07 
<0.07 
c0.07 
e0.07 
0.07 

<0.009 
<0.009 
0.06 
0.08 
0.07 
0.03 
0.02 
0.02 
0.02 
0.02 
0.02 
0.01 
0.01 
0.01 
0.01 
0.01 
0.01 

co.009 
0.01 
0.01 
0.01 
0.01 
0.01 
0.01 

0.02 

0.01 

0.01 

0.01 

<0.009 

r0.009 
<0.009 
0.19 
<0.009 

<0.009 
0.14 

co.009 
<0.009 
<0.009 
eo.009 

0.00 
0.00 
0.00 

Ca TI 

Ppb PPb 
393.000 c0.2 
221.000 e0.2 
142.000 q0.2 
70.000 <0.2 
31.000 a . 2  
47.000 c0.2 
34.000 <0.2 
18.00 2.400 
16.00 0.230 
89.00 0.230 

9.00 0.110 
12.00 0.100 
10.00 0.180 
9.00 0.170 
11.00 0.140 
12.00 0.170 
11.00 0.080 

6.00 0.220 
9.00 0.210 
9.00 0.200 
9.00 0.240 
11.00 0.220 
10.00 0.240 

nd 

nd 

nd 

nd 

0.085 

0.075 
0.088 
0.469 
0.066 

0.058 
0.417 
0.100 
0.118 
0.098 
0.062 

nd 
nd 
nd 

Hf N R U  
ppb glrn'Uday 
<0.5 1.43E-4 
<0.5 9.45E.5 
<0.5 4.96E.5 
C O S  1.76E-5 
c0.5 1.33E.5 
<0.5 1.05E-5 
4 . 5  7.87E4 
0.110 1.28E-5 
0.090 1.551-5 
0,090 1.50E-5 
0.120 7.51E-8 
0,110 6.45E4 
0.060 4.1lE-8 
0.150 8.41E4 
e0.02 1.88E.5 
0.150 6.87Ed 
0.160 5.82E4 
0.130 5.13E-6 
0.130 4.3714 
0.100 4.59E4 
0.090 4.33E-8 
0.090 4.19E8 
0.130 5.1214 
0.080 4.5984 
0.110 4.03E-6 
0.080 3.82E-3 
0.018 3.04E.B 
0.010 3.03E-B 
0.024 3.03E8 
0.012 2.97E-6 
0.021 2.73E4 

nd 2.65E-8 

nd 2.40E-6 

0.074 3.28E-8 

0.056 2.53E-8 

0.040 1.78E-6 

0.032 1.25E4 

0.022 1.01Ed 
0.021 9.64E.7 
0.159 1.83E4 
0.023 9.461.7 

0.023 1.1OE4 
0.097 1.98E4 
0.024 1.07E4 
0.029 1.72E-6 
0.043 2.31E.8 
0.012 2.19E4 
0.029 2.01E4 
0.020 2.37E-8 
0.006 1.9584 

3.17E-7 

3.12E-7 
3.08E-7 
2.721.7 
1.02E-7 
1.24E-7 
8.91Ed 
1.07E-7 
8.78Ed 
7.7SEd 
5.64E-6 
5.19Ed 
5.33E-8 
7.89Ed 
8.88Ed 
6.78Ed 

7.42Ed 
7.30Ed 
7.14E-8 
7.16Ed 
8.98Ed 
6.98Ed 

1.04E-7 

4.28Ed 

4.30E-8 

3.78Ed 

7.9767 

6.30E-7 

1.76Ed 
6.08E-S 
5.81E-B 

NRCa 
glmA2/day 

1.25E-3 
8.98E-4 
5.81E4 
2.82E-4 
1.24E-4 
l.86E-4 
1.558-4 
6.34E-5 
7.40E-5 
3.96M 

3.41E-5 
4.53E.5 
4.2414 
6.05E-S 
7.358.5 
7.90E-5 
7.12E-5 
3.89E-5 
5.74E.5 
5.62E-S 
5.63E-5 
6.71E-5 
&IO€-5 

NR-TI 
glm*2lday 

1.98E-6 
4.451.7 
4.29E-7 

1.75E-7 
I .58E-7 
3.19E-7 
4.78E-7 
3.91E-7 
4.68E-7 
2.17E-7 
5.98E-7 
5.6lE-7 
5.23E-7 
8.29E-7 
5.621-7 
6.13E-7 

9.57Ed 

6.45Ed 
4.77Ed 
7.16E-7 
5.35Ed 

3.41Ed 
7.02E-7 
1.81E-7 
2.01E.7 
2.49E-7 
1.44E-7 

NRHf 
glrnA2/day 

3.91E-7 
3.74E-7 
1.60E-7 
4.91E-7 
3.32E-7 
1.83E-7 
4.821-7 

5.52E-7 
5.61E.7 
4.48E.7 
4.421-7 
3.41E-7 
3.05E-7 
3.421.7 
7.85E-7 
4.8OE-7 
6.50E.7 
4.65E-7 
1.05E.7 
5.73Ed 
1.35E-7 
6.74Ed 
1 .I 5E-7 

2.75E-7 

2.10E-7 

1.46E-7 

7.73Ed 

4.06Ed 
3.16Ed 
5.21E-7 
4.00Ed 

2.64Ed 
3.501-7 
9.34Ed 
1.09E-7 
2.341-7 
5.99Ed 
1.34E-7 
9.55E-8 
2.741-0 

IParIlcles 
283500425 
283500425 
P I J M M ~ ~  
283500425 
283500425 
283500425 
283500425 
283500425 
283500425 
283500425 
283500425 
283500425 
283500425 
283500425 
283500425 
283500425 
283500425 
183500425 
263500425 
283500425 
283500425 
263500425 
283500425 
283500425 
283500426 
283500425 
283500425 
285500425 
283500425 
283500425 
283500425 
283500425 
2 1 3 ~ ~ 2 5  
283500425 
283500425 
283500425 
283500425 
283500425 
283500425 
2835OM25 
283500425 
283500425 
2 a ~ m 2 5  
283500425 
283500425 
283500425 
283500425 
283500425 
283500425 
2 8 3 50 04 2 5 
283500425 
283500425 
283500425 
283500425 
283500425 
283500425 
283500425 
283500425 
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UI2(2).5a 
U12(2).59 

U12(2).60 
U12(2).61 
U12(2).62 
UlZ(2J.63 
U12(2J.M 
UlZ(2J.65 
U12(2).66 
average 
x loss 

1.0957 
1.0957 

1.0957 
1.0957 
1.0957 
1.0957 
1.0857 
1.0957 
1.0957 
1.0957 
0.0025 

53.75 
51.83 

52.52 
53.60 
51.13 
49.61 
50.50 
47.78 
44.10 

899.66 
735.63 
762.66 
800.61 
827.57 
853.62 
919.19 
967.54 
1010.58 

11.246 
11.246 
11.246 
11 346 
11.246 
11.246 
11.246 
11.246 
11.246 

0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 
0.11264 

11.85 1.106 

11.93 1.185 
11.80 1.310 
11.90 1.420 
11.96 0.800 

12.08 0.820 
12.08 0.890 
12.06 0.870 
11.97 0.700 

0.00 
0.00 

0.010 
0.006 
0.006 
0.005 
0.007 

0.523 
0.066 

nd 
nd 

0.078 
0.054 
0.080 
0.056 
0.051 
0.055 
0.097 

0.010 
0.017 
0.020 
0.020 
0.020 
0.020 
0.020 
0.040 
0.020 

_- 
l.88E-6 
2.01E.6 
2.18E.6 
2.41E-6 
1.29E.6 
1.29E-8 
1.42E.6 
l . l lE .6  
9.8lE-? 

5.77E-S 
5 .71-9  
5.64E-E 
3.45E.6 
3.3OE.6 
2.66E-8 
3.8OE-8 
2.68E.6 
3.14E-7 

4.53E-8 
7.69E-8 

1.61E-7 8.86E-8 
1.14E-7 9.04E-8 
1.21E-7 8.62E-8 
1.09E-7 8.37E-8 
1.01E-7 6.5ZE-8 
1.03E-7 1.61E-7 
l.69E-7 7.471-8 

281500425 
283500425 

283500425 
283500425 
283500425 
283500425 
203500425 
283500425 
283500425 
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0.0025m KIHP04+0.0075 NaOn 
25 C data 

rhn 
Ul2(3).01 
U12(3).02 

pn 12.3 

U12(3).03 
U12(3).04 
U12(3).05 
Ul2(3).06 
U12(3).07 
U12(3).08 
U12(3).09 
U12(3).10 
U12(3).11 
U12(3).12 
U12(3).13 
U12(31.14 
U12(3).15 
U12(3).16 
UlZ(31.17 
Ul2(3).18 
U12(3).19 
Ul2131.20 
U12(3).21 
U12(3).22 

U12(3).24 
U12(3).25 
U12(3).26 
U12(3).27 
U12(3).28 
U12(3).29 
U12(3).30 
U12(3).31 
U12(3).32 
UlZ(31.33 
U12(3).34 
U12(3).35 
U12(3).36 
U12(3).37 
U12(3).38 
U12(3).39 
U12(3).40 
U12(3).41 
U12(3).42 
U12(3).43 
U12(3).U 
U12(1).45 
U12(3).46 
U12(3).47 
U12(3).48 
U12(1).49 

U12(3).23 

U12(1).M 
U12(3).51 
U12(3).52 
U12(3).53 
UlZ(3l.54 
U12(3).55 
U12(1).58 
U12(3).57 

Mars Ceramics 

(9) 
1.0094 
1,0094 
1,0094 

1.0094 
1,0094 
1,0094 
1.0094 
1.0094 
1.0094 
1,0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1,0094 
1,0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1,0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1,0094 
1.0094 
1,0094 
1.0094 
1,0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1,0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0094 

Flow Rala Run lime Diameter 

(muday) 

20.74 
44.26 
56.14 
58.64 
59.07 
63.25 
69.23 
70.77 
39.97 
36.92 
36.85 
50.12 
41.75 
53.34 
68.39 
47.28 
44.97 
44.14 
43.29 
43.09 
43.01 
77.80 
77.58 
76.96 
70.34 
69.41 
73.49 
71.47 
60.09 
87.27 
50.02 
57.17 
39.23 
40.90 
43.08 
42.65 
40.80 
40.29 
39.10 
38.08 
37.49 
36.99 
36.56 
36.89 
36.77 
42.48 
44.18 

45.73 
46.04 
47.92 
48.12 
50.63 
58.16 
51.11 
80.12 
50.58 
47.53 

(days1 
0.00 
0.34 
0.86 
1.85 
5.86 
7.03 
9.83 
13.83 
15.06 
20.21 
23.16 
27.19 
30.17 
41.22 
44.18 
48.36 
51.08 
55.43 
62.44 
71.14 
75.84 
83.32 
90.85 
96.84 
103.84 
119.24 
125.04 
139.16 
146.16 
153.15 
162.13 
168.64 
175.M 
183.63 
195.62 
209.61 
223.68 
238.66 
251.69 
265.67 
281.59 
289.64 
301.68 
307.64 
315.64 
335.73 
357.64 
379.84 
406.65 
428.87 
461.59 
483.67 
519.63 
560.52 
594.67 
818.69 
837.64 
678.52 

(microns) 
11.246 
11.246 

11.2458 
11.2458 
i 1.2450 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2458 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 
11,2457 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 
1f.2457 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 
11.2457 

Surf. Area 

(sa. m) 
0.10377 
0.10377 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1030 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1030 
0.1038 
0.1038 
0.1038 
0.1038 
0.1030 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1058 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1030 

0 . 1 0 ~ 0  
0.1038 

0.1038 
0.1038 
0.1030 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 

pn 
11.97 
11.87 
12.13 
12.07 
12.10 
12.08 
12.01 
12.06 
12.07 
1 i ,115 
11.99 
11 .89 
12.00 
11.88 
11 .90 
11.58 
11.85 
11.86 
11.78 
11.85 
11.80 
11.88 
11.84 
11.67 
11.91 
11.05 
11.98 
12.01 
11.96 
11.83 
11.83 
11.88 
12.06 
11.23 
10.86 
10.52 
11.91 
11.85 
11 .90 
11.92 
11.73 
11.83 
11.76 
11.84 
11.85 
11.80 
11.78 
11.86 
11.89 
11 .go 
12.04 
11.99 
12.09 
12.15 
11.62 

11.56 
11.58 

i i .ao  

U 

p?b 
509.000 
202.000 
67.000 
21.000 
22.000 
12.000 
8.700 

5.200 
7.130 
6.960 
4.600 
3.600 

2.600 
3.270 
2.900 
2.630 
2.680 
2.410 
1.920 
1,940 
1.730 
1.340 
1.120 
1.100 
0.990 

0.084 
0.078 
0.072 
0.060 
0.068 
0,084 

0.448 

o .mi  

0.841 

0.509 

0.430 

0.450 
0.380 
0.530 
0,290 
0.230 
0.260 
0.570 
0.230 

0.250 
0.140 
0.120 
0.141 
0.139 
0.133 

Ce 

PPb 
<0.07 
<0.07 
20.07 
e0.07 
40.07 
<0.07 
e0.07 
0.10 
0.08 

0.06 
0.12 
0.11 
0.09 
0.05 
0.08 

0.10 
0.08 

0.08 
0.07 
0.05 
0.04 
0.03 
0.03 
0.04 
0.03 
0.01 
0.03 
0.03 
0.03 
0.03 
0.03 
0.03 

nd 

nd 

nd 

nd 

0.02 

0.02 
0.02 
0.12 
0.02 
0.02 
0.02 
0.02 
0.02 
0.03 
0.02 
0.01 
nd 
nd 
nd 

Ca 

ppb 
336.000 
246.000 
85.000 
22.000 
26.000 
20.000 
22.000 
29.00 
6.00 

27.00 

3.00 
32.00 

5.00 

6.00 

3.00 
5.00 
4.00 
11 .oo 
9.00 
5.00 
4.00 
2.00 
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Ti 

ppb 
e0.2 
e0.2 

e0.2 
c0.2 
e0.2 
c0.2 
e0.2 
e0.2 
2.900 
0.410 
0.400 

0.260 

0.220 
0.240 
0.170 
0.190 
0.190 
0.360 
0.380 
0.360 
0.340 
0.370 
0.380 

nd 

0.296 

0.186 

0.086 

0.300 

0.250 
0.280 
0.570 
0.290 
0.310 
0.300 
0.450 
0.410 
0.540 
o.sb0 
0.210 

nd 
nd 
nd 

Hf 
w b  

1.300 
1.200 
1.100 

0.900 
1.200 
1.400 
s0.02 
c0.02 
<0.02 
e0.02 
e0.02 
0.240 
0.050 
0.070 
c0.02 

<0.02 
e0.02 
e0.02 
0.020 

<0.02 

0.100 
e0.02 
0.030 
c0.02 

o.aoo 

nd 
nd 

0.001 
0.002 
0.002 
0.003 

nd 

0.035 

nd 

nd 

0.011 

0.012 
0.017 
<0.005 
co.005 
20.005 
<0.005 
co.005 
~0.005 
0.053 
0.029 
0.017 

nd 
nd 
nd 

NR-U 
glm'2kiay 

3.93E-l 
3.¶3E4 
1.4OE-4 
4.43E-5 
4.84E-5 
2.83E-5 
2.24E-5 
1.17E-5 
1.08E-5 
9.581.6 
6.32E.6 
6.72E.6 
4.05E.6 
6.50E.6 
7.39E.6 
4.63E.6 
4.491.6 
3.98E.6 
3.1OE.6 
3.12E.6 
2 . 7 7 ~ 4  
3.89E.6 
3.24E.6 
3.15E.6 
2.8OE.6 
O.OOE+O 
2.30E-7 
2.02E-7 
1.81E-7 
?.NE-7 
1.47E.7 
1.361-7 

e.a3~-7 
O.OOE+O 
1.42E.6 

1.26E.6 

7.221-7 

5.93E.7 

6.15E-7 
4.93E-7 
8.39E-7 
4 . 0 0 ~ ~  
5.92E-7 
4.48E.7 
1.02E.6 
4.12E-7 
4.721-7 
3.0384 
2.291-7 
4.42E-7 
2.62E-7 
2.38E-7 

NRCe 
plrn'Yday 

8.98E-7 
3.95E.7 
2.85E-7 
5.60E-7 
6.98E-7 
4.76E-7 
3.51E-7 
5.37E-7 
5.88E-7 
4.87E-7 
4.198.7 
3.95E.7 
2.56E-7 
2.29E-7 
2.86E-7 
2.951-7 
%HE-7 
2.94€-7 
8.79Ed 
2.791-7 
2.71E-7 
2.281-7 
2.551-7 
2.20E.7 
2.17E-7 

1.12E-7 

1.07E-7 
0.77E-8 
6.51 E-7 
1.29E-7 
1.27E-7 
1.UE-7 
1.03E.7 
1.18E-7 
1.WE-7 
1.251-7 
7.12E.6 

NR-Ca NR-TI NRHf  
rJm*Ydav glm'Yday glmWday 

7.71E.4 
1.20E.3 
5.28E-l 
1.38E-l 
1.70E-l 
l.4OE.4 
1.68E-4 
2.2714 
2.65E.5 
1.1OE4 
O.OOE+O 

1.43E-5 
1.52E.4 
4.3OE.5 
5.15E-5 
2.551-5 
3.89E-5 
3.07E-5 
8.94E-5 
7.12E-5 
3.32E.5 
Z.~OE-S 
1.28E-5 

2 . 6 0 ~ 4  
5.28E.6 
6.13E.6 
4.50E.6 
5.28E.6 
7.54E.6 
9.83E.6 

5.37E.6 
7.01E-7 
~ . o s E . ~  

9.95E.7 
2.65E-7 
4.768-7 

8.56E4 
5.18E-7 
7.93E-7 7.73E.7 
8.82E-7 
6.06~-7 2 . m ~ ~  
8.19E-7 
8.11E-7 
1.23E.6 
1.26E.6 
1.OOE.6 5.97E-9 
1.06E.6 1.34E-8 
9.94E-7 1.15E.6 
1.OlE.6 1.7OEd 

5.85E-7 1.48E.7 

3.47E-7 

1.52E-7 

5.14E-7 4.04E.6 

4.251-7 4.37E.6 
4.771-7 6.21E.6 
1.12E.6 
5.96E-7 
6.57E-7 
6.40E-7 
9.99E-7 
9.14E-7 
1.27E.6 2.67E-7 
1.51E.6 l.68E-7 
4.971-7 8.63Ed 

#Particles 
261171241 
261171241 
261171241 
261171241 
281171241 
261171241 
281171241 
261171241 
261171241 
261171241 
281171241 
261171241 
261171241 
281171241 
281171241 
261171241 
261171241 
281171241 
281171241 
281171241 
261171241 
261 171241 
261171241 
281171241 
261 171241 
261171241 
281171241 
261 171241 
261171241 
281171241 
261 171241 
261 171241 
261171241 
261171241 
261171241 
261171241 
281171241 
281171241 
261171241 
261171241 
261171241 
261171241 

261171241 
261 171241 
261171241 
181171241 
281171241 
261171241 
261171241 
261171241 
261171241 
261171241 
261171241 
261171241 
261171241 
261171241 
261171241 

261 171 241 



U12(3) 58 
U12(3) 59 

U12(3) 81 
U12(3).60 

U12(3) 62 
U12(3) 83 

U12(3) 64 
U12(3) 05 

U1213) 60 

averape 
x loss 

1.0094 
1.0094 
1.0094 
1.0094 
1.0094 
1.0044 
1.0094 
1.0094 
1.0094 
1.0094 
0.0017 

45.98 099.68 11.2457 
40.33 735.83 11.2457 
41.69 782.66 11.2457 
43.43 000.61 11.2457 
42.79 827.57 11.2457 
50.23 853.62 11.2457 
38.89 819.19 11.2457 
37.03 967.54 11.2457 
43.71 1010.58 11.2457 

0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1038 
0.1030 
0.1038 

11.75 0.128 
11.07 0.130 
11.88 0.350 
11.83 0.170 
41.86 0.150 
12.02 0.130 
12.02 0.100 
12.01 0,090 
11.91 0,110 

nd 
nd 

0.01 
0.01 
0.02 
0.02 
0.30 
0.01 
0.01 

0.092 
0.104 
0.069 
0.060 
0.081 
0.050 
0.05a 
0.000 
0.099 

nd 
nd 

0.030 
0.020 
0.020 
0.020 
o.aio 
0.030 
0.040 

._ 
2.16E-7 
2.041-7 
5.4441-7 0.86Ed 
2.75E-7 7.70Ed 
2.39E-7 8.21Ed 
2.43E.7 1.34E-7 
1.451-7 1.7784 
1.261.7 5.81Ed 
1.79E-7 6.09E.0 

1.90E-7 
1.94E.7 
1.33E-7 
1.33E-7 
1.61E-7 
1.30E-7 
1.06E.7 
1.19E-7 
2.00E-7 

261171241 
261171241 

1.241-7 261171241 
8.631d 201171241 
8.50Ed 201171241 
9.98Ed 201171241 
3.86Ed 261171241 
1.12E-7 201171241 
1.748-7 261171241 
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Appendix C 

Pu Ce-U Single Phase Zirconolite 

! 

50 



Pu Dissolution Prolect (UC&a.TiHfGd samples) pH 2.12 
E x p r i m n t s  Startod on : 
Experlments Terminated on : 

Ce.TiCaCd Ceramic Pl39 

Starting SA- 0.32 m"2lp 
ceramic denrii 6 2 glcm*3 

Element tFrac Element 
U 0.1423 

Ce 0.0519 
Ca 0.0692 
Ti 0.2128 
HI 0.2153 
Gd 0.0600 

81411998 1O:OO:OO PM 
12/3/1998 8:45:00 AM 

Sample: UCo-TiCa Ceramic 
6.200E-12 @pA3 

Surfacs Area Calculation 
assume spherical particles 
diamter(m(crons) = 

Zirconoiite 

Duration: 121 days 

25 C data 

PH 2 

start 
SO7-40-25 
507-41-25 
SO7-42-25 
507-43-25 
S07-44-25 
SO745-25 
S07-46-25 
507-47-25 

25 C data 

PH 4 

Start 

SO8-40-25 
S08-41-25 
508-42-25 
S08-43-25 
SO8-44-25 
SO8-45-25 
S0846-25 
S08-47-25 

25 C &¶a 

PH 6 

sm-40.25 
start 

SW-41.25 
S09-42-25 
SWd3-25 
SW-44-25 
SW-45-25 
SO946-25 
509-47-25 

0.7515 

Mass 
Ceramics Flow Rate Run time D iamte r  

(81 (muday1 (days) (microns) 

1,0035 
1.0035 
1.0035 
1.0035 
1.0035 
1.0035 
1.0035 
1.0035 
1.0035 

48.20 
49.59 
50.32 
50.35 
49.93 
99.80 
102.75 
101.90 

82.75 
84.91 
86.99 
91.01 
93.96 
100.89 
106.00 
112.81 
120.89 

3.0217 
3.0217 
3.0217 
3.0217 
3.0217 
3.0217 
3.0217 
3.0217 
3.0217 

Mass 
Ceramics Flow Rate Run t l m  Diameter 

(g) ( W d a y )  (days) (microns) 

1,0030 
1.0030 
1.0030 
1.0029 
1.0029 
1.0029 
1.0029 
1.0029 
1.0029 

48.20 
49.59 
50.32 

50.35 
49.93 
99.80 

102.75 
101.90 

82.75 
84.91 
86.99 
91.01 
93.96 

100.89 
108.00 
112.81 
120.89 

3,0222 
3.0222 
3.0221 
3.0221 
3.0221 
3.0221 
3.0221 

3.0221 
3.022049 

Mass 
Ceradc8 Flolv Rate Run time Diameter 

(01 (muday) (days) (microns) 

1.0037 
1.0038 
1.0036 
1.0036 

1.0036 
1.0033 
1.0033 
1.0033 
1.0032 

49.84 
49.78 
48.53 
47.25 
46.72 
84.50 
84.68 
(14.00 

82.75 
84.91 
86.99 

91.01 
93.96 
100.09 
106.00 
112.81 
120.89 

3.0229 
3.0228 
3.0228 
3.0228 
3.0228 
1.0225 
3.0225 
3.0225 

3.022432 

Surf. Area 

(sq. ml 

0.32139 
0.32139 
0.32139 
0.32139 
0.32139 
0,32139 
0.32139 
0.32138 
0.32138 

Surf. Area 

bq. m) 

0.32096 
0.32117 
0.32116 
0.321 16 
0.32116 
0.32115 
0.32115 
0.32115 
0.32114 

Surf. Area 

isq. m) 

0.3213 
0.3213 
0.3213 
0.3213 
0.3213 
0.3212 
0.3212 
0.3212 
0.3212 

PH 

1.84 
1.90 

1.84 
1.95 
1.94 
1.78 
1.82 
2.12 

PH 

4.03 
4.00 
3.96 
4.03 
4.01 
3.83 
3.77 
4.09 

PH 

5.75 
5.73 
5.69 
5.70 
5.76 
5.73 
5.47 
5.75 

corrected for dilution and BLANKS IF APPLICABLE (Gd and Hf data) 
Ca Ti 

Ppb P P ~  
2.6065 

Ca T i  

ppb ppb 

1.4345 

Ca Ti 

ppb ppb 

Ce 

ppb 

de 

PPb 
6.8178 
4.4185 
3.2664 
2.5852 
2.1735 
1.4962 
1.2924 
1.0737 

C8 

ppb 
5.8773 
3.8216 
2.3808 
2.1320 
12.4940 
1.2593 
1.0852 
0.7891 

Gd 

ppb 
0.3849 

0.2953 
0.2689 
0.2770 

Gd 

ppb 
4.4016 
2.6272 
1,7099 
1.2438 
0.8944 
0.5453 
0.5389 
0.3368 

Gd 

PPb 
8.7075 
5.1357 
3.29% 
2.7032 

14.3829 
1.2574 
0.9567 
0.6400 

Hf 

ppb 
1.6024 
0.9031 

0.5029 
0.5917 
0.6238 
0.3990 
0.3347 
0.3512 

Hf 

w b  

Hf 

ppb 

U NRCa NR-Ti NRCe N R C d  N R H f  N R 4  XParticIes 

ppb WmA21 day WmAZ day glmW day @m^U day @m^U day 
1.84E-S 9.62E.7 1.12E-6 

7.59E-7 6.4757 
7.02E-7 3.6BE-7 
7.23E.7 4.31E.7 

4.50E-7 
5.751.7 
4.971.7 
5.17E-7 

U NRCa NR-TI NRCe NRGd NR-Hf N R U  XPartlcies 

ppb ofmA2/ day glmAZI day Wrn'Zj day 
1.6983 1.97E.5 

1.04E-B 1.31E-5 
9.86E4 
7.8lE4 
6.51E4 
8.96E4 
7.97E-8 
6.56E-6 

2.1068 

glmW day glmW day WmAZ day 
1.1OE-5 1.79E4 
6.76Eb 
4.46E4 
3.25E4 
2.32E-6 
2.8214 
2.87E-B 4.74E.6 
1.78E4 

3.26E4 

1.1 193E+10 
1.1193E+10 
1.1193E+IO 
1.1193E+10 
1.1 193E+lO 
1.1193€+10 
1.1193E+10 
l. l193E+lO 
1.1193E+10 
l. l193E+lO 

U NRCa NR-Ti NRCe NRGd NR-Hf NR-U #Particles 

ppb WmA21 day glm"21 day #mAZ day 
5.6032 1.7aE-5 
2.8104 1.14E-5 
1.6683 8.8314 
1.2572 6.04E4 

3.ME-S 
6.38E-B 
5 .5 lE4  
3.98E-6 

WmW day glmW day WmVI day 
2.25E-5 6 . 1 1 ~ ~  
1.33E-5 3.06E-S 
8.30E-B 1.77E4 
6.63E-B 1.3OE4 
3.49E-5 
5.5114 
4.20E.B 
2.79E-3 

3.06E4 
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25 C data 

PH 8 

start 
51040-25 
S10-41-25 
51042.25 
SlO43-25 
S1044-25 
S1045-25 
S10-46-25 
SlOd7.25 

25 C data 
pH 10 

Start 

51 1 4 - 2 5  
51141-25 
S1143.25 
511-44-25 
S1145-25 
51146-25 
S1147.25 

Mass 
Ceramics 

(9) 

i.oo3a36 
1.0038 
1.0038 
1.0038 
1.0038 
1.0038 
1.0038 
1.0038 
1.0038 

M a t t  
Ceramics 

(P) 

1.0025 

1.0025 
1.0025 
1.0025 
1.0024 
1.0024 
1.0024 
1,0024 

45.94 
45.63 
44.21 
42.88 
40.60 
74.44 
64.05 
59.23 

48.10 
48.55 
48.41 
48.44 
96.26 
99.42 
98.16 

Run tlme 

(days) 

82.75 
84.91 
86.99 
91.01 
93.96 

100.89 
106.00 
112.81 
i2o.m 

Run time 

(days) 

82.75 

84.91 
86.89 
93.98 
100.89 
108.00 
112.81 
120.89 

Dlamter 
(mlcrons) 

3.0240 
3.0240 
3.0240 
3.0240 
1.0240 
3.0240 
3.0240 
3.0240 

3.0 2 3 9 6 2 

Diameter 
(microns) 

3.0237 

3.0237 
3.0237 
3.0237 
3.0236 
3.0236 
3.0236 

3.023564 

Surf. Area 

(sq. m) 

0.3212 
0.3212 
0.3212 
0.3212 
0.3212 
0.3212 
0.3212 
0.3212 
0.3212 

Surf. Area 

(w. m) 

0.3209 

0.3209 
0.3208 
0.3208 
0.3208 
0.3208 
0.3208 
0.3208 

Mass 
25 C data Ceramics Flaw Rate Run time Diameter Surf. Area 

pH 12 (9) (muday) (days) (microns) (sq. m) 

start 

S1240-25 
51241.25 
S12.42-25 
S7243-25 
S12-444-25 
51245-25 
512-4625 
S1247.25 

1.0016 

1.0016 
1.0016 
1.0016 
1.0016 
1.0016 
1.0016 
1.0016 

1.001551 

47.71 
48.20 
48.46 
48.11 
48.42 
96.32 
99.56 
98.29 

8 2 . E  

84.91 
88.99 
91.01 
93.96 
1oo.m 
106.00 
112.81 
120.89 

3.0227 

3.0227 
3.0227 
3.0227 
3.0227 
3.0227 
3.0227 
3.0227 
3.02274 

0.3207 

0.3207 
0.3207 
0.3207 
0.3207 
0.3207 
0.3207 
0.3207 
0.3207 

pH Ca Ti Ce Gd Hf U NRCa NR-TI NRCe NRGd NR-Hf N R U  XPaltlclbs 

7.61 
7.60 

7.61 
7.55 
7.53 
7.10 
7.41 
7.94 

ppb ppb ppb Ppb ppb PPb plm'zday m ^ z d a Y  
1.6464 
1.7220 
2.5920 
2.0065 
1.5691 
1.1708 
1.2593 
1.1 592 

dm*U day plrn"2I day QlmA21 day plmA21 day 
l.65E-6 
1 . 7 2 ~ 4  
2.51E-6 
1.88E4 
1.39E-6 
1.91E-6 
1.76E-6 
1.50E-6 
1.79E4 

pH Ca TI Cs Gd HI U NRCa NR-Ti NRCe NRGd NRHf N R U  IPartlcles 

ppb ppb ppb ppb ppb ppb dm*Z!day plm"2lday plm^Yday #mA2/day plm^Zday gIm%?ldaY l . l17lE+lO 

9.89 0.0227 2.1183 1.58E.I) 2.23E-6 
9.91 0.0244 1.8720 1.72Ed 2.10E.B 
10.05 0.4400 0.3157 0.3585 2.1632 4.87E-7 3.JSE-7 3.80E-7 2.29E.B 
10.05 1.6708 1.0587 0.7352 1.5192 2.9505 1.19E-6 3.08E-6 1.85E.B 1.07E-6 3.13E4 
10.23 0.3102 0.1591 1.7452 1.79E-6 2.22E-7 3.68E4 

1.44E.I) 3.33E-6 10.09 0,0100 1.5288 

9.85 1.6266 3.ME-6 
2.8914 

1.1171E+10 
1.1171E+10 
1.1 171 E+lO 
1.1171€+10 
1.1171E+10 
1.1 171 Et10 
1.1171E+10 
1.1171E+10 

pH Ca Ti Ce Gd Hf U NRCa NR-TI NRCe NRCd NRHf N R U  XPa.RIci@s 

12.07 
12.03 
12.09 
12.10 
12.05 
12.05 
12.13 
12.16 

ppb ppb ppb ppb ppb plmWday gIm"2ldav plm*Z!day @ m W d a y  g lmWday @mA21day 1.1171E+10 

1.5236 
1.4013 
1.2164 

1.59E4 1.1171E+10 
1.48E-6 1.1171E+l0 
1.29€4 1.1171E+10 

1.1171E+10 
1.1171E+10 
1.1171Ei10 
1.1171E+10 
1.1171E+10 

1.4614 1.1171E+10 
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Pu Dissolution PfoJecl (UCeCa-TiHfGd sampler) pH 2-12 
8lU1998 1O:OOOO PM 
12/17/1998 7:23:00 AM 

Experiments Started on : 
Experlmants Terminated on : 

I: UCe.TiCa C Sample: UCe-TiCaGd Ceramlc PI39 
Startlng SA= 0.32 m^Zg 

ceramic denslr, 6 2 plcmA3 

Elenmnt WlFrac Element 
U 0.1423 

Ce 0.0519 
Ca 0.0692 
TI 0.2128 
HI 0.2153 
Gd 0.0600 
0 0.2485 

1.0000 

50 C data 

PH 2 

nart 
S07-2-50 
S07-3-50 
5074-50 
Sol-5-50 
SO7650 
SO7J.M 
SO7.11-50 
S07.15-50 
SO7-17-50 
507-2240 
507.24-50 
507-2550 
S07-2&50 
501-27.50 

507.48-M 
SO749-50 
S07-50-50 
Sol-51-50 

50 C data 

PH 4 

Start 
508-2-50 
SO8-340 
SO8450  
son-5-50 
S O 8 6 5 0  

SOB-7-50 
S08.11.M 
SO8.1s.M 
S08-1760 
son-22-50 
S08-24-50 
S08-25.50 
S08-26.50 

Mass 
Ceramlcs Flow Rate Run clm DIamtar 

19) 

1.0060 
1.0059 
1.00511 
1.0058 
1.0057 
1,0056 
1,0056 
1.0054 
1.0053 
1.0053 
1.0052 
1.0051 
1.0050 
1.0050 
1.0049 
1.0189 
1.0180 
1.0189 
1.0109 
1.0189 

Mass 

(muday) 

64.16 
55.99 
54.92 
52.98 
52.99 
53.34 
50.74 
52.98 
53.57 
53.51 
52.88 
55.84 
52.90 
52.18 

101.52 
100.39 
97.77 
98.11 

(days) 

0.00 

0.27 
1.71 
2.85 
3.86 

5.85 
6.79 

11.03 

15.14 
16.89 
22.22 
24.14 
28.89 
35.97 
41.88 
120.89 
125.90 
127.84 
132.82 
134.66 

(microns) 

3.0242 
3.0241 
3.0240 
3.0240 
3.0239 
3.0238 
3.0238 
3.0236 
3.0235 
3.0235 
3.0234 
3.0233 
3.0232 
3.0231 
3.0231 
3.0371 
3.0371 
3.0371 
3.0370 
3.0370 

Ceramlcs Flow Rate Run lime Diameter 

le) (muday) 

1.0050 
1.0050 65.9936 
1.0048 55.6215 
1.0047 55.7360 
1.0046 54.3796 
1.0045 53.8883 
1.0045 54.3025 
1.0044 51.4793 
1.0043 52.e494 
1.0043 53.2217 
1.0043 0.0028 

1.0042 53.0938 
1.0042 54.9440 
1.0041 50.5510 

(days1 

0.00 

0.27 
1.71 
2.85 
3.86 
5.85 
6.79 
11.03 
15.14 
16.89 
22.22 
24.14 
28.89 
35.97 

(microns) 

3.0242 

3.0242 
3.0240 
3.0239 
3.0238 
3.0237 
3.0237 
3.0236 
3.0235 
3.0235 
3.0235 
3.0234 
3.0234 
3.0233 

6.20E-12 

Surf. Area 

(sq.  m) 

0.32192 
0.32190 
0.32188 
0.32187 
0.32186 
0.32184 
0.32183 
0.32180 
0.32177 
0.32176 
0.32174 
0.12173 
0.32172 
0.32170 
0.32168 
0.32467 
0.32467 
0.32466 
0.32466 
0.32466 

Surf. Area 

(sq. m) 

0.32160 
0.32160 
0.32155 
0.32153 
0.32152 
0.32150 
0.32150 
0.32147 
0.32145 
0.32145 
0.32145 
0.32144 
0.32143 
0.32141 

PH 

1.93 
1.90 
1.88 
1.89 
1.89 
1.90 
1.83 
1.95 
1.88 
1.88 
1.82 
1.88 
2.09 
1.85 
1.85 

1.88 
1.83 
1.78 
1.71 

PH 

3.9? 

3.97 
4.00 
3.95 
3 3 4  
3.96 
3.78 
3.94 
3.89 
3.85 

3.62 
3.95 
3.90 

Zlrconoiite 

Duration: 135 days 

assume spherical partlcles 
dlamter(microns) = 3.0242 

corrected for dilution and BLANKS IF APPLICABLE (Gd and HI  data) 
Ca 

ppb 
89 
340 
100 
230 
233 
142 
304 
194 
120 
220 
96 

282 
116 
100 

Ca 

ppb 
207 
305 
161 
206 
106 
74 
252 
93 
46 

93 
92 
91 

Ti 

ppb 

70 
64 
71 
74 
74 
57 
38 
34 
26 
24 
15 
16 
15 

1.48 
2.34 
I .69 

TI 

ppb 
75 
3 
3 
3 
3 
2 

C* 

ppb 
119.6 
33.1 
26.2 
23.4 
20.5 
19.7 
13.8 
9.5 
9.1 
6.3 
6.5 
4.7 
6.0 

11.5 

Ce 

Ppb 
52.8 

120.1 
120.7 
93.8 
80.4 
68.3 
86.2 
62.4 
53.3 

45.0 
30.7 
22.8 

Gd 

ppb 
74.49 
29.11 
24.81 
23.19 
21.60 
21.54 
13.66 
9.71 
9.83 
7.10 
6.51 
4.84 
4.41 
4.31 

0.64 
0.69 
0.82 
0.80 

Gd 

ppb 
28 
63 
60 
46 
39 
34 
40 
28 
23 

22 
13 
10 

Hf 

ppb 

0.7 

0.5 
0.5 
0.6 

0.27 
0.28 
0.35 
0.49 

Hf 

Ppb 
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U 

ppb 
208 
53 
46 
43 
41 
41 
32 
23 
23 
17 
17 
13 
12 
11 

U 

ppb 
53 
121 
66 
44 
32 
26 
26 
I 8  
15 

16 
10 
9 

NRCa NR-TI NRCe NRGd NRHf  N R U  

dmA2/ day glm*Y day dm*U day glmA2/ day glmA2/ day @m^U &y 
2.56E.4 4.59E-4 
8.55E4 5.7214 1.11E-4 
2.4714 5.13E-5 8.62E-5 
5.4714 5.49E-5 7.44E-5 
5.54E-4 5.73E-5 8.51E-5 
3.40E4 5.76E-5 6.26E-5 
6.93E4 4.22105 4.19E-5 
4.62E4 2.96E-5 3.01E-5 
2.88E-4 2.68E-5 2.92E.5 
5.29E-4 2.03E-5 2.01E-5 
2.2714 1.87E-5 2.04E-5 
7.0714 1.22E-5 1.59E-5 
2.76E4 1.24E-5 IJOE-5 
2.3414 1.14E-5 3.61E-5 

2.1514 
3.32E-3 
2.40E-6 

NRCa NR-Ti NREn 

2.4754 
8.44E-5 
7.06E-5 
6.36E.5 
S.93E-5 
5.95E-5 
3.64E-5 
2.67E-5 
2.73E-5 
1.97E-5 
1.78E.5 
1.4055 
1.21 E-5 
1.17E-5 

3.35E-B 
3.57E-6 
4.12E-6 
4.02E-B 

NRGd 

dmW day glma2! day p/mW day glmA2/ day 
6.14E-4 7.2714 2.09E-4 9.48E-5 
7.6214 2.45E-3 4.00E-4 1.8IE-4 
4.03E-4 2.46E-6 4.0314 1.74E4 
5.04E-4 2.4014 3.06E4 <.JOE4 
2.56E-4 2.38E-6 2.60E4 1.08E.4 
l.79E-4 l.6OE-6 2.22E-4 9.65E-5 
5.83E-4 2.66E4 1.06E4 
2.2014 1.98E-4 7.6lE-5 

1.70E4 6.42E-5 1.11E4 

5.69E-7 

3.93E-7 
4.05E-7 
4.40E-7 

3.89E-7 
4.041-7 
4.861-7 
6.82E-7 

NRHf  

2.92E4 
6.51E-5 
5.51E-5 
4.631-5 
4.78E-5 
4.81E-5 
.?.ME-5 
2.7214 
2.73E-5 
2.02E-5 
1.9455 
1.57E-5 
I.34E-5 
1.24E-5 

5.20E.5 

NR-U 

glmW day glm^2/ day 
737E-5 

1.47E-l 
6.32E-5 
5.271-5 
3.80E-5 
3.04E-5 
2.88E.5 
2.06E-5 
1.78E-5 

2.21E-4 1.43E-4 5.96E-5 1.91E-5 
2.26E-4 1.01E-4 3.73E-5 1.25E-5 
2.06E-l 6.92E-5 2.56E-5 l.01E-5 

XPanlcIes 

1.12ME*10 
1.1204E*IO 
1.1204E+10 
1.1204E+10 
1.1204E+10 
1.1204E+10 
1.1204E*10 
1.1204E*I 0 
1.12ME*IO 
1.1204E+10 
1.1204E+10 
1.1204E+10 
1.12ME*10 
1.1204E+10 
1.1204E*10 
l.l204E*10 
1.12ME+10 
1.1204E*10 
1.1204E+10 
1.1204E+10 

#Panicles 

1.1193E+lO 
1.1193E+lO 
l.l193E+lO 
1.1193E+lO 
I.l193E+lO 
1.1193E+10 
1.1193E+IO 
1.1193E+10 
1 .I 193E+10 
1.1193E+10 
l. l lS3E+lO 
1.1193E+IO 
1.11931+10 
1.1193E+lO 



SO8-27-50 

SO8-48-50 
S 0 8 -4 9.5 0 
SO8-50-50 
S08-51-50 

50 C data 

PH 6 

stan 
SO9-2-50 
so9-3-54 
SOB-4.50 

S09.5-54 
SW4-50 
909-7-54 

SOB-11-50 
509.15-50 
SW-17-50 
S09-22-50 
509.24-54 
509.25-54 
509.26-54 
SO9-27-50 

S09-48-50 
S09-48-54 
509.50-50 
SW.51-50 

1.0041 47.6219 41.88 

1.00292 120.89 
1.0029 85.0834 125.90 

1.0029 84.1188 127.84 
1.0029 84.4970 132.82 
1.0029 82.2496 134.68 

Mars 
Csramics Flow Rata Run tlm 

le) 

1 .OOM 

1.0054 
1.0049 
1.0049 
1.0049 
1.0048 
1.0040 
1.0047 
1.0046 
1.0046 
1.0045 
1.0045 
1.0044 
1.0044 
1.0043 
1,0031 
1.0031 
1.0031 
1.0031 
1.0031 

(muday) 

65.0359 
56.8915 
55.5477 
53.8445 
53.5526 
53.3317 
50.7804 
52.2406 
52.2936 
50.8576 
0.0000 
51.8589 
48.1745 
47.5073 

8 4.7 9 2 8 
85.4675 
86.8393 
88.2034 

(days) 

0.00 
0.27 
1.71 
2.85 
3.86 

5.85 
6.79 
11.03 
15.14 
16.89 
22.22 
24.14 
28.89 
35.97 
41.88 
120.89 
125.90 
127.84 
132.82 
134.68 

3.0232 0.32140 3.88 99 
3.02210 0.32116 
3.0221 0.32115 3.96 
3.0221 0.32115 3.88 
3.0221 0.32115 3.92 
3.0221 0.32115 3.93 

3.91 

16.2 7 

1.17 0.42 
1.43 0.51 
1.82 0.73 
1.87 0.75 

9 2.11E-4 

1.43 
1.85 
2.11 
2.10 

4.63E.5 1.8lE-5 

5.98E-B 1.8EE.B 
7.21E-B 2.2484 
9.23E-B 3.19E.B 
9.23E.B 3.19E-6 

Diameter Surf. Arsa 

(microns) 

3.0242 
3.0242 
3.0241 
3.0241 
3.0241 
3.0240 
3.0240 
3.0238 
3.0238 
3,0237 
3.0237 
3.0237 
3.0236 
3.0216 
3.0235 
3.0223 
3.0223 
3.0223 
3.0223 
3.0223 

(5% m) 

0.32160 
0.32160 
0.32158 
0.32158 
0.32157 
0.321% 
0.32156 
0.32153 
0.32151 
0.32151 
0.32149 
0.32149 
0.32148 
0.32146 
0,32145 
0.32120 
0.12120 
0.32120 
0.32118 
0.3211a 

PH 

5.77 
5.78 
5.79 
5.72 
5.76 
5.74 
5.66 
5.60 
5.61 
5.87 
5.72 

5.72 
5.78 
5.62 

5.73 
5.69 
5.71 
5.67 

Ca 

ppb 
406 
260 
209 
210 
235 
185 
457 
379 
149 
129 

314 
107 
69 

TI Ce 

ppb ppb 
43.7 
52.2 
45.7 
44.7 
43.3 
36.1 
55.0 
25.8 
19.8 
14.4 

6.2 
5.6 
4.3 

0.40 
1.53 0.58 

0.86 
0.96 

Gd 

ppb 
26 
25 
26 
25 
25 
20 
35 
16 
13 
11 

6 
6 

5 

0.32 
0.43 
0.68 
0.78 

Hf U 

Ppb ppb 
33 
34 
27 
24 
21 
16 
30 
15 
14 
14 

9 
9 

8 

1.18 
1.86 
1.88 

NRCa NR-TI N R Z e  N R C d  NR-Hf 

glm"2I day glm^Z day glmW day glmW day glm"2I 
1.19E-3 1.70E-4 8.71E-5 
6.66E-4 1.78E-4 7.50E-5 
5.2314 1.52E4 7.44E-5 
5.09E-4 1.4484 7.08E-5 
5.65E-4 1.39E-4 6.88E.5 
4.44E-4 1.15E-4 5.511-5 
1.04E-3 1.67E4 9.12E-5 
8.91E-4 8.01E-5 4.421-5 

6.2lE-5 3.62E-5 3.50E-4 
2.94E.4 4.38E-5 2.96E-5 

7.32E-4 1.9284 1.52E-5 
2.31E-4 1.6iE-5 1.39E-5 
1.48E4 1.23E-S 1.12E.5 

2.03E-6 1.39E-3 
1.91E-6 2.9884 1.91E-6 

4.46E-6 3.05E.B 
5.OBE-B 3.58E-3 

9.20E-B 1.1193E+10 
1.1193E+10 

2.67E.B 1.1193€+10 
3.4OE.B 1.1193E+lO 
3.9lE-6 l.l1@3E+lO 
3.78E.B 1.1193Ei10 
3.3OE.5 

N R U  

glm*U day 
4.72E-S 
4.18E-5 
3.23E-5 
2.78E-5 
2.491-5 
1.117E-5 
3.34E-5 
l.68E-S 
1.63E-5 
1.57E-5 

1.00E-5 
9.36E.B 
8.12E-B 

2.21E4 
3.53E-6 
3.62E-6 
1.95E-S 

1Panlclm 

1.1193E+lO 
1.1193E+lO 
1.1193E+10 
1.1193E*10 
1.1193E+10 
1.1193E+10 
1.1 193E+10 
1.1193E+lO 
1.1193E+lO 
1.1193E+10 
1.119SEc1O 
1.1193E+lO 
1 .11S3E+10 
1.1193E*10 
1.1193E+10 
1.1193E*iO 
1.1193E+10 
1.1i93E+10 
l.l193E+lO 
l.l193E+lO 
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Mass 
50 C data Ceramics Flow Rile Run Iim Diamter Surf Area 

(6% m) 

0.32128 
0.32128 
0.32128 
0.32128 
0.32128 
0.32128 
0.32128 
0.32128 
0,32127 
0.32127 
0.32127 
0.32126 
0.32126 
0.32126 
0.32123 
0.32123 
0.32123 
0.32123 
0.32123 

Surf. Area 

(w. m) 

0.32096 
0.32096 
0.32096 
0.32096 
0.32096 
0.32096 
0.32096 
0.32095 
0.32094 
0.32094 
0.32093 
0.32093 
0.32093 
0.32092 
0.32091 
0.32083 
0.32082 
0.32082 
0.32081 
0.32081 

Surf. Area 

PH 8 (8) 

Star t  1.0040 
510-2-50 1.0040 
S10-3-50 1.0040 
SlO-4-50 1.0040 
510-5-50 1.0010 
S104-50 1.0040 
S10-7-50 1.0040 
SlO-11-50 1.0040 
S10-15-50 1.0040 
S10-17-50 1.0040 
S10-22-60 1.0039 
SlO-25-50 1.0039 
S10.26-50 1.0039 
SIO-27-50 1.0039 

1.0038 
S10-48-50 1.0038 
S1049-50 1.0038 
SlO-50-50 1.0038 
S10-51-50 1.0038 

fmUday) 

6 5.2 7 4 0 
57.3862 
56.3362 

54.3168 
50.1255 
53,5772 
51.2553 
52.9071 
53.1787 
51.3749 
55,0119 
50.6038 
48.1758 

73.5578 
70.8808 
67.7347 
67.0243 

(days) 

0.00 
0.27 
1.71 
2.85 
3.86 

5.85 

6.79 
11.03 
15.14 
16.89 
22.22 
28.89 
35.97 
41.88 
120.89 
125.90 
127.84 
132.82 
134.68 

(mlcrons) 

3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0241 
3.0241 
3.0241 
3.0241 
3.0240 
3.0240 
3.0240 
3.0240 
3.0240 

PH 

7.95 
7.82 
7.68 
7.72 
7.73 
7.69 

7.62 
7.59 
7.81 
7.55 
8.01 
7.78 
7.54 
7.76 

7.78 
7.67 
7.75 
7.68 

PH 

10.13 
9.76 
9.17 
9.90 
9.84 
9.94 
9.92 
9.93 

10.01 
9.73 
9.94 
9.88 
10.02 
9.78 
9.85 

10.09 
10.15 
10.23 
10.18 

9.95 

pn 

12.28 
12.07 
12.09 
12.02 
11.99 
12.08 
12.11 

Ca 

ppb 
66 
152 
207 
60 

102 
106 
251 
168 
178 
94 
191 
116 
73 

Ca 

ppb 
87 
84 
160 
56 
118 
121 
949 
175 
165 
535 
141 
101 
95 

40 

Ca 

PPb 
990 
374 
298 
105 
48 
109 

TI 

ppb 

3 
1 

U 

ppb 

3 
3 
3 
3 
3 
3 
3 

1.33 
1.12 
1.19 
1.30 

NRCa NR-TI NRCa N R C d  NR-Hf NR-U 

@m*Y day WmAZ day glm*Z day WmAZ day @ m A Z  day @m^Z day 
1.95E-d 
3.91E-4 
5.2514 
1.48E-4 
2.29E-4 2.2114 O.OOE+O 2.5814 1.84E4 
2.5514 5.52E-7 O.OOE+O 8.OOE-7 4.051-7 
5.78E-4 6.22E-7 O.OOE+O 1.65E-7 
4.00E-4 6.42E-7 O.OOE+O O.OOE+O 
4.26E-4 
2.16E4 
2.3OE-4 
2.63E-4 
1.59E-4 

1.0 2.5 
0.3 0.5 

0.2 0.2 
0.2 

3.19E4 
3.38E-6 
3.39E4 
3.17E4 
3.7iE.B 
3.27E4 

2.84E4 

2.1414 
1.7314 
1.77E.B 
1 .9 lE4 

0.67 2.70E-3 

Mass 
50 C data Ceramics Flow Rate Run tinm Dlamter 

Ti 

ppb 

U 

ppb 
4 
3 
3 
3 
2 
2 
7 
6 
5 
5 
5 
5 
5 
2 

2.45 
2.36 
2.45 
2.37 

NRCa NR-Ti NRCe NRCd NRHf  NR-U Wartlcies 

1.1171E+10 
1.1171E+10 
1.1171E*10 
1.1171E+10 
1.1171E+10 
I.l171E+lO 
1.1171E+10 
1.1171E+10 
1.1171E*10 
1.1 171 E*lO 
1 .I 171Ei10 
1.1171E*10 
1.1171E+IO 
1.1171E+10 
1.1171E+10 
1.1171E+10 
1.1171E+10 
1.1171Ed0 
1.1171E+10 
1.1171E+10 

PH 10 fel 

start 1.0030 
511-240 1.0030 
S11.3-50 1.0030 
S11-4-50 1.0030 
S11.5-50 1.0030 
S116-50 1.0030 

Sll.7-50 1.0036 
S11-11.50 1.0029 
s11-15-50 1.0029 
Sll-17-50 1,0029 
511-22.50 1.0029 
S11-24-54 1.0029 

S11.25.50 1.0028 
S11.2550 1.0028 

S11-27-50 1.0028 
1.0024 

S11-48.50 1.0023 
S11-49-50 1.0023 
Sll-53-50 1.0023 
S11-51.50 1.0023 

(muday) 

64.5482 

56.5102 
55,6758 
53.8216 
53.2854 
53.4532 
51.5525 
53.8638 
54.1129 
54.2106 
53.7422 
56.6817 
53.0911 
51.6071 

98.9447 
98.2152 
93.8527 
98.3551 

(days) 

0.00 

0.27 
1.71 
2.85 
3.86 
5.85 

6.79 
11.03 
15.14 
16.89 
22.22 
24.14 
28.89 
35.97 
41.88 
120.89 
125.90 
127.84 
132.82 
114.68 

(mlcronr) 

3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0241 
3.0241 
3.0241 
3.0241 
3.0241 
3.0240 
3.0240 
3.0240 
3.0236 
3.0235 
3.0235 
3.0235 
3.0235 

@mAZ day plrn"Z day @m*Z day g l m W  day glm*Z day @m^Z day 
2.51E-4 
2.1514 
4.02E-4 
1.3784 
2.8314 2.36E-7 
2.91E-4 3.9457 
2.20E-3 
4.25E-4 
4.02E-4 
1.31E-J 
3.41E-4 
2.5714 
2.26E4 
9.35E.5 

5.738-7 1.87E.7 

5.03E4 
4.05E-S 
3.43E-6 
3.06E-0 
2.62E4 
2.57E4 
7.73E.B 
6.68E-6 
6.2214 
6.0OE4 
5.70E4 
5.6714 
5.2984 
2.71E4 

5.31E4 
5.08E4 
5.03E4 
5.10E4 
4.85E.b 

N R U  

0.30 

0.50 
0.2 0.3 

2.29 0.03 3.32E4 4.83E-9 
O.OOE+O 
1.09E-n 0.01 

-0.002 

Mass 
50 C data Ceramics Flow Rate Run tlnm Oiamter 

NRZa NR-TI NRC. NRGd NR-Hf pn 12 

start 
S12-2-50 
s12-3-50 
S12450 
s12-5-50 
$124-50 
S12-7-50 

(9) 

1.0030 
1.0029 
1.0028 
1.0027 
1.0027 
1.0028 
1.0026 

(muday1 (days) 

0.00 
63.5809 0.27 
55.5203 1.71 
54.7422 2.85 
52.8493 3.86 
52.7835 5.85 
52.4584 6.79 

(mlcronr) 

3.0242 

3.0241 
3.0240 
3.0239 
3.0239 
3.0238 
3.0238 

(sq. ml 

0.32096 
0.32095 
0.32091 
0.320W 
0.32089 
0.3 2 0 8 7 
0.32087 

U 

ppb 
147 
93 
51 
4 i  
32 
27 

glMZ day glm*Z day g l m W  day @m*Z day Wm*Z day glm Ẑ day 
2.83E-3 2.051-4 
9.35E-4 1.13E-4 
7.UE-4 4.03E-7 1.99E4 8.11E-5 
2.49E-4 3.121.7 4.721-5 
1.15E-4 4.68E-7 3.751-5 
2.57E-4 3.14E-S 

60.4 1 
0.4 
4 
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S12-11.50 
S12-15-50 
S12-17.50 
S12-22.50 
512-24-50 
S I  2-25-50 
S12-26-50 
S12.27.50 

S12-48.50 
51249.50 
S12-50-50 
512-51-50 

1.0024 
1.0023 
1.0023 

1.0023 
1.0022 
1.0022 
1.0021 
1.0021 
1.0016 
1.0015 
1.0015 
1.0015 
1.0015 

48.8690 
53.0899 
53.31 11 
52.6482 
52.7699 
53.6168 
52.5279 
50.5687 

99.5975 
98.8621 
98.0341 
99.3084 

11.03 
15.14 
16.89 
22.22 
24.14 
28.89 
35.97 
41.88 
120.89 
125.90 
127.84 
132.82 
134.68 

1.0236 
3.0215 
3.0235 
3.0235 
3.0234 
1.0234 
1.0231 

3.0233 
3.0227 
3.0227 
1.0227 
3.0227 
3.0227 

0.12084 
0.12082 
0.3 2 0 8 2 
0.12080 
0.32080 
0.32079 
0.32077 
0.12076 
0.32065 
0.3 2 0 6 5 
0.32065 
0.3 2 0 6 5 
0.32065 

11.87 
11.94 
12.09 
12.13 
11.96 
12.10 
11.88 
11.97 

12.19 
12.17 
12.26 
12.16 

194 
143 
108 
120 
90 
58 
81 
27 

0.2 12 4.28E4 
14 3.42E-4 
13 2.59E-4 
10 2.84E4 
10 2.13E.4 
7 1.39E4 

8 1.91E-4 
8 8.2014 

1.35 
I .54 
1.67 
1.51 

1.69E.7 3.4215 
1.83E.5 
1.5BE-5 
1.10E.5 
1.19E-5 
8.45E4 
9.59E-6 
8.79E4 
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.- 
Pu Dissolution ProJen (UCeCa-TiHiGd samples) 
Eaperlments SIaned on : 

Experiments terminated on : 

Sample: UCe.TICaGd Ceramic P139 

81411998 1O:OO:OO PM 

12/2112000 3:SO:OO PM 

StartlngSA= 0.32 m*Zg 
ceramic density 6.2 g/cm*3 

Element RFrac Elemsnt 

75 c data 
PH 2 

Stan 
807-28.75 
507.29-75 
507-30.75 
SO7-31.75 
SO7-32-75 
SO7-33-75 
507-34-75 
SO7-35-75 
5075575 
507-37-75 
507-38-75 
SO7-39-75 

SO7-52-75 
SO7.53-75 
507-55-75 
507-57-75 
507-58-75 
SO7.59-75 
s07-60-7s 

S07-61-75 
50742.75 
50744.75 
SO7.M-75 

x loss 

75Cdata 

PH 4 

Stan 
SO8-28-75 
508-29.75 
508-30-75 
SO8-31-75 
S08-32-75 
SO8-33-75 
508-34-75 

U 
Ce 
Ca 
TI 
Hf 
Gd 

Mass 
Ceramics 

(01 

1.0049 
1.0044 
1.0044 
1.0043 
1.0043 
1.0041 
1.0040 
1.0039 
1.0039 
1.0038 
1,0037 
1.0036 
1.0035 
1.0189 
1.0020 
1.0017 
1.0015 
1.0013 
1.0012 
1.0010 
1.0009 
1.0008 
1.0004 
1.0003 
1.0002 
0.42 

Mass 
Ceramics 

(9) 

1.0041 
1.0039 
1.0038 
1.0038 
1.0038 
1.0036 
1.0035 
1.0034 

0.1423 
0.0519 
0.0692 
0.2128 
0.2153 
0.0600 

0.7515 

Flow Rate 

(mu day) 

31.3775 
37.7499 
36.7645 
35.7066 
39.6139 
38.1306 
37.6386 
36.4207 
68.1701 
79.0197 
80.0235 
82.7189 

81.561 0 
54.6096 
52.3190 
53.6054 
55.7879 
5 7.6 3 3 1 
54.2002 
58.8883 
76.1213 

244,5297 
234.1797 

Flow Rate 

(muday) 

39.0048 
42.2345 
42.1894 
43.9763 
41.9007 
41.2278 
40.9506 

Run time 

(days) 

41.88 
47.84 
48.82 
49.83 
50.80 
54.93 
58.96 

62.90 
66.02 
69.87 
72.86 
77.88 
82.75 
134.88 
282.84 
337.94 
377.89 
426.81 
468.91 
553.85 
636.89 
855.81 
807.11 
827.91 
832.84 

Run tlm 

(days) 

41.88 
47.84 
48.82 
49.83 
54.80 
54.93 
M.96 
62.90 

Diamebr 
(microns) 

3.0231 
3.0226 
3.0226 
3,0225 
3.0225 
3,0223 
3.0222 
3.0221 
3.0220 
3.0220 

, 3.0219 
3.0218 
3.0217 
3.0370 
3.0202 
3.0198 
3.0197 
3.0195 
3.0194 
3.0192 
3.0191 
3.0190 
3.0185 
3,OlM 
3.0184 

21.1 

Dlameter 
(mlcrons) 

3.0232 
3.0231 
3.0230 
3.0230 
3.0228 
3.0228 
3.0227 
3.0726 

pH 2-12 Zlrconollte 

Duration: 870 days 

Samole: UCe-TlCa Ceramic 

6.2E.12 

Surf. Area 

w. m) 

0.32156 
0.32158 
0.32157 
0.32156 
0.32155 
0.32152 
0.32150 
0.32148 
0.32146 
0.32145 
0.32143 
0,32141 
0.32139 

0.32106 
0.32099 
0.32095 
0.32092 
0.32089 
0.32085 
0.32083 
0.32082 
0.32072 
0.32070 
0.32069 

Angstrom 

Surf. Area 

(w. m) 

0.32130 
0.32136 
0.32135 
0.32134 
0.32133 
0.32131 
0.32129 
0.32126 

Surface Area Calculatlon 
assume spherlul particles 
diameter(m1crons) = 

1.1 14EM 0 

#Particles Is 
calculated at 

beginning of eap 
then stays the same 

75 C da correned for dllullon and BLANKS IF APPLICABLE (Gd and Hf data) 
pH p H 2  Ca 

2.16 statart ppb 
2.07 17-28- 334 
1.85 17.29. 29% 
1.91 17-30. 162 
1.98 17-31. 152 
1.88 17.32- 194 
1.77 17-33. 105 
1.81 11-34. 182 
1.90 17-35- 349 
1.86 17-36.75 
1.80 17-37-75 
1.72 17-38-75 
1.67 17-39-75 

1.94 17-52-75 
2.11 17-53-75 
1.97 17-55-75 
1.74 17-57-75 
1.85 17-58-75 
1.94 17-59-15 
1.90 1740-75 
1.70 17-61-75 
1.94 1742-75 
1.74 1744-75 
2.12 17%4-75 

75 C dala 
pH p H 4  Ca 

3.95 M n  ppb 
3.98 18-28- 131 
3.80 18.29- 181 
3.93 18-30- 114 
4.00 1841- 253 
3.99 18-32. 213 
3.97 j8-33- 412 
3.95 18-34 341 

Ti 

PPb 
48 
54 
53 
51 
39 
36 
37 
34 
21 
17 
16 
14 

3.1 
3.0 

3.5 
2.7 
3.2 
5.4 
3.3 
2.0 

Ti 

ppb 

CO 

ppb 
52 
36 
29 
25 
17 
14 
12 
13 
6 

6 
7 
5 

3 
2 

1.2 
1.2 
0 .a 
0.7 
1.2 
0.9 
1 .o 
0.6 

ca 

ppb 
8 
12 
12 
12 
15 

12 
12 

Gd 

Ppb 
49 
32 
27 
23 
14 
11 
11 
12 
6 

6 
5 
4 

2 
2 
1 

0.5 
0.5 
0.6 
0.9 
0.8 
0.6 
0.4 
0.4 

Gd 

ppb 
6 
12 
12 
13 
14 
11 
11 

Hf 

ppb 
0.88 

0.39 
0.38 
0.35 

0.25 

0.29 

0.50 

0.00 
0.00 
1.50 
2.21 
2.48 
1.58 

Hf 

Ppb 

1 .o 

U 

PPb 
110.49 
76.12 
64.67 
56.71 
36.64 
31.96 
29.97 
31.09 
14.35 
13.05 
12.53 
10.11 

5.71 
4.66 
4.15 
2.79 
2.58 
1.63 
1.21 
2.03 
1.83 
1.01 
1.43 

U 

ppb 
33.57 
56.76 
46.01 
40.06 
30.38 
27.11 
40.40 

NRCa NR-TI NRCe NRGd N R 4 f  N R U  

WnAY day plm'Z day e/,mA2/ day glma21 day @m*Y day Wm^Z day 
4.7184 
5.07E4 
2.6814 
2 . U E 4  
3.45E4 
1.80E-4 
3.08E-4 
5.71E4 

2.21E-5 
2.98E-5 
2.851-5 
2.66E-S 
2.26E.5 
2.01E-5 
2.04E-5 
1.81E-5 
2.06E-5 
1.95E-5 
1.92E.5 
1.67E-5 

9.87E-5 
8.14E-5 
8.38E-5 
5.31E-5 
3.93E.5 
3.16E-5 
2.798-5 
2.8OE-5 
2.52E-5 
2.61E-S 
3.25E-5 
2.53E-5 

1.23E.5 
7.21E-6 

3.79E-6 
3.98E4 
2.90E-6 
2.19E4 
4.14E-6 
4.15E-6 
1.40E-5 
8.08E4 

NRCa NR.TI NRCe 

@mAZ day 
2.2914 
3.44E4 
2.16E4 
5.00E4 
4.01E-4 
7.04E4 
8.28E4 

Wm'Z day #mAZ day 
1.88E-5 
3.16E-5 
3.02E-S 
3.OBE.5 
USE-5  
2.891-5 
3.01E-S 

7.93E-5 
6.21E-5 
5.14E-5 
4.25E-5 
2.95E-5 
2.21E-6 
2.21E-5 
2.23E-5 
2.07E-S 
2.27E-5 
2.25E-5 
1.93E-5 

7.OSE-S 
4 . U E 4  
3.04E4 
1.41E-6 
1.45E-6 
1.ME-6 
2.62E4 
2.4014 
2.53E4 
5.52E-6 
5.30E4 

NRGd 

dmAZ day 
1.12E-5 
2.55E-S 
2.67E-5 
2.87E-5 
3.07E-5 
2.38E-5 
2.39E-5 

3.08E-7 
2.14E-7 
2.01E.7 
1.791-7 

2.51E.7 

3.451.7 

4.41E-7 

1.28E-6 
2.43E.6 
8.77E-6 
5.38E-6 

a n r a p  

nr41f 

7.58E-5 
6.28E.5 
5.20E-5 
4.4314 
3.17E-5 
2.66E4 
2.47E-5 
2.48E-5 
2.14E-5 
2.25E-5 
2.19E-5 
1.83E-5 

7.68E-B 
5.57E-6 
4.7684 
3.28E-6 
3.15E-6 
2.05Ed 
1.44E-6 
2.62E-6 
3.05E-6 
S.UE-6 
7.36E4 
2.06E-5 

N R U  

p l m W  day e/m^Z day 

2.86E-5 
5.24E-5 
4.25E-5 
3.85E-5 
2.78E-5 

6.17E-7 2.UE-5 3.62E-5 

XPbrtlcles 

1.1204E110 
1.1204E+10 
1.1 204E110 
1.1204€+10 
1.1 204E110 
1.1204E+10 
1.1204E110 
1.1204E+lO 
1.1204E+lO 
1.12ME*10 
1.1204E+10 
1.1204E110 
1.1204E+10 

1.1204E110 
1.1204E+10 
1.1204E110 
1.1204E*10 
1.1 204E+10 
1.1204E110 
1.1204E+10 
1.1204E+10 
1.1 204E110 
1.1204E+10 
l.l204E+lO 

IPartlcls, 

1.1 193E+10 
1.1193E*10 
1.1193E+10 
1.1 i93E+10 
1.1193E+lO 
1.1193E+10 
1.1193€*10 
1.1193E+10 
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SO8-35-75 
SO8-36-75 
508-37-75 
90848-75 
SOU-39-75 

SO8-52-75 

500-53-75 
508-55.75 
508-57-75 
SOU-58-75 
508-59-75 
SO8-60-75 
50841-75 
SO8-62-75 

S08-34-75 
508-65-75 
SO84675 
x loss 

75 C data 

PH 6 

stan 
S09.28-75 
SW-29-75 
509-30-75 
SW-31-75 
S09-32.75 
50943-75 
s w a - 7 5  
s09-3s.75 
sw-36-75 
sw-37-75 
SW-38-75 
S09-39-75 

509-52.75 
509-53-75 
509-5576 
509-57.75 
SW-58-75 
SO9-60-75 
S09-61-75 
50942-75 
SO9-65-75 

x loss 

1.0033 
1.0032 
1.0032 
1.0031 
1.0030 
1 ,0028 
1.0014 
1.0011 
1.0008 
1.0007 
1.0005 
1.0004 
1.0002 
1.0002 
0.9998 
0.9997 
0.9996 
0.9995 

0.46 

Mass 
Ceramics 

I @  

1.0043 
1.0043 
1.0042 
1.0042 
1.0042 
1.0041 
1.0041 
1 ,0040 
i.0040 

1.0039 
1.0039 
1.0038 
1.0037 
1.0031 
1.0031 
1.0031 
1.0031 
1.0030 
1.0028 
1,0028 
1.0427 

1.0021 
1.0020 

0.23 

3 9.2 0 5 5 
77.1657 
84.0389 
91.7822 
87.2998 

66.0282 
51.5979 
50.1744 
53.8998 
52.6898 
53.0746 
44,6497 
50.0192 
58.2153 

122.5277 
94.5129 
96.3381 

Flow Rate 

I m U W  

32.9830 
39.6001 
25.3118 
40.5125 
45.7257 
4 7.2 3 9 8 
47.1 130 
46.7285 
85.9074 
93.6597 
101.9360 
92.8650 

60.3219 
52.4091 
M.3460 
35.5653 
20.4170 
10.4485 
27.4018 
63.1534 
208.76411 

66.02 
69.87 
72.86 
77.88 
82.75 

134.6819 
282.84 
337.94 
377.89 
426.81 
468.91 
553.85 
636.89 
655.81 
807.11 
827.91 
834.91 
867.87 

Run time 

IdwJ 

41.8771 
47.84 
48.82 
49.83 
50.80 
54.93 
54.96 
62.90 
66.02 
69.87 
72.86 
77.88 
82.75 

134.68 
282.84 
337.94 
377.119 
426.81 
4M.91 
636.89 
6ss.ai 
807.12 
834.91 

3.0225 
3.0224 
3.0224 
3.0223 
3.0222 
3.0221 
3.0206 
3.0203 
3.0201 
3.0199 
3.0197 
3.0195 
3.0194 
3.0194 
3.0189 
3.0189 
3.0187 
3.0186 
23.1 

Diameter 
(microns) 

3.0235 
3.0235 
3.0234 
3.0234 
3.0234 
3.0233 
3.0233 
3.0232 
1.0232 
1.0231 
3.0230 
3.0230 
3.0229 
3.0223 
3.0223 
3.0223 
3.0223 
3.0222 
3.0221 
3.0220 
3.0219 
3.0213 
3.0212 

11.6 

0.32124 
0.32122 
0.32121 
0.32119 
0.32117 

0.32084 
0.32078 
0.32073 
0.32069 
0.32065 
0.32061 
0.32058 
0.32057 
0.32048 
0.32047 
0.32044 
0.32042 

Angstrom 

Surf. Area 

(Sq. mJ 

0.3214 
0.3214 
0.3214 
0.3214 
0.3214 
0.3214 
0.3214 
0.3214 
0.3214 
0.3214 
0.3214 
0.3213 
0.3213 

0.3212 
0.3212 
0.3212 
0.3212 
0.3212 
0.3211 
0.3211 
0.3210 
0.3210 

Angstrom 

3.97 18-35- 114 
3.99 18-36-75 
4.05 18-37-76 
3.90 18-38-75 
3.85 18-39-75 

3.87 18-52-75 

4.19 18-53-75 
3.96 18-55-75 
3.67 18-57-75 
3.85 18-58-75 
4.10 18-59-75 
4.16 1860.75 
3.89 18-61-75 
3.98 18-62-75 
3.72 1864-75 
4.00 18-65-75 
3.94 16-66-75 

75 C daia 
pH pH6 Ca 

5.60 stan ppb 
5.73 19.28- 107 
5.60 l9-29- 175 
5.69 R-30. 493 
5.83 l9-31- 298 
5.76 n-32. 138.85 
5.75 l9.33- 1 w  
5.78 l9-34- 163 
5.65 l9-35- 1726 
5.65 l9-36-75 
5.03 l9-37-75 
5.61 l9 -3W5 
5.58 n-39.75 

6.39 l9-52-75 
6.24 19-53-75 
6.07 l9-55-75 
5.82 19-57-75 
6.00 19-58.75 
6.23 l9-60-75 
e.11 ~ - 6 1 . 7 5  
6.25 l9642.75 
6.19 l9-65-75 

1.53 

1.40 

0.22 
0.39 
0.25 
0.58 
0.59 

Ti 

PPb 

10 
7 
5 
6 

5 

1 

1 
0.9 
1.1 
1 
1 
1 
1 
1 
3 
2 

ce 

ppb 
0.18 
0.31 

1.07 
0.79 
0.83 
0.96 

9 
6 
4 
5 
4 

4 
3 
3 

0.9 
1.3 
1 
1 
1 
1 
1 
2 
1 

Gd 

PPb 
1.39 
2.51 
1.48 
1.74 
1.94 
1.85 
1.79 
1.68 
1.55 
1.11 
1.19 
1.99 

-- . 
23.64 
14.96 
10.50 
9.84 
8.95 

5.40 
4.51 
4.72 
3.50 
4.13 
1.86 
1.68 

0.06 1.61 
0.06 2.11 
0.06 1.58 
0.06 7.80 
0.07 1.71 

nf U 

PPb ppb 
11.94 
11.68 
20.47 
21.50 
18.14 
15.19 
14.06 
12.54 
10.81 
8.13 
7.30 
7.63 

3.20 
3.10 

0.64 0.27 3.63 
0.07 0.10 0.32 0.05 3.45 
0.24 0.13 0.43 0.06 2.91 
0.08 0.08 0.25 0.05 0.96 

2.01E.4 
1.73E-6 

1.92E-6 

NRCa 

p lmW day 
1.58E4 
3.11E-4 
5.61E.4 
5.43E4 
2.85E.4 
2.31E.4 
3.45E.4 
3.63E-l 

1.63E-7 
3.351.7 
~.SBE-I 
8.10E-7 
8.588-7 

2.41E.5 
3.42E-5 
2.61E.5 
3.28E-5 
2.5714 

3.93E-6 

3.15E-6 
2.98E-6 
3.49E-6 
2.62E-6 
1.68E-6 
2.91E-6 
4.94E4 
8.08E-6 
1.61E-5 
9.23E64 

NR-Ti NRCa 

!$mA2l day glrn"2l day 
7.58E-7 
7.41E-7 

5.5lE-6 
4.42E-6 
5.05E-6 
5.35E-S 

9.791-9 
2.841-0 1.72E-7 
2.20E-7 4.981.7 
2.3OE-7 1.06E-6 

1.89E.5 
2.53E-5 
1.85E-5 
2.38E-5 
1.68E-5 

1.40E-5 
7.3514 
8.26Ed 
Z.ElE-6 
3.44E-6 
2.66E-6 
2.04E-6 
1.8414 
2.87E4 
3.64E-6 
9.24E-6 
3.68E-6 

NRGd 

glm"2l day 
2.38E-6 
5.16E4 
1.94E-6 
3.85Ed 
4.60E4 
4.54Ed 
4.38E-6 
4.08E-6 
8.92E-6 
5.3814 
6.31E-6 
6.70E-6 

1.49E-7 
4.62E-7 
1.42E-6 
2.6714 

4.05Ed 
4.67E-9 
9.92E-8 
O.OOE-O 
1.01E-7 
average 

2.03E-5 
2.53E-5 
1.93E-5 
2.02E-5 
1.71E-5 

7.81E-6 
5.17E-6 
5.19E-6 
4.13E-6 
4.7784 
2.17E4 
1.65E-6 
1.76E-6 
2.70E-6 
4.24E-6 
1.62E.5 
3.60E-6 
1.72E-5 

N R W  N R U  

dmA21 day @ m W  day 
8.61E-S 
1.53E-5 
l.13E-5 
1.90E-5 
1.81E-5 
1.57E-5 
1.45E-5 
1.28E-5 
2.03E-5 
1.67E-5 
1.63E-5 
1.55E-5 

2.49Eb 
1.38E-6 

O.OOE*O 8.3OE-7 
1.99E-0 2.07E-6 
5.52E-9 4.02E-6 
1.43E-7 4.39E-3 
average 1.11E-5 

1.1193E+10 
1.1193E*10 
1.1 193E+lO 
1.1193E110 
1.1193E+lO 

1.1193E+lO 
1.1193E110 
l.l193E+lO 
l.l193E+lO 
1.1193E+10 
1.1193E*10 
1.1 193EllO 
1.1193E+10 
1.1193E+10 
1.1193E+10 
l.l193E+lO 
1.1193EllO 

aPanicIes 

1.1193E*10 
1.1193E+10 
1.1 193E+10 
1.1193E*10 
1.1193E+10 
l . l193E+lO 
1.1 193E+10 
1.1193E*10 
1.1193E*lO 
1.1193E+10 
1.1193E*10 
1.1193E+10 
1.1193E+10 
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75 C data 

pn 8 

staR 
S10-28-75 
S10-29-75 
510-30-75 
SIO-31-75 
510-32-75 
510-33-75 
SlO-34-75 
S10.35-75 
510.36-75 
51 0-37-75 
510-38-75 
S10.39-75 

S10-52-75 
S10.53-75 
S10-55-75 
510-57-75 
S10.58-75 
S10-59.75 
S1040-75 
S1041-75 
S 1062-75 
S1043.75 
51064-75 
x loss 

75 c data 
pH 10 

Mrl 
S11-28-75 
S11-29.75 
91150-75 
S11-31-75 
S11-32-75 
511-33-75 
511-24-75 
S11-35-75 
5113675 
S11-37-75 
S1138.75 
S11-39-75 

51  1-52-75 
Sll-53-75 
S11-55-75 
S I  1-57-75 
S11-56-75 
S I  1-59-75 
S1140-75 
51141-75 
S11d2-75 
51143-75 
51144-75 

Mass 
Cwamlca 

(9) 

1.0039 
1.0039 
1.0039 
1.0099 
1.0039 
1.0039 
1.0039 
1,0038 
1.0038 
1.0038 
1.0038 
1.0038 
1.0038 
1,0038 
1,0038 
1.0038 
1.0038 
1.0038 
1.0037 
1,0034 
1.0032 
1.0032 
1,0029 
1.0029 
1.0029 
0.10 

Mass 
Ceramics 

(9) 

1,0028 
1.0028 
1.0028 
1.0027 
1.0027 
1.0027 
1.0027 
1.0026 
1.0026 
1.0026 
1.0026 
1.0025 
1.0025 
1.0023 
1.0023 
1.0022 
1,0021 
1.0020 
1,0018 
1.w15 
1.0011 
1.0010 
1.0008 
1.0007 
1,0007 

Flow Rate 

(muday) 

39.6876 
41.6143 
40.1422 
40.3930 
41.4422 
43.9429 
42.2001 
42.0216 
77.2146 
83.6247 
89.6369 
84.0047 

54.8113 
41.0249 
41.5987 
38.5532 
42.3478 
41.0129 
35.7702 
41.7986 
57.0558 
193.9037 
180.2005 

Flow Rale 

(muday) 

42.3430 
4 3.6 7 6 1 
43.6893 
44.0100 
43.M152 
41.8904 

44.2439 
43.2719 
81.1788 
91.4101 
98.2295 
91,3028 

85.8886 

52.9447 
52.3589 
56,9170 
55.8708 
51.3075 
49.1544 
46.7960 
61.2632 

226.7707 
216.9096 

Run time 

(days) 

41.88 
47.84 
48.82 
49.83 
50.80 
54.93 
58.96 
62.90 
66.02 
69.87 
72.86 
77.88 
82.75 
134.66 
282.84 
337.94 
377.89 
426.81 
468.91 
553.85 

636.89 
655.81 
807.13 
827.91 
832.84 

Run t l m  

(days) 

41.88 
47.84 
48.82 
49.83 
50.80 

54.93 
M.96 
62.90 
66.02 
69.87 
72.86 
77.88 
82.75 

134.6819 
282.84 
337.94 
377.89 
426.81 
458.91 
553.85 
636.89 
655.81 
807.13 
827.91 
832.84 

Dlamler  

(microns) 

3.0241 
3.0241 
3.0241 
3.0241 
3.0241 
3.0241 
3.0241 
3.0240 
3.0240 
3.0240 
3.0240 
3.0240 
3.02403 
3.0240 
3.02403 
3.02403 
3.02403 
3.02396 
3.0 2 3 8 9 
3.02363 
3.02341 
3.02338 
3.02313 
3.02309 
1.02309 

5.0 

Diameter 
(mlcrons) 

3.0240 
3.0239 
3.0239 
3.0239 
3.0239 
3.0239 
3.0239 
3.0238 
3.0238 
3.0238 
3.0237 
3.0237 
3.02368 
3.0235 

3.02349 
3.02338 
3.0 2 3 3 0 
3,02314 
3.02301 
3.02266 
3.02225 
3.02221 
3.02198 
3.02189 
3.02186 

Surf. Area 

(14. m) 

0.3212 
0.3213 
0.3213 
0.3213 
0,3213 
0.3213 
0.3213 
0.3212 
0.3212 
0.3212 
0.3212 
0.3212 
0.3212 

0.3212 
0.3212 
0.3212 
0.3212 
0.3212 
0.3212 
0.3211 
0.3211 
0.3211 
0.3210 
0.3210 

Anpslrom 

Surf. Area 

(Is. m) 

0.3209 
0.3209 
0.3209 
0.3209 
0.3209 
0.3209 
0.3209 
0.3209 
0.3209 
0.32W 
0.3209 
0.3209 
0.3209 
0.3208 
0.3208 
0.3208 
0.3208 
0.3207 
0.3207 
0.3206 
0.3205 
0.3205 
0.3205 
0.3205 
0.3205 

75 C data 
pn  p ~ 8  Ca 

7.45 start ppb 
7.69 10-28- 41 
7.67 10-29- 71 
7.59 10-30- 106 
7.67 10.31. 103 
7.60 10-32. 73 
7.66 10-33- 105 
7.59 10-34- 101 
7.73 10.35- 22 
7.89 10-3675 
7.73 10-37.75 
7.63 10-38-75 
7.74 10-39-75 

7.64 10-52-75 
7.59 10-53.75 
7.70 10-55-75 
7.86 10-57-75 
7 3 2  10-58-75 
7.60 10-59-75 
7.06 1040-75 
7.71 1041-75 
7.63 1042-75 
7.50 1063.75 
7.45 1064-75 

75 C data 
pH pH10 Ca 

9.81 s l a m  ppb 
9.77 11-20. 45 
9.86 11-29. 110 
9.76 11-30. 106 
9.96 11-31. 40 
9.93 11-32. 61 
9.91 11-33- 80 

9.92 11-34. 183 
9.99 11-35- 117 

9.80 11-36-75 
9.96 11-37-75 
9.70 11-38-75 
10.01 11-39-75 

9.84 11-52-75 
9.85 11-53-75 
9.88 11-55-75 
9.82 11-57-75 
9.90 11-58-75 
9.98 11-59-75 
9.64 1140.75 
9.55 1141.75 
9.58 1142-75 
9.31 1143-75 
0.36 1164-75 

0.4 0.2 

0.23 0.03 
0.38 0.01 
0.24 0.01 
0.25 

TI C. 

Ppb Ppb 

0.32 

0.39 

0.19 0.05 
0.48 0.40 
1.56 0.09 
0.25 0.02 

Hf U NRCa NR-TI NRCe NR-Gd NRHf NR-U #Particles 

PPb PPb 
0.6 2.56 

2.04 
2.25 

0.3 2.40 
1.1 2.83 
0.5 2.13 

1.20 

1.74 
1.81 
3.29 

0.04 0.08 3.45 
0.04 0.05 1.78 
0.02 0.04 1.30 
0.01 0.05 0.42 
0.01 0.05 0.38 

gImW day gIrn'Y day gIm*Z day gImAZ day @MU day 
7.37E-5 7.561-7 3.64E-7 
1.32E.4 9.36E.7 
1.91E4 
1.86E.4 
1.37E.4 
2.07E-4 1.81E-7 
1.91E.4 8.88E-7 5.381-7 6.8OE-7 
4.191-5 2.80E.7 

gImW day 
2.22E4 
1.86E-S 
1.98E4 

2.31E-S 
2.61E4 
1.9614 
2.02E-6 

1.47E-6 
1.68E.6 
2.9514 

7.87E-M 3.9OEd 2.70E4 
1.3957 8.57Ed 7.63E-8 3.07Ed 1.63E4 
3.14E-7 2.43Ed 5.7OE-8 3.04Ed 1.62E4 
6.82E-7 7.62E-8 7.61E4 1.27E-7 1.78E-0 
6.49E-7 O.OOE+O 1.18E-7 1.20E-7 1.51E-S 

w e r a w  2.02E-b 

1.1182E+10 
1.t 182E+10 
1.1182E*10 
1.1182E+10 
1.1182E110 
1.1 182E110 
1.1182E+10 
1.1182E+10 
1.1182E*10 
1.1182Et10 
1.1182E+lO 
1.1182E+10 
1.1182E+10 

1.1182E110 
1.1182E+10 
1.1182E+10 
1.1182E+10 
1.1182E+10 
1.1182E+I0 
1.1182E+10 
1.1182E+lO 
1.1182E+10 
1.1182E+10 
1.1182EtlO 

Hf U NRCa NR-TI NRCe NR-Gd NRHf NR-U XParllcles 
Gd . 
ppb ppb Ppb 
0.26 0.50 5.36 
0.28 0.52 4.33 

0.27 4.69 
0.25 5.97 
0.21 1o.eo 

7.59 
0.21 7.55 

0.65 
0.34 5.47 
0.38 4.91 
0.37 1.66 
0.35 4.65 

0.44 
1.78 

0.29 1 .w 
2.60 
2.57 
3.69 
4.50 

0.02 0.06 2.00 
0.13 0.08 1.09 
0.02 0.06 0.99 
0.01 0.05 0.88 

glmW day @mW day 
8.63E-5 
2.16E4 
1.08E.4 
8.14E-5 
1.20E.4 
1.50E.4 
3.65E.4 
2.28E.4 

1.30E-7 
4.32E.7 
5.19E4 
7.93E-7 

1.75E-6 

lS4E-S 

gIm*Z day #WZ day gIrn^Z day 
5.778-7 3.08E.7 
5.4lE-7 3.3lE-7 

1.68E-7 
1.84E-7 
l.3OE-7 
O.OOE+O 
l.3lE-7 
O.OOE+O 
4.041-7 
5.051-7 
5.28E-7 
4.56E-7 

4.241.7 

2.23E-7 

1.30E-7 5.74E-8 4.19E-0 
1.47E-S 4.03E-7 7.31E-8 
1.23E4 2.38E-7 2.00E-7 
2.961.7 1.36E.7 1.57E-7 

gIrn'Z day 
4.97E4 
4.14E-S 
4.49E4 
5.85E4 
1.ME-5 
6.96E4 
7.31E-6 
6.11E-S 
9.72E4 
8.8314 
3.57E4 
9.30E-0 

2.06E-8 
l .88E4 
3.24E-2 
3.15E4 
4.15E4 
4.84E4 
2.05E.d 
1.47Ed 
4.91E4 
4.21E-8 
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x loss 

75 C data 

pH 12 

rtafl 
512.28-75 
512.29-75 
S12-30-75 
512.31-75 
512-32.75 
512-33-75 
S12.34-75 
512-35-75 
S12.36-75 
51247.75 
512-38-75 
S12-39-75 

S12-52.75 
S12-53-75 
S12-55-75 
Sl2-57-75 
S12-58-75 
S12.59-75 
S12M)-75 
Sl241-75 
51242-75 
si2a6.75 
x loss 

data 1 1 1  T's 
pH 12 

Start 

S12A-1.75 
S I  2A-2-75 
s12A-3-75 
S12A-4-25 
S12A-5-25 
S12A-6-25 
S12A.7.25 
S12A-d-25 
S12A-9-25 
S12A-10-25 
S12A-11-25 
S12A.12-50 
S12A-13-50 
S12A-14-50 
S12A.15-50 
s12A-16-50 
s12A-17.50 
S12A.18-50 
S12A-19-54 
S12A-20-50 
s12A.21 .50 

S12A-22-50 
S12A-23-75 
S12A.24-75 

0.21 

Mars 
Ceramlcr 

(9) 

1.002080 
1.0020 
1.0020 
1,0020 
1.0020 
1,0019 
1,0019 
1.0018 
1.0018 
1.0017 
1.001 7 
1.0016 
1.0016 
1.0015 
1.0016 
1.0011 
1.0010 
1 ,0009 
1.0001 
1 .MMB 
1.0004 
0.0997 
0.9989 
0.9985 

0.36 

Mass 
Ceramics 

(a) 

1.003 
1.0030 
1.0030 
1.0030 
1.W30 
1.0030 
1.0030 
1.0030 
1.0030 
1,0030 
1.0030 
1,0030 
1.0030 
1,0030 
1.0030 
1,0030 
1.0030 
1.0030 
1.0030 
1.0030 
1.0030 
1.0030 
1.0030 
1.0050 
1.0030 

Flow Rate 

(muday) 

18.3014 
21.9251 
16.9949 
22.5189 
32.2339 
30.3777 
21.9226 
43.2719 
54.3593 
62.5178 
96.8056 
91.4968 

0.2718 
45.3274 
35.2210 
24.4005 
28.4085 
25.8086 
2.7824 

69.7799 
80.5992 

831.2244 

Flow Rate 

(muday) 

46.3254 
45.6111 
40.0768 
74.9241 
70.1339 
53.3793 
76.4829 
95.4903 
97.4437 
96.2758 
~ J . I ~ I S  

42.0197 
47.8153 

0.0000 
56.9587 
52.2469 
54.9622 
90.5978 
93.1329 
93.3740 
87.7429 
90.4W9 
57.8965 
50.3973 

Run llrm 

(days) 

41.88 
47.84 
48.82 
49.83 
50.80 
54.93 
54.96 
62.90 
66.02 
69.87 
72.86 
77.88 
82.75 
134.68 
282.14 
337.94 
377.89 
426.81 
461.91 
553.85 
657.95 
722.87 
807.13 
869.73 

Run llme 

( W S )  

0.00 

0.44 
2.06 
4.03 
5.03 
11.18 
13.16 
17.99 

19.04 
20.01 
23.96 
26.01 
38.12 
39.w 
40.18 
41.11 
46.03 
40.12 
51.9) 
52.97 
55.27 
5%0% 
61.07 
36.07 
67.18 

10.6 

Dlarmtor 
(microns) 

3.023268 
3.0232 
3.0232 
3.0232 
3.0232 
3.0231 
3.0231 
3.0230 
3.0230 
3,0229 
3.0229 
3,0228 
3.0227 
3.0227 
3.0227 
3.0223 
3.0222 
3.0221 
3.0220 
3.0218 
3.0216 
3.0209 
3.0201 
3.0196 
111.1 

Diameter 

(mlcrona) 

3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 

AllQSlrOm 

Surf. Area 

(ss. m) 

0.3201 
0.3207 

0.3208 
0.3207 
0.3207 
0.3207 
0.3207 
0.3207 
0.3207 
0.3207 
0.3207 
0.3207 
0.3207 
0.3206 
0.3207 
0.3206 
0.3205 
0.3205 
0.3205 
0.3204 
0.3204 
0.3203 
0.3201 
0.3200 

Angstrom 

Surf. Area 

(sq. m) 

0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.5210 

75 C data 
pH pH12 Ca 

11.82 start ppb 
11.87 12-21. 24 
12.01 12-29- 24 
12.06 12-30- 25 
12.07 12-31. 26 
12.02 12.32- 33 
12.04 12-33- 54 
12.17 12-34. 37 
12.16 12-35- 192 
12.12 12-36-75 
12.14 12-37-75 
11.94 12.38-75 
12.20 12-39-75 

512-52-75 
12.02 12-53-75 
12.07 12-55-75 
12.18 12-57-75 
12.26 12-58-75 
12.04 12-58-75 

S1240-75 
12.29 1241.75 
10.81 1242-75 
11.37 12-66-75 

pH pH12 Ca 

start ppb 
12.03 12A-1-75 
12.10 12A-2-75 
12.03 12A-3-75 
12.20 12A-4-25 
12.23 12A-5-25 
12.20 12A4-25 
12.25 12A-7.25 
12.17 12A-S-25 
12.20 12A.9-25 
12.22 2A-10-25 
12.20 2A-11-25 
12.05 2A-12-50 
12.14 2A-13-50 

512A-14-50 
12.07 2A.lCSO 
12.12 2 A - l B M  
12.00 2A-17-50 
11.0% 2A.le-50 
12.09 2A-19-50 
11.96 2A-20-50 
12.03 2A-21-54 
12.11 24.22-50 
12.03 2A-23-75 
11 ,04 2A-24-75 

0.06 0.06 
11.72 2.87 3.03 
0.25 0.12 0.11 
0.69 0.12 0.12 
0.37 0.01 

Ti Ce Gd 

PPb Ppb ppb 

0.94 1.12 0.78 

Hf U 

ppb ppb 
18.07 
28.18 
21.72 
28.46 
24.04 
20.55 
17.52 
18.44 
14.01 
9.48 
7.06 
5.76 

7.60 
4.53 
2.02 
3.40 

0.13 4.80 
10.13 25.95 
0.15 6.63 
0.12 5.78 
0.11 0.36 

Hf U 

ppb ppb 
48.17 
62.11 
31.71 
a.89 
1.23 
2.50 
1.85 
1.09 
0.84 

0.68 
6.34 

0.12 

1.12 

75.89 
5.03 
5.13 
3.10 
2.37 
2.72 
2.33 
1.011 

11.65 
12.95 

avorao. 5.22E4 

NRCa NR-TI NR-Ce NRGd NRHf  NR-U 

g/m^U day @hnW day glmaY day g/m*Z day p l m W  day @m^Z day 

1.9984 
2.39E-5 
1.93E-5 
2.67E-5 
4.831-5 
7.46E-5 
3.69E-5 
3.75E-4 

4.78E-7 
2.60E.7 
8.22E-7 
4.49E4 

NRCa NR-TI 

7.25E4 
1.35E-5 
1.07E-5 
1.40E-5 
1.7OE-5 
1.37E-5 
8.42E4 
l.75E-5 
1.67E-5 
1.3OE.5 
1.50E.5 
1.1 6E.S 

7.55E4 
3.50E4 
2.13E-S 
2.12E.6 

8.78E-d 7.60E-8 4.77E-d 2.72E-S 
4.80E-7 4.391-7 *.WE-7 1.58E4 
5.01E-7 3.9757 1.538-7 1.01E-5 
6.05E-7 5.23E-7 1.41E-7 1.02E-5 
5.34E-7 l.38E-6 6.57E-8 

avorag. 9.75E.B 

NRCe NRGd NRHf  N R U  

d m * Y  day @hnW day g / m W  day g I m W  day g l m w  day d m * Z  day 

O.OOE+O O.OOE+O O.OOE+O 4.89E-s 
6 .29~-7  3 . 0 6 ~ 4  1 . 1 4 ~ 4  6.20E-5 

3.40E-5 
1.46E-5 
l.88E.6 
2.92E4 
3 . 0 9 M  
2.29E.B 
1.79E-6 
1.73E-S 
1.43E-6 

6.63E-S 
7.48E-6 
O.OOE+O 
B.46E-5 
6.78E4 
5.72E-6 
6.14E-6 
4 . 1 6 ~ 4  
5.5584 
4.48E.6 
2.11E-d 
1.48E.5 
1.66E-5 

#Particles 

1.1171E+10 
1.1171E+10 
1.1171E+10 
1.1171E+10 
1.1171E+10 
1.1173E+lO 
1.1171E+lO 
1.117lE+lO 
1.1171E+10 
l . l17lE+lO 
1.1171Et10 
1.1171E+10 
1.1171E+10 
1.1171E+10 
1.1171E1lO 
1.1171E+lO 
1.1171EtlO 
1.1171E+10 
l . l17 lE+lO 
1.1171E+10 
1.117lE+lO 
1.117tE+10 
1.1177E+10 
1.1171E+lO 

#Panicles 

1.1171E+10 
1.1171E+lO 
1.1171E+lO 
1.1171€+10 
1.1171E*10 
1.1171Ei10 
l.I171E+lO 
1.1171E110 
1.1 171E+10 
1.1171E+lO 
1.1171E+10 
1.1171E+10 
1.1171E+lO 1.1171Et10 

1.1171E+lO 
1.1171E+10 
1 ,1171 Et10 
1.1171E110 
l . l l I l E * l O  
1.1171E*10 
1.1171E*10 
1.1171E*10 
1.1171E+10 
1.1171E*lO 
1.1171E+lO 
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S12A-25-75 
S12A.26-75 
S12A-27-75 
S12A.28-75 
S12A-29-75 
S12h-30-75 
S12h-31-75 
S12A.32.75 

S12A-33-75 
S12A-34-75 
S12A-35-75 
S 1 Zh.3&75 
S12A47.75 
S I  2h-30-7 5 
S12h-39.75 
s i 2 ~ a 3 - 7 5  

x IOSS 

S12A4-75 

1.0030 
1.0030 
1.0030 
1.0030 
1,0030 

1.0030 
1.0030 
1.0030 
1.0030 
1.0030 
1.0030 
1.0030 
1.0030 
1,0030 
1.0030 
1.0030 
1.0030 
0.004 

59.0548 
58.6375 
60.3402 
59.9357 
87.1867 
87.2583 
88.5599 
88.5232 
89.6452 
85.1781 
79.4335 
80,0134 
67.7997 
43.3358 
53.6709 

230.6800 

234.8925 

68.42 
68.97 
75.11 

80.08 
82.13 
83.14 
87.07 
19.05 
94.02 
122.02 
173.07 
262.01 
362.00 
425.10 
515.02 
535.95 
542.01 

3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
3.0242 
1.0242 
3.0242 
3.0242 
3.0242 

0.2 

0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 
0.3210 

Anpriromr 

11.95 
11.95 
12.13 
12.02 
12.13 
12.13 
12.12 
12.19 
12.11 
12.04 
12.07 

12.11 
11.97 
11.94 
12.00 
11.77 
11.92 

2A.25-15 
2A-26-75 

2A-27-75 
2A-28-75 
2A-29-75 
2h-30-75 
2&31J5 
2A-32-75 
2A-33-75 
2A-34-75 
2A-35-75 
2A-36.75 
2A-37-75 
2h-38-75 
2h-39-75 
2A-63.75 
2 h 4 . 7 5  

I- . 
11.65 
13.72 
9.88 
8.82 
6.90 
6.00 
5.78 
4.26 
9.84 
5.03 
4.35 

0.04 0.11 11.20 
0.87 0.25 0.24 0.81 7.73 

0.36 0.06 0.04 0.06 4.22 
0.45 0.04 0.02 0.13 1.60 
0.40 0.03 0.02 0.08 2.05 

0.38 0.10 0.06 0.15 4.za 

1.51E-5 
1.76E-5 
1.3OE-5 
l.16E-5 
1.32E.5 
1.i5E-5 
1.12E-5 
8.26E-6 
1.89E-5 
9.37E-6 
7.571-6 

2.06E-7 1.23E-7 1.96E-5 
8 . 6 8 ~ ~  I . o ~ E - ~  8.291-7 7.83~.7 I.ISE-S 
2.39E-7 2.661-7 1.35E-7 9.39E-8 4.06E-6 
2.85E-7 2.03E.7 1.17E-7 4.90E-8 4.96E-6 
1.53E-6 5.53E-7 2.87E-7 4.27E-7 8.10E-6 
1.36E-6 4.13E-7 2.77E.7 2.73E-7 1.06E-5 

averaga 75'C 1.20E-5 

1.1171E+10 
1.1171E+10 
1.1171E+10 
1.1171E+10 
1.1171E+10 
1.1171E+iO 
1.1171E+10 
1.1 171 E l l 0  
1.1171E+10 
1.1171E+10 
1.1171E+10 
1.1171E+10 
1.1171E+10 
1.1171E+10 
1.1171E+lO 
1.1171E+10 
1.1171E110 
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Ce-U Single Phase Pyrochlore 
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Pu Dissolution Project (Ca-TiCeGdHfU samples) pH 2.12 
Experiments Started on : 
Experiments Terminated on : 

Sample: Ca-TiCe.Gd4if.U Ceramic P137 

8/4/1998 1O:OO:OO PM 
12/3/1998 8:45:00 AM 

Pyrochlore 

Duration: 121 days 
Formulae for cell entries 
Net Rate: ppb * 0.001 rnUday * 0.000001/S.A./wt. frac. 
Mass glass: init. wt. -(days elapsed * mUday O.OOi*((ppbU'wt. 
frac.)+(ppbCe'wt.frac.)+. ..+)'0.000001 
Diameter: 2' (wt.(t)'0.75/3.14159/density(g/cu.mic.)/#parti~les)~(1/3) 
Note that initial diameter is assumed to be the same for all runs. 
Surface area: #particles'4'3.14159'((diam./2)/10"12 
# particles: wt. glass * # particledgram 
Note that value is kept constant throughout a run. 

0.346 mA2/g 
6.1 glcm-3 

Starting SA= 
ceramic density 

Element 
U 

Ce 
Ca 
Ti 

Hf 
Gd 

Mass Ceramics 

(9) 

0.886438 

0.8864 
0.8864 

0.8864 

0.8864 
0.8864 
0.8864 

0.8864 
0.8864 

Mass Ceramics 

(g) 

0.886438 
0.8864 
0.8864 

0.8884 
0.8864 
0.8864 
0.8864 
0.8864 
0.8864 

Mars Ceramics 

(9) 

0.897960 
0.8979 
0.8979 
0.8979 
0.8979 
0.8878 
0.8978 

6.1OE42 @pA3 

WlFrac 

0.2138 

0.0749 
0.2170 Ti 
0.1061 Hf 
0.0705 Gd 

0.7509 

25 C data 
PH 2 

IUR 
50140-25 
SO141-25 
501-42-25 
S01-43-25 
50144-25 
SOl-45-25 
SO14625 
50147-25 

25 C data 

PH 4 

mn 
SO240-25 
SO241-25 
50242.25 
50243-25 
S02-44-25 
SO.245-25 

S02-46-25 
50247.25 

25 C data 
PH 6 

Mrt 
SO340-25 
50341-25 
S03-42-25 
80543.25 
S03-44-25 
S03-45-25 

Flow Rate Run t im Diameter Surf. Area 
(mUday) (days) (microns) (sq. m) pH H Ca TI Ce Gd Hf U i R C  NR-Ti NRCe NRGd NR+N NR-U #Particlea 

82.75 2.832644 0.30781 sta ppb ppb ppb ppb ppb ppb "Y glmAY day @m^Y day @mAY day glmA2/ day dmAY day 1.2211E+10 

25 C I corrected for dilution and BLANKS IF APPLICABLE (Gd and Hf data) 

glm 

4 5.2 3 8 0 

50.2469 
51.2982 
51.3888 
51.0623 
95.2394 
98.3410 
98.2625 

F l a  Rate 

(muday) 

64.91 
86.99 
91.01 
93.96 

100.89 
106.00 
112.81 
120.89 

Run lim 

(days) 

2.8328 
2.8326 
2.8326 
2.8326 
2.8326 
2.8326 
2.8326 

2.832561 

Diameter 
(microns) 

0.30781 
0.3 0 7 8 0 
0.30780 
0.30780 
0.3 0 7 8 0 
0.30780 
0.30779 
0.30779 

Surf. Area 

(sq. ml 

1.77 40-25 
1.92 41-25 
1.83 42-25 
1.98 43-25 
1.97 444-25 
1.72 45-25 
1.89 48-25 
2.10 47-25 

25 C data 
pH IH Ca 

9.2946 1.0388 0.9626 
4.5553 0.8803 0.6971 
3.0037 3.5670 0.7381 
2.3488 2.9734 0.7286 
1.8822 0.5978 

0.4494 
0.4871 
0,6410 

0.2956 
0.3051 
0.3179 
0.4337 
0.5547 
0.4446 
0,4056 
0.5786 

Hf 

6.3OEb 2.23E4 2.01E4 
3.431% 2.08E4 1.81E4 
2.311% 8.67E4 1.74E4 
1.81Ed 7.2414 1.73E4 
1 . M E 4  1.41E-6 

1.97E4 
2.21E4 
?..9OE% 

4.23E-7 
4.891.7 
6.81E-7 
8.73E-7 
6.951-7 
1.18E4 
1.74E-B 

N R H I  

1.2211E*10 
1.2211E*10 
1.2211E+10 
1.221 1 E l l  0 
1.2211E+10 
1.2211E*10 
1.221 IE+lO 
1,22llE+10 
1.221 IE+lO 

N R U  #Panicles Ti Ce Gd U IRC NR-Ti NRCe NRGd 

d m  
'Y 
day @mAU day @m*Y day 

4.43E-5 
8.12E-7 2.5214 

1.611-5 
1.36E-5 
1.00E-5 

1.02E-5 
8.65E4 
7.4714 

dm*Y day 
2.66E-5 
1.28E-5 
7.20E4 
5.78E4 
3.7214 
3.87E4 
2.87E4 
2.5114 

N R C d  

@ m W  day @mAY day 
6.40Eb 
3.18Eb 
1.88E4 
1.541% 
1.15E4 
1.31E4 

82.75 
84.91 
80.99 
91.01 
93.96 
100.89 
106.00 
112.81 
120.89 

Run time 

(days) 

2.8326 
2.8284 
2.8284 
2.8284 
2.8284 
2.8284 
2.8284 
2.8284 
2.82839 

Diameter 
(microns) 

0.3oB18 
0.30828 
0.3 0 8 2 6 
0.30826 
0.30826 
0.30625 
0.30825 
0.30825 
0.30825 

Surf. Ana 

(sq. mJ 

sia PPb 
4.01 40-25 
3.99 41-26 
3.96 42-25 
3.98 43-25 
4.02 44-25 
3.82 -4625 
3.76 46-25 
4.09 47-25 

ppb ppb 
21.5303 

1.1308 11.0853 
7.0686 
5.9668 
4.4226 
2.5360 
2.1460 
1.8594 

ppb 
13.3190 
5.8131 
3.2552 
2.6039 
1.6875 
0.9340 
0.7327 
0.6420 

Gd 

ppb ppb 
9.7060 
4.3617 
2.5730 
2.1111 
1.1909 
1.0150 

43.6071 
48.0153 
48.0667 
48.2206 

47.8477 
85.3079 
85.2472 
84.8199 

Flow Rate 

(muday) 

2.58E4 

25 C data 
pH tH Ca Ti Ca HI U IRC NR-TI NRCe NRHf  N R U  

@m 
"Y 

82.75 2.8385 0.3112 m ppb PPb ppb ppb ppb ppb day glm"2/ day dnPY day @mAY day @mAY day glm*Y day 1.2293E+10 
1.43E-5 1.2293E*10 43.5868 84.91 2.8385 0.3112 5.78 40-25 22.2617 32.6073 21.7098 4.55E-S 6.48E-S 

46.7460 86.99 2.8385 0.3111 5.73 41-25 11.5129 21.1247 13.1896 2.96E-5 4.50E-5 9.2714 1.2293E+10 
S . Y E 4  1.2293El10 44.51U 91.01 2.8385 0.5111 5.73 42-25 8.1136 11.6270 8.2854 l.69E-S 2.301-5 
5.23E4 1.229IE*lO 42.2U7 93.96 2.8385 0.3111 5.69 43-25 8.0683 10.9408 8.2428 1.WE-5 2.1lE-5 
5.29E4 1.2293E*10 40.390 1W.89 2.8384 0.3111 5.86 4 - 2 5  9.0240 11.5897 8.7187 1.71E-5 2.13E-5 
6 . 0 E 4  1.2293E+10 72.9202 106.00 2.8384 0.3111 5.75 45-25 8.4415 7.6106 5.9992 2.20E-5 2.53E-5 
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a- - 
S034E25 0.8978 68.9226 112.81 2.8383 0.3111 5.47 46-25 4.2424 4.4140 4.0125 1.371-5 1.39ES 4.18E4 1.2293E40 

4.72E4 1.2293E+10 503-47-25 0 8977 67.7020 120.89 2.8383 0.3111 5.80 47.25 3.1841 3.2047 4.6376 
6.88ES 1.2293E+lO 

1.01E-5 9.89E.6 

25 C data Mars Ceramics Flow Rate Run time Dlamlar Surf. Area 25 C data 

PH 8 (el (muday) (days) (microns) (sq. m) pH IH Ca TI Ce Gd Hf U I R E  NR-TI NRCe NRGd N R 4 f  N R U  #Particles 

Start 

SO440-25 
504-4145 
50442-25 
SO44345 
S O 4 4 2 5  
SM-45-25 
SM46-25 
SO447-25 

0.900809 
0.9008 
0.9008 
0.9008 
0.9008 
0.9008 
0.9008 
0.9008 
0.9008 

41.1878 
43.0195 
40.3834 
38.0804 
30.4470 
55.3873 
43.6846 
39.9314 

82.75 

84.91 
86.99 
91.01 
93.96 
100.89 
106.00 
112.81 
120.89 

2.8426 
2.8426 
2.8426 
2.8426 
2.8426 
2.8426 
2.8426 
2.8426 
2.8425 

0.3117 
0.3117 
0.3117 
0.3117 
0.3117 
0.3117 
0.3117 
0.3117 
0.3117 

7.70 
7.62 
7.65 
7.50 
7.52 
7.65 
7.35 
7.41 

s u  ppb 
40-25 
41-25 
42-25 
43-25 
44-25 
45-25 
46-25 
47-25 

25 C data Mass Ceramics Flow Rate Run time Diameter Surf. Area 25 C data 
pH IO 

nrn 
SO5-40-25 

S0541-25 

SO542-25 

S 0 5 4 3 - 2 5 

S0544.25 

SO5-45-25 

S05-4625 

501-41-15 

25 C data 

pH 12 

Stan 
50640-25 
SO641-25 
SOM2-25 
$0643.23 
50644-23 
50645-25 
S0646-25 
50647-25 

PPb ppb PPb ppb PPb 
2.9245 
2.5078 
2.1983 
2.8273 
1.9288 
1.4162 
1.5285 
1.3442 

!#m 
*a 
day g lmW day glma2/ day glmW day #mAU day glmW day 

l .8lE-6 
1.62E-6 
1.33Ed 
1.64E-6 
1.05E-6 
1.18E4 
1.00E-6 
8.05E-7 
1.30Ed 

1.2279E+10 
1.2279Ei10 
1.2279E+10 
1.22791*10 
1.2279E+10 
1.2279E+lO 
1.2279E+lO 
1.2279E+10 
1.2279El10 
1.2279E+10 ' 

(I) (mUdry) (days) (microns) (rq. m) pH H Ca TI CI Gd Hf U 4R-C NR-TI NR€c NR-Gd NR-HI NR-U I P m i i r l c ~  

0.895341 82.750694 2.842103 0.3098 ppb ppb ppb ppb ppb ppb nh2/t g/mA21dry g/m*Z/day g/rn*Z/day ~ /m"f /dry  b/m*l/dsy 1.211 IEIlO 

0.8953 48.0188 84.91 2.8421 0.3099 9.85 40-25 0.7615 0.1179 0.0743 4.8262 1.73E-6 1.59E-7 1.09E-7 3.50E-6 I.21IlE+lO 

0.8953 54.0453 86.99 2.8421 0.3099 9.90 4 1 - 2 5  0.3374 -0.0166 0.0348 3.9911 

0.8953 91.01 2.8421 0.3099 S O 5 4 2 1 5  

0.8951 54.6217 93.96 2.8421 0.3099 1a.05 -0.25 0.3457 0.0357 35741 

0.8953 54.9258 100.89 2.8421 0.3099 0.2901 0.0574 3.2136 9.85 44-25  

8.58E-7 4.10E-8 5.71E-8 3.26E-6 I.22llE+lO 

1.221 1 Et10 

8.88E-7 5.93E-8 2.78E-6 1.221 I E+IO 

7.51E-7 9.59E-8 2 .6686 1.22llE+IO 

1.211 I E+10 5.59E-8 3.85E-6 

4.66E-8 1.24E-6 

oms3 101.7593 106.00 2.8420 0.3099 10.13 45-25 0.0181 2.5079 

0.8953 104.9642 111.81 2.8420 0.3098 9.86 4 6 2 5  0.2551 0.0146 2.6766 1.26E-6 1 .111IE+lO 

0.8951 104.8761 110.89 2.84191 0.3098 9.97 47-25 tube leaked 0.0036 2.6419 1.16E-8 4.18E-6 l . Z 2 l l E + 1 0  

3.50E-6 1 . 2 2 1  I E + I O  
Mass Ceramics Flow Rate Run lime Diamter Surf. Area 25 C data 

le) (mUday) (days) (microns) (sq. m) pH H '  Ca TI Ce Gd Hf U I R E  NR-TI NRCe N R G d  NRHf N R U  #Panicles 

0.908598 
0.9086 
0.9086 
0.9086 
0.9086 

0.9086 
0.9085 
0.9085 
0.9085 

49.2770 
54.8060 

56.0183 
55.2064 
50.3563 

104.6301 
108.0878 
107.a304 

82.75 
84.91 
86.99 
91.01 
93.96 

100.89 
106.00 
112.81 
120.89 

2.841333 
2.6560 
2.8560 
2.6560 
2.8560 
2.8560 
2.8560 
2.8560 

2.855968 

0.3097 
0.3129 
0.3129 
0.3129 
0.3129 
0.3129 
0.3129 
0.3129 
0.3129 

12.00 
12.02 
12.06 
12.04 
12.03 
12.09 
12.10 
12.21 

ria Ppb 
40-25 
41-25 
42-25 
43-25 
44.25 
45-25 
46-25 
47.25 

ppb PPb ppb ppb ppb 
5.8740 
4.0767 
2.8516 
2.4844 
1.9570 
1.5433 
1.0712 
1.2156 

#m 
%?I 
day glrn^Y day glmW day #mW day glmW day #mAa day 

4.37E-6 
3.34E4 
2.39E4 
2.05E-8 
1.65E4 
2.41E4 
1.7384 
1.96E.B 
2.4914 

1.2211E+10 

1.221 1E+lo 
1.221 1 E+10 
1.221 lE* lO 
1.2211E+10 
1.2211Ei10 
1.221 lE+lO 
1.2211E+10 
1.221 1 E+lO 

1.2211E+10 
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Os-PrOs 
OS-I-POS 

os-1-vos 
U W  

8 Hd 
ellP J os 

ocr LYL 89'1 

9E'P IL'E 6 F I  
qdd qdd qdd 

JH P3 '2 (Lcpnru) 

airu *OM 

S I C  1'61 
SIPL.81 
696C6P 
1698'LP 

SL08'9t 

0968'81 
LEWIS 
IPEz9z- 
S I 1 2 0 5  

ELl8'Of 
9~88 '05  
M98'8P 

PLLVOS 
9188'9P 
9169'05 
8LP60E 
268681 
0001'25 

9-3W1 

9-3801 

L-381'6 
9-3801 

9-3967 
P318'E 
9-3989 

9CI 
LVl  
e21 

O S 1  

M E 0 6  ZL'P 
l-30CI 61'5 
M 9 V 2  LO'* 

W L  

WL 
WL 
I9L  

151 68'L 
19 OZ'L 
601 W L  

L I I  IL'L 
801 EL'L 
P I 1  L 6 L  
19E 89L 

18'0 9s  P E L  
1 0 1  6r1 EL'L 
00'0 E8 28'L 
0 2 0  IS1 P E L  
020 IS1 LE1 
OVO 6E1 I L ' L  
qdd qdd $ 6 ' ~  

I1 e 3  Hd 

9-3LFC 
t 3 O L ' E  L 1 S O ' S  
9-3LWt 
9-3SVP 9-3101 9-3EVI 9 - 3 O I ' Z  

L-3OVE L-38CL 
L-BLL'C L-3Z8'6 

L-3LL'c 

120 

69'0 W O  1 6 0  

ZL'O ZCO 
OE'O 9V0 

91.0 

620  
qdd qdd qdd 

JH P3 '3  

E-38VP 
S-3tl'C S-3l l 'E E-3OCZ 
s-3ccc 5-36V1 5'388'1 

5-3PL'I S-32E'I 9 3 8 0 1  

5-3101 9-329'9 9-3209 

C2LI 
O Z O E  
LCSI 
6 S 6  

OL'SI 
8 9 C E  

LSLZ 
9CLf 
OS6C 
rvtv 
oars 
95'26 
89L9 
80EL 

6 0 t 6  
56611 
021PI 
L r i r i  

qdd 

68'8 1V9 
9VL LVS 
98'E L O E  
101 8L'I 

11'11 629 
CL'91 00'6 

W L  
PL'LI I L ' O I  

0281 L I ' I I  
02'11 6SPl 
~ 1 ' 9 1  w 8 1  

6L'lP 12'61 
51'0 06'91 S C l l  

L9.81 P S I 1  
1 0 ' 9 ~  SCBZ 

120 L S O P  w z r  
61.0 r L x r  I S E I  

L I ' O  5 6 9 f  1261 

qdd qdd qdd 

1H p3 '3 

IL'S 

CL'S 
ICE 
rL's 

091 PO'S 
66s 19'5 

69f  08'5 

ECl 9 9 s  
191 IL'S 
r91 1 9 s  
I C 1  6SS 
LO? 9L'S 
E6 L9'S 

r91 WE 

PI1 DL'S 
Of2 IL'S 
6LI 91'5 
981 rcs 

qdd qdd LL'S 

IL -3 Hd 

fLL601fO 
ELL60ICO 
18L601C0 
18LWICO 

88EV11CO 

LIIC'O 
8IIE'O 

811CO 

8iit-o 
811CO 

611C'O 
611E'O 
611E'O 
O Z I E ' O  

O I I C O  
02IF'O 

O I I C O  

IIICO 
6011E'O 
IIICO 

(w .br) 
.a,y 'JJq 

90959L 
C I L C C L  
lb81'SL 
PSLVIL 

IPL8'PP 
imw 
966S9P 

IICCSP 
CSlVSP 
862690 
6WSLP 
EPL8'SP 
rioi'os 
9L88'6P 
OE166P 
L O L I ' O S  

S9908P 

(WZIS 

ZL68'O 
1168'0 
IL680 
LL68'0 
ZL68'0 
SO060  

90060 
LOO60 
80060 
60060 
01060 

11060 

Z1060 

SI060 

El060 
L106'0 
L1060 
81060 

01060 

001060 

( 8 )  
rawuaj rrrw 

OW1 $-(OS 

OE'OE-COS 
o f - ~ r r o s  
os'8Pcos 

O S - L I - C O S  
os-91-ros 
os-srros 

os-ti-ros 

os-si-ros 
05-1 1-ros 
o w - c o s  

os's-ros 

os-r-cos 

Os-Pl-fOS 

Os-LI-fOS 

os*)-fos 

os-P-cos 

OE'I-fOS 
P L  

9 Hd 
=lvP 3 os 

S-BEL'I 
s-381'1 

S-3E6'1 
2-3151 

E-369'1 
S-PCI'f 

s-3wr 
E-3LC9 
5-3805 

5-3LVS 
S - 3 W L  

E-'310'6 
t 3 2 0 1  

*3101 
.('PI 1 " V X  

S I Z C I  

P 3 C 8 ' 1  

S'3L9'1 
Y 3 L L ' Z  
5-ILCZ 
5-3OL'F 
S - a L o t  
s -3929 
S-BOO'S 

E - 3 S L ' S  
5-3199 
5-3s8'9 
S I 9 2 L  
S-311'9 

Lap1 Z""lY 

1-380C 

E-311'1 
l-BLCL 
l-819'1 
r3sI'c 
E m Z E  
P 3 b 9 I  
l-366'L 
l-366'1 

- l -3195 
V-38SP 
V-3t6t 

l-3SL'E 
v-3829 

L E P I  Z,WP LSPl Z"ulUp 



E'3PV.2 

o-36a.5 

9-38 1'9 

9-3 I 1'9 

9-3tL's 

los6nEIov2I 
Los68sLorzi 

LOSbnEIOI2I 
LOSo8slOP2I 

lOSb8SIOPII 

LOSb8510t2l 

LOS68S1OP21 

LOSb8EIOP2I 

LOsb8slOtll 

Losbnslotzl 

LOSbaSlOP2l 

Losa8siovzi 

LOS68SIOP21 

LOS68SIOPll 

LOSb8E10PLI 

L O E ~ ~ S I O P Z I  

LOE68SIOP21 

LOS68SIOPlI 

LOE68S10P21 

L O S ~ O S I O ~ Z I  

W>!U*d# 

P6C 
EI'P 
OOP 
ZP'C 

E I ' l I  
82'21 

81'21 

51'21 

SPIC'O 

SCIC'O 

EPIC'O 

EPIC0 
991E'O 

LPlCO 

LPICO 

Lt l l -0  

LPIC'O 

LPIC'O 

LPIC'O 

LPIC'O 

8PIFO 

8PIE'O 
8PIE'D 
8 P I f O  
8PIE'O 

8PIE'O 

6CIC'O 

6PIE'O 

(rn 'bs) 

.a,y 'P"S 

8 9 P C I  

28'1EI 
P8'LZl 

06'521 

288r021 

88'1P 
LCEC 

68'82 

PI'PZ 
2 1 2 1  

68'91 

PI'S1 

COII 
6L'9 

$8'5 
98'E 

E 8 2  
IL ' I  

L l O  

0 0 0  

( S k P )  

arnu una 

8L9t'OOI 

Ll66.66 

EPL8'201 

8OLE'LOI 

t806O 
1 8 0 6 0  

E8060 
S8060 

9806'0 

26060 

26060 

EM160 

CM160 

P6060 
E6060 
EM160 

9606'0 
L6060 

L6060 

8606'0 

86060 

66060 

00160 

000160 

($1 
rJ!uluaJ S E W  

05.1 s-9os 
OE-OE-9OS 

05-6V40S 

Os-8v?oS 

P-311'6 

S-3SOI 
S-30E'I 

5-325'1 

E-395'1 

E-3861 
E-3t1.2 
E-38OC 
5-315'2 

S - 3 W I  
S-389c 

E-3EVP 
5-386'9 

E.39L.L 

i E P /  1 , w a  

n-nN 

60'61 

1111 

16'91 

6012 

C1'12 

6292 

OE'82 
69'2P 

66'2f 

6SPC 

*OBI 
CE'LS 

PI'P6 

9t'OOl 

qdd 

n 

OC 

801 
LO1 

98 

LLI 

E21 

E l l  

E11 
2 6 1  OP 

6L'C 18'0 IO 
05'0 Z9 

Ot'O LZ 

9F 

OE'O L I  
qdd qdd qdd qdd qdd 

JH P 9  a 2  !I KJ 

9611 

P 6 1 1  
01'21 

28'11 

2 0 2 1  
91'11 

2611 

w11 

Z l ' l l  
80'21 

0 0 2 1  

CWZI 
6021 

SOZI 
82.21 

Hd 

LZSE'8P 

59166P 

CLLI'IS 

198F3V 

190680 

06EL'OS 

V O E ~ O S  

166V8P 

C O ~ C I P  

662t ' lS  

OE19'IS 

LPZOZE 

P288'6P 

81861s 

Os-LI-9OS 

OS-92-90S 

Os-E290S 
os-P2-9os 
os-22-9os 
Os-LI9OS 

OE-sI-90S 
Os-ll-90S 
OS-L+OS 

o s p 9 o s  
os-s-90s 
O E - 4 0 S  
OS-C*OS 
os-2-90s 

UW 

2 1  Hd 
=l=P 3 os 

os- IE-SOS 
OS-OS-5OS 
OE-6PSOS 

OE-8v-sOS 

OE-LI'SOS 

OF-91-EOS 

OE-EI'SOS 
OE-PI-SOS 
os-21-sos 

9-3WI 

9-3206 L-3LO9 

L-30rc 
L-390r 

9-39L-L 

9-868'9 

9-3PO9 

9 -3cc9  

8-328'L 9-3PE'I 9-3ll'C. 
8-361'L 9-3990'1 

E 8 1  

WV 

P O P  
LCP 

C O O  8ZO LO2 

Z O O  ZEO 

100'0 

EO01 
91'01 

61'01 

PZ'OI 

860C'O 

860E'O 

860E'O 

860E'O 

L80L-0 

660E'O 

660E'O 

001E'O 
O O l C ' O  

ooiro 

61P8'2 

61V8'2 

61P8'2 

61P8'2 

L9C8'1 

SZP8'2 

EZP8'2 
SZP8'2 
92V8'2 

9ZV8'Z 

8 9 P C I  
28'2CI 

PVLLI 

0 6 E 2 l  
1888'011 

88'IP 

L6SE 

68'8 Z 
PI'PZ 
2 1 2 2  

0916001 

8Lt2.86 

162166 

~ r 6 6 r o i  

IE68'0 

1568'0 

1568'0 

2568'0 

IS680 

LS68.0 

LS68'0 

8568'0 

8568'0 

8S68'0 

6-38SP 

9-318'1 

9-328'L 

9-3IL 'E  
P-36L'L 

9-391'8 

61'1 

E9'01 
OSL 

8L'OI 
ESIl  
-> 

812 

LBI 

5F1 
I I C  

11'0 or0 681 

E8'6 

SL'6 
EO01 

6S6 

CL'6 

CL606P 

6Z8980 

C6C5'OS 

L168'LP 

CVCS8P L-361'6 L-36t'E 



Pu Dissolulion ProJen (Ca-TICe-GdHfU samples) pH 2.12 
Experlrranb Started on : 
Experiments Terminated on : 

8/4/1998 1O:OO:OO PM 
12121R000 3:50:00 PM 

Pyrochlore 

Duration: 870 days 

Sample: Ca.TICeGd4f-U Ceramic P131 

Starting SA= 0.346 m"Zg 
Ceramic density 6.1 glcm^3 

Element WFrac Element 

75 C data 

PH 2 

Sfdrt 

501-28-75 
501.29.75 
S0140-75 
501-31-76 
S01-32-75 
sol-33-75 
50134-75 
501-3575 
90146-75 
so1 -37.75 
SO148-75 
Sol-39-75 

Sol-52-75 
sol-53-75 
501.55-75 
sol-57-75 
501-58.75 
sol-59-75 
SOl-80-75 
SOl4l-75 
50142-75 
501-75 
x 10s. 

75 c data 
PH 4 

start 

SO2.28-75 
502-29-75 
50240-75 
S02-31-75 
502-32-75 
502-33-75 
502-34-75 
S02-35-75 
SO24675 
S02-37-75 
502-38-75 

U 

Ce 
Ca 
Ti 
Hf 
Gd 

Mass 
Ceramics 

(II) 

0.8925 
0.8910 
0,8908 
0.8906 
0.8905 
0.8899 
0.8894 
0.8889 
0.8886 
0.8881 
0.8877 
0.8870 
0.8864 

0.8860 
0.8733 
0.8712 
0.8698 
0.8690 
0.8677 
0.8645 
0.8629 
0.8623 
0.8578 
0.8554 
4.16 

M l S S  

Ceramics 

(9) 

0.8975 
0.8984 
0.8962 
0.89M) 
0.8958 
0.8953 
0.8948 
0.8944 
0.8941 
0.8938 
0.8935 
0.8931 

0.2138 
0.0686 
0.0749 
0.2170 
0.1061 
0.0705 
0.7509 

Flow Rate 

(muday) 

36.6603 
33.5745 
35.3704 
30.7869 
36.3332 
34.7144 
32.309 
30.3649 
71.5717 
79.1698 
7 9.2 6 5 6 
76.9922 

28.5547 
3 3.7 2 4 5 

27.8676 
39.3045 
37.9332 
38.8676 
40.9995 
49.0074 
4 2.8 9 3 7 
306.2190 

Flow Rate 

(muday) 

38.5493 
39.2153 
39.0240 
35.2948 
36.6544 
36.9430 
37.2265 
36.6731 
72.4978 
78.9481 
84.2736 

Run time 

(days) 

41.8771 
47.84 
48.82 
49.83 
50.80 

54.93 
58.96 
62.90 
66.02 
69.87 
72.86 
77.88 
82.75 
134.68 
282.84 
337.94 
377.89 
426.81 
468.91 
553.85 
636.89 
655.81 
807.13 
869.73 

Run llme 

(days) 

41.6771 
47.84 
48.82 
49.83 
50.80 
54.91 
58.96 
62.90 
66.02 
69.87 
72.86 
77.86 

Diameter 

(mlcrons) 

2.8391 
2.8375 
2.8373 
2.8371 
2.8369 
2.8363 
2.8358 
2.8353 
2.8349 
2.8344 
2.8340 
2.8332 
2.8326 
2.8322 
2.8186 
2.8163 
2.8148 
2.8140 
2.8125 
2.8091 
2.8073 
2.8067 
2.8019 
2.7992 
199.6 

Diameter 

(microns) 

2.8402 
2.8390 
2.6386 
2.8386 
2.8384 
2.8378 
2.8373 
2,8369 
2.8366 
2.8362 
2.8358 
2.8355 

6.10E.12 g/pA3 

Surface Area Calculation 
assume rpherlcal particles 1 dlameter(microns) pa = 2.841 
num. rtlclesl - 1.3628E110 

Surf. Area 

(sq. m) 

0.30922 
0.30185 

0.30881 
0.30677 
0.30874 
0.30861 
0.30850 

0.30839 
0.30830 
0.30819 
0.30809 
0.30794 
0.30781 

0.30477 
0.30426 
0.30395 
0.3 0 3 7 6 
0.3 0 3 4 5 
0.30272 
0.3 0 2 3 3 
0.30220 
0.30115 
0.30058 

Angstrom 

Surf. Area 

(sq. m) 

0.31083 
0.310% 
0.51053 
0,31048 
0.31043 
0.31031 
0.31020 
0.31011 
0.31005 
0.30996 
0.30990 
0.30880 

PH 

2.16 
1.92 
1.90 
1.91 
2.00 
1.91 
1.71 
1.89 
1.91 
1.87 
1.89 
1.68 
1.80 

1.90 
1.85 
2.04 
1.84 
1.88 
1.81 
2.08 
1.90 
1.89 
1.79 

PH 

3.95 
4.10 
3.98 
4.11 
3.93 
4.02 
3.94 
4.16 
4.02 
4.02 
4.02 
3.09 

75 C data CorrRned for dllutlon and BLANKS IF APPLICABLE (Gd and Hf data) 

PH 2 

Ltart 
Sol-26-75 
501-29-75 
SO1 -30-75 
501-31-75 
Sol-32-75 
sol-33.75 
SO1-34-75 
501.35-75 
S01-36-75 
sol-37-75 
50138-75 
501-39-75 

501-52-75 
501-53-75 
SO?-55-75 
so1.57-75 
SOl.58-75 
so1.59-75 
SO140-75 
SO141-75 
SO142-75 
SO146-75 

75 C data 

PH 4 

start 
502.28-75 
SO2-29-75 
S02-30-75 
50241-75 
502-32-75 
502-33.75 
SO2-34-75 
50245-71 
SO23675 
50247-75 
50248.75 

Ca TI 

ppb ppb 
423 185 
361 206 
336 188 
433 193 
233 155 
327 144 
389 147 
345 141 

89 
77 
77 
68 

25 
34 
46 
22 
24 
33 
7 

Ca Ti 

ppb ppb 
260 
217 
249 
I 9 0  
236 
144 
357 
537 

1.54 

cs 

ppb 
195 
152 
127 
128 
92 
88 
89 
90 
47 
44 
42 
39 

156 
52 
43 
14 
16 
17 
11 
8 
10 
4 

Ce 

ppb 
24 
44 
58 
M 
60 

55 
M 
47 
37 
26 
24 

Page 68 

Gd 

Ppb 
182.18 
137.61 
116.59 
117.75 
85.83 
82.27 
86.66 

92.41 
38.53 
37.94 
35.33 
32.24 

90.30 
30.11 
28.00 
7.90 
15.29 
17.31 
11.30 
10.92 
12.94 
2.72 

Gd 

ppb 
41.20 
83.84 
105.99 
108.98 
85.47 
68.73 
63.15 
56.44 
35.71 
24.86 
22.74 

Hf 

PPb 
0.5 
0.4 
0.4 
0.3 

0.14 

2.04 
3.16 
5.65 

Hf 

ppb 

7 

U 

PPb 
477.16 
372.98 
320.80 
318.11 
237.34 
234.25 
241.72 
252.42 
121.52 
115.11 
109.30 
99.44 

203.79 
75.85 
78.85 
27.30 
54.32 
61.67 
31.58 
38.47 
44.66 
8.16 

U 

Ppb 
314.02 
397.86 
375.37 
346.53 
242.44 
196.04 
177.46 
165.02 
94.10 
73.- 
66.37 

NRCa NR;II NRCe NRGd NRHf N R U  

Wm"Z day dmaU day day dm*Z day glmW day dm^Z day 
#m"Z 

6.7054 1.01E-4 
5.24E-4 1.03E-4 
5.14E-4 9.921-5 
5.761-4 8.87E-5 
3.66E-4 8.41E-5 
4.911-4 7.46E-5 
5.47E-4 7.14E-5 
4.54E4 6.40E-5 

9.53E-5 
9.078-5 
9.141-5 
7.87E-5 

.~ 
3.37E-4 3.06E-4 5.58E-7 
2.41E-4 2.1214 4.18E-7 
2.11E-4 1.89E-4 4.231-7 
1.86E-4 1.67E-4 3.18E-7 
1.58E-4 1.43E4 
1.44E-4 1.31E-4 
1.37E-4 1.29E-4 
1.29E-4 1.29E-4 
1.59E-4 l.ZTE-4 
1.63E-4 1.38E-4 
1.56E-4 1.291-4 
1.42E-4 1.14E4 

2.11E-4 
8.35E-5 
5.7514 

1.47E-5 2.ME-5 
1.98E-5 2.99E-5 
2.73E.5 3.11E-5 
1.3614 2.08E-5 
1.80E-5 l.93E-5 
2.17E-5 2.028-5 
3.46E-5 5.65E-5 

1.19E4 
4.73E-5 
%&(E-5 
l.45E-5 
2.71E-5 
3.14E-5 1.7157 
2.17E-5 
2.51E-5 3.11E4 
2.61E-5 4.23E-6 
3.82E-5 5.41E-5 

avoraga 

NRCa NR-TI NRCe NRGd N R 4 f  

p lmW day @m*Z day 

4.30E4 
3.66E-4 
4.17E-4 
2.88E-4 
3.73E-4 
2.29E-4 
5.7214 
8.47E-4 

1.70E-6 

#mAZ 

4.29E.5 
8.05E-5 
1.06E-4 
1.07E-4 
1.OSE-4 
9.14E-5 
8.78E-5 
8.00E-5 
1.2514 
9.76E-5 
9.46E-5 

day glmAZ day dmAZ day 
7.2514 
1.50E-4 
1.89E-4 
1.76E-4 7.4614 
1.43E-4 
1.16E-4 
1.07E-4 
9.47E-5 
1.16E-4 
8.02E-5 
8.771-5 

2.65E-4 
1.90E4 
1.72E-4 
1.48E-4 
1.31E-4 
1.231-4 
1.19E-4 
1.16E4 
1.32E-4 
1 3 E 4  
1.32E-4 
1.16E-4 

8.84E-5 
3.93E-5 
3.38E-5 
1.65E-5 
3.1714 
3.69E-5 
2.DOE-S 
2.92E.5 
2.9SE-5 
3.88E.5 
9.75E-5 

NR-U 

glmW day 
1.82E-4 
2.35E4 
2.21E-4 
1.84E-4 
1.34E-4 
1.08E-4 
9.96E-5 
9.13E-5 
1.03E-4 
6.76E-5 
8.44E-5 

IP.rtlC1.I 

1.221€+10 
1.221 E+lO 
1.221E+lO 
1.221E+10 
1.221E+10 
1.221E+10 
1.221E*10 
1.221 E+lO 
1.221E110 
1.221E+10 
1.221E110 
1.221E*10 
1.221E110 

1.221E110 
1.221E+10 
1.221E+10 
1.221E110 
1.221E110 
1.221 E+10 
1.221E110 
1.221Et10 
i.221€+10 
1.221E40 

UPartlcIes 

1.2271+10 
1.227E+10 
1.227E+10 
1.227€+10 
1.227E40 
1.227€+10 
1.227E+10 
1.227E+10 
1.227E+10 
1.227€+10 
1.227€+10 
1.227E+10 



SO2-39-75 

SO2-52.75 
SO2.53-75 
502.55-75 
SO2-57-75 

502-58.75 
502-59-75 
S 0 2 -6 0.7 5 
50241-75 
SO242-75 

50264-75 
SO245-75 
x loss 

75 C data 

pH 6 

stan 
-3-28-75 
503-29-75 
S03-30-75 
S03-31.75 
S03-32.75 
503-33-75 
50354-75 
SO3-35-75 
503-36-75 
503-37-75 
503-38-75 
503-39-75 

503-52-75 
SO3-53-75 
SO3-55-75 
SO3-57-75 
SO3-58-75 
SO3-59-75 
SO3-60-75 
S03-61-75 
SO342-75 
S o l a - 7 5  
SO345-75 
50346-75 
x loss 

0.8931 
0.8862 
0.8873 
0.8860 
0.8851 
0,8844 
0.8839 
0.8831 
0.8827 
0.8826 
0.8019 
0.8818 
0.8817 

1.76 

Mars 
Ceramics 

Id 

0.9005 
0.9003 
0.9003 
0.9002 
0.9002 
0.8999 
0.8997 
0.8995 
0.8993 
0.8989 
0.8987 
0.8983 
0.8980 
0.8972 
0.8968 
0.8956 
0.8948 
0.8941 
0.8940 
0.8936 
0.8935 
0.8913 
0.8917 
0.8914 
0.8914 
0.8809 

1.07 

, -  

0.0000 

50.8724 
52.0330 
52.4929 
52.3000 

46.8308 
43.9948 
35.1107 
50.1804 
1 9.5 7 0 6 

145.4826 
92.4860 

Flow Rate 

(muday) 

35.7592 
97.5137 
24.7980 
15.3718 
37.6173 
3 9.9 0 7 4 
38.8321 
37.8746 
71.5482 
76.1757 
82.0269 
77.6957 

46.7337 
49.5058 
42.9175 
36.7105 
27.8011 
19.4791 
13.6596 
23.2294 
47.9958 
126.9389 
85.7234 
188.5842 

82.75 
134.681 9 
282.84 
337.94 
377.89 
426.81 
488.91 

553.85 
636.89 
655.81 
807.13 
827.91 
834.91 

Run 1 I m  

(days) 

41.8771 
47.84 
48.82 
49.83 
50.80 

54.93 
58.96 
62.90 
86.02 
6 9 . a ~  

77.88 
72.86 

82.75 
134.6819 
282.84 
337.94 
377.89 
426.81 
4U.91 
553.85 
636.89 
655.81 
807.12 
827.91 
834.91 
869.73 

2.8355 
2.8282 
2.8293 
2.8280 
2.8270 
2.8263 
2.8258 
2.8249 

2.8244 
2.8243 
2.8216 
2.8235 
2.8234 

83.9 

Diamter 

(microns) 

2.8412 
2.8410 
2.8410 
2.8409 
2.8409 
2.8406 
2.8404 
2.8402 
2.8400 
2.8396 
2.8394 
2.8389 
2.8385 
2.8377 
2.8373 
2.8361 
2.8353 
2.8347 
2.8344 
2.8340 
2.8138 
2.8336 
2.8319 
2.8317 
2.8316 
2.8310 

50.7 

0.10980 
0.30821 
0.30846 
0.50816 
0.30795 
0.30780 
0.30769 

0.30749 
0.30739 
0.30736 
0.30720 
0.30716 
0.30717 

Angstrom 

Surf. Area 

1.4. m) 

0.3117 
0.3117 
0.3117 
0.3117 
0.3117 
0.3116 
0.3116 
0.1115 
0.3115 
0.3114 
0.3113 
0.3112 
0.3112 
0.3110 
0.3109 
0.3108 
0.3104 
0.3103 
0.3103 
0.3102 
0.1101 
0.3101 
0.3097 
0.3097 
0.3096 
0.3095 

Angstrom 

3.94 
4.02 
1.98 
1.73 
3.94 
3.87 

4.17 
3.88 
4.00 
1.79 
4.11 

PH 

5.60 
5.81 
5.61 
5.72 
5.59 
5.75 
5.76 
5.80 
5.57 
5.74 
5.59 
5.74 
5.63 

6.44 
6.35 
6.02 
5.77 
5.92 
8.31 
6.47 
6.22 
6.26 
5.96 
6.10 
6.20 

SO2.39-75 

SO2-52.75 
SO2-53-75 
SO2-55-75 
502.57-75 
SO2-58-75 
502-59-75 
50240-75 
50241.75 
S0242.75 
SO2.84-75 
SO265-75 

75 C data 

PH 6 

start 
503.28-75 
503-29-75 
503-30-75 
503-31-75 
503-32-75 
SO3-33-75 
SO3-34-75 
SO)-35-75 
SO3-36-75 
501-37-75 
SO3-38-75 
SO3-39-75 

803.52-75 
SO3-53-75 
SOJ-55-75 
503-57-75 
503-58-75 
SO3-59-75 
50340-73 
50361-75 
50362-75 
50364-75 
SO34575 
~03-86-7s 

12 
11 
9 
6 

6 

6 
3 

0.12 4 
0.24 5 
0.17 3 
0.14 4 

Ca TI C.3 

ppb Ppb PPb 
177 1.07 
299 1.48 
171 1.87 
314 2.03 
178 2.74 
211 2.90 
304 3.68 
86 4.16 

6.73 
5.79 
7.04 
7.09 

1.23 
1.07 

0.21 0.62 
0.34 0.34 

0.46 
0.27 0.29 
0.09 0.34 
0.10 0.94 
0.11 0.87 

14.73 
14.18 
12.72 
5.83 
6.18 
6.21 
1.58 
2.71 
3.37 
1.33 
2.03 

Gd 

ppb 
4.07 
5.72 
6.99 
8.29 
11.75 
12.45 
14.19 
17.03 
15.63 
12.28 
14.05 
13.22 

0.77 
2.51 
2.80 
5.59 
1.80 
3.60 
2.07 
2.80 
1.88 
2.09 
5.07 
3.87 

0.05 
0.05 
0.05 
0.06 

Hf 

ppb 

0.05 

0.07 
0.05 
0.05 
0.05 

17.66 
29.68 
28.89 
15.95 
16.71 
15.12 
9.69 
7.00 
7.58 
2.37 
4.11 

2.90E.5 
2.8OE-5 
2.28E-5 
1.4OE-5 
1.24E-5 

1.18E-5 
5.7014 

8.92E-O 8.4514 
1.39E-7 8.86E4 
3.68107 1.73E-5 
1.98E-7 1.6OE-5 

3.43E.5 
3.39E-S 
1.07E-5 
1.40E-5 
1.13E-5 
1.26E-5 
5.80E4 
8.27Eb 8.12Ed 
6.15E-S 6.05Ed 
8.93E-6 2.34E-7 
8.66E-6 1.86E-7 

average 

U NRCa N R J I  NRCe NRGd NRHf 
#mW 

2.89E-5 
2.34E-5 
2.9OE-5 
1.27E-5 
1.19E-5 
1.01E-5 
5.17E4 
5.15E4 
4.58E-3 
5.26E4 
5.82E4 
7.58E-5 

N R U  

ppb gh*U day #m*Y day day #lma21 day @m*U day dm'Z day 
46.07 2.7214 
80.13 4.80E-I 
93.05 5 S 4 E 4  
102.37 4.75E-4 
104.52 2.87E4 
90.91 3.81E-4 
91.31 5.06E-4 

106.27 1.39E-4 
91.47 
62.05 
67.45 
61.35 

8.31 
28.96 
29.50 
20.60 
11.81 
15.75 
11.49 
24.68 
14.63 
8.04 
4.94 
5.48 

1.7914 6.62E4 
2.5984 0.76E-8 
2.72E4 1.1lE-5 
3.36E4 1.33E-5 
4.81E4 2.01E-5 
5.41E-B 2.26E-5 
6.69E4 2.5113 
7.38E4 2.94E-5 
2.25E-5 5.09E-5 
2.071-5 4.28E-5 
2.70E-5 5.2516 
2.58E-5 4.68E-5 

1.64E-B 
5.67E-6 
5.4914 

2.11E-S 9 3 E 4  
1.38E4 4.80E4 

6.05E-O 5.69E-7 3.21E-S 
6.86Ed 2.21E-7 1.29E-6 

5.07E-7 2.9714 
1.92E.7 8.52E-7 4.14E4 
1.721-7 2.05E-S 1.22E-S 
1.32E-7 1.81E-8 1.99E-5 
248E-1 1.74E-S 3.43E-5 

2.47E-5 
4.52E.5 
4.86E-5 
5.43E-5 
5.90E-5 
5.45E-5 
5.321-5 
6.04E-5 
9.83E-5 
7.10E-5 
8.11E-5 
7.16E-5 

5.84E-3 
2.161-5 
1.91E-5 
1.14E-5 
5.75E-6 
4.63E4 
2.37E-S 

1.58E4 8.65E-6 
1 .ME-? 1.06E-S 
1.79E-7 1.16E-S 
1.20E-7 6.39E4 
2.63E.7 1.56E-5 

1.227E+10 
1.227E+10 
1.227E+10 
1.227El10 
1.227E+10 
1.227E*10 
1.227E*10 
1.227E+10 
1.227El10 
1.227El10 
1.227El10 
1.227E*10 
1.227E+10 

XPartIcIes 

1.229Ei10 
1.229E*10 
1.229E40 
1.229E110 
1.229E*10 
1.229E+10 
1.229E+10 
1.2298+10 
1.229E+10 
1.229E+10 
1.229E+10 
1.229E+10 
1.229E110 
1.229EI10 
1.229E+lO 
1.229E40 
1.229E+10 
1.229E*10 
1.229E+10 
1.229€*10 
1.229E+10 
1.229E+10 
1.229E+lO 
1.229€*10 
1.229€*10 
1.229El10 
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Flow Rate 

(muday) 

40.6875 
42.5215 
42.9126 
40.4582 
41.9931 
41.0107 
41.5325 
38.1993 
72.9334 
82.8069 
81.8454 
77.5224 

35.1380 
39.2529 
39.8882 
34.7835 
36.1884 
34.8584 
29.3670 
44.3805 
42.0865 
175.2889 
163,3380 

Flow Rate 

( m U W  

38.2431 
42.9504 
42.0704 
41.1454 
41.5266 
42.8919 
42.0506 
41.0160 
76.1329 
88.3574 
96.0400 

90.3961 

44.6010 
48.8842 
47.6682 
45.5524 
46.5505 
35.9211 
32.9732 
41.9876 
36.1407 
190.4620 
194.8574 

-- . 
U 

Ppb 
2.49 
2.68 
2.41 
2.34 
1.55 

1 .09 
1.10 
1.20 

Mass 
75 C data Ceramics 

PH 8 kl) 

start 0.9009 
SO4-28-75 0,9009 
S04-29.75 0.9009 
504-30-75 0.9009 
SO4-31-75 0.9009 
504-32-75 0.9009 

504-33-75 0.9009 
S04-34-75 0.9009 
S04-35-75 0,9009 
S04-36-75 0.9009 
S04-37-75 0.9009 
504.38-75 0,9009 
504-39-75 0.9009 

0.900757 
SO4-52-75 0.9002 
504.53-75 0.8999 
SO4-55-75 0.8996 
so4-57.75 0.8995 

SO4-58-75 0.8994 
SO4-59.75 0.8994 
504-60-75 0.8994 
SO441-75 0.8994 
~0442.75 o.age.7 
SO443-75 0.8984 
50444-75 0.8984 

x I D l S  0.28 

Mass 
75 C data Ceramlcs 

pH 10 (0) 

start 0.89570 
505-28-75 0.8957 
505-29-75 0.8957 
50550.75 0.8957 
SOW1-75 0.8957 
505-32-71 0.89% 
SOW3-75 0.8956 
SO534-75 0.8955 
SOWS75 0.6955 
50536.71 0.8955 
505-37-75 0.8854 
50538-71 0.0954 
SO5-59-75 0.8953 

0.895132 
SO5-52-75 0.8946 
SO5-53-75 0.8943 
SO5-55-75 0.8942 
50557-75 0.6942 
SO5-56-75 0.8941 
S05-59-75 0.8937 
S O W - 7 5  0.8935 
S05-61-75 0,8934 
305-62-75 0.8931 
505-63-75 0.8929 
SO%-75 0.8928 

X loss 0.33 

Run time 

(days) 

41.88 
47.84 
48.82 
49.83 
50.80 

54.93 

58.96 
62.90 
66.02 

69.07 
72.86 
77.88 
82.75 

134.68 
282.84 
337.94 
377.89 
426.81 
468.91 
553.85 
636.89 
655.81 
807.13 
827.91 
832.84 

Run time 

(days) 

41.87708 
47.84 
48.82 
49.83 
50.80 
54.93 
50.96 
62.90 
66.02 
69.87 
72.86 
77.88 
82.75 

134.68 
282.64 
337.94 
377.89 
426.81 
468.91 
553.85 
638.89 
655.81 
807.13 
827.91 
832.84 

Diameter 

(microns) 

2.8427 
2.8427 
2.8427 
2.8427 
2.8426 
2.8426 
2.8426 
2.6426 
2.8426 
2.8426 
2.8428 
2.8428 
2.84264 
2.8425 
2.84191 
2.84161 
2,84133 
2.84122 
2.841 15 
2.84110 
2.84106 
2.84106 
2.84037 
2.84008 
2.64001 

13.3 

Diameter 

(microns) 

2.84248 
2.8425 
2.8425 
2.6424 
2.8424 
2.8424 
2.8423 
2.8423 
2.8423 
2.8422 
2.8422 
2.8422 
2.8421 

2.841875 

2.8413 
2.8410 
2.8409 
2.8409 
2.8407 
2.8404 
2.8401 
2.8400 
2.8397 
2.8395 
2.8394 

15.4 

Surf. Area 

lsq. m) 

0.3117 
0.3117 
0.3117 
0.3117 
0.3117 
0.3117 
0.3117 
0.3117 
0.3117 
0.3117 
0.3117 
0.3117 
0.3117 

0.3116 
0.3115 
0.3114 
0.3114 
0.3114 
0.3114 
0.3114 
0.3114 
0.3112 
0.3112 
0.3111 

Angstrom 

Surf. Area 

lsq. ml 

0.3099 
0.3099 
0.3099 
0.3099 
0.3099 
0.3039 
0.3099 
0.3099 
0.3099 
0.3099 
0.3099 
0.3099 
0.3099 
0.3098 
0.3097 
0.3096 
0 . m 6  
0.3096 
0.3096 
0.3035 
0.3094 
0.3094 
0.3093 
0.3093 
0.3093 

Angstroms 

75 C data 

PH 8 Ca TI C. PH 

7.45 
7.69 
7.85 
7.62 
7.79 
7.73 
7.65 
7.75 
7.73 
7.71 
7.84 
7.80 
7.89 

7.56 
7.64 
7.81 
7.77 
7.86 
7.69 
7.60 
7.74 
7.53 
7.66 
7.41 

PH 

9.81 
9.62 
9.86 
9.90 
9.94 
9.87 
9.85 
9.80 
9.09 
9.78 
9.97 
9.79 
10.01 

9.80 
9.79 
9.80 
9.82 
9.86 
9.88 
9.40 
9.65 
9.88 
9.24 
9.33 

Gd 

ppb 

Hf 

ppb 

NRCa NR-TI 

@maZ day gimW day 

1.12E.1 
1.01E4 
1.46E4 
1 . H E 4  

1.48E4 
2.18E4 
2.56E4 
3.01E4 

NRCe N R 4 d  NRHf NR-U 
gImW 

day g ImWday gIm"2lday #mA21day 

1.52E-6 
1.71E.B 
1.55E4 
1.42E.d 

9.76E.7 
6.70E-7 
6.87E-7 
6.89E-7 
O.OOE+O 
O.OOE+O 
0.0OE+O 
O.OOE+O 

lPartlcler 

1.228E+10 
1.228E+10 
1.228E4 0 
1.228E+10 
1.228E+10 
1.228E+10 
1.228EilO 
1.228Et10 
1.228E+10 
1.228E.10 
1.228E+10 
1.228E+10 
1.228E110 

1.228E110 
1.228E+10 
1.228€*10 
1.228E+lO 
1.228E40 
1.228E40 
1.228E+i0 
1.228E+iO 
1.228E110 
1.228E+10 
1.228E+10 

#Particles 

1.221E110 
1.221E+10 
1.221E110 
1.221 E+lO 
1.221EllO 
1.221 Ei lO 
1.221E+10 
1.221 E+lO 
1.221E110 
1.221 E l l 0  
1.221Et10 
1.221E410 
1.221E+10 
1.221E110 
1.221 E+ t 0 
1.221E+10 
1.221 €*lo 
1.221E+10 
1.221E+10 
1.221E40 
1.221E+10 
1.221E+10 
1.221E110 
1.221E110 
1.221E+10 

star# 
SO4-28.75 
SO4.29-75 
SO4-30-75 
50451-75 
SO4-32-75 
SO4-33-75 
S04-34.75 
504-35-75 
304-36-75 
504-37-75 
SO4-38-75 
504-39-75 

w b  PPb ppb 
64 
55 
80 
87 
81 

124 
144 
184 

SO4-52-75 
50463-75 
504-55.75 
SO4.57-75 
504-58-75 
SO459-75 
SO440-75 
SO4-61-75 
50462-75 
504-63-75 
SO4d4-75 

2.46 
8.66 

11.36 
0.22 0.003 0.01 0.04 3.86 
0.44 0.01 0.02 0.04 2.90 
0.28 0.0025 0.04 1.15 
0.26 0.01 0.04 0.91 

0.79 0.50 0.30 6.93 
0.23 4.95 

5.71 

4.03E4 
5.11E4 

3.53E.7 4.92E-9 1.83E.B 4.40E-6 2.02E.B 
7.40E-7 8.54E-9 3.57E-8 4.53E.B 1.5814 

4.5214 6.02E-7 4.52E-7 4.11E-9 
3.53E-7 1.15E-E 3.85E-E 4.04E-7 

e..a0~-6 

1.SBE-6 9.53E-7 3.78E-7 4.38E-6 
1.80E4 1.3OE.5 

1.40E-5 
avuraga 2.78E-E 

75 C data 

pH 10 Ca TI Ce Gd 

ppb 
0.50 
0.23 

Hf 

ppb 
0.30 

U 

ppb 
6.93 
4.95 
5.71 
7.59 
13.38 
24.22 
17.19 

NRCa NR-TI NRCe NRGd NR-Hf N R U  

gImW day @m*U day day gimA21 day ghnA21 day !#rnA21 day 
@m^Z 

Start 
SOC28-75 
505-29-71 
SO5-30-75 
SOUl;I5 
SO5-32-75 
905-33-75 
505-34-75 
SO5-35-75 
SO5-38-75 
SOU7-75 
505-38-75 
505-39-75 

ppb PPb ppb 
332 0.79 
e4 

341 
236 
95 

141 
178 

tube leaked 

5 1 7 E 4  1.42E-6 8.70E-7 3.45E-1 
1.19E4 4.421-7 
6.18E4 
4.1914 
1.6914 4.30E.7 
2.60E4 4.04E-7 
3.23E4 

4.WE-6 
3.21E4 
3.63E4 
4.72E-6 
8.39E.B 
1.57E-5 
1.09E.5 

1.17E-5 
1.17E-5 
1.02E.5 
9.96E-6 

3.74E.B 
4.21E-6 
2.46E4 
1.3OE-6 
3.02E.6 
4.19E-6 
2.94E.B 
4.83Ed 
1.84E4 
1.14E-5 
1.25E-5 
8.BdE4 

0.23 
0.21 

0.41 0.26 0.38 
0.34 
0.34 
0.34 

10.20 
8.78 
7.04 
7.30 

1.45E-3 9.05E-7 8.71E-7 
9.12E.7 
9.921-7 

1.61E-6 9.26E-7 0.38 

0.54 505-52-75 
$05-53-75 
S05-55-75 
SOC57-75 
505.58-75 
505-59-75 
S05-60-75 
505-61.75 
SOM2-75 
SO5-63-75 
SO%-75 

5.56 
5.70 
3.41 
1.89 
4.29 
7.72 
5.89 
7.61 
3.37 
3.95 
4.24 

1.14E-6 

0.25 
0.18 
0.92 
0.71 
0.47 
0.47 

4.15E-7 
2.78E-7 
1.82E-6 6.B8E-E 5.82E-E 6.83E-E 
1.21E4 4.38Ed 4.26E-O 5.55E-8 
4.25E-E 3.62E-7 1.8OE-7 3.10E-7 
4.34E4 2.04E-7 2.2lE-7 2.66E-7 

amraga 

0.04 0.03 
0.03 0.03 
0.04 0.02 
0.02 0.02 

0.05 
0.05 
0.05 
0.04 
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L L Z  

8602 
LUPL 

L2'LbL 
w' L9 

B E ' S  
S 8 6 L  
bL'6L 

our 

9CSI 
EL'S L 

ZL'LL 
6CLZ 
SC'PZ 
SP'SZ 
8082  

bZOP 
6L'OP 
SC6E 
u 'or  
qdd 

n 

9 6 z r  

900  
80'0 

SZO 
91'0 

w z r  
8L.O 

qdd 

1H 

LO'O 
so0 
O L O  
9p'o 
CL'SZ 
6P'b 

PZb 
S Z  L 

qdd 

P1 

1'0 
SO 

S'Z 
C b  

p'L8 
r'r 

09 
88 

96 
6P 
ZP 
8Z 
SZ 
81 

qdd qdd 

I1 e3 

SL-SS-9OS 

sL-zs-9os 
sL-LQ-9Os 
SL-09-90s 
SL'BS-90S 
sL-ss-9Os 
SL-SS-IIOS 

sL-zs-90s 

sL-rs-gos 

sL-rs-gos 

SL-6E-90S 
SL-8PVOS 
SL'LE-90s 
SL-QE-WS 
SL-SE-90S 
SL-Pt-90S 

SL-ZC-QOS 

SL'OE-90s 
SL-6Z-9OS 
SL'8Z-OOS 

Urn. 

s L- c E- 9 os 

sL-w-9os 

Z L  
W P  3 SL 

961.1 
L S L b  
LL'OL 
LVZb 
00'0 
96LL 
000 

66LL 
r o u  
ZL'ZL 

9b'Zl 
W L L  
Pb'ZL 
6021 
9L'ZL 
9KZL 
O O Z L  
POZL 
WZL 
80'ZL 
9OZb 
9 6 b l  
LUbL 

Hd 

PO'L 

1668'0 
P668'0 
8668'0 
szoeo 
ZM60 

CSO60 
19060 
L9060 
LL060 
LL06'0 

82P8060 
98060 
L 8 W O  

18060 
88060 
88060 
68060 
6806'0 
06060 
0606'0 
L6060 

L6060 

16060 
9L6060 

(6) 

tsew 
S 3 ~ e J D 3  

-01 Y 
SL-SWOS 

SL'ZWOS 
SL'LWOS 
SL'Oe90S 
SL-6Ss)OS 
s1-8s-9os 
SL-SS-QOS 

SL'CS-90s 
SL-ZS-QPS 

S1-6D-90S 
SL-8c-90S 
SL'Lc-9OS 
SL-9c-QOS 
SL-SE-90s 
SL'PC-90s 
SL-CC-QOS 
SL'ZC-QOS 
SL-Lr-Qos 
sl'or-9os 
SL'6Z-QOS 
SL-8Z-90S 

ueis 

L L  nd 

aep 3 s L 

sL-rmos 
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25 C data 

PH 2 
Start 

BR1-1-25 
BRl-2-25 
BR1-3-25 
BR14-25 
BR1-5-25 
BR14-25 
BR1-7-25 
BRld-25 
BRl-9-25 

BR1.10-25 
BR1-11-25 
BR1-12-50 
BR1-13-50 
ER1-14.50 
BR1-15-50 
ERl-16-50 
BR1-17-50 
BR1-18-50 
BR1.19-50 
BR1-20-50 
BR1-21-50 
BR1-22-50 
BR1-23-75 
BR1-24.75 
BR1-25-75 
BRl-26-75 
BR1.27-75 
BR1-28-75 
BR1-29-71 
BR1-30-75 
BR1-31-75 
BR1-32-75 
BR1-33-75 
BR1-34-75 
BR1-35-75 
BR1-3575 
BR1-37.75 
BR1-38-75 
BR1-39-75 
ER14@-75 
BR141.75 
x loss 

25 C data 

PH 4 
Start 

Pu Dlssolutlon Project (TiU sampler) pH 2.12 ErannerHe 

Experiments Started on : Y2311999 3:03:00 PM 
Experiments terminafed on : 11HBIZOOO 4 1 3 0 0  PM Duration: 544 days 
Sample: Ca-TiCeGdHf-U Ceramic P137 

Startlnp SA= 0.2131 m a Z p  
ceramic density 5.4 Qlcm"3 

Element 
U 
TI 

Mass Ceramics 

feJ 
1.58700 
1.5668 
1.5665 
1.5665 
1.5664 
1.5661 
15659 
15655 
1.5655 
1.5654 
1.5611 
1.5650 
1.5594 
1.5592 
1.5589 
1.5587 
1.5579 
1.5575 
1.5570 
1.5569 
1.5586 
1.5560 
1.5557 
1.5533 
1.5528 
1.5522 
1.5519 
1.5489 
1.5464 
1.5452 
1 . W 7  
1.5424 
1.5414 
1.5386 
1.5214 
1.4822 
1.4077 
1.3292 
1.2176 
1.2103 
1.1938 
1.1888 
24.14 

Mas8 Ceramics 

(PI 
1.55400 

WtFrac Element 
0.5388 
0.2331 

Flow Rate 

fmUdaYJ 

51.7718 
50.6949 
-32.5849 
51.6624 
49.3045 
49.1423 
86.7229 
94.4576 
94.5219 
93.8979 
93.4294 
87.4562 
85.7422 
86.9334 
64.4808 
60.6114 
56.6986 
101.5736 
103.4462 
101.7446 
103.2788 
104.0408 
58.6190 
5 7.0 7 6 3 
57.1373 
58.1764 
57.9365 
55.7072 
97.0727 
98.2821 
97.s563 
97.7885 
96.0852 
97.1694 
95.1717 
95.82W 
100.3605 
84.2639 
04.9258 
317.0185 
298.4172 

F I w  Rate 

fmU&y) 

Run time 

(days) 
0.00 

0.39 
3.00 
4.03 
5.03 

11.i8 
13.16 
17.99 
19.04 
20.01 
23.96 
26.01 
38.12 
39.09 
40.16 
41.11 
46.03 
48.12 
51.98 
52.97 
55.27 
58.89 
61.07 
66.07 
67.18 
68.42 
68.91 
75.11 
80.08 
82.13 
83.14 
87.07 
89.05 
94.02 
122.02 
173.07 
262.01 
362.00 
425.10 
515.02 
535.95 
542.01 

Run time 

(days1 
0.00 

assume spherlcal particles 

diameter(m1cronr) = 5.1994 

rqua-eslimate 
5.400E.12 ~ l p 3  

Diameter 
(microns) 

5.1994 
5.1991 
5.1988 
5.1988 
5.1987 
5.1984 
5.1982 
5.1976 
5.1977 
5.1976 
5.1973 
5.1971 
5,1910 
5.1907 
5.1904 
5.1902 
5.1893 
5.1889 
5.1883 
5.1882 
5.1878 
5.1872 
5.1869 
5.1842 
5.1836 
5.1829 
5.1827 
5.1703 
5.1765 
5.1752 
5.1746 
5.1721 
5.1709 
5.1078 
5.1485 
5.1038 
5.0169 
4.9218 
4.8573 
4.7705 
4.7487 
4.7420 
2287.0 

Surf. Area 

(sq. mJ 
0.33487 
0.33484 
0.33480 
0.33480 
0.33478 
0.33474 
0.33472 
0.33466 
0.33465 
0.33464 
0.33460 
0.33458 
0.33379 
0.33371 
0.3 3 3 7 1 
0.33369 
0.33357 
0.33352 
0.33344 
0.33342 
0.33338 
0.3 3 9 3 0 
0.3 3 2 2 6 
0.31291 
0.33284 
0.32275 
0.33272 
0.33228 
0.33192 
0.33175 
0.33168 
0.33136 
0.33121 
0.33081 
0.32834 
0.32267 
0.31178 
0.30007 
0.29225 
0.28190 
0.27933 
0.27854 

Angaroms 

PH 
2.06 
2.06 
2.04 
0.00 
1.99 
1.98 
2.06 
2.01 
2.05 
2.01 
2.03 
2.00 
1.63 
1.75 
2.04 
2.01 
2.01 
1.88 
2.01 
1.99 
2.05 
1.99 
1.89 
1.95 
1.92 
i.aa 
2.09 
2.02 
2.01 
2.05 
1.96 
2.06 
2.03 

1.90 
1.89 
1.80 
1.80 
2.10 
2.03 
1.97 
1.64 
2.13 

PH 2 
stan 

BR1.1.25 
BR1-2-25 
BR1-3-25 
BR14-25 
BR1-5-25 
BR1-B-25 
BR1-7.25 
BRl-3-25 
BR1-9-25 
BR1-10-25 
ERl-11-25 
BR1-12-50 
BR1.13-50 
BR1-14-50 
BR1.15-50 
BRI-16-50 
BR1.17-50 
BR1-18-50 
BR1-19-50 
BR1-20-50 
BR1-21-50 
BR1-22-50 
BR1-23-75 
BR1-24-75 
BR1-25-75 
ER1-26-75 
BRl-27-75 
BR1-28-75 
BR1-29-75 
BR1-30-75 
BR1-31-75 
BR1-32-75 
ER1-33-75 
BR1-34-75 
BR1-35-75 
BR1-3575 
8Rl-37-76 
ER1-38-75 
BR1-39.75 
BR140-75 
ER141.75 

corrected 101 

TI 

PPb 
558.12 
261.00 

210.43 
92.12 
136.12 
78.57 
64.89 
62.69 
62.47 
59.11 

113.24 
97.20 

105.82 
113.55 
108.26 
90.49 
63.07 
52.18 
48.13 
51.68 
30.42 
60.37 
59.52 
55.57 
50.05 
42.46 
37.00 
31.54 
29.09 
27.01 
22.67 
26.50 

23.25 
15.47 
11.43 
6.97 
7.71 
7.53 
6.52 
6.31 

' dilution 
U 

PPb 
2016.67 
382.16 

346.24 
187.34 
279.07 
163.92 
137.12 
147.78 
135.76 
141.94 
940.56 
591.83 
505.14 
590.49 
504.76 
482.62 
246.84 
252.28 
241.88 
2M.35 
202.29 
1466.74 
1515.98 
1504.63 
1471.31 
1537.64 
1613.60 
1053.25 
968.21 
1033.78 
951.17 
1042.21 
1128.01 
1426.45 
1518.15 
1314.68 
1M8.96 
1241.50 
377.55 
420.30 

NR-Ti 
plm*2/day 

3.70E-4 
1.70E4 

1.39E-4 
5.82E-5 
8.57E-5 
8.73E-5 
7.86E-S 
7.60E-5 
7.52E-5 
7.08E-5 
1.27E4 
1.07E.4 
1.1884 
9.41E.5 
8.28E-5 
6.6OE-5 
8.2484 
6.948-5 
6.048-5 
6.87E-5 
4.078-5 
4.631-5 
4.38E-5 
4.09E-5 
3.81E-S 
3.17E-5 
2.66E-5 
3.96E-5 
3.70E-5 
3.42E-5 
2.87E-5 
3.30E-5 
2.9JE-5 
1.92E.5 
1.46E-5 
9.63E4 
9.28E-E 
1.05E-5 
3.15E-5 
2.89E-5 

N R U  
QlmWday 

5.7984 
1.07E-4 

9.928-5 
5.128.5 
7.60E-5 
7.88E.5 
7.18E-5 
7.75E-5 
7.07E-5 
7.36E-S 
4.56E-4 
2.82E.4 
2.44E4 
2.1214 
1.70E4 
1.5214 
1.4OE4 
1.45E4 
1.37E-I 
1.5214 
1.17E-4 
4.87E.4 
4.82E4 
4.79E4 
4.77E4 
4.97E.4 
5.02E4 
5.7214 
5.32E-t 
5.87E4 
5.21E4 
5.61E.4 
6.15E4 
7.68E-4 
8.37E-4 
7.85E4 
8.18E4 
7.4814 
7.88E4 
8.33E4 

Diameter Sun. Area 
(microns) (89. mi PH PH 4 TI U NR-TI N R U  

5.1994 0.33209 3.94 stan wb ppb @m*Uday @m*Uday 

#Parllcles 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 
3842921003 
3942921003 
3942921005 
3942921003 
3942921003 
3 ~ m 2 1 0 0 3  
3942921003 
3942921003 
3842921003 
3942921003 
3942921003 
3942921003 
3942921003 
3942921003 

#Panicles 
3910210107 
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ER2-1.25 
ER2.2-25 

BRZ-3-25 
ER24.25 
ER2-5-25 
BR2-6-25 
ER2-7.25 
BR24.25 
BR2A-25 
BR2-10-25 
ER2-11-25 
ER2-12-50 
ER2-13.50 
ERZ-14-50 
BRZ-15-50 
ER2.1550 
ER2-17.50 
ER2.18-50 
ER2-19-50 
ER2-20-50 
BR2-21-50 
ER2.22-50 
ER2-23-75 
BR2-24-75 
BR2-25-75 
ER2.2575 
ER2-27-75 
ER2-28-75 
BR2-29-75 
BR2-30-75 
BR2-31-75 
ER2-32-75 
BR2-33.75 
ER244-75 
ER2-3515 
ER2-3575 
ER2-37-75 
BR2-38-75 
ER2-39-75 
ER2-40-75 
ER241-75 

K 1055 

I .  

1.5538 
1.5535 
1.5534 
1.5534 
1.5532 
1.5531 
1.5529 
1.5529 
1.5528 
1.5527 
1.5526 
1.5474 
1.5471 
1.5468 
1.5466 
1.5457 
1.5454 
1.5447 
1.5446 
1 . w 3  
1.5436 
1.5434 
1,5401 
1.5393 
1.5385 
1.5382 
1.5345 
1.5316 
1.5302 
1.5295 
1.5271 
1.5260 
1.5228 
1.5077 
1.4826 
1.4395 
1.4070 
1.3931 
1.3800 
1.3765 
1.3750 
11.52 

52.3513 
51.3138 
51.0824 
50.3895 
49.0281 
48.8833 
86.7710 
94.5882 
94.8459 
94.3396 

95.0272 
88.8940 
87.2304 
88.3766 
60.4981 
55.0494 

53.8927 
92.1533 
03.9184 
93.5206 
93.2330 
93.7384 
52.7046 
52.4100 
52.0554 
51.8557 
53.8464 
52.7113 
92.0752 
93.3586 
92.2051 
91,3309 
92.4210 
92.4191 
92.6159 
91.3251 
04.6087 
78.1011 
86.7140 

274.4960 
364.2168 

0.39 
3.00 
4.03 

5.03 
11.18 
13.16 
17.99 
19.04 
20.01 
23.96 
28.01 
38.12 
39.09 
40.16 
41.11 
46.03 
48.12 
51.98 
52.97 
55.27 
58.99 
61.07 
66.07 
67.18 
68.42 

68.97 
75.11 
80.08 

82.13 
63.14 
67.07 
89.05 
94.02 
122.02 
173.07 
262.01 
362.00 
425.10 
515.02 
535.95 
544.08 

5.1992 
5.1988 
5.1068 
5.1987 
5.1986 
5.1984 
5.1982 
5.1981 
5.1981 
5.1979 
5.1978 
5.1921 
5.1917 
5.1914 
5.1911 
5.1901 
5.1897 
5.1890 
5.1889 
5.1885 
5.1878 
5.1875 
5.1838 
5.1830 
5.1821 
5.1817 
5.1776 
5.1743 
5.1727 
5.1720 
5.1692 
5.1680 
5.1M3 
5.1472 
5.1186 
5.0684 
5.0311 
5.0134 
4.9976 
4.9934 
4.9916 
1038.9 

0.33206 
0.33202 
0.33201 
0.33200 
0.33198 
0.33197 
0.33194 
0.33193 
0.33192 
0.33190 
0.33189 
0.33115 
0.33111 
0.33106 
0.33103 
0.33091 
0.33086 
0.33077 
0.33075 
0.33070 
0.33061 
0.33057 
0.33010 
0.33000 
0.32988 
0.32983 
0.32931 
0.32889 
0.32869 
0.32860 
0.32825 
0.32809 
0.32762 
0.32545 
0.32184 
0.31557 
0.31W4 
0.3 0 8 7 6 
0.30682 
0.30629 
0.30608 

Angstroms 

4.00 
3.96 
3.96 
3.93 
3.92 
3.99 
3.87 
3.98 
3.94 
3.94 
3.95 
3.62 
3.81 
3.98 
3.91 
4.00 
3.90 
3.96 
3.99 
4.07 
4.01 
3.89 
3.99 
3.92 
3.89 
4.02 
3.90 
3.94 
4.01 
3.92 
3.96 
3.97 
3.86 
3.90 
3.90 
3.91 
4.13 
3.98 
4.07 
3.81 
4.10 

ERZ-1-25 
ER2-2-25 
BR2-3-25 

ER2-4-25 
ER2-5-25 
ER2-6-25 
ER2-7-25 
BR24-25 
ER2-8-25 

ER2-10-25 
BR2.11-25 
ER2-12.50 
BR2-13-50 
ER2.14-50 
ER2-15.50 
ER2-18-50 
BR2.17-50 
ER2-18-50 
BR2-19-50 
812-20-50 
ER2-21.50 
BR2-12-50 
ER2.23-75 
ER2-24-75 
BR2-25-75 
ER2-26-71 
ER2-27.75 
ER2-28-75 
ER2-29.75 
ER2.30-75 
ER2-31-75 
ER2-32-75 
ER2-33-75 
ER24-4-75 
ER2-35-75 
BR2-3575 
BR2-37-75 
ER2-38-75 
ER2JB-75 
ER240.75 
ER241-75 

11.02 
11.27 
10.53 
9.29 

7.64 
7.99 
6.40 
5.41 
5.30 
5.21 
4.56 
2.78 
2.17 
1.70 
1.45 
1.01 
0.90 
0.68 
0.65 
0.56 

1.10 

1.59 
1.58 
1.49 
1.56 

1742.68 
412.38 
196.20 
206.57 
100.52 
139.11 
89.01 
79.66 
82.75 
79.41 
82.79 
854.05 
657.51 
614.99 
721.81 
574.19 
530.75 
312.69 
284.72 
270.43 
327.40 
227.19 

2234.17 
2290.21 
2213.81 
2176.71 
1952.39 
1980.89 
1357.00 
1176.81 
1183.08 
1108.72 
1241.18 
1029.81 
928.20 
920.51 
567.84 
502.62 
279.90 
101.32 
80.83 

7.45E-6 
7.47E-6 
6.95E-6 
6.05E-6 
4.8414 
5.05E-8 
7.17E-6 
6.62E4 
8.49E-6 
6.35E-6 
5.60E-6 
3.20E-6 
2.45E.6 
1.95E4 
1.13E-6 
7.191-7 
6.3OE-7 
8.15E-7 
7.86E-7 
6.83E-7 

1.34E-6 

1.71E-6 
1.90E-8 
5.74E-6 
7.95E-8 

5.1OE-4 
1.18E-4 
5.60E-5 

5.82E.5 
2.76E.5 
3.80E-5 
4.32E-5 
4.21E.5 
4.39E.5 

4.19E-5 
4.4OE-5 
4.25E-4 
3.21E4 
3.05E-4 
2ASE-4 
1.77E4 
1 . W E 4  
1.62E4 
1.50E.I 
1.42E-4 
1.71E-4 
1.20E-4 
6.61E4 
6.75E-4 
6.48E4 
8.35E4 
5.921-4 
5.88E4 
7.OSE4 
6.20E-4 
6.16E4 
5.73E-4 
6.49E4 
5.39E-4 
4.90E-4 
4.65E-4 
3.16E-4 
2.34E-4 
1.46E4 
1 .=E4 
1.78E-4 

3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
3810210107 
391 021 01 07 
3910210107 
3910210107 
391021 01 07 
3010210107 
3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
391021 01 07 
3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
391 021 01 07 
3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
3910210107 
9910210107 
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_- 
25 C data 

P" 6 
Stafl 

ER3-1-25 
ER3-2-25 
ER3-3-25 
ER34-25 
ER3-5-25 
ER3-6-25 
ER3-7-25 
ER3-3-25 
ERl-9-25 
ER3-10-25 
ER3-11-25 
ER3.12-50 
ER3-13-50 
ER3.14-50 
ER3.15-50 
ER3-16-50 
ER3-17.50 
ER3-18-50 
ER3-19-50 
ER3-20-50 
ER3-21-50 
BR3-22-50 
ER3-23-75 
ER3-24-75 
ER3-25-75 
BR3-26-75 
ER3.27.75 
ER3-28-75 
ER3-29-75 
ER3-30-75 
ER3-31-75 
ER3-32-75 
8R3-33-75 
ER3-34-75 
ER3-3575 
ER3-3575 
ER3-37-75 
ER3-38-75 
ER3-39-75 
ER340-75 
ER341.75 

x loss 

25 C data 

PH 8 
StaR 

ER4-1-25 
ER4-2-25 
ER4-3-25 
ER44-25 
ER4-525 
ER44-25 
BR4-7-25 
BR4-3.25 
ER4-9.25 
ER4-10-25 
ER4-11-25 

Mass Ceramlcs 

(9) 
1.56100 
1.5609 
1.5604 
1.5803 
1.5602 
1.5599 
1.5598 
1.5595 
1.5595 
1.5594 
1.5592 
1.5591 
1.5580 
1.5579 
1.5578 
1.5577 
1.5573 
1.5572 
1.5568 
1.5567 
1.5565 
1.5562 
1.5561 
1.5557 
1.5556 
1.5556 
1.5555 
1.5549 
1.5543 
1.5539 
1.5538 
1.5531 
1.5528 
1.5517 
1.5425 
1.5266 
1.5036 
1.4778 
1.4626 
1.4450 
1.4445 
1.4425 
7.59 

Mass Ceramics 

(Q) 
1,56900 
1.5690 
1.5690 

1.5690 
1.5690 
1 . m 9  
1.5689 
1.5ea9 
1 . m 9  
1 . m 9  
i.%aa 
i.wa 

Flow Rate 

(muday) 

56.3332 
53.8719 
53.5121 
52.9997 
51.9840 
51.0055 
91.3374 
99.9320 
101.3477 
103.1818 
83.3556 
97.6452 
94.1627 
94.8653 
57.2836 
51.0413 
50.0876 
85.0041 
86.8815 
86.4433 
85.9048 
86.5471 
47.8692 
47.1719 
0.8739 
39.4941 
55.2824 
53.4005 
95.1558 
98.3298 
94.2487 
92.7625 
94.8544 
94.3435 
94.8928 
92.5564 
94.6003 
78.7510 
117.1257 

274.7509 
481.2107 

Flow Rate 

( m u w  

53.1821 
52.4071 
52.2949 
51.6092 
51.6083 
50.3931 
a8.moi 
97.1540 
97.2287 
96.4021 
953441 

Run tlm 

0.00 

0.39 
3.00 
4.03 
5.03 

11.18 
13.16 
17.99 
19.04 
20.01 
23.96 
26.01 
38.12 
39.09 
40.18 
41.11 
46.03 
48.12 
51.98 
52.97 
55.27 
58.99 
61.07 
66.07 
67.18 
88.42 
68.97 
75.11 
80.08 
82.13 
83.14 
87.07 
89.05 
94.02 
122.02 
173.07 
262.01 
362.00 
425.10 
515.02 
535.95 
544.08 

(day4 

Run time 

(days) 
0.00 
0.39 

3.00 
4.03 
5.03 
11.18 
13.16 
17.99 
19.04 
20.01 
23.96 
26.01 

Diameter 
(microns) 

5.1994 
5.1992 
5.1988 
5.1986 
5.1985 
5.1982 
5.1981 
5.1978 
5.1977 
5.1976 
5.1974 
5,1973 
5.1960 
5.1959 
5.1958 
5.1957 
5.1953 
5.1951 
5.1947 
5.1946 
5.1944 
5.1941 
5.1939 
5.1935 
5.1934 
5.1934 
5.1933 
5.1926 
5.1920 
5.1918 
5.1914 
5.1906 
5.1903 
5.1891 
5.1787 
5.1610 
5.1349 
5.1051 
5.0878 
5.0673 
5.0687 
5.0643 
875.4 

Dlamter 
(microns) 

5.1994 
5.1994 
5.1994 
5.1994 
5.1994 
5.1993 
5.1993 
5.1993 
5.1993 
5.1993 
5.1992 
5.1992 

Surf. Area 

(sq. m) 
0.33359 
0.33357 
0.3335 
0.3335 
0.3335 
0.3334 
0.3334 
0.3334 
0.3334 
0.3314 
0.3333 
0.3333 
0.3332 
0.3331 
0.3331 
0.3331 
0.3331 
0.3330 
0.2330 
0.3330 
0.3329 
0.3329 
0.3329 
0.3328 
0.3328 
0.3328 
0.3328 
0.3327 
0.3326 
0.3326 
0.3328 
0.3325 
0.3324 
0.3323 
0.3309 
0.3287 
0.3254 
0.3218 
0.3194 
0.3169 
0.3168 
0.3465 

Angstroms 

Surf. Area 

0.3353 

0.3353 
0.3353 
0.3353 
0.3353 
0.3353 
0.3353 
0.3353 
0.3353 
0.3353 
0.3353 
0.3353 

(ss. m) 

PH 
6.10 
6.14 
8.17 
6.15 
8.13 
6.12 
6.17 
6.13 
6.15 
6.12 
8.12 
6.13 
5.97 
6.16 
6.15 
8.07 
6.17 
6.14 
6.12 
6.15 
6.16 
6.14 
6.07 
6.13 
6.07 
0.00 

6.14 
6.00 

6.00 
6.08 

6.04 
6.05 
6.08 
6.06 
5.98 
8.12 
6.04 
6.04 
5.94 
5.88 
6.13 
6.15 

PH 
7.85 
7.73 
7.61 
7.69 
7.62 
7.67 
7.68 
7.67 
7.70 
7.74 
7.83 
7.60 

PH 8 
Start 

ER3-1-25 
ER3.2-25 
ER3-3-25 
BR34-25 
ER3-5-25 
ER3-6-25 
ER3-7-25 
ER34-25 
BR3-9-25 

ER3-10-25 
ER3-11-25 
ER3-12-50 
ER3-13-54 
BR3-14-50 
ER3-15-50 
BR3-16-50 
ER3-17-50 
BR3-18-50 
ER3-19-50 
ER3-20-50 
ER3.21-50 
ER3-22-50 
ER3-23-75 
ER3.24-75 
ER3-25-75 
BR3-26-75 
ER3-27-75 
ER~-211.75 
ER3-29-75 
ER3-30-75 
ER3-31.75 
ER3-32.75 
ER343-75 
BR3-34-75 
ER3-3575 
ER3-36-75 
BR3-37-75 
SR3-38-75 
BR3-39-75 
ER340-75 
ER341.75 

PH 8 
Start 

ER4-1-25 
ER4-2-25 
ER4-3-25 
B R 4 4 2 5  
ER4-5-25 
E R 4 6 2 5  
BR4-7-25 
ER4d-25 
ER4-0-25 
ER4-10-25 
ER4-11-25 

TI 

PPb 

0.11 
0.38 
1.81 
1.64 
0.70 
1.04 

TI 

ppb 

U 

ppb 
1120.48 
557.15 
404.24 
350.56 
154.70 
194.70 
121.60 
103.75 

97.79 
91.03 
88.47 

171.50 
210.33 
219.90 
238.45 
272.30 
244.79 
197.70 
171.92 
181.24 
191.50 
131.08 
305.61 
319.22 

379.12 
326.73 
393.18 
342.37 
314.41 
321.60 
311.71 
412.81 
626.95 
581.78 
494.78 
478.60 
529.41 
388.05 
16.66 
87.89 

U 
PPb 

58.40 
22.79 
21.50 
24.24 
19.14 
22.52 
41.74 
13.40 
14.88 
12.23 
15.35 

NR-TI 
glmA2/day 

1.28E-7 
4.72E-7 
1.90E-6 
1.91E-3 
2.6OE-6 
6.81E-6 

NR-TI 
glmA2/day 

N R U  
plmA21day 

3.39Ed 
1.67E4 
1.20Ed 
1.03Ed 
4.48E-5 
5.61E-5 
6.18E-5 
5.77E-5 
5.521-5 
5.23E-5 
4.11E-5 
9.32E-5 
l . lOE4 
1.16E4 
7.8lE-5 
7.74E-S 
6.831-5 
9.37E-5 
8.33E-5 
7.77E-5 
9.17E-5 
6.32E.5 
a .m.5  
a .40~-5  

8.35E-5 
1.01E4 
1.17E4 
1.82E4 
1.73E4 
l .69E4 
1.81E-4 
2 . 1 ~ 4  
3.30E4 
3.lOE4 
2.5984 
2.58E4 
2.41E4 
4.95E-4 
2.68E.5 
2.4814 

N R U  
glmA2/day 

1.72E-5 
6.61E4 
6.22E-B 
6 . 9 3 M  
5.47E-6 
6.28E-6 
5.77E4 
7.2114 
a.ooE-B 
6.53E-6 
8.15E-6 

#Particles 
3927823666 
3927823866 
3927823668 
3927821666 
3927823666 
3927823666 
3927823668 
3927823666 
3927823688 
3927823666 
3927823666 
3927823668 
3927823886 
3927823666 
3927823666 
3927823666 
3927823666 
3927823666 
3927923666 
3927823866 
3927823666 
3927823888 
3927823886 
3927a2m6 
3927823888 
3927823666 
3927823666 
3927823866 
3927823686 
3927823868 
3927823668 
3927823886 
3927823666 
3927823666 
3927823666 
3927823686 
3927823666 
3927823866 
3927825666 
3927823666 
3921823666 
3927823866 

wartk les  
3947953448 
3 9 4 7 9 5 w a  
3947953448 
3947953448 
3947955448 
3847953448 
3947953448 
3947953448 
3947955448 
3947953448 
3947953448 
3947953448 
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BR4-12.50 
BR4-I 3-50 
BR4-14-50 

BR4-15-50 
BR4-16-50 
BR4-17-50 
BR4-18-50 
BR4-19-50 
BR4-20.50 
BR4-21-50 
BR4-22-50 
BR4-23-75 
BR4-24.75 
BR4-25-75 
BR4-26-75 
BR4-27.75 
BR4-28-75 
BR4-29-75 
BR4-30.75 
8R4-31-75 
8114-32-75 
BR4-33.75 
BR4.34-75 
BR4-35-75 
BR4-36-75 
BR4-37-75 
0R4-30-75 
BR4-39.75 
8134-40-75 
BR441-75 

Y loss 

1.5688 
1.5688 
1.5688 

1.5687 
1.5687 
1.5687 
1.5687 
1.5687 
1.5687 
1.5487 
1.5687 
1.5687 
1.5687 
1.5607 
1.5687 
1.5687 
1.5686 
1.5806 
1.5686 
1.5605 
1.5685 
1.5683 
1.5674 
1.5652 
1.5593 
1.5530 
1.5490 
1.5440 
1.5433 
1.5430 

1.66 

89.5126 

87.6511 
80.6456 

63.6222 
5 7.8 8 0 7 
56.8173 
95.4430 
99.0200 
98.8491 

98.2642 
98.9929 
57.7884 
51.2920 
54.4197 
11.1814 
8.8727 
55.0239 
97.6117 
98.1866 
97.9279 
96.9251 
98.1081 
95.7148 
94.1010 
93.2220 
07.2652 
80,8991 
89.3116 
339.8283 
422.22% 

38.12 
39.09 
40.16 
41 .I 1 
46.03 
40.12 
51.98 
52.97 
55.27 
56.99 
61.07 
66.07 
67.18 
68.42 
60.97 
75.11 
80.08 
82.13 
83.14 
87.07 
89.05 
94.02 
122.02 
173.07 
262.01 
362.00 
425.10 
515.02 
535.95 
542.01 

5.1991 
5.1S91 
5.1991 
5.1991 
5.1991 
5.1991 
5.1991 

5.1991 
5.1991 
5.1991 

5.1991 
5.1991 
5.1990 
5.1990 
5.1990 
5.1990 
5.1990 
5.1990 
5.1989 
5.1988 
5.1988 
5.1986 
5.1976 
5.1952 
5.1887 
5.1816 
5.1772 
5.1716 
5.1709 
5.1708 
144.2 

0.3353 
0.3353 
0.3353 
0.3353 
0.3353 
0.3351 
0.3353 
0.3353 
0.3353 
0.3353 
0.3353 
0.3353 
0.3353 
0.3352 
0.3352 
0.3352 
0.3352 
0.3352 
0.3352 
0.3352 
0.3352 
0.3352 
0.3351 
0.3148 
0.3339 
0.3330 

0.3324 
0.3317 
0.3316 
0.3336 

Angnrom 

7.70 
7.57 
7.61 

7.56 
7.72 
7.57 
7.47 
7.67 

7.57 
7.58 
7.64 
7.65 
7.70 
7.63 
0.00 

7.72 
7.68 
7.85 
7.68 
7.60 
7.69 
7.69 
7.86 
7.70 
7.65 
7.64 
7.71 
7.47 
7.45 
7.77 

BR4-12-50 
BR4.13-50 

BR4-14-50 
BR4-15-50 
BR4-16-50 
BR4-17.50 
BR4-18-50 
BR4-19-50 
BR4.20-50 
BR4-21-50 
BR4-22-50 
BR4-23-75 
BR4.24-75 
BR4-25-75 
BR4-2b75 
BR4-27-75 
8134-28-76 
BR4-29-75 
BR4-30-75 
BR4-31-75 
BR4-32-75 
BR4-33-75 
BR4-34.75 
BR4-35-75 
BR4-36.76 
814-37-75 
BR4-38-75 
ER4-39-75 
BR440-75 
BR4-41.75 

1.62 

1.95 
1.12 
1.70 
0.96 

1.04 

1.79 
1.85 
1.91 
1.89 

11.12 
15.43 

12.25 
12.83 
9.67 
9.08 
4.60 
2.48 
4.53 
3.57 
3.34 
4.70 
22.05 
13.67 

7.36 
23.60 
26.57 
31.44 
38.99 
35.03 
59.02 
63.95 
01.70 
127.15 
117.61 
139.33 
112.40 
16.24 
20.60 

1.13E-B 

1.37E-S 
1.39E-S 
2.13E-B 
1.20E-S 

1.30E-S 

l.86E-8 
2.13E-S 
8.4OE-S 
1.03E.5 

5.51E4 
7.49E-S 
6.01E4 
4.52E4 
3.10E-S 
2.8614 
2.4314 
1.35E-S 
2.48E-S 
1.94E-S 

1.83E-S 
1.51E-6 
6.50E-S 
4.12E-S 

2.40E-S 
7.19E-S 
1.44E-5 
1.71E-5 
2.1 1 E 4  
1.88E-5 
3.21E-5 
3.39E-5 
4.26E-5 
6.5784 
6.36E.5 
6.28E-5 
5.6OE-5 
3.OBE-5 
4.87E-5 

3947953448 
3947953448 
3947953448 
3947953448 
3947953448 
3947953448 
3947953448 
3947953448 
3947953448 
3947953448 
3947853448 
3047953448 
3947953448 
3947953448 
3947953448 
3947953448 
3947953448 
3947953448 
3947953448 
3947953448 
3947953448 
3947953448 
3941953448 
3947953448 
3947053448 
3947953448 
3947953448 
3947953448 
3947953448 
3947853448 
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25 C data 

PH 10 
start 

BR5-1.25 
BR5-2-25 
BR5-3-25 
BR5-4.25 
BRS-5-25 
BR5-B-25 
BR5-7-25 
BRM.25 
BR5-9-25 
BR5-10-25 
BR5-11-25 
BRS-12-54 
BR5-13-50 
BRE14.50 
BR5-15-50 
BR5-16-50 
BR5-17-50 
BR5-18-50 
BR5-19-50 
BR5-20-54 
BR5-21-50 
BRS-22.50 
BR5-23.75 
BR5-24-75 
BR5-25-75 
BRS-26-75 
BR5-27.75 
BRS-28-75 
BRS-29-75 
ER5-30-75 
ER5-31.75 
BR5-32-75 
BR5-33-75 
BR5-34-75 
BR5-35-75 
ER5-36-75 
BR5-37-75 
BRM8-75 
BR5-39.75 
BR5-40-75 
BR5-41-75 
x 105s 

25 C data 
pn 12 

start 
BR6-1-25 
BR6-2-25 
BRE4-25 
BR6-5-25 
BR6425 
BR6-7-25 
BR6-8-25 
BRW-25 

BR6-10-25 
BRbll.25 
BRE-12-50 
BR6-13-50 

Mass Ceramics 

19) 
1,56000 
1.5600 
1.5599 
1.5599 
1.5599 
1.5599 
1.5599 
1.5598 
1.5598 
1.5598 
1.5598 
1.5598 
1.5596 
1.5596 
1.5596 
1.5596 
1.5596 
1.5596 
1.5595 
1.5595 
1.5594 
1.5593 
1.5592 
1.5591 
1.5591 
1.5591 
1.5591 
1.5588 
1.5583 
1.1580 
1.5578 
1.5570 
1.5566 
1.5554 
1.5515 
1.5439 
1.5267 
1.5166 
1.5088 
1.4949 
1.4920 
1,4913 
4.41 

Mass Ceramics 

(9 )  
1.56300 
1.5610 
1.5629 
1.5628 
1.5627 
1.5627 
1.5626 
1.5625 
1.5625 
1.5624 
1.5624 
1.5620 
1.5620 

Flow Rate 

Imuday) 

55.7366 
54.4790 
53.0221 
53.6529 
52.2801 
52.2871 
92.6265 
101.4026 
101,5635 
101.2832 
99.7224 
94.9860 
92.5279 
94.1982 
61.0833 
56.7925 
54.7661 
94.5058 
96.8840 
96.3777 
95.6491 
96.3567 
54.8086 
51.7928 
0.8026 

44.0603 
56.6008 

56.0458 
97.4158 
98.7065 
97.2668 
96.4758 
95.9839 
94.4998 
93.7382 
93.6218 
98.0717 
82.0205 
91.6910 

301.6731 
325.4120 

Flow R a a  

(muday) 

54.1603 
52.8807 
72.6290 
66.8128 
50.9205 
73.0577 
91.4909 
93.1859 
92.5360 
92.4592 
48.9071 
48.0448 

Run Ilm 

(days) 
0.00 
0.39 
3.00 
4.03 
5.03 
11.18 
13.16 
17.99 
19.04 
20.01 
23.96 
26.01 
38.12 
39.09 
40.16 
41.11 
46.03 
48.12 
51.98 
52.97 
55.27 
58.99 
61.07 
66.07 
67.18 
68.42 
68.97 
75.11 
80.08 
82.13 
83.14 
87.07 
89.05 
84.02 
122.02 
173.07 
262.01 
362.00 
425.10 
515.02 
535.95 
542.01 

Run f l m  

(days) 
0.00 

0.39 
3.00 
5.03 
11.18 
$3.16 
17.99 
18.04 
20.01 
23.96 
26.01 
38.12 
39.w 

Dlanmmr 
(mlcrons) 

5.1994 
5.1994 
5.1993 
5.1993 
5.1993 
5.1993 
5.1993 
5.1992 
5.1992 
5.1992 
5.1992 
5.1991 
5.1989 
5.1989 
5,1989 
5.1989 
5.1989 
5.1989 
5.1988 
5.1988 
5.1988 
5.1986 
5.1985 
5.1984 
5.19a4 
5.1984 
5.1984 
5.1981 
5.1975 
5.1971 
5.1969 
5.1960 
5.1956 
5.1943 
5.1900 
5.1814 
5.1621 
5.1507 
5.1419 
5.1261 
5.1228 
5.1219 
387.6 

Diameter 
(microns) 

5.1994 
5.1994 
5.1993 
5.1991 
5.1991 
5.1990 
5.1989 
5.1989 
5.1989 
5.1987 
5.1987 
5.1983 
5.1983 

Surf. Area 

(v. m) 
0.3334 
0.3334 
0.3334 
0.3334 
0.3334 
0.3334 
0.3334 
0.3333 
0.3333 
0.3333 
0.3333 
0.3333 
0.3333 
0.3333 
0.3333 
0.3333 
0.3333 
0.3333 
0.3333 
0.3333 
0.3333 
0.3333 
0.3333 
0.3333 
0.3332 
0.3332 
0.3332 
0.3332 
0.3331 
0.3331 
0.3331 
0.3329 
0.3329 
0.3327 
0.3322 
0.3311 
0.3286 

0.3272 
0.3260 
0.3240 
0.3236 
0.3235 

Angrtroms 

Surf. Area 

(5q. m) 
0.3340 
0.3340 
0.3340 
0.3340 
0.3340 
0.5540 
0.3340 
0.3339 
0.3339 
0 .5~39 
0.3339 
0.3339 
0.3339 

pn 
10.01 
9.98 
9.89 
9.91 
9.92 
9.94 
9.92 
9.96 
9.95 
9.96 
9.94 
9.92 
9.86 
9.96 
9.77 
9.78 
9.77 
9.71 
9.71 
9.80 
9.70 
0.71 
9.74 
9.70 
9.61 
0.00 
9.43 
9.70 
9.52 
9.67 
9.65 
9.65 
9.70 
9.51 
9.75 
9.69 
9.51 
9.53 
9.47 
9.14 
9.54 
9.79 

pn 
12.w 

12.17 
12.14 
12.21 
12.24 
12.19 
12.24 
12.1a 
12.18 
12.22 
12.19 
11.88 
12.28 

p n  i o  
Start 

BR5-1-25 
BR5-2-25 
BR5-3-25 
BR5-4.25 
BRS-5-25 
BR5-g-25 
0R5-7.25 
BR5-8-25 
BR5-9-25 

BR5-10.25 
BR5-11-25 
BR5-12-50 
BR5-13-50 
BR5-14-50 
BR5-15.50 
BRS-I 6-50 
BRS-17.50 
BRS-18-50 
BR5-19-50 
BR5-20-50 
BR5-21-50 
BR5-22-SO 
EM-23-75 
BR5-24.75 
BR5-25-75 
815-2575 
BR5-27-75 
BR5-28-75 
BRS-29-75 
BR5-30-75 
BR5-31-75 
BR5-32-75 
BR5-33-75 
BR5-34-75 
BR5-35-75 
ER5-36-75 
BR5-37-75 
BR5-38-75 
BR5-39-75 
BR-0-75 

BR5-41.75 

pH 12 
start 

BR6-1-25 
ERE-2-25 
BRS-4-25 
BR6-5-25 
BR-25 
BRb7-25 
BRU-25 
ERE945 
BRE-10-25 
ERE-11-25 
BRb12-50 
ERE-13-50 

TI U 
ppb PPb 
0.69 141.67 

42.17 
34.93 
30.66 
19.15 
21.94 
18.30 
15.28 
15.32 
17.42 
17.36 
25.76 
19.05 
16.64 
15.43 
7.58 
15.88 
23.24 
30.15 
44.01 
79.59 
91.64 
18.78 
62.93 

90.50 
167.17 
312.60 
300.43 
319.87 
377.80 
353.00 
451.78 
262.17 
287.31 
367.54 
182.49 

1.39 264.87 
1.45 295.47 
1.40 80.51 
1.37 67.98 

TI U 
ppb ppb 

334.24 
106.72 

1.53 128.77 
35.67 
42.87 
47.88 
46.57 
46.04 
56.12 
5d.82 
98.15 
81.10 
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NR-TI 
glm^Zday 

4.92E-7 

I.SOE-6 
1.75E-S 
5.5814 
5.89E-B 

NR-TI 
glm'Zday 

1.43E4 

NR-U 
glm*Zday 

4.40E-5 
1.28E-1 
1.03E.5 
9.16E-8 
5.57E-8 
6.3914 
9.44EB 
8.64E4 
8.66E4 
9.82E4 
9.64E-6 
1.36E-5 
9.81E4 
8.73E-8 
5.25E4 
2.40E4 
4.84E-8 
1.22E-S 
1.62E-5 
2.36E-S 
4.24E-5 
4.92E-5 
5.73E4 
1.82E-5 

2.22E-S 
5.271-5 
9.78E-S 
1.66E-4 
1.78E-4 
2.05E-4 
1.90E-4 
2.42E-4 
1.38E-4 
1.50E-4 
1.93E-4 
1.OIE4 
1.23E-4 
1.54E-4 
1.39E-4 
1.2714 

N A Y  
glm"Zday 

1.01E-4 
3.14E.5 
5.20E-5 
1.321-5 
1.21E-5 
1.94E-5 
2.37E-S 
2.38E-S 
2.89E.5 
3.02E-5 
2.6715 
2.17E-1 

#Panicles 
3925307444 
3 9 2 5 3 0 7 444 
3925307444 
3 9 2 5 3 0 7 444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3915307444 
3925307444 
3925307444 
3925307444 
3925307444 
m5307444 
3025307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 
3925307444 

XPartkles 
3932856112 
3932856112 
3932856112 
3932856112 
3932856112 
3932856112 
3932156112 
3932856112 
39328561 12 
3932856112 
3932856112 
3932856112 
3932856112 



BR6-14.50 1.5620 
BR6-15-50 1.5620 
BR6-16-50 1.5618 
BR6-17-50 1.5617 
BR6-18-50 1.5615 
BR6-19-50 1.5614 
BR6-20-50 1.5612 
BR6-21.50 1.5609 
BR6-22-50 1.5606 
BR6-23-75 1.5605 
BR6.24-75 1.5605 
BR6-25-75 1.5604 
BR6-26-75 1.5603 
BR6-27-75 1.5598 
BR6-28-75 1.5592 
BR6.29-75 1.5589 
BR6-30-75 1.5567 
BR6-1<-75 1.5581 
BR6-32-75 1.5578 
BR6-33-75 1.5569 
BRE34-75 1.5519 
BR6-35-75 1.5445 
BR6-36-75 1.5327 
BR6-37-75 1.5256 
BR6-38-75 1.5225 
BR6-39-75 1.5200 
BR54O-75 1.5185 
BR541.75 1.5180 
x loss 2.88 

-26.8451 
56.5563 
53.9073 
52.4063 
93.1407 
96.2249 
95.5667 
96.5494 
96.5288 
60.4827 
61.2880 
58.3943 
60.7897 
60.9743 
60.3274 
90.5408 
90.0266 
91.2340 
89.8133 
8 9.4 8 0 8 
89.5870 
83.0544 
83.0151 
74.0140 
53.4642 
65.0056 

279.5237 
411.2356 

40.16 
41.11 

48.03 
48.12 
51.98 
52.97 

55.27 
56.99 
61.07 
66.07 
67.18 
68.42 
68.97 
75.11 
80.08 
82.13 
83.14 
87.07 
89.05 
94.02 
122.02 
173.07 
262.01 
362.00 
425.10 
515.02 
535.95 
544.08 

5.1983 
5.1983 
5.1981 
5.1980 
5.1977 
5.1976 
5.1974 
5.1971 
5.1970 
5.1967 
5.1966 
5.1965 
5.1964 
5.1958 
5.1952 
5.1948 
5.1946 
5.1939 
5.1936 
5.1926 
5.1871 
5.1788 
5.1655 
5.1576 
5.1541 
5.1513 
5.1496 
5.1490 
252.1 

0.3339 
0.3339 
0.3338 
0.3338 
0.3338 

0.3338 
0.3338 
0.3337 

0.3337 
0.3337 
0.3336 
0.3336 
0.3336 
0.3335 
0.3335 
0.3334 
0.3334 
0.3333 
0.1333 
0.3331 
0.3324 
0.3314 
0.3287 
0.3287 
0.3282 
0.3279 
0.3276 
0.3276 

Angstrom 

0.00 
12.04 
12.12 
12.00 
11.98 
12.10 
11.96 
12.04 

12.17 
12.03 
11.94 
12.00 
11.95 
12.20 
11.93 
12.17 
12.13 
12.15 
12.18 
12.11 
12.02 
12.08 
12.14 
12.02 
11.91 
11.98 
11.75 
11.82 

BREM-50 
BRB-I 5-50 
BR6-16-50 
BR6-17-50 
BR6-18-50 
B R M 9 . M  
BR620-50 

BRE21-50 
BR6-22.50 
BR6-23.75 
BR6-24-75 
BR6-25-75 
BR6-26-75 
BR6-27-75 
BR6-28-75 
BR6-29-75 
BR6-30-75 
BR6-31-75 
BR6-32-75 
BR643.75 
BR6-3475 
BR6-35-75 
BR6-36-75 
BR6-37-75 
BR6-38-75 
BR6-39-75 
BR540-75 
BRE41-75 

7.07 
127.98 
132.41 
138.84 
129.34 
129.66 
142.24 
118.19 
171.38 
197.45 
210.71 
232.36 
274.71 
321.39 
324.74 
311.13 
327.87 
306.27 
351.65 
356.42 
312.41 
286.83 

168.89 
1.30 164.84 
1.10 73.66 
1.47 45.56 
1.17 30.31 

-* 

2.22E.8 
3.84E.5 
3.86E-5 
7.19E-5 
6.92E-5 
6.89E-5 
7.64E-5 
8.35E.5 
5.77E-5 
6.73E.5 
6.84E-5 
7.86E-5 
9.32E-5 
1.08E.4 
1.64E.4 
1.56E.4 
1.87E.4 
1.53E.4 
1.75E.4 
1.78E.4 
1.45E.4 
1.33E.4 
7.04E-S 

9.071-7 4.98E-5 
9.36E-7 2.71E5 
5.38E-6 7.21 E 5  
8.31E-6 7.06E-5 

3932856112 
3932856112 
3932856112 
5932856112 
3932856112 
3932856112 
3932858112 
3932858112 
3932856112 
3932856112 
3932856112 
39328561 12 
3932856112 
3932856112 
3932856112 
5932856112 
3932858112 
3932856112 
3932856112 
3932856112 
3932856112 
3932856112 
3932858112 
3932856112 
3932856112 
3932856112 
3932856112 
3932858112 
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